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Abstract
Background: Postoperative subdural fluid collection sometimes occurs after clipping 
of cerebral aneurysms. Arachnoid plasty is used to prevent such postoperative 
complications; however, the optimal materials for arachnoid plasty remain unclear. 
In this study, we aimed to clarify the optimal materials for arachnoid plasty and 
report our experience of arachnoid plasty after clipping of unruptured aneurysms.
Methods: In an in vitro experiment, adhesive strengths of three materials permitted 
for use in the intradural space, such as collagen sheets, gelatin sponge, and 
oxidized cellulose sheets, were measured by assessing their water pressure 
resistance. Then, 80 consecutive cases surgically treated unruptured cerebral 
aneurysms were retrospectively reviewed to examine the occurrence rate of 
postoperative subdural fluid collection.
Results: The collagen sheet exhibited the greatest adhesive strength, so we used 
collagen sheets for the arachnoid plasty procedures. In all of these cases, arachnoid 
plasty was performed with fibrin glue‑soaked collagen sheets. No postoperative 
subdural fluid collection, inflammation, or allergic reactions occurred in any case.
Conclusions: The present study suggests that collagen sheet might be one of 
the optimal materials for arachnoid plasty. This technique is simple and may be 
effective to prevent subdural fluid collection after clipping.
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INTRODUCTION

Postoperative subdural fluid collection (SFC) is a 
complication of craniotomy and incidence of 6–51% is 
reported.[12,13,17,20,23] Most SFC eventually disappears or 
is clinically asymptomatic, and therefore SFC does not 
receive much attention. However, some SFCs enlarge, 
leading to chronic subdural hematomas or hygromas, 
which require surgical treatment.[7,11,19] Arachnoid plasty 

is reported to be useful for preventing postoperative 
SFC.[9,23] There are several ways of arachnoid plasty. In 
recent reports, most arachnoid plasty procedures have 
involved a combination of covering materials and fibrin 
glue. However, no previous reports have assessed the 
adhesive strength of different covering materials. In 
the present study, we assessed the adhesive strength of 
three such materials by evaluating their resistance to 
water pressure. In addition, we examined the efficacy 
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of arachnoid plasty performed with collagen sheets and 
fibrin glue after clipping of unruptured aneurysms.

MATERIALS AND METHODS

In vitro experiment of water pressure resistant
The following three materials, which are often used in 
neurosurgery to achieve hemostasis or strengthen suture 
points and are permitted for use in the intradural space, 
had their water pressure resistance assessed in the present 
study: Collagen sheets (INTEGRAN press sheet‑type, 
Nippon Zoki Pharmaceutical Co., Ltd., Tokyo), oxidized 
cellulose sheets (SURGICEL NU‑KNIT, Johnson and 
Johnson K.K., Tokyo), and gelatin sponge (Gelfoam, 
Pfizer Inc., Tokyo).

The experimental protocol is as follows and the scheme of 
experiment is shown in [Figure 1]. First, the epidermis of 
a rabbit was placed over the opening of a bottle (20 mm in 
diameter), and a small hole was made in the center of the 
epidermis using an aorta/vein punch (5.0 mm in diameter; 
ACP JAPAN Co., Ltd., Tokyo). The bottom of the bottle 
was connected to a 10‑ml syringe and a manometer using 
a 3‑way tube. Then, each material was cut into a circle 
with a diameter of 15 mm. After being soaked in fibrin 
glue, the material was then placed over the epidermis. 
The fibrin glue (Bolheal; Kaketsuken, Kumamoto, 
Kumamoto) consisted of solutions A and B; solution 
A contained fibrinogen (80 mg/ml), blood coagulation 
factor VIII (75 units/ml), and aprotinin (1000 KEI/ml), 
and solution B contained thrombin (250 units/ml) and 
calcium chloride (5.9 mg/ml). In this experiment, each 
test material was soaked in solution A (0.3 ml) in a 
laboratory dish, and then solution B (0.3 ml) was dripped 
onto it. At 3 min after solution B had been dripped onto 

the test material, water was introduced into the bottle 
via the syringe, and the bursting pressure of the material 
was measured by the manometer. Bursting was defined as 
the presence of an air bubble between the material and 
epidermis. The experiment was performed 11 times for 
each material. Statistical analysis was performed with a 
computer software package (StatMate IV for Windows; 
Atoms, Tokyo, Japan). The bursting pressures were 
analyzed by using the Kruskal–Wallis test followed by 
Dunn’s multiple comparison test. In all statistical analyses, 
significance was defined as a P value less than 0.05.

Patient population of arachnoid plasty
Between September 2009 and March 2013, there 
were 80 consecutive cases in which clipping surgery of 
unruptured cerebral aneurysms of the anterior circulation 
was performed at the Department of Neurosurgery, Yao 
Tokushukai General Hospital. There were 25 male and 
55 female, mean age was 65.8 ± 9.4 years (mean ± SD).

Regarding the locations of the aneurysms, 32 aneurysms 
originated from the internal carotid artery (ICA), 
30 from middle cerebral artery (MCA), and 18 from 
anterior communicating artery (A‑Com) or anterior 
cerebral artery (ACA). Most of the clipping procedures 
were performed via a transsylvian approach. An 
interhemispheric approach was selected in four cases in 
which the aneurysms were located in the A‑Com or distal 
ACAs. In all cases, the arachnoid plasty was performed 
with fibrin glue‑soaked collagen sheets.

Surgical technique
In the transsylvian approach, the Sylvian fissure was 
dissected, and the arachnoid trabeculae were cut 
between the frontal and temporal lobes from deep within 
the Sylvian fissure to its surface. To minimize brain 
retraction, the interhemispheric fissure and contralateral 
cistern were opened in some cases. After the clipping 
had been performed, arachnoid plasty was conducted. 
Collagen sheets that had been soaked with fibrin glue 
were used to cover the exposed arachnoid space extended 
to anterior skull base, and then solution B was dripped 
onto them. Collagen sheets were shaped rectangular and 
covered both the Sylvian fissure and anterior skull base. 
Artificial cerebrospinal fluid (CSF) was then injected into 
the Sylvian fissure through a drainage tube. As a result, 
the brain, which shrank during clipping surgery, gradually 
expanded. Subsequently, we removed the drainage tube 
and covered the hole with the collagen sheets. Lastly, we 
closed the dura in a water tight fashion.

In the interhemispheric approach, the arachnoid plasty 
is performed after clipping in the same fashion. The 
exposed arachnoid space and anterior skull base were 
covered with the collagen sheets soaked fibrin glue, and 
the artificial CSF was injected into the interhemispheric 
fissure.

Figure 1:  The scheme of an in vitro experiment of measurement 
water pressure resistance.  The bottom of bottle was connected to 
a 10 ml syringe and a manometer using a 3-way tube. The examined 
material was placed over the epidermis of a rabbit
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RESULTS

In vitro experiment of water pressure resistant
The results of the water pressure resistance experiment 
are shown in [Figure 2]. The bursting pressures of the 
materials in 11 repeated experiments were as follows: 
Collagen sheet: 169 ± 37.7 mmHg (mean ± SD), oxidized 
cellulose sheet: 45 ± 23.4 mmHg, and gelatin sponge: 
31 ± 7.7 mmHg. The above‑mentioned experiment 
showed that the collagen sheet exhibited the greatest 
adhesive strength (P < 0.05). There was no significant 
difference in the adhesive strength between the oxidized 
cellulose sheets and the gelatin sponge (P = 0.24). On 
the basis of these results, we selected collagen sheets in 
the subsequent arachnoid plasty procedures.

Results of arachnoid plasty
The median follow‑up period was 21 months (range, 
1–42 months). SFC was diagnosed based on brain 
computed tomography (CT) scans obtained about 
1 month after surgery. Subdural spaces of less than 5 mm 
in diameter were not considered to be indicative of SFC. 
In this study, SFC did not occur in any case, nor did 
infections or allergic reactions. The illustrative case is 
shown in Figure 3. One of the 80 patients, who had an 
aneurysm in the MCA (the M1‑2 bifurcation) clipped, 
suffered an epileptic seizure (a nonconvulsive seizure) 
just after the operation. The patient was soon started on 
antiepileptic drugs, and no seizures have occurred since.

DISCUSSION

Arachnoid plasty has been demonstrated to be effective for 
preventing postoperative SFC.[9,23] Several arachnoid plasty 
methods have been reported, for example, suturing the 
arachnoid membrane,[2,26] sealing it using fibrin glue,[2,5,9,22] or 
covering it using appropriate materials and fibrin glue.[5,17,23] 
Each method seems to be able to reduce the postoperative 

SFC.[1,3,4,8,18,26] As for the covering materials, gelatin sponge 
or collagen sheets are usually used for arachnoid plasty.[17,23] 
However, no reports have examined the optimal covering 
materials for the procedure. To the best of our knowledge, 
this is the first study that assessed the adhesive strength of 
different materials that are frequently used in neurosurgical 
procedures by evaluating their resistance to water pressure. 
In this study, we compared three materials permitted for use 
in the intradural space and found that the collagen sheets 
exhibited significantly greater water pressure resistance than 
the other two materials. Although the bursting pressure of 
all the materials exceeded the normal CSF pressures in our 
experiment, the adhesive force of materials should be over 
the injection pressure of artificial CSF in arachnoid plasty. 
Thus it is believed that adhesive strength of materials are 
demanded to be stronger. Therefore, we used collagen 
sheets for the arachnoid plasty procedures. In the present 
study, we used sheet‑type of collagen sheet (Integran® press 
100 × 50 mm; thickness 0.2 mm), which is thin and easy 
to shape. This sheet is shaped a paper‑like thin form and 
possesses a natural cotton‑fiber structure, which makes 
them strongly adhesive. Moreover soaking collagen sheets in 
fibrin glue reinforces their fiber structure, and consequently 
makes them stronger. These characteristics of collagen 
sheets seem to be an advantage for arachnoid plasty.

The efficacy of arachnoid plasty with collagen sheet and 
fibrin glue after the clipping of unruptured aneurysms 
was examined. As a result, we found that the procedure 
achieved good outcomes, and there were no incidence 
of SFC or complications such as surgical infection. 
The leakage of CSF and brain shrinkage is considered 
to be the main causes of SFC after the opening of 
the arachnoid space.[6,20,21,23‑25] Aneurysm clipping and 
surgery involving elderly patients might be particularly 
associated with SFC.[6,9,12,17,20] In the case of the clipping 
of unruptured aneurysms, the incidence of SFC is 
reported to range from 6% to 14%.[13,27] In a prospective 
study of the treatment of SAH patients, it was reported 
that the arachnoid plasty with fibrin glue could reduce 
postoperative SFC but the incidence was 6%.[9] Recent 
advancement in medical technology and surgical 

Figure 2:  Water pressure resistance.   The collagen sheet 
demonstrated significantly greater adhesive strength than the 
other two materials

Figure 3:  Arachnoid plasty in the transsylvian approach (a)  Artificial 
cerebrospinal fluid was injected into the Sylvian fissure through a 
drainage tube. (b) Brain CT taken a day after operation showing 
little subdural fluid collection

ba
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instruments has led to better treatment outcome of 
craniotomy. Morbidity of clipping surgery of unruptured 
aneurysm has been reported to range 2.2–10.9%;[10,14,15] 
therefore, safer and less invasive surgical procedures are 
required. In addition, the number of surgical procedures 
involving elderly patients is gradually increasing and so 
the prevention of postoperative SFC deserves attention.

Collagen sheets demonstrated strong adhesiveness in 
our in vitro experiment, and, in fact, were found to be 
useful for preventing postoperative SFC after clipping 
surgery of unruptured aneurysms. Additionally, precise 
manipulation is required due to the limited surgical field 
in neurosurgical procedures. Therefore, the materials for 
arachnoid plasty must not only display resistance to water 
pressure but also be easy to manipulate. This feature 
allowed us to cover even deep parts of the brain such as 
the anterior skull base. Accordingly, we consider that a 
combination of collagen sheets and fibrin glue might be 
one of the suitable techniques for arachnoid plasty and 
feasible for preventing postoperative SFC.

Limitations
In this study, arachnoid plasty performed with collagen 
sheets and fibrin glue achieved favorable results. 
However, we assessed the water pressure resistance of 
the examined materials just 3 min after the fibrin glue 
had been applied. It is possible that the water resistance 
of the materials changes gradually over time. Another 
limitation is that the fibrin glue mixing ratio was not 
examined in this experiment. A previous in vitro study 
reported that a fibrin glue mixing ratio of A/B 5:1 
resulted in significantly greater pressure resistance than a 
ratio of A/B 1:1.[16] Further studies using collagen sheets 
might be necessary to examine water pressure resistance 
after different periods and/or the use of fibrin glue with 
different mixing ratios.

CONCLUSIONS

Collagen sheets soaked with fibrin glue, which display 
strong adhesiveness and water pressure resistance, are 
useful covering materials for arachnoid plasty. Arachnoid 
plasty with collagen sheets and fibrin glue is a safe 
technique and appears to be effective for preventing SFC 
after clipping of unruptured aneurysms.
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