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Abstract: To study the cellular uptake mechanism of multifunctional organic–inorganic hybrid 

nanoparticles and nanosheets, new chitosan–glutathione–valine–valine-layered double hydroxide 

(CG-VV-LDH) nanosheets with active targeting to peptide transporter-1 (PepT-1) were prepared, 

characterized and further compared with CG-VV-LDH nanoparticles. Both organic–inorganic 

hybrid nanoparticles and nanosheets showed a sustained release in vitro and prolonged precorneal 

retention time in vivo, but CG-VV-LDH nanoparticles showed superior permeability in the iso-

lated cornea of rabbits than CG-VV-LDH nanosheets. Furthermore, results of cellular uptake on 

human corneal epithelial primary cells (HCEpiC) and retinal pigment epithelial (ARPE-19) cells 

indicated that both clathrin-mediated endocytosis and active transport of PepT-1 are involved 

in the internalization of CG-VV-LDH nanoparticles and CG-VV-LDH nanosheets. In summary, 

the CG-VV-LDH nanoparticle may be a promising carrier as a topical ocular drug delivery 

system for the treatment of ocular diseases of mid-posterior segments, while the CG-VV-LDH 

nanosheet may be suitable for the treatment of ocular surface diseases.

Keywords: LDH nanoparticles, LDH nanosheets, ocular drug delivery, human corneal epithelial 

primary cell, retinal pigment cell, ARPE-19, active targeting

Introduction
Topical ophthalmic formulations have been widely used for their convenience, 

noninvasiveness and good patient compliance. Unfortunately, the low ocular bioavail-

ability (,5%) due to the biopharmaceutical barriers significantly limits their therapeutic 

efficacy in ocular diseases.1 In recent years, novel drug delivery strategies have been 

developed to improve the ocular bioavailability, especially for the posterior segment 

diseases. It has been shown that nanotherapies for the treatment of ocular diseases can 

efficiently improve the bioavailability by prolonging drug residence time on the ocular 

surface, as well as the permeability across the corneal and conjunctival epithelium.2

Layered double hydroxides (LDHs), a class of anionic clay materials, are found to 

be a potential inorganic nanocarrier for drug and gene delivery due to their large specific 

surface area (100–300 m2/g),3 high positive charge density (0.031–0.041 e⋅Å-2),4 good 

biocompatibility5 and low toxicity.6 Today, organic–inorganic hybrid LDH nanocompos-

ites have received extensive attention for numerous fields of applications owing to their 
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unique properties. Organic–inorganic hybrid LDH nanocom-

posites consist mainly of three types, organic-coated inorganic 

hybrid LDH nanoparticles (Figure 1A), organic-intercalated 

inorganic hybrid LDH nanoparticles (Figure 1B) and organic–

inorganic hybrid LDH nanosheets (Figure 1C).7 Our previ-

ous studies showed that cross-linking polyvinylpyrrolidone 

(PVP)-coated LDH nanoparticles in ophthalmic solution 

could effectively increase the ocular retention time. The C
max

 

and area under the concentration (AUC)
0–6 h

 of PVP-coated 

nanoparticle eye drops were 5.3- and 6.3-fold greater than 

those of commercial eye drops, respectively.8 Pre-activated 

chitosan–glutathione (CG-2-Mercaptonicotinic acid [MNA]) 

and CG were synthesized and further used in the preparation 

of organic-intercalated inorganic hybrid LDH nanoparticles, 

which prolonged precorneal residence time successful-

ly.9 CG–valine–valine (CG-VV) was designed to form 

organic-intercalated inorganic hybrid LDH nanoparticles 

(CG-VV-LDH) with active targeting, which increased ocular 

retention time, enhanced corneal permeability and improved 

bioavailability.10 Studies by other groups indicated that 

surface modification on LDH nanoparticles with amino or 

carboxyl could promote the delivery of LDH nanoparticles 

to targeted organs.11 When LDH nanoparticles were delami-

nated into LDH nanosheets, the specific surface area was 

increased to 260–460 m2/g.12 Owing to the highly specific 

surface area, LDH nanosheets with higher drug adsorp-

tion and good surface activity attracted wide attention. 

Wang et al13 showed that LDH nanosheets were efficient 

in gene delivery. Our recent studies suggested that sodium 

carboxyl methyl cellulose (CMCNa)-LDH nanosheets could 

prolong precorneal residence time significantly.14 Li et al also 

showed that LDH nanosheets conjugated with folic acid could 

improve the therapeutic effect of methotrexate (MTX).15 

Both LDH nanoparticles and LDH nanosheets have been 

exploited for drug/gene delivery, but there is no study on the 

comparison of LDH nanoparticles with LDH nanosheets in 

vitro and in vivo.

Peptide transporter-1 (PepT-1), as an important mem-

brane transporter for improving oral bioavailability, is mainly 

expressed in the small intestine epithelium.16 In our previous 

work, prodrugs of oleanolic acid with better permeability and 

oral bioavailability were designed based on PepT-1-mediated 

active transport.17,18 PepT-1 is also expressed on human 

corneal epithelial primary cells19 (HCEpiC, representing 

native corneal epithelium) and retinal pigment epithelial 

cells20 (ARPE-19, a popular cell line in the retinal pigment 

epithelium [RPE] cell research, representing retinal tissue in 

the posterior segment of eyes).21 Our previous studies demon-

strated an improved permeability of CG-VV-LDH nanopar-

ticles across the cornea while experimenting with permeation 

behavior of isolated rabbit cornea. This effect may be due to 

the active transport of PepT-1.10 However, there is no study 

on organic–inorganic hybrid LDH nanosheets with active 

targeting so far.

Pirenoxine sodium (PRN), the model drug of this study, is 

mainly used in the treatment of cataract to prevent denaturation 

of lens protein.22 In our recent studies, eye drops using CG-

VV-LDH nanoparticles have been evaluated systematically in 

vitro and in vivo except for cellular uptake mechanism.10 In 

this study, new CG-VV-LDH hybrid nanosheets with active 

targeting to PepT-1 were prepared and characterized with 

laser particle sizer, zeta potential, X-ray diffraction (XRD) 

and transmission electron microscopy (TEM). In addition, 

stability, in vitro drug release, in vitro corneal penetration 

and in vivo precorneal retention of CG-VV-LDH nanosheets 

were analyzed systematically and further compared with 

Figure 1 Diagrams of three types of organic–inorganic hybrid nanocomposites based on polymer, lDhs and drug.
Notes: (A) Organic-coated inorganic hybrid lDh nanoparticles. (B) Organic-intercalated inorganic hybrid lDh nanoparticles. (C) Organic–inorganic hybrid 
lDh nanosheets.
Abbreviation: lDh, layered double hydroxide.
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those of CG-VV-LDH nanoparticles. Finally, these two types 

of nanocomposites were compared with respect to their cyto-

toxicity, cellular uptake and uptake mechanism on HCEpiC 

and ARPE-19 cells for the first time.

Materials and methods
Materials and animals
Zinc l-lactate was purchased from Aike Reagent Company 

(Sichuan, China). Aluminum lactate and fluorescein iso-

thiocyanate (FITC) isomer I were obtained from Sigma-

Aldrich Trading Co., Ltd. (Shanghai, China). PRN was 

provided by Chengdu Sino-Strong Pharmaceutical Co., Ltd. 

(Sichuan, China). PRN eye drops were supplied by Hubei 

Yuanda Everyday Bright Eyes Pharmaceutical Co. Ltd. 

(Hubei, China; specification: 15 mL, 0.8 mg; batch number: 

131038018). 3-(4,5-dimethyl-2-thiazolyl)-2,5-diphenyl-2- 

H-tetrazolium bromide (MTT), chlorpromazine hydro-

chloride, nystatin, genistein and amiloride were purchased 

from Aladdin Reagent Database Inc. (Shanghai, China). 

Gly-Sar was obtained from TCI Development Co., Ltd. 

(Shanghai, China). All other reagents were of high-perfor-

mance liquid chromatography (HPLC) or analytical grades.

Male New Zealand albino adult rabbits were procured 

from the Qinglongshan farms in Jiangning District of Nanjing 

and housed in standard cages with controlled temperature and 

humidity. They were fed with a standard laboratory chow 

and water ad libitum. All animal experiments were carried 

out according to the National Institutes of Health guide for 

the care and use of laboratory animals and approved by the 

Animal Ethical Experimentation Committee of China Phar-

maceutical University.

cell culture of hcepic and arPe-19 cells
cell culture of hcepic
Culture flasks (Thermo Fisher Scientific, Waltham, MA, 

USA) were pre-coated with poly-l-lysine at a concentration 

of 2 μg/cm2 at least 1 h at 37°C before cell seeding. HCEpiC 

(Cat No 6510; ScienCell Research Laboratories, Carlsbad, 

CA, USA) were cultured in corneal epithelial cell serum-free 

medium (ScienCell Research Laboratories) supplemented 

with 1% corneal epithelial cell growth supplement and 1% 

penicillin/streptomycin solution. Cells were incubated in a 

humidified atmosphere containing 5% CO
2
 at 37°C according 

to ScienCell Research Laboratories’ protocol.

cell culture of arPe-19 cells
ARPE-19 cells (Cat No ZQ0460; ScienCell Research Labora-

tories) were cultured in Dulbecco’s Modified Eagle’s Medium 

(DMEM/Nutrient Mixture F-12, Wisent Biotechnology Co, 

Ltd,  Nanjing, China) supplemented with 10% fetal bovine 

serum (FBS; ScienCell Research Laboratories) and 1% 

penicillin/streptomycin solution. The environment of cell 

incubation was the same with HCEpiC.

synthesis of lDh nanoparticles, cg-
VV-lDh nanoparticles, PrN-lDh 
nanoparticles, cg-VV-PrN-lDh 
nanoparticles, FITc-lDh nanoparticles, 
cg-VV-FITc-lDh nanoparticles, cg-VV-
FITc solution and FITc solution
CG-VV was synthesized previously by our group.10 LDH 

nanoparticles, PRN-LDH nanoparticles, CG-VV-PRN-LDH 

nanoparticles, FITC-LDH nanoparticles and CG-VV-FITC-

LDH nanoparticles were prepared using coprecipitation 

method as published recently.10,23 Furthermore, 1 mL of FITC 

solution (1 mg/mL) was added in 4 mL of CG-VV solution 

(475 μg/mL) as the control solution (CG-VV-FITC solution, 

0.0038 mg/mL) of CG-VV-FITC-LDH nanoparticles. FITC 

(1 mg) was dissolved in 1 mL of dimethyl sulfoxide (DMSO) 

as FITC solution.

synthesis and characterization of lDh, 
cg-VV-lDh and cg-VV-PrN-lDh 
nanosheets
synthesis of lDh nanosheets, cg-VV-lDh 
nanosheets, cg-VV-PrN-lDh nanosheets, cg-VV-
FITc-lDh nanosheets and cg-VV-FITc solution
The Zn, Al-lactate, HCO

3
-LDHs were synthesized using a 

coprecipitation method as reported previously.24 Zn(C
3
H

5
O

3
)

2 

(0.913 g) and Al(C
3
H

5
O

3
)

3
 (0.368 g) were dissolved in 100 mL 

of deionized water and mixed slowly with 100 mL of NaHCO
3
 

solution (5.25%, w/v). NaOH solution (2 M) was added drop-

wise to the mixture until the pH value reached 8.0±0.1. The 

resultant suspension was aged for 12 h at room temperature, 

then centrifuged (10,000 rpm, 10 min) and washed five times 

with deionized water. For the preparation of LDH nanosheets, 

LDH slurry was resuspended in 50 mL of deionized water, 

followed by homogenization (20,000 rpm, 2 min) using a 

homogenizer (F6/10-8G; Fluko, Shanghai, China) until no 

sediment was observed. A small amount of coexistent HCO
3
 

ions would disrupt the orderly arrangement of interlayer 

lactate ions, which facilitate the delamination of layers in 

water at room temperature without heating or ultrasonication. 

Finally, the white suspension was stirred constantly at room 

temperature for 8 h until the solution became transparent.

CG-VV-LDH nanosheets were prepared by adding 

1 mL of LDH nanosheets (1 mg/mL) dropwise into 1 mL 
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of CG-VV solution (4 mg/mL) under vigorous stirring. 

Then, the mixture was stirred for 1 h to ensure full adsorp-

tion. CG-VV-PRN-LDH nanosheets were prepared by 

adding 167 μL of 1 mg/mL PRN solution into 1 mL of 

CG-VV-LDH nanosheet suspension. The suspension was 

then stirred for 1 h to ensure complete PRN adsorption onto 

LDH nanosheets. CG-VV-FITC-LDH nanosheets were pre-

pared by adding 50 μL of FITC solution (2 mg/mL) to 1 mL 

of CG-VV-LDH nanosheets (0.5 mg/mL) under vigorous 

stirring for 1 h at room temperature and away from light. 

Then, 0.2 mL of FITC solution (0.02 mg/mL) was added 

in 0.8 mL of CG-VV solution (1 mg/mL) as the control 

solution (CG-VV-FITC solution, 0.8 mg/mL) of CG-VV-

FITC-LDH nanosheets.

Physiochemical properties of lDh, cg-VV-lDh  
and cg-VV-PrN-lDh nanosheets
Particle size and zeta potential of LDH, CG-VV-LDH and 

CG-VV-PRN-LDH nanosheets were measured using ZetaPlus 

analyzer (Brookhaven Instruments Corporation, Holtsville, 

NY, USA) by dynamic light scattering (DLS). XRD patterns 

were recorded by D/max-2500/PC X-ray diffractometer 

(Rigaku, Tokyo, Japan) with Cu Kα radiation (λ=0.154 nm) 

in the range of 2°–70° with a scanning speed of 2°/min at 

40 kV and 40 mA. XRD samples of LDH nanosheets, CG-VV-

LDH nanosheets and CG-VV-PRN-LDH nanosheet colloidal 

suspensions were transparent glue-like aggregate collected 

by centrifuging at 12,000 rpm for 30 min. The samples for 

morphological observation of LDH nanosheets and CG-VV-

LDH nanosheets were dropped on the surface of a copper 

grid without being stained or dried and further observed by 

JEM-200CX TEM (JEOL Ltd, Tokyo, Japan).

Drug-loading efficiency of CG-VV-PRN-LDH nano-

sheets was measured by dialysis method. A certain amount 

of CG-VV-PRN-LDH nanosheet suspension was pipetted 

into a dialysis bag (molecular weight cutoff [MWCO] of 

8–14 kDa) and dialyzed against deionized water overnight. 

Subsequently, the suspension was transferred to a volumetric 

flask, mixed with 1 mL of hydrochloric acid (HCl, 5 M) and 

diluted with DMSO to volume. The concentration of PRN 

was determined by HPLC (LC-2010CHT; Shimadzu, Kyoto, 

Japan). Drug-loading efficiency was calculated as the amount 

of PRN determined divided by the amount of total PRN.

In vitro drug release of cg-VV-PrN-lDh  
nanosheets
Drug release characteristic of CG-VV-PRN-LDH nanosheets 

in vitro was determined using dynamic dialysis method. 

In brief, 1 mL of PRN solution or CG-VV-PRN-LDH 

nanosheets containing 50 μg of PRN was transferred into 

a dialysis bag (MWCO of 8–14 kDa), placed in phosphate-

buffered saline (PBS; pH 7.4) at 35°C±0.5°C and gently 

shaken at 400 rpm. Then, 0.5 mL of dissolution medium was 

collected at specific intervals (10, 30, 45, 60, 90, 120, 180, 

240, 300, 360, 480 and 720 min), filtrated through a 0.22 μm 

microporous filter and replaced with an equal volume of PBS 

to keep the volume constant. The concentration of PRN was 

measured by HPLC quantitatively.

Preparation and preliminary stability 
assessment of cg-VV-PrN-lDh 
nanosheet eye drops
The preparation of CG-VV-PRN-LDH nanosheet eye drops 

was as follows: glucose (6%, w/v) as an osmotic pressure 

regulator and trichlorobutanol (0.25%, w/v) as a preserva-

tive were added into 30 mL of CG-VV-PRN-LDH nanosheet 

suspension (50 μg/mL PRN). The pH of CG-VV-PRN-LDH 

nanosheet eye drops was in the range of 7.0–7.4.

To assess the preliminary stability of eye drops, CG-VV- 

PRN-LDH nanosheet eye drops were stored at room tempera-

ture for 10 days. Particle size, zeta potential, pH and the drug 

content of eye drops were measured at 0, 5 and 10 days.

In vivo precorneal residence behavior 
study
Six male New Zealand albino rabbits were randomly 

assigned into two groups equally. Approximately 50 μL 

of CG-VV-PRN-LDH nanosheet eye drops or commercial 

PRN preparation containing 2.5 μg PRN was administered 

into the lower conjunctival sac of the right eye of each rabbit 

by a micropipette. At specific intervals following the admin-

istration (10, 30, 60, 90, 120, 180, 240, 300 and 360 min), 

10 μL of tear fluid samples was collected into centrifuge 

tube using a capillary and 90 μL of methanol was added to 

precipitate protein. Samples were vortexed for 10 min and 

centrifuged at 10,000 rpm for 10 min. Approximately 20 μL 

of the supernatants was injected into the HPLC. The linear 

regression equation for PRN in tear samples ranging from 

0.1 to 10 μg/mL was A =10576C +94, R2=0.9999, where C 

is the concentration of PRN in tear fluid samples.

In vitro corneal permeation test
The corneal permeation test in vitro was performed using 

Franz diffusion cells according to the method reported 

previously.25 Briefly, the freshly excised rabbit cornea was 

mounted in Franz diffusion cell. The glutathione-sodium 
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bicarbonate Ringer’s (GBR) solution filled in the ther-

mostated (35°C±0.5°C) receptor chamber was stirred at 

350 rpm. Then, 0.5 mL of commercial PRN or CG-VV-

PRN-LDH nanosheet eye drops was gently added into the 

donor chamber. At specified intervals (30, 60, 90, 120, 180, 

240 and 300 min), 0.5 mL of samples was collected from the 

receptor chamber and replaced immediately with an equal 

volume of GBR solution. The concentration of PRN was 

determined by HPLC.

cytotoxicity assay of hcepic and 
arPe-19 cells
cytotoxicity assay of hcepic
Cell viability was determined by the MTT assay. Cell sus-

pension was seeded in 96-well plates at a density of 2×104 

cells/well and incubated for 48 h. Cell culture medium 

was removed and replaced with 200 μL of fresh medium 

containing LDH nanoparticles, CG-VV-LDH nanopar-

ticles, LDH nanosheets or CG-VV-LDH nanosheets at the 

concentration of LDH ranging from 25 to 200 μg/mL for 

12 h. Subsequently, the medium with LDH was aspirated 

and cells were rinsed twice with Dulbecco’s PBS (DPBS; 

HyClone) carefully to remove the culture medium. Then, 

180 μL of fresh medium and 20 μL of MTT (5 mg/mL, in 

pH 7.4 DPBS) were added to each well and incubated for 

4 h at 37°C. Afterward, the medium was aspirated carefully 

and the formazan crystals were dissolved by adding 150 μL 

of DMSO to each well. The absorbance was measured at a 

wavelength of 570 nm using microplate reader (Multiskan 

FC; Thermo Scientific). Cell viability was calculated using 

the following equation:

 
Cell viability

OD OD

OD OD
sample

control

=
−

×
−

0

0

100%
 

where OD is optical density, and OD
sample

 is the absorbance 

of cells treated under various conditions, OD
control

 is the 

absorbance of cells cultured in medium without LDH and 

OD
0
 is the absorbance of wells without cells.

cytotoxicity assay of arPe-19 cells
Cell suspension was seeded in 96-well plates at a density of 

104 cells/well and incubated for 24 h. Cell culture medium 

was removed and replaced with 200 μL of fresh serum-

free medium containing LDH nanoparticles, CG-VV-LDH 

nanoparticles, LDH nanosheets or CG-VV-LDH nanosheets 

at the concentration of LDH ranging from 25 to 200 μg/mL 

for 12 h. Subsequently, the medium with LDH was aspirated 

and the cells were rinsed twice with PBS (Hyclone) carefully 

to remove the culture medium. Other details of this assay 

and calculation of cell viability were the same as men-

tioned earlier.

cellular uptake study
Inverted fluorescence microscope observation
For cellular uptakes, HCEpiC were seeded in 24-well plates 

at a density of 5×104 cells/well and incubated for 6 days. The 

medium was refreshed every 2 days. Then, the cells were 

incubated with 0.5 mL of medium containing FITC, CG-VV-

FITC solution (3.8×10-4% or 0.008% [w/v] CG-VV) or FITC-

labeled LDH nanoparticles (2 μg/mL FITC) for 1, 2 and 4 h 

at 37°C, washed three times with DPBS and observed by 

inverted fluorescence microscope (Nikon, Tokyo, Japan).

ARPE-19 cells were seeded in 24-well plates at a density 

of 5×104 cells/well and incubated for 2 days. To facilitate 

the observation of fluorescence, the concentration of FITC 

was increased to 4 μg/mL. The following steps were the 

same as mentioned earlier except that ARPE-19 cells were 

rinsed with PBS.

Quantitative determination of intracellular PrN at 
different periods of time
HCEpiC were seeded in a 24-well plate (5×104 cells/well) 

and incubated for 6 days at 37°C. Subsequently, cells were 

exposed to PRN, CG-VV-PRN (3.8×10-4% or 0.008% 

[w/v] CG-VV), PRN-LDH nanoparticles, CG-VV-PRN-

LDH nanoparticles or CG-VV-PRN-LDH nanosheets 

(2 μg/mL PRN) for 1, 2 and 4 h at 37°C, respectively. Once 

the uptake was finished, the cells were rinsed twice with 

cold DPBS, trypsinized and resuspended in an appropri-

ate volume of cold DPBS. Intracellular PRN concentra-

tion was measured by HPLC. Total protein concentration 

of cell samples was determined using the BCA assay kit  

(Cat No KGP905; KeyGen BioTech). The concentration of 

protein was calculated and calibrated with a standard curve  

(y =0.001x +0.139, R2=0.9977, where y is the absorption 

measured at a wavelength of 570 nm using a microplate 

reader, x is the concentration of standard bovine serum 

albumin solution ranging from 25 to 500 μg/mL). The uptake 

index (UI) was calculated using the following formula of 

UI = C/P, where C is the concentration of PRN and P is the 

concentration of protein in cell samples.

Flow cytometry analysis
HCEpiC were seeded in a 12-well plate at a density of 

105 cells/well and incubated for 6 days. The medium was 
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refreshed every 2 days. The cells were pre-incubated with 

sodium azide (2 mg/mL), hypertonic sucrose (0.45 M), 

chlorpromazine (10 μg/mL), nystatin (5 μg/mL), genistein 

(50 μg/mL), amiloride-HCl (10 μM) or Gly-Sar (1 mM, 

5 mM, 10 mM) at 37°C for 30 min. The cells were then 

incubated with FITC-LDH nanoparticles, CG-VV-FITC-

LDH nanoparticles or CG-VV-FITC-LDH nanosheets 

(2 μg/mL FITC) at 37°C for 4 h. After incubation, cells 

were rinsed twice with cold DPBS, trypsinized and finally 

resuspended in an appropriate volume of DPBS at con-

centrations ranging from 5×105 to 1×106 cells/mL. The 

fluorescence intensity was measured at excitation–emission 

wavelengths of 495/525 nm by MACSQuant Analyzer 

(Miltenyi Biotec, Cologne, Germany).

ARPE-19 cells were seeded in a 12-well plate at a density 

of 105 cells/well and incubated for 5 days. The medium was 

refreshed once during 5 days. Other details of this assay were 

the same as mentioned earlier except that the concentration 

of FITC was increased to 4 μg/mL. Serum-free medium and 

cold PBS were used in the subsequent steps.

statistical analysis
All experiments were conducted at least in triplicate; data 

were presented as mean ± standard deviation (SD). Statistical 

analysis was performed using Origin software. Comparisons 

between groups were made using one-way analysis of vari-

ance (ANOVA) with Student’s t-test. A P-value of ,0.05 

was considered statistically significant.

Results and discussion
synthesis and characterization of lDh 
nanosheets
The synthesis and characterization of LDH nanoparticles are 

mentioned in the article recently published by our group.10 

Zn-Al-lactate, HCO
3
-LDHs suspension was white and opaque 

(Figure S1A). After stirring for 8 h at room temperature, the 

suspension became a translucent colloidal dispersion which 

showed an obvious Tyndall effect (Figure S1B). The mean 

size of LDH nanosheets was 47.5±12.1 nm and polydispersity 

index was 0.210±0.021. LDH nanosheets possessed a high 

positive zeta potential of ~35.4±0.9 mV.

XRD is an important method for identifying structures 

of LDH nanosheets and LDH nanoparticles.4 To confirm 

that Zn-Al-LDH nanoparticles have been delaminated into 

individual nanosheets, the structure of LDH nanosheets was 

characterized by XRD. The XRD pattern of Zn-Al-LDH 

nanoparticles (Figure S2A) shows sharp and symmetric 

(00l) Bragg reflections, suggesting LDH nanoparticles 

are crystalline layered compounds. The basal spacing of 

Zn-Al-LDH nanoparticles was ~7.65 Å corresponding to 

(003) diffraction peak. In comparison, the XRD pattern of 

exfoliated LDH nanosheets (Figure S2B) at low diffraction 

peak disappeared, indicating that Zn-Al-LDH nanoparticles 

lost their ordered layered structure and were delaminated into 

nanosheets. In addition, the morphology of LDH nanosheets 

was visualized by TEM. TEM images (Figure S3A) show that 

LDH nanosheets have an irregular shape (hexagon, circle or 

ellipse) and small particle size. These results further demon-

strated that Zn-Al-LDH nanoparticles have been delaminated 

into nanosheets.

synthesis and characterization of cg-VV-
lDh and cg-VV-PrN-lDh nanosheets
The removal of organic solvent, the presence of electrolytes or 

drying can result in an immediate restacking of the exfoliated 

LDH nanosheets. The instability of LDH nanosheets is a great 

challenge which limits the application of LDH nanosheets. 

In the previous studies, CMCNa,26 alginate27 and albumin28 

were added into LDH nanosheets to prevent the restacking 

of LDH nanosheets. Our group also prepared CMCNa-LDH 

nanosheet eye drops which prolonged precorneal residence 

successfully.14 In this study, CG-VV was introduced into the 

colloid as a stabilizing agent by encapsulating nanosheets 

instead of destroying the colloidal state.

The influence of the CG-VV/LDH mass ratio on the 

particle size, zeta potential and colloidal stability of CG-

VV-LDH nanosheets was examined. As the CG-VV/LDH 

mass ratio increased from 1:1 to 8:1, the mean size of 

CG-VV-LDH nanosheets increased from 81.7 to 162.2 nm 

and meanwhile the zeta potential of CG-VV-LDH slightly 

increased (Table 1). When the ratio of CG-VV/LDH was 

4:1, CG-VV-LDH hybrid nanosheets remained stable and 

well dispersed in PBS within 24 h. However, when the 

ratio of CG-VV/LDH decreased below 4:1, the particle 

Table 1 characterization of different types of cg-VV-lDh 
nanosheets

m(CG-VV): 
m(LDH)

Size (nm) PI Zeta potential  
(mV)

0:1 47.5±12.1 0.210±0.021 +35.4±0.9
1:1 81.7±2.4 0.230±0.011 +39.3±4.0
2:1 84.6±1.9 0.197±0.009 +50.4±4.4
4:1 102.8±2.7 0.252±0.013 +51.4±4.3
8:1 162.2±5.9 0.705±0.031 +45.1±2.8

Note: each value represents mean ± sD (n=3).
Abbreviations: cg-VV, chitosan–glutathione–valine–valine; lDh, layered double 
hydroxide; PI, polydispersity index; sD, standard deviation.
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size of CG-VV-LDH nanosheets increased, suggesting that 

the nanosheets aggregated in the presence of electrolytes 

(Figure S4). Considering the size, zeta potential and colloidal 

stability of CG-VV-LDH hybrid nanosheets, the optimum 

ratio of CG-VV/LDH was chosen as 4:1.

CG-VV-LDH hybrid nanosheet colloidal suspension was 

translucent. XRD pattern showed that the typical diffractions 

of LDH structure could not be observed (Figure S2C). The 

absence of 00l diffractions suggested that LDH nanosheets 

could attach to the surface of CG-VV and remained in a 

stable exfoliated state. Moreover, it could be seen from TEM 

images that CG-VV-LDH nanosheets are well dispersed 

without aggregation and have similar size and morphology 

with LDH nanosheets (Figure S3B).

Due to the high charge density and large specific surface 

area of LDH nanosheets, the drug-loading capacity of nano-

sheets is much larger than that of LDH nanoparticles. To 

ensure the stability of LDH nanosheets, the drug loading 

of LDH nanosheets was chosen as ~14%. After dialysis 

overnight, the drug efficiency of CG-VV-PRN-LDH nano-

sheets was 99.42%±0.21%, suggesting that PRN could be 

completely adsorbed on LDH nanosheets when the mass ratio 

of PRN to LDH nanosheets was 1:6. XRD pattern showed 

that the typical diffractions of LDH structure at a low angle 

could not be observed (Figure S2D), which is similar to that 

of CG-VV-LDH nanosheets. Therefore, LDH nanosheets 

can load PRN in a stable colloid at the mass ratio of PRN to 

LDH nanosheets of 1:6.

In vitro drug release of cg-VV-PrN-
lDh nanosheets
The electrostatic adsorption of PRN on LDH nanosheets 

would easily lead to aggregation of the colloidal in arti-

ficial tears. Instead of artificial tears, PBS (pH 7.4) was 

used as release medium in vitro. The drug release profile 

of PRN solution and CG-VV-PRN-LDH nanosheet suspen-

sion in PBS (pH 7.4) is shown in Figure 2. The release of 

PRN solution was rapid and reached ~100% within 2 h. 

However, a sustained release of PRN from CG-VV-PRN-

LDH nanosheets reached 74.6% over a period of 12 h. The 

release mechanism of CG-VV-PRN-LDH nanosheets was 

ion exchange: anions in release medium exchange with 

PRN which was adsorbed on the LDH nanosheets by elec-

trostatic interaction. In our previous study, the drug release 

of CG-VV-PRN-LDH nanoparticles in artificial tears was 

almost 60% within 6 h.10 Both CG-VV-PRN-LDH nanosheets 

and CG-VV-PRN-LDH nanoparticles showed a sustained 

release of PRN.

Preliminary stability assessment of 
cg-VV-PrN-lDh hybrid nanosheet 
eye drops
As given in Table 2, there is no obvious change in particle 

size, zeta potential, pH and the content of CG-VV-PRN-

LDH nanosheet eye drops, while in storage for 10 days at 

room temperature indicating that the eye drops showed good 

stability during 10 days.

In vivo precorneal residence behavior study
The concentration–time profile of PRN in tear fluids is shown 

in Figure 3, and the main pharmacokinetic parameters are 

presented in Table 3. Following the administration of com-

mercial PRN eye drops, the concentrations of PRN could 

be detected by HPLC for only 2 h, suggesting that PRN was 

eliminated rapidly from tears. In comparison, CG-VV-PRN-

LDH nanosheet eye drops showed greater sustained drug 

release in the rabbit eyes where PRN could be detected up 

to 6 h. The AUC
0–6 h

 and mean retention time (MRT) of CG-

VV-PRN-LDH hybrid nanosheet eye drops exhibited 5.1- and 

1.9-fold increase compared with those of commercial PRN 

eye drops (P,0.01), respectively. Moreover, the clearance 

(CL) in tears of CG-VV-PRN-LDH hybrid nanosheets was 

significantly decreased (P,0.01). The results indicated that 

CG-VV-PRN-LDH nanosheet eye drops could greatly pro-

long the precorneal residence time. As our previous report, 

AUC
0–6 h

 and MRT of CG-VV-PRN-LDH nanoparticle 

eye drops exhibited 6.3- and 2.1-fold increase compared 

with those of commercial PRN eye drops, respectively.10 

Despite the difference in structure, these two types of LDH 

Figure 2 Cumulative release–time profiles of PRN and CG-VV-PRN-LDH nano-
sheets.
Note: each value represents mean ± sD (n=3).
Abbreviations: PrN, pirenoxine sodium; cg-VV, chitosan–glutathione–valine–valine;  
lDh, layered double hydroxide; sD, standard deviation.
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nanocomposites with similar particle size and positive 

surface charge can prolong the retention time on the ocular 

surface. It can be explained by the interaction of the cysteine 

of sticky protein on cornea and free thiol groups on the 

chitosan derivative, resulting in bioadhesive ability of LDH 

nanocomposites. However, these two types of nanocom-

posites were positively charged, so they can combine with 

corneal epithelium through electrostatic attraction. Thus, eye 

drops using CG-VV-LDH hybrid nanosheets/nanoparticles 

with longer retention time can reduce the loss of drugs on the 

ocular surface in comparison with commercial eye drops.

In vitro corneal permeation test
In vitro corneal permeation profiles of commercial PRN and 

CG-VV-PRN-LDH nanosheet eye drops are illustrated in 

Figure 4. The cumulative permeation of CG-VV-PRN-LDH 

nanosheet eye drops during 5 h had no significant differ-

ence from that of commercial PRN eye drops. However, 

according to our previously reported study,10 the cumulative 

penetration of CG-VV-PRN-LDH nanoparticle eye drops 

was ~5.2-fold higher than that of the commercial product. 

The results suggested that CG-VV-PRN-LDH nanosheets 

play limited roles in the enhancement of corneal penetration, 

while CG-VV-PRN-LDH nanoparticles could significantly 

promote the corneal penetration of PRN. It is of some interest 

to find that the permeability of CG-VV-PRN-LDH nanosheets 

was significantly different from that of CG-VV-PRN-LDH 

nanoparticles even though both of them exhibited high cel-

lular uptake in HCEpiC in the following studies. However, 

HCEpiC cannot mimic the whole cornea of animal which is 

composed of lipophilic epithelium, hydrophilic stroma and 

lipophilic endothelium.29 In addition, CG-VV-PRN-LDH 

nanosheets are held together by electrostatic adsorption, 

whose transport mechanism across ocular tissues is differ-

ent from that of CG-VV-PRN-LDH nanoparticles. Based on 

studies of in vivo precorneal residence and in vitro corneal 

permeation, CG-VV-PRN-LDH nanosheets are more suitable 

for the treatment of ocular surface diseases.

cytotoxicity assay
The cell viability of HCEpiC was measured after incubation 

with various blank carriers and corresponding PRN-loaded 

formulations for 12 h. Cytotoxicity of LDH is strongly 

dependent on the concentration and physicochemical para-

meters of nanoparticles such as particle size, zeta potential, 

specific surface area and chemical composition. CG-VV-

LDH nanoparticles and CG-VV-LDH nanosheets were 

characterized with similar particle size and zeta potential 

(133.2±11 nm, 31.9±1.3 mV; 108.4±2.8 nm, 45.3±0.76 mV, 

respectively). Whether LDH is intercalated with PRN or 

not, a high degree of cell viability (.85%) was exhibited 

at the concentration of LDH ranging from 0 to 75 μg/mL 

(Figure 5A and C), while a higher concentration of LDH 

may cause adverse effects.

The cell viability of ARPE-19 cells was also measured 

after incubation with various delivery carriers for 12 h. As 

shown in Figure 5B, the cytotoxicity of LDH was concentra-

tion dependent, which was consistent with the cytotoxicity 

study on HCEpiC mentioned earlier. Compared with 

HCEpiC, low cell viability was exhibited in ARPE-19 cells, 

probably because ARPE-19 cells are more sensitive to LDH. 

Figure 3 The concentration–time curve of PrN in tear samples of commercial PrN 
eye drops and cg-VV-PrN-lDh nanosheet eye drops.
Note: each value represents mean ± sD (n=6).
Abbreviations: PrN, pirenoxine sodium; cg-VV, chitosan–glutathione–valine–
valine; lDh, layered double hydroxide; sD, standard deviation.

Table 2 stability of cg-VV-PrN-lDh nanosheet eye drops

Time (days) Appearance Particle size (nm) Zeta potential (mV) pH Content (%)

0 No precipitation 108.4±2.1 +46.1±0.3 7.38±0.11 99.4±0.2
5 No precipitation 109.7±3.7 +43.8±0.8 7.45±0.14 99.1±0.8
10 No precipitation 106.1±1.9 +46.0±0.6 7.38±0.07 98.1±0.4

Notes: each value represents mean ± sD (n=3). ph, hydrogen ion concentration.
Abbreviations: cg-VV, chitosan–glutathione–valine–valine; PrN, pirenoxine sodium; lDh, layered double hydroxide; sD, standard deviation.
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in Figure 6d and e, the weak fluorescence of CG-VV-FITC 

suggested that CG-VV could slightly increase the uptake. 

FITC-LDH nanoparticles (Figure 6a) and CG-VV-FITC solu-

tion (0.00038%; Figure 6e) were control groups of CG-VV-

LDH nanoparticles (Figure 6b). The differences between 

these three groups showed that the cellular uptake of CG-VV-

LDH nanoparticles was the combined effect of CG-VV and 

LDH nanoparticles. Similarly, as shown in Figure 6c and d,  

CG-VV and LDH nanosheets functioned together for the 

cellular uptake of CG-VV-LDH nanosheets. HCEpiC treated 

with CG-VV-FITC-LDH nanoparticles exhibited much 

stronger fluorescence than CG-VV-FITC-LDH nanosheets 

after 4 h (Figure 6A) even though the content of CG-VV in 

CG-VV-LDH hybrid nanosheets was ~21 times higher than 

that in CG-VV-LDH hybrid nanoparticles. In fluorescence 

microscopy images of ARPE-19 cells (Figure 6B), CG-VV-

FITC-LDH nanoparticles showed no superiority in cellular 

uptake compared with CG-VV-FITC-LDH nanosheets.

To study the cellular uptake profile of nanoparticles, 

intracellular PRN content was determined at different time 

points by HPLC. Quantitative analysis results showed that 

the cellular UI of PRN-LDH nanoparticles and CG-VV-PRN-

LDH nanoparticles and CG-VV-PRN-LDH nanosheet group 

at 4 h was up to 1.6-, 2.9- and 2.1-fold higher than that of free 

PRN group, respectively. Furthermore, CG-VV-PRN-LDH 

nanoparticles exhibited nearly 40% higher cellular uptake 

than that of CG-VV-PRN-LDH nanosheets after 4 h of 

incubation (Figure S5), indicating improved cellular uptake 

efficacy of CG-VV-FITC-LDH nanoparticles.

To further study the cellular uptake mechanism of nano-

composites, HCEpiC and ARPE-19 cells were pre-incubated 

with specific inhibitors of endocytosis pathways for 30 min 

and co-incubated with FITC-labeled nanocomposites for 4 h. 

Cellular uptake of FITC-LDHs nanoparticles, CG-VV-FITC-

LDH nanoparticles and CG-VV-FITC-LDH nanosheets at 4°C 

was significantly inhibited in comparison with that at 37°C, 

suggesting that an energy-dependent uptake process was 

involved in the internalization of nanocomposites. After incu-

bation with sodium azide, a general inhibitor of cell energy 

metabolism, the cellular uptake decreased which indicated 

Table 3 Pharmacokinetic parameters of commercial PrN eye drops and cg-VV-PrN-lDh nanosheet eye drops

Sample AUC0–6 h (μg/mL min) MRT (min) CL (mL/min)

commercial PrN eye drops 34.05±3.13 18.69±3.68 0.074±0.007
cg-VV-PrN-lDh nanosheet eye drops 172.88±24.67** 34.62±1.93** 0.015±0.002**

Notes: each value represents mean ± sD (n=6). **P,0.01 vs commercial PrN eye drops group.
Abbreviations: PrN, pirenoxine sodium; cg-VV, chitosan–glutathione–valine–valine; lDh, layered double hydroxide; aUc0–6 h, area under the concentration vs time curve 
from 0 to 6 h; MrT, mean retention time; cl, clearance; sD, standard deviation.

Figure 4 In vitro corneal permeation profiles of commercial PRN eye drops and 
cg-VV-PrN-lDh nanosheet eye drops in gBr solution.
Note: each value represents mean ± sD (n=6).
Abbreviations: PrN, pirenoxine sodium; cg-VV, chitosan–glutathione–valine–
valine; lDh, layered double hydroxide; gBr, glutathione-sodium bicarbonate ringer;  
sD, standard deviation.

It is generally accepted that the safety concentration of 

LDHs as drug delivery carriers is ,100 μg/mL.30 Combin-

ing the cytotoxicity assay of HCEpiC and ARPE-19 cells, 

we considered an LDH concentration of ,75 μg/mL to be 

a safe level for further experiments in this study. It is worth 

noting that LDHs, as a class of inorganic carriers, show 

greater toxicity than organic carriers (liposome,31 micelle,32  

etc.) although the biocompatibility of LDH nanocomposites 

is better than that of carbon nanotubes33 for the application 

of ocular drug delivery.

cellular uptake studies
Cellular uptake was evaluated by inverted fluorescence micro-

scope observation. The concentration of FITC for cellular 

uptake on HCEpiC was 2 μg/mL, but it was increased to  

4 μg/mL for cellular uptake on ARPE-19 cells to facilitate the 

observation. As shown in Figure 6, the fluorescence intensity 

of cells increased with incubation time prolonging from 1 to 

4 h, suggesting that the uptake of CG-VV-FITC-LDH nano-

particles and CG-VV-FITC-LDH nanosheets by HCEpiC and 

ARPE-19 cells was dependent on exposure time. The fluores-

cence microscopy images showed that cells treated with free 

FITC exhibited negligible fluorescence (Figure 6f). As shown 
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Figure 5 In vitro cytotoxicity of lDh nanoparticles, lDh nanosheets, cg-VV-lDh nanoparticles and cg-VV-lDh nanosheets against (A) hcepic, (B) arPe-19 cells; 
(C) in vitro cytotoxicity of PrN-lDh nanoparticles, cg-VV-PrN-lDh nanoparticles and cg-VV-PrN-lDh nanosheets against hcepic after 12 h incubation, respectively; 
cell viability was determined by MTT assay.
Note: each value represents mean ± sD (n=4).
Abbreviations: lDh, layered double hydroxide; cg-VV, chitosan–glutathione–valine–valine; hcepic, human corneal epithelial primary cells; arPe-19, retinal pigment 
epithelial; PrN, pirenoxine sodium; MTT, 3-(4,5-dimethyl-2-thiazolyl)-2,5-diphenyl-2-H-tetrazolium bromide; sD, standard deviation.

that cellular internalization was an energy-dependent path-

way. In addition, other inhibitors were further investigated to 

explain the uptake pathways (Figure 7). Hypertonic sucrose 

and chlorpromazine are inhibitors of clathrin-mediated 

endocytosis. Cellular uptake of nanoparticles in the pres-

ence of hypertonic sucrose and chlorpromazine significantly 

decreased (P,0.01) compared with the control group, 

respectively. Nystatin and genistein are known to inhibit the 

caveolae-mediated pathway, which had no significant influ-

ence on the cellular uptake. The macropinocytosis inhibitor 

amiloride had no effect on cellular uptake. These results 

indicated that clathrin-mediated endocytosis was involved in 

the internalization of nanocomposites, which was consistent 

with Xu et al’s34 studies on NIH 3T3 cells and Oh et al’s35 

studies on MNNG/HOS cells. Moreover, to verify whether 

the uptake of CG-VV-LDHs nanoparticles and CG-VV-LDH 

nanosheets are specific to PepT-1 expressed on the cell mem-

brane, competitive inhibition experiments were conducted by 

pre-incubating HCEpiC and ARPE-19 cells with a range of 

concentration of Gly-Sar. Gly-Sar was first evaluated for its 

effects on cell viability by MTT assay, and the results showed 

no cytotoxicity even at a concentration of 10 mM (Figure S6). 

The uptake of CG-VV-FITC-LDHs nanoparticles and CG-VV-

FITC-LDH nanosheets in the presence of 1 mM Gly-Sar was 

similar to that of the control group. However, for HCEpiC, 

the uptake of CG-VV-FITC-LDHs nanoparticles was signifi-

cantly inhibited (P,0.05) by 5 and 10 mM Gly-Sar, while 

the uptake of CG-VV-FITC-LDH nanosheets was inhibited 
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Figure 6 Fluorescence microscopy images of (A) hcepic and (B) arPe-19 cells incubated with the following: a, FITc-lDh nanoparticles; b, cg-VV-FITc-lDh nanoparticles; 
c, cg-VV-FITc-lDh nanosheets; d and e, cg-VV-FITc solution (0.008% and 0.00038% [w/v]); f, free FITc at 37°c for 1, 2 and 4 h, respectively.
Note: scale bar =25 μm.
Abbreviations: HCEpiC, human corneal epithelial primary cells; ARPE-19, retinal pigment epithelial; FITC, fluorescein isothiocyanate; LDH, layered double hydroxide; 
cg-VV, chitosan–glutathione–valine–valine.

until the concentration of Gly-Sar was 10 mM. For ARPE-19 

cells, the uptake of CG-VV-FITC-LDHs nanoparticles and 

CG-VV-FITC-LDH nanosheets were both inhibited until the 

concentration of Gly-Sar was 10 mM (Figure 7A and B).  

It suggested that PepT-1 also mediated internalization. Based 

on these results, both clathrin-mediated endocytosis and 

active transport of PepT-1 participate in the internalization of 

CG-VV-LDH nanoparticles and CG-VV-LDH nanosheets.

Conclusion
In this study, new CG-VV-LDH hybrid nanosheets with active 

targeting to PepT-1 were prepared and applied for ocular drug 
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Figure 7 Flow cytometry measurement of intracellular uptake of (A) FITc-lDh nanoparticles, (B) cg-VV-FITc-lDh nanoparticles, (C) cg-VV-FITc-lDh nanosheets 
treated with specific endocytic inhibitors on HCEpiC; flow cytometry measurement of intracellular uptake of (D) FITc-lDh nanoparticles, (E) cg-VV-FITc-lDh 
nanoparticles, (F) CG-VV-FITC-LDH nanosheets treated with specific endocytic inhibitors on ARPE-19 cells.
Notes: HCEpiC or ARPE-19 cells without treatment with specific endocytic inhibitors were taken as the control (*P,0.05, **P,0.01, ***P,0.001 vs control group, n=3).
Abbreviations: FITC, fluorescein isothiocyanate; LDH, layered double hydroxide; CG-VV, chitosan–glutathione–valine–valine; HCEpiC, human corneal epithelial primary 
cells; arPe-19, retinal pigment epithelial.

° °

° °

° °

delivery. The results of particle size, zeta potential, XRD 

and TEM confirmed the formation of CG-VV-LDH hybrid 

nanosheets. CG-VV-LDH hybrid nanosheets were compared 

with CG-VV-LDH hybrid nanoparticles in several aspects. 

Both of these two types of LDH nanocomposites showed a 

sustained release in vitro and prolonged precorneal retention 

time in vivo. Under in vitro corneal permeation, CG-VV-LDH 

hybrid nanoparticles showed better permeability. For the first 

time, HCEpiC and ARPE-19 cells were used in the compari-

son of these two types of nanocomposites. In MTT assay,  
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a safe level of LDH concentration at 75 μg/mL was confirmed. 

According to the results of in vitro corneal permeation and 

cellular uptake on HCEpiC, the permeation of CG-VV-LDH 

hybrid nanoparticles was superior to that of CG-VV-LDH 

hybrid nanosheets even though the content of CG-VV in CG-

VV-LDH hybrid nanosheets was ~21 times higher than that in 

CG-VV-LDH hybrid nanoparticles. The mechanism of cellular 

uptake of CG-VV-LDH hybrid nanosheets and CG-VV-LDH 

hybrid nanoparticles on HCEpiC and ARPE-19 cells was 

clathrin-mediated endocytosis and active transport of PepT-1, 

which showed that the multifunctionality of these two types 

of nanocomposites. In summary, based on this study and our 

previous studies of LDH nanocomposites, the CG-VV-LDH 

nanoparticle may be a promising carrier for the treatment of 

ocular diseases of mid-posterior segments due to superior 

permeability while the CG-VV-LDH nanosheet with pro-

longed precorneal retention may be suitable for the treatment 

of ocular surface diseases. Further study would be focused on 

the differences between CG-VV-LDH hybrid nanoparticles 

and CG-VV-LDH hybrid nanosheets on ARPE-19 cells.
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