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Abstract: Polymers are currently widely used to replace a variety of natural materials with 

respect to their favourable physical and chemical properties, and due to their economic 

advantage. One of the most important branches of application of polymers is the 

production of different products for medical use. In this case, it is necessary to face a 

significant disadvantage of polymer products due to possible and very common 

colonization of the surface by various microorganisms that can pose a potential  

danger to the patient. One of the possible solutions is to prepare polymer with 

antibacterial/antimicrobial properties that is resistant to bacterial colonization. The aim of 

this study was to contribute to the development of antimicrobial polymeric material ideal 

for covering vascular implants with subsequent use in transplant surgery. Therefore, the 

complexes of polymeric substances (hyaluronic acid and chitosan) with silver nitrate or 
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silver phosphate nanoparticles were created, and their effects on gram-positive bacterial 

culture of Staphylococcus aureus were monitored. Stages of formation of complexes of 

silver nitrate and silver phosphate nanoparticles with polymeric compounds were 

characterized using electrochemical and spectrophotometric methods. Furthermore, the 

antimicrobial activity of complexes was determined using the methods of determination of 

growth curves and zones of inhibition. The results of this study revealed that the complex 

of chitosan, with silver phosphate nanoparticles, was the most suitable in order to have an 

antibacterial effect on bacterial culture of Staphylococcus aureus. Formation of this 

complex was under way at low concentrations of chitosan. The results of electrochemical 

determination corresponded with the results of spectrophotometric methods and verified 

good interaction and formation of the complex. The complex has an outstanding 

antibacterial effect and this effect was of several orders higher compared to other 

investigated complexes.  

Keywords: polymers; antimicrobial activity; silver ions; silver phosphate nanoparticles; 

hyaluronic acid; chitosan 

 

1. Introduction 

Bacterial infections represent one of the most serious complications in vascular surgery [1]. This is 

mainly due to the increase in the using of artificial vascular prostheses [2]. Surgical site infections 

affect 1%–10% of patients who undergo vascular operations [3–7]. Staphylococcus aureus  

belongs to the most common contagious pathogens associated with clinical infections in vascular  

surgery [8–11], especially methicillin-resistant S. aureus (MRSA), which is responsible for more than 

50% of infections in vascular surgery procedures [10,11]. To prevent infections in vascular surgery, 

substances with antibacterial effects are often used. Binding of antibiotics (rifampin, gentamicin, 

amikacin, vancomycin, levofloxacin) to vascular prostheses, impregnated with collagen or gelatin, 

represents one of the possible solutions to the infection issue [12–14]. 

From experimental studies to animal trials, rifampin bonded to vascular prosthesis Dacron has been 

determined to be the most effective prosthetic-antibiotic combination to date [13]. However, the use of 

antibiotics as an antimicrobial agent has one serious problem, the development of bacterial resistance 

to used antibiotics. Silver belongs to another promising substance with an antibacterial effect, which 

can reduce the number of infections after vascular surgery [15,16]. It is generally known that silver is 

highly toxic to microorganisms [17,18]. On the other hand, silver has a low toxicity to human cells, 

and a far lesser probability to cause bacterial resistance than antibiotics [19]. The mechanism of action 

of silver(I) ions on bacteria is based on inactivation of membrane proteins, binding with the bacterial 

DNA and disrupting DNA replication, impairing the ability of ribosomes to transcribe messenger RNA 

into the vital proteins required by the cell to function, inactivation of the cytochrome b (Figure 1), and 

consequent bactericidal activity [20,21]. Antimicrobial effects of silver can be increased by its 

application in the form of nanosilver [22]. Nanoparticles (NPs) with at least one dimension of 100 nm 

or less have unique physicochemical properties, such as high catalytic capabilities and ability to 



Int. J. Mol. Sci. 2013, 14 13594 

 

 

generate reactive oxygen species [23]. Silver, in the form of nanoparticles, could therefore be more 

reactive with its increased catalytic properties, and become more toxic for bacteria than silver(I)  

ions [24–27]. In searching for a proper antibacterial coating Pallavicini et al. prepared monolayers of 

silver nanoparticles (AgNPs) on glass surfaces [28]. AgNPs in the monolayers remained firmly grafted 

when the surfaces were exposed to water or phosphate saline buffer. About 15% silver release as 

silver(I) ions has been found after 15 days when the surfaces are exposed to water. The released silver 

cations were responsible of an efficient local antibacterial activity against Escherichia coli and  

Staphylococcus aureus bacterial strains. In another work, Taglietti et al. experiments on glutathione 

(GSH) coated silver nanoparticles (AgNPs) grafted on glass surface showed that the antibacterial 

activity against Escherichia coli and Staphylococcus aureus was reduced in comparison with uncoated 

AgNPs because of GSH coating and the limitation of the translational freedom of NPs [29].  

Figure 1. Mechanisms of action of the silver(I) ions on bacteria. (A) Silver(I) ions 

penetrate the bacterial cell wall and bind to the phospholipid layer of the cytoplasmic 

membrane; (B) Silver(I) ions bind the bacterial DNA with subsequent disrupting of DNA 

replication; (C) Silver(I) ions impair the ability of ribosomes to transcribe messenger RNA; 

(D) Silver(I) ions bind to the sulfhydryl group of the cytochrome b. Adopted and modified 

according to Ricco and Assadian [14]. 

 

Another way to increase the antimicrobial efficiency is to use silver in combination with other 

agents [30,31]. It is therefore important to investigate the effects of silver(I) ions and silver 

nanoparticles with compounds that promote their antibacterial effect. Both hyaluronic acid and 

chitosan belong to biopolymers with antimicrobial activity, which are characterized by 

biodegradability and biocompatibility with human body [32]. Hyaluronic acid is a high molecular 

weight glycosaminoglycan, generally regarded as an extracellular matrix component that facilitates 

cell locomotion and proliferation [33,34]. Hyaluronic acid is present in almost all biological fluids and 

tissues [34]. Chitosan is a linear polysaccharide composed of randomly distributed β-(1–4)-linked  

D-glucosamine and N-acetyl-D-glucosamine and is the most important derivative of chitin [35]. 

Chitosan is an effective material for biomedical applications because of its wound healing ability, 

antimicrobial, and anti-inflammatory activities [36–38]. Chitosan is able to bind metals and create 

complexes with them [37,39,40]. These interactions proceed through binding on amino groups of 
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chitosan via chelation or complexation mechanism [35]. Similarly, it has been shown that hyaluronic 

acid is able to bind silver nanoparticles [41]. 

A combination of different forms of silver and biopolymer substances to cover the vascular 

prostheses is therefore a highly suitable solution in the fight against resistant strains of bacteria. The 

purpose of this study was to investigate the antimicrobial effect of silver(I) ions and silver phosphate 

nanoparticles (SPNPs), in combination with hyaluronic acid and chitosan.  

2. Results and Discussion 

Resistance to antibiotics represent a significant health issue. Modern biotechnological tools, based 

on the nanotechnological fundamentals, bring new possibilities and opportunities to overcome 

resistance. Synthesized nanoparticles and nanoparticles placed in nanotransporters enhance therapeutic 

possibilities and have sufficient effects against resistance induced by enzymatic pathways [42–44]. 

Effects of both silver(I) ions and silver-based NPs are sufficiently known; however, their combinations 

with various substances could improve technological possibilities in the treatment of serious diseases 

but is not fully understood and explored. In this study, we prepared silver phosphate nanoparticles 

(SPNPs) by a simple chemical synthesis. Formation of colloidal nano-Ag3PO4 was indicated by an 

immediate change of solution color to yellow, and the solution was opaque and turbid. The mixture 

was stirred for one hour and stored in the dark at 4 °C for further experiments. In addition, 

nanoparticles were characterized by SEM microscopy. 

2.1. Characterization of Silver Phosphate Nanoparticles (SPNPs) 

We have used a well-known precipitation reaction to prepare silver phosphate nanoparticles 

(SPNPs), as it has been shown in previously published papers [44,45]. Diluted solutions were used to 

prevent formation of bulky precipitate. The formation of SPNPs is very well observed by the turn of 

colorless solution to yellow, and colloid is formed (Figure 2A). Prepared SPNPs were characterized by 

SEM microscopy (Figure 2). Arising nanoparticles form a compact structure, which can be followed 

by formation of aggregates. Nevertheless, significant deep fissures occur in this structure. It may result 

in the binding of various molecules, eventually bacteria, in this structure (Figure 2A). Detailed SEM 

records show that SPNPs are spherical in shape and particle size varies in the 80–350 nm range. 

Minute nanoparticles that grow from bigger spherical SPNP are also visible (Figure 2B). Detailed 

microscopic study revealed that the majority of nanoparticles were between 200 and 300 nm in 

diameter (more than 80% of all SPNPs). This variation in nanoparticle size can be explained in terms 

of diffusion-limited aggregation and/or reaction-limited aggregation [46]. In less concentrated solution, 

reaction limited aggregation dominates and the cluster-cluster repulsion has to be overcome by a 

thermal activation process [47]. The nanoparticles were synthesized in the experiment and 

characterized three times and the results were repeatable. 
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Figure 2. Silver phosphate nanoparticles (SPNPs) characterized by SEM and visually  

(A) SEM HV: 5 kV, view field: 20 µm, SEM MAF: 13.8 kx, WD: 2.95 mm, det: InBeam. 

In the upper right corner is a photo of the yellow colloid SPNPs solution; (B) SEM HV:  

5 kV, view field: 1.97 µm, SEM MAF: 141 kx, WD: 2.92 mm, det: InBeam. 

 

2.2. Formation of Complexes of Silver with Polymeric Compounds 

Prepared nanoparticles were used in further experiments for the monitoring and studying of their 

interactions with polymer compounds. Chitosan complexes with silver nitrate were prepared by 

addition of different concentrations of AgNO3 to chitosan. In the mild conditions, i.e., room 

temperature and short reaction time, only coordination of silver ions to electron pairs situated on 

chitosan nitrogens of amine groups can be expected. Proposed bonding of silver ions is shown in 

Figure 3. Addition of reducing agents or higher temperatures should lead to formation of silver 

nanoparticles as was observed by Bin Ahmad et al. [48]. Similarly, hyaluronic silver complex was 

formed after the addition of silver nitrate to the solution of hyaluronic acid. Ionic bond of carboxylic 

group with silver ion is the most probable mechanism in this case (Figure 3). There is also a possibility 

of the formation of chelate between two oxygens of carboxylic groups and silver ion, and binding to 

carboxylic group of second hyaluronic acid molecule. Coordination of silver ions to carboxylic groups 

is described by Abdel-Mohsen et al. [41]. The authors also used hyaluronic acid as a reducing agent and 

described reduction of silver ions into silver nanoparticles. They found that the reduction was 

dependent on pH and temperature. As we used only mild conditions, we cannot expect the formation 

of silver nanoparticles in our study. Formation of silver chitosan and hyaluronic complexes was 

confirmed by spectrophotometrical and electrochemical studies and was discussed later. 
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Figure 3. Suggested structures of silver complexes. Upper part of scheme represents 

complex of silver and chitosan, lower part stands for complex of hyaluronic acid and silver. 

 

 

Figure 4. Electrochemical analysis of the interactions of: (A) hyaluronic acid (1.24, 1.99, 

2.49, 3.23, 4.48 mM) and AgNO3 (100 μM); (B) hyaluronic acid (1.24, 1.99, 2.49, 3.23, 

4.48 mM) and SPNPs (100 μM); (C) chitosan (1.4, 2.66, 5.14, 5.86, 7.32 mM) and silver 

ions AgNO3 (100 μM) or (D) chitosan (1.4, 2.66, 5.14, 5.86, 7.32 mM) and SPNPs  

(100 μM) using differential pulse voltammetry (DPV). Heights and potentials of silver(I) 

were determined and are shown. DPV parameters were as follows: start potential −0.2 V, 

end potential 0.5 V, amplitude 0.05 V, time of accumulation 60 s, acetate buffer pH 5. 
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2.3. Characterization of Creation of Complex between Silver and Polymeric Compounds Using 

Electrochemical Methods  

The course of creation of complex of silver(I) ions and SPNPs with polymeric compounds was 

characterized firstly by electrochemical methods, namely differential pulse voltammetry, using the 

methodologies, which have been published in our previous papers [49–51]. Silver(I) ions (in the form 

of AgNO3) only provided a signal at the potential of 0.30 V and height of the signal came up to  

1700 nA. On the other hand, silver phosphate nanoparticles (SPNPs) provided a signal at the potential 

of 0.25 V with a signal height of 4000 nA. AgNO3 and SPNPs were used at a concentration of 100 μM. 

Dependences of the signal potentials and signal heights on the concentrations of the compounds tested 

in experiments were evaluated based on the obtained results (Figure 4). The figure shows that 

increasing concentrations of hyaluronic acid or chitosan in combination with silver ions or SPNPs led 

to a decrease in height of electrochemical signal and it shifted into negative potential values (Figure 4). 

In the case of a complex of hyaluronic acid with silver nitrate, the peak potential shifted from the 

potential of 0.30 V to 0.19 V (Figure 4A). In the case of complex of hyaluronic acid and SPNPs, signal 

was shifted from the potential of 0.25 V to 0.19 V (Figure 4B). Similar results were observed in the 

complex of chitosan and silver(I) ions as silver nitrate (shift from the potential of 0.30 V to 0.20 V, 

Figure 4C), and in complex of chitosan and SPNPs (shift from the potential of 0.25 V to 0.20 V,  

Figure 4D). The dependences of the height of signal on the concentration of applied compounds 

(hyaluronic acid and chitosan), in the combination with silver ions and SPNPs, show proportional 

decrease in the height of the signal with the increasing concentrations of the compounds of interest. 

These results indicate creation of complexes in all combinations of hyaluronic acid or chitosan with 

silver nitrate or SPNPs. The complexes of polymeric compounds (hyaluronic acid or chitosan) with 

silver particles (AgNO3 or SPNPs) were confirmed using different types of electrochemistry such as 

cyclic voltammetry in other studies [52,53]. 

2.4. Spectrophotometric Characterization of Course of Creation of Complexes of Silver and  

Polymeric Compounds  

Creation of complexes of silver and polymeric compounds was also studied by UV-VIS 

spectrophotometry in the wavelength range of 220–420 nm (Figure 5). UV/VIS spectrophotometry 

represents a simple and valuable method to study interactions and to characterize antimicrobial 

properties of various compounds [54,55]. This method confirmed results, obtained by the use of 

electrochemical methods. Firstly, absorption spectra of individual silver compounds were recorded 

(100 μM AgNO3 and 100 μM SPNPs). These compounds have no absorption maxima in the range  

230–420 nm, see Figure 5B-a (100 μM AgNO3) and Figure 5D-a (100 μM SPNPs). The most distinct 

absorption maximum (at 260 nm) was recorded for 24.9 mM hyaluronic acid (see Figure 5B-b,D-b). 

Chitosan (29.3 mM) demonstrated absorption maximum at the same wavelength (260 nm). On the 

other hand, it was significantly less compared to hyaluronic acid (see Figure 5G-b,I-b). In the next 

step, polymeric compounds were mixed with silver accordingly. 100 µM solution of AgNO3/SPNPs 

was mixed with stock solution of hyaluronic acid (24.9 mM) to create final concentrations 0.5, 1.0, 1.4, 

1.8, 2.3, 2.7, 3.1, 3.4, and 3.8 mM of hyaluronic acid. Absorption spectrum in the range 220–420 nm 
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was recorded after each addition of hyaluronic acid. The same procedure was used for chitosan 

(concentrations 0.6, 1.1, 1.7, 2.2, 2.7, 3.1, 3.6, 4.0, and 4.5 mM). Creation of complexes of silver with 

polymeric compounds was accompanied by a change in absorption at different wavelengths, showed in 

Figure 5B-c (100 μM AgNO3 and 24.9 mM hyaluronic acid), Figure 5D-c (100 μM SPNPs and  

24.9 mM hyaluronic acid), Figure 5G-c (12 mM AgNO3 and 29.3 mM chitosan), and Figure 5I-c  

(100 μM SPNPs and 29.3 mM chitosan). Titration of polymeric compounds (0.5, 1.0, 1.4, 1.8, 2.3, 2.7, 

3.1, 3.4, and 3.8 mM hyaluronic acid or 0.6, 1.1, 1.7, 2.2, 2.7, 3.1, 3.6, 4.0, and 4.5 mM chitosan) with 

100 μM AgNO3 or 100 μM SPNPs resulted in an increase in absorbance in created complexes, see 

Figure 5C (100 μM AgNO3-hyaluronic acid complex, λ = 272 nm), Figure 5D (100 μM  

SPNPs-hyaluronic acid complex, λ = 280 nm), Figure 5H (100 μM AgNO3-chitosan complex,  

λ = 260 nm), and Figure 5J (100 μM SPNPs-chitosan complex, λ = 262 nm). Complexes had their 

absorption maxima at different wavelengths compared to individual reagents. This fact confirms 

creation of the complexes. Only complex 100 μM AgNO3-chitosan had absorption maximum at the 

same wavelength (260 nm) as chitosan. 

Electrochemical study (chapter 3.4) of this complex showed that creation of complex might also be 

expected in this case, although spectrophotometric measurement is not supporting this statement. 

Created complexes also differed in dependence of change of absorbance on the applied polymeric 

compound at the titration. First complex (100 μM AgNO3-hyaluronic acid) showed logarithmic 

dependence (R
2
 = 0.78), the second one (100 μM SPNPs-hyaluronic acid) logarithmic dependence too 

(R
2
 = 0.98), the third one (100 μM AgNO3-chitosan) linear dependence (R

2
 = 0.94), and the last studied 

complex (100 μM SPNPs-chitosan) exponential dependence (R
2
 = 0.97). Low concentrations of silver 

(0–100 µM, both AgNO3 and SPNPs) provided no signal in the VIS area. Due to this fact, created 

complexes were studied in the UV area of spectrum (260–280 nm). Nanosilver absorbs radiation in the 

VIS area (400 nm) in concentrations higher than 100 µM as is shown in the work of Abdel-Mohsen  

et al. [41], who used complex of chitosan and silver nanoparticles for the production of antimicrobial 

textiles. Nowadays, there are many applications using chitosan and silver as an antibacterial  

agent [41,54–56]. There are also mentioned complexes of silver and hyaluronic acid [41,48]. Our study 

provides the characteristics of this complex and presents potential use in clinical practice. 

2.5. Mass Spectrometric Characterization of the Used Bacterial Strain 

We verified using matrix-assisted laser desorption-ionization time-of-flight (MALDI-TOF) 

technique for the presence of the complexes of interest in bacterial culture, which was treated with the 

abovementioned complexes in the following part of the study. MALDI-TOF is a technique that 

combines a soft, matrix-assisted, ionization process, and a TOF analyser to separate the generated  

ions [57,58]. In MALDI-TOF mass spectra, the mixture of biological samples with an  

energy-absorbing matrix allows the genesis of mostly intact-single-charged biomolecules. This tool is 

routinely used to identify bacterial species in clinical samples [59–61] and has been extensively used in 

biology to search biomarkers and to monitor protein post-translational modifications [62].  

MALDI-TOF mass spectra were applied also for the classification of S. aureus strains. Obtained mass 

MALDI-TOF spectra of used bacterial culture of S. aureus are shown in Figure 6A. MALDI-TOF  

MS-based identification has been shown to be a fast and accurate technology in the identification of a 
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variety of S. aureus strains [63–66]. Moreover, it has been found that the application of silver(I) ions to 

the bacterial culture led to a significant change in the mass spectrum of distinct molecular fragments of 

weight 4227 Da, 6210 Da, and 8455 Da (Figure 6B). The changes in the mass spectrum were also 

observed by the applications of SPNPs, hyaluronic acid, and chitosan to the bacterial culture  

(Figure 6C–E, respectively). 

Figure 5. (A) Dependence of creation of a complex on applied concentration of hyaluronic 

acid (HA); (B) Spectral analysis in the range of 220–420 nm, a = 100 μM AgNO3,  

b = 24.9 mM HA and c = complex of 24.9 mM HA and 100 μM AgNO3, λ = 272 nm;  

(C) Dependence of creation of a complex (HA + 100 μM AgNO3) on applied concentration 

of HA, λ = 272 nm; (D) Spectral analysis within the range of 220–420 nm, a = 100 μM 

SPNPs, b = 24.9 mM HA and c = complex of 24.9 mM HA and 100 μM SPNPs, λ = 280 nm; 

(E) Dependence of creation of a complex (HA + 100 μM SPNPs) on applied concentration 

of HA, λ = 280 nm; (F) Dependence of creation of a complex on applied concentration of 

chitosan (CH); (G) Spectral analysis in the range of 220–420 nm, a = 100 μM AgNO3,  

b = 29.3 mM CH and c = complex of 29.3 mM CH and 100 μM AgNO3, λ = 260 nm;  

(H) Dependence of creation of a complex (CH + 100 μM AgNO3) on applied concentration 

of CH, λ = 260 nm; (I) Spectral analysis in the range of 220–420 nm, a = 100 μM SPNPs, 

b = 29.3 mM CH and c = complex of 29.3 mM CH and 100 μM SPNPs, λ = 262 nm;  

(J) Dependence of creation of a complex (CH + 100 μM SPNPs) on applied concentration 

of CH, λ = 262 nm. 
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Figure 6. Matrix-assisted laser desorption-ionization time-of-flight (MALDI-TOF) mass 

spectra protein fingerprints for the identification of Staphylococus aureus (A) without 

metal, (B) with silver ions, (C) with SPNPs, (D) with hyaluronic acid and (E) with 

chitosan. Data were collected in the m/z 2000–20000 range after processing of 1 mL of 

culture of S. aureus. 

 

2.6. Determination of Antimicrobial Activity of Complexes of Silver and Polymeric Compounds  

The results of the electrochemical and spectrophotometric determination indicate the creation of 

complexes of silver particles with polymeric compounds. Further, various combinations of polymers 

and silver particles were tested for their antimicrobial activity, as might be expected based on the 

previously published works [67–71]. Testing of antimicrobial activity of polymeric compounds 

(hyaluronic acid and chitosan) in complexes with silver and silver nanoparticles was chosen specifically 

due to their compatibility with human tissues (biocompatibility) and biodegradability [72–75]. 

Polymeric compound chitosan was chosen due to its nontoxic, biocompatible, and biodegradable 

properties used for the targeted therapy, respectively for targeting of toxic compounds to specific cells 

and tissues in the human body [38]. Polymeric structure of studied compounds provides easy creation 

of complexes with metal ions [37,39,40]. Surprisingly, these complexes show higher antimicrobial 

properties than individual compounds. Testing of compounds and complexes was performed by the use 

of basic microbiological methods, method of determination of growth dependences (“growth  

curves“) [76–78], where the minimal concentrations of tested compounds inducing inhibition of 



Int. J. Mol. Sci. 2013, 14 13602 

 

 

growth-minimum inhibitory concentration (MIC) [79] and total inhibitory concentration (TIC) [80] are 

determined, or method based on the determination of inhibition zones [81–83]. Measuring inhibition 

zones was the first test to the antimicrobial properties of the compounds of interest. The first results 

were obtained after a 24 h long cultivation (Figure 7A–H). Only the hyaluronic acid or chitosan 

demonstrated no inhibitory effect in applied concentrations. Addition of silver ions (AgNO3) or silver 

phosphate nanoparticles (SPNPs) led to the significant increase in the inhibition of growth of culture of 

S. aureus. The greatest inhibitory effect had the combination of 9.7 mM chitosan with 300 μM silver(I) 

ions or 300 μM silver phosphate nanoparticles (Figure 7E,G). Size of inhibition zones for complex of 

chitosan and silver phosphate nanoparticles was about 2.5 mm, in the variant chitosan-silver ions these 

zones were slightly smaller and reached app. 2 mm. The smallest zones of inhibition were determined 

for the variants of 8.3 mM hyaluronic acid with 300 μM silver(I) ions and 300 μM silver phosphate 

nanoparticles (Figure 7A,C). Combination of hyaluronic acid with silver ions induced inhibition zones 

of app. 1.3 mm, the variant of hyaluronic acid with silver phosphate nanoparticles demonstrated 

inhibition zones as large as 1.5 mm. 

Figure 7. Growth curves, growth rate and inhibition zones of Staphylococcus aureus 

cultures after application of complex of silver ions (AgNO3) or silver phosphate 

nanoparticles (SPNPs) in various concentrations with hyaluronic acid (8.3 mM) or chitosan 

(9.7 mM). Growth curves (A) and growth rate (B) -applied hyaluronic acid with AgNO3, 

growth curves (C) and growth rate (D) -applied hyaluronic acid with SPNPs, growth 

curves (E) and growth rate (F) -applied chitosan with AgNO3, growth curves (G) and 

growth rate (H) -applied chitosan with SPNPs. In the upper right corner of the  

Figure 7B,D,F,H are photos of inhibition zones of the highest applied concentrations of 

silver(I) ions or SPNPs in complexes with hyaluronic acid or chitosan.  
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To compare the results obtained by the method of determination of inhibition zones, growth 

characterization and determination of growth curves were used. This method clearly showed the 

highest antibacterial activity of the variants of silver ions and silver phosphate nanoparticles with 

chitosan (Figure 7E,G). Minimum inhibitory concentration (MIC) of 10 μM was determined for 

complex of chitosan and silver(I) ions, and total inhibitory concentration (TIC) was 25 μM and higher. 

In comparison, TIC for silver phosphate nanoparticles was determined as 10 μM. Complexes of silver 

and hyaluronic acid did not demonstrate significant antimicrobial effect. TIC for complex of silver 

phosphate nanoparticles and hyaluronic acid was determined as 150 μM, i.e., that this and higher 

concentrations (namely 150, 225, and 300 μM) led to the total growth inhibition of bacterial culture. 

On the other hand, complex of silver(I) ions with hyaluronic acid showed only moderate antimicrobial 

activity with TIC induced by concentration of 225 μM. Lower concentrations showed only slight 

antimicrobial activity, respectively only slight inhibition of growth of bacterial culture. 

In addition, growth was evaluated at three times—6, 12, and 24 h. These results corresponded with 

previously obtained results and showed inhibition of growth of bacterial culture after application of 

studied compounds (Figure 7B,D,F,H). To analyse contribution of Ag form, other compounds 

(chitosan and hyaluronic acid) and time of treatment, a general regression model was used. Using this 

approach, results provide evidence that both forms of silver, selection of other compound (chitosan and 

hyaluronic acid) and combination of these affect the toxicity significantly (at p < 0.001). Inhibition 

concentrations are summarized in Table 1. In contrast, variable time does not provide significance. To 

provide more detailed analysis of obtained data, Turkey’s post hoc test for homogenous groups was 

performed (Table 2). Two distinct clusters are evident. First includes chitosan with both silver ions and 

silver phosphate nanoparticles, and hyaluronic acid with silver phosphate nanoparticles. The second 

cluster comprises the combination of hyaluronic acid with silver(I) ions. This combination provides 

distinctly lower cytotoxicity compared to those previously mentioned. 

Table 1. Half-maximal inhibition concentrations (IC50). 

Type of Ag Other compound Time IC50 (μM) 

SPNPs chitosan 6 5.10 

SPNPs chitosan 12 3.72 

SPNPs chitosan 24 1.00 

AgNO3 hyaluronic acid 6 209.63 

AgNO3 hyaluronic acid 12 246.55 

AgNO3 hyaluronic acid 24 188.15 

SPNPs hyaluronic acid 6 1.00 

SPNPs hyaluronic acid 12 1.00 

SPNPs hyaluronic acid 24 29.53 

AgNO3 chitosan 6 1.00 

AgNO3 chitosan 12 1.00 

AgNO3 chitosan 24 1.00 
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Table 2. Turkey’s post hoc test; mean IC50 (μM). Asterisks indicate distribution of 

complexes into two homogenous groups (1 and 2) at p < 0.05. 

Number Type of Ag Other compound IC50 (μM)-Mean 1 2 

1 AgNO3 chitosan 1.0000 ****   

2 SPNPs chitosan 3.2704 ****   

3 SPNPs hyaluronic acid 10.5100 ****   

4 AgNO3 hyaluronic acid 214.7771   **** 

2.7. Biochemical Array  

Biochemical arrays are used for characterization of bacterial strains of Staphylococcus, 

Micrococcus and Stomatococcus. These arrays (tests) focus changes in metabolism of chosen sugars in 

bacteria [84,85]. No significant changes in biochemical parameters, eventually moderate increase in 

enzymatic activity (for 10%–20%), were observed after application of hyaluronic acid (8.3 mM) to 

culture of S. aureus (0.1 OD). Application of 10 mM SPNPs led to decrease of metabolic activity for 

about 30%, compared to the control, untreated culture. In the case of the application of chitosan  

(29.3 mM) and 10 mM SPNPs we observed substantial decrease in metabolic activity of bacterial 

culture. Only minute changes in enzymatic activities (for 1%–5% of bacterial culture) of urease, 

phosphatase, β-glucosidase, and in metabolism, maltose and mannose were observed (not shown). 

Obtained results confirmed significant effect of complex of chitosan and silver phosphate 

nanoparticles on metabolic activity of bacterial culture of Staphylococcus aureus. 

3. Experimental Section  

3.1. Chemicals  

Chemicals used in this study (AgNO3, Na2HPO4·7H2O, hyaluronic acid, chitosan, tryptone, yeast 

extract, NaCl) were purchased from Sigma-Aldrich (St. Louis, MO, USA) in ACS purity unless noted 

otherwise. Deionized water was prepared using reverse osmosis equipment Aqual 25 (Brno,  

Czech Republic). Deionized water was further purified by using a MiliQ Direct QUV apparatus 

equipped with a UV lamp. The resistance was 18 MΩ. The pH was measured using pH meter WTW 

inoLab (Weilheim, Germany).  

3.2. Knitted Vascular Prosthesis 

Vascular prostheses are made of polyester fibres, using a knitting technology, and are covered on 

the marked side with a continuous layer of bovine collagen type I. These vascular prostheses were 

made by Research Institute of Knitting Technologies in Brno (Brno, Czech Republic) of different 

lengths and thicknesses, usually marked as Ra 1v K. Vascular prostheses are solid, flexible, do not 

fray, and are provided with a color guide line. Water permeability through the wall of the vascular 

prosthesis is 0–5 mL cm
−2

 min
−1

. Vascular prostheses are sterilized by irradiation and are not designed  

for resterilization.  
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3.3. Preparation of Silver Phosphate Nanoparticles (SPNPs) 

SPNPs were prepared by the method of Khan et al. [47]. Heptahydrate of disodium hydrogen 

phosphate (0.134 g) was dissolved in ACS water (25 mL). A solution of AgNO3 (0.085 g) in 25 mL of 

ACS water was quickly added to a stirred solution of disodium hydrogen phosphate. There was an 

immediate change of solution colour to yellow with formation of colloidal nanoform of Ag3PO4. The 

mixture was stirred for 1 h. SPNPs were stored in the dark at 4 °C. One millilitre of mixture contains 

1.08 mg of Ag. To create complexes, stock solutions of silver(I) ions (AgNO3—12 mM), silver 

phosphate nanoparticles (SPNPs—10 mM), and a pair of polymer substances, hyaluronic acid  

(24.9 mM) and chitosan (29.3 mM) were used. 

3.4. Cultivation of Staphylococcus aureus 

Staphylococcus aureus (NCTC 8511) was obtained from the Czech Collection of Microorganisms, 

Faculty of Science, Masaryk University, Brno, Czech Republic. Strains were stored in the form of a 

spore suspension in 20% (v/v) glycerol at −20 °C. Prior to use, the strains were thawed and the glycerol 

was removed by washing with distilled water in this study. The composition of cultivation medium 

was as it follows: meat peptone 5 g L
−1

, NaCl 5 g L
−1

, bovine extract 1.5 g L
−1

, yeast extract 1.5 g L
−1

 

(HIMEDIA, Mumbai, India), sterilized MilliQ water with 18 MΩ. pH of the cultivation medium was 

adjusted at 7.4 before sterilization. Sterilization of media was carried out at 121 °C for 30 min in 

sterilizer (Tuttnauer 2450EL, Beit Shemesh, Israel). The prepared cultivation media were inoculated 

with bacterial culture into 25 ml Erlenmeyer flasks. After the inoculation, bacterial cultures were 

cultivated for 24 h on a shaker at 600 rpm and 37 °C. Bacterial culture cultivated under these 

conditions was diluted by cultivation medium to OD600 = 0.1 and used in the following experiments. 

3.5. Determination of Antibacterial Properties 

To determine the antimicrobial effect of silver(I) ions and silver phosphate nanoparticles (SPNPs) 

in complexes with hyaluronic acid and chitosan, the measurement of the inhibition zones was 

performed. Agar surface in Petri dish was covered with a mixture of 100 mL of 24 h culture of  

S. aureus in the exponential phase of growth, and 3 mL of LB medium (Luria Bertani medium). 

Excess volume of the mixture of the Petri dishes was aspirated. Squares of size of 1 × 1 cm were cut 

out from the knitted vascular prosthesis. These squares were mixed with combinations of hyaluronic 

acid or chitosan with different concentration of silver(I) ions or silver phosphate nanoparticles in 

Eppendorf tubes. Soaked squares were then laid crosswise on a Petri dish, two squares per dish. Petri 

dishes were insulated against possible external contamination and placed in a thermostat (Tuttnauer 

2450EL, Beit Shemesh, Israel) set at 37 °C for 24 h. After 24 h of incubation, the inhibition zones 

were measured and photographed in each Petri dish. 

3.6. Determination of Growth Curves 

The second procedure for the evaluation of an antimicrobial effect of tested compounds and their 

combinations was based on the measurement of an absorbance of these compounds in combination 

with a bacterial culture of Staphylococcus aureus. An apparatus Multiskan EX (Thermo Fisher 
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Scientific, Bremen, Germany) via Ascent Software for Multiskan, and subsequent analysis in the form 

of growth curves, was used. The same culture as in the measurement of inhibition zones was diluted 

with LB medium to absorbance of 0.1 measured using a Specord spectrophotometer 210 (Analytik 

Jena, Jena, Germany) at a wavelength of 600 nm. The diluted culture was pipetted into a microplate 

(total volume of 300 μL) alone as a control variant, or with various concentrations of tested substances 

(silver(I) ions or SPNPs). The concentration of silver(I) ions and SPNPs were 0, 10, 25, 50, 75, 150, 

225, and 300 μM, the concentration of hyaluronic acid (8.3 mM) and chitosan (9.7 mM) were always 

the same. Measurements were carried out at time 0, then each half-hour for 24 h at 37 °C, at a 

wavelength of 620 nm. The measured absorbance values were analysed in graphic form as growth 

curves for each experimental group individually. 

3.7. Biochemical Tests 

Bacterial culture was treated with individual substances deposited on the bottom of the microplate 

wells. The substances were as follows: urease, arginine, ornithine, β-galactosidase, β-glucuronidase,  

β-glucosidase, phosphatase, esculin, N-acetyl-β-D-glucosamine, sucrose, mannitol, xylose, galactose, 

trehalose, maltose, mannose, lactose, sorbitol, ribose, fructose, cellobiose, arabinose, xylitol, and 

raffinose. All substances were purchased from Sigma-Aldrich. Bacterial culture of S. aureus of the 

concentration about 8.0.107 KTJ/1 mL was pipetted into the individual wells. This culture was diluted 

to an absorbance of 0.1 measured using a Specord spectrophotometer set at a wavelength of 600 nm. 

Silver nanoparticles at a concentration of 10 μM and hyaluronic acid (24.9 mM) or chitosan (29.3 mM) 

were subsequently added to this culture. Complexes were measured for 24 h using a Multiskan EX 

apparatus (Thermo Fisher Scientific, Germany) via Ascent Software for Multiskan. 

3.8. Determination of Protein Matrix-Assisted Laser Desorption-Ionization Time-of-Flight (MALDI) 

Mass Spectra  

A sample of 500 µL S. aureus (0.1 OD) culture, cultivated overnight, was centrifuged at 14,000 × g 

for 2 min. After this, supernatant was discarded and the pellet was suspended in 300 µL of deionized 

water. Then, 900 µL of ethanol was added. After centrifugation at 14,000 × g for 2 min, supernatant 

was discarded and the obtained pellet was air-dried. The pellet was then dissolved in 25 µL of 70% 

formic acid (v/v) and 25 µL of acetonitrile and mixed. The samples were centrifuged at 14,000 × g for 

2 min and 1 µL of the clear supernatant was spotted in duplicate onto the MALDI target (MTP 384 

target polished steel plate; Bruker Daltonics, Bremen, Germany) and air-dried at room temperature. 

Then, each spot was overlaid with 1 µL of α-cyano-4-hydroxycinnamic acid (HCCA) matrix solution 

saturated with organic solvent (50% acetonitrile and 2.5% trifluoroacetic acid, both v/v) and air-dried 

completely prior to matrix-assisted laser desorption-ionization time-of-flight mass spectrometric 

(MALDI-TOF MS) measurement. Spectra were taken in the m/z range of 2000 Da to 20,000 Da, and 

each was a result of the accumulation of at least 1000 laser shots obtained from ten different regions of 

the same sample spot. Spectra were analysed with the Flex Analysis software (Version 3.4). Prior to 

analysis, the mass spectrometer was externally calibrated with a peptide mix of bombesin, angiotensin 

I, glu-fibrinopeptide B, adrenocorticotropic hormone (ACTH) (18-39), ubiquitine, and cytochrome c. 
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Spectra with peaks outside the allowed average were not considered. Modified spectra were loaded 

into the MALDI BioTyper™ 3.1 Version (Bruker Daltonik GmbH, Bremen, Germany). 

3.9. Electrochemical Determination of Silver(I) Ions, and SPNPs in Complexes with Hyaluronic Acid 

and Chitosan Using Sensor Array 

Differential pulse voltammetric (DPV) measurements [86–88] were performed using a PalmSens 

(PalmSens, The Netherlands) potentiostat connected with sensor array (Brno University of 

Technology, Brno, Czech Republic) through a control box (Brno University of Technology). For 

smoothing and baseline correction the PalmSens software supplied was employed. As the supporting 

electrolyte, acetate buffer (0.2 M CH3COOH; 0.2 M CH3COONa) was used. Applied volume of 

samples was 50 µL. DPV conditions were as follows: start potential −0.2 V, end potential 0.5 V, 

amplitude 0.05 V, time of accumulation 60 s. 

3.10. Spectrophotometric Determination of Silver(I) Ions, and SPNPs in Complexes with Hyaluronic 

Acid and Chitosan  

Absorption spectra were recorded by a SPECORD 210 spectrophotometer (Analytic Jena, Jena, 

Germany) in the wavelength range λ = 200–700 nm using the WinAspect 2.2.7.0. (Analytic Jena, Jena, 

Germany). Quartz cuvettes of 1 cm optical path (Hellma, Essex, Great Britain) were used. The 

analyzed sample was made up of a combination of tested substances (12 mM silver(I) ions or 10 mM 

SPNPs with 24.9 mM hyaluronic acid or 29.3 mM chitosan). Primarily, we registered absorption spectra 

(200–700 nm) of each of reagents (AgNO3 and SPNPs). Then, a polymer substance of 24.9 mM 

hyaluronic acid or 29.3 mM chitosan in 20 μL volume was pipetted into the sample of 12 mM AgNO3 

or 10 mM SPNPs. The samples were incubated for 5 min at 25 °C under vigorous stirring. Then, 

absorption spectra were recorded. This procedure was repeated eight times. ACS water was used as a 

solvent. Final concentrations of polymer substances were 0.5, 1.0, 1.4, 1.8, 2.3, 2.7, 3.1, 3.4, and 3.8 

mM for hyaluronic acid and 0.6, 1.1, 1.7, 2.2, 2.7, 3.1, 3.6, 4.0, and 4.5 mM for chitosan.  

3.11. Scanning Electron Microscope  

Structures were characterized by scanning electron microscopy. For documentation of the selected 

nanomaterials, a FEG-SEM MIRA XMU (Tescan, Brno, Czech Republic) was used. This model is 

equipped with a high brightness Schottky field emitter for low noise imaging at fast scanning rates. 

SEM was fitted with Everhart-Thronley type of SE detector, high speed YAG scintillator based BSE 

detector, panchromatic CL Detector, and EDX spectrometer. The MIRA 3 XMU system is based on a 

large specimen chamber with motorized stage movements 130 × 130 mm. Samples were coated by  

10 nm of carbon (Sigma-Aldrich, St. Louis, MO, USA) to prevent a sample charging. A carbon coater 

K950X (Quorum Technologies, Grinstead, UK) was used. For automated acquisition of selected areas, 

a TESCAN proprietary software tool Image Snapper was used. The software enables automatic 

acquisition of selected areas with defined resolution. Different conditions were optimized in order to 

reach either minimum analysis time or maximum detail during overnight, automated analysis. An 
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accelerating voltage of 15 kV and beam currents of about 1 nA gives satisfactory results regarding 

maximum throughput.  

3.12. Statistical Analyses  

Software STATISTICA (data analysis software system), version 10 .0 (Tulsa, OK, USA) was used 

for data processing. Half-maximal concentrations (IC50) were calculated from logarithmic regression 

of sigmoideal dose-response curve. General regression model was used to analyse differences between 

the combinations of compounds. To reveal differences between cell lines, Turkey’s post hoc test within 

homogenous groups was employed. Unless noted otherwise, p < 0.05 was considered significant. 

4. Conclusions  

Testing of antibacterial properties of silver complexes (AgNO3 or SPNPs) with the body’s own 

substances (hyaluronic acid or chitosan) was carried out on the bacterial culture of  

Staphylococcus aureus, by measuring the inhibition zones and determination of growth characteristics. 

Our results indicate the highest antimicrobial properties of complexes of silver(I) ions and silver 

nanoparticles with chitosan. The results can be used for further experiments with possible application 

in vascular surgery, particularly to reduce bacterial infections, which represent a high risk in the 

implantation of artificial vascular grafts.  

Acknowledgments 

Financial support from TA CR NanoCeva TA01010088 and CEITEC CZ.1.05/1.1.00/02.0068 is 

highly acknowledged. 

Conflict of Interest 

The authors declare no conflict of interest. 

References 

1. Perl, T.M.; Cullen, J.J.; Wenzel, R.P.; Zimmerman, M.B.; Pfaller, M.A.; Sheppard, D.; 

Twombley, J.; French, P.P.; Herwaldt, L.A.; the Mupirocin and the Risk of Staphylococcus aureus 

Study Team. Intranasal mupirocin to prevent postoperative Staphylococcus aureus infections.  

N. Engl. J. Med. 2002, 346, 1871–1877. 

2. Ginalska, G.; Osinska, M.; Uryniak, A.; Urbanik-Sypniewska, T.; Belcarz, A.; Rzeski, W.; 

Wolski, A. Antibacterial activity of gentamicin-bonded gelatin-sealed polyethylene terephthalate 

vascular prostheses. Eur. J. Vasc. Endovasc. Surg. 2005, 29, 419–424. 

3. Bandyk, D.F. Vascular surgical site infection: Risk factors and preventive measures. Semin. Vasc. 

Surg. 2008, 21, 119–123. 

4. Teebken, O.E.; Bisdas, T.; Assadian, O.; Ricco, J.B. Recommendations for reporting treatment of 

aortic graft infections. Eur. J. Vasc. Endovasc. Surg. 2012, 43, 174–181. 

5. Homer-Vanniasinkam, S. Surgical site and vascular infections: Treatment and prophylaxis. Int. J. 

Infect. Dis. 2007, 11, S17–S22. 



Int. J. Mol. Sci. 2013, 14 13609 

 

 

6. O’Brien, R.; Pocock, N.; Torella, F. Wound infection after reconstructive arterial surgery of the 

lower limbs: Risk factors and consequences. Surg. J. R. Coll. Surg. Edinb. Irel. 2011, 9, 245–248. 

7. Tatterton, M.R.; Homer-Vanniasinkam, S. Infections in vascular surgery. Injury-Int. J. Care Inj. 

2011, 42, S35–S41. 

8. Nasim, A.; Thompson, M.M.; Naylor, A.R.; Bell, P.R.F.; London, N.J.M. The impact of MRSA 

on vascular surgery. Eur. J. Vasc. Endovasc. Surg. 2001, 22, 211–214. 

9. Young, M.H.; Upchurch, G.R.; Malani, P.N. Vascular graft infections. Infect. Dis. Clin. N. Am. 

2012, 26, 41–56. 

10. Anderson, D.J.; Sexton, D.J.; Kanafani, Z.A.; Auten, G.; Kaye, K.S. Severe surgical site infection 

in community hospitals: Epidemiology, key procedures, and the changing prevalence of 

methicillin-resistant staphylococcus aureus. Infect. Control Hosp. Epidemiol. 2007, 28, 1047–1053. 

11. Earnshaw, J.J. Methicillin-resistant Staphylococcus aureus: Vascular surgeons should fight back. 

Eur. J. Vasc. Endovasc. Surg. 2002, 24, 283–286. 

12. Driscoll, A.J.; Bhat, N.; Karron, R.A.; O’Brien, K.L.; Murdoch, D.R. Disk diffusion bioassays for 

the detection of antibiotic activity in body fluids: Applications for the pneumonia etiology 

research for child health project. Clin. Infect. Dis. 2012, 54, S159–S164. 

13. Lew, W.; Moore, W. Antibiotic-impregnated grafts for aortic reconstruction. Semin. Vasc. Surg. 

2011, 24, 211–219. 

14. Ricco, J.B.; Assadian, O. Antimicrobial silver grafts for prevention and treatment of vascular graft 

infection. Semin. Vasc. Surg. 2011, 24, 234–241. 

15. Green, J.B.D.; Fulghum, T.; Nordhaus, M.A. Review of immobilized antimicrobial agents and 

methods for testing. Biointerphases 2011, 6, MR13–MR28. 

16. Osinska-Jaroszuk, M.; Ginalska, G.; Belcarz, A.; Uryniak, A., Vascular prostheses with 

covalently bound gentamicin and amikacin reveal superior antibacterial properties than  

silver-impregnated ones—An in vitro study. Eur. J. Vasc. Endovasc. Surg. 2009, 38, 697–706. 

17. Rai, M.K.; Deshmukh, S.D.; Ingle, A.P.; Gade, A.K. Silver nanoparticles: The powerful 

nanoweapon against multidrug-resistant bacteria. J. Appl. Microbiol. 2012, 112, 841–852. 

18. Unger, C.; Luck, C. Inhibitory effects of silver ions on Legionella pneumophila grown on agar, 

intracellular in Acanthamoeba castellanii and in artificial biofilms. J. Appl. Microbiol. 2012, 112, 

1212–1219. 

19. Xu, H.Y.; Qu, F.; Xu, H.; Lai, W.H.; Wang, Y.A.; Aguilar, Z.P.; Wei, H. Role of reactive oxygen 

species in the antibacterial mechanism of silver nanoparticles on Escherichia coli O157:H7. 

Biometals 2012, 25, 45–53. 

20. Park, H.J.; Kim, J.Y.; Kim, J.; Lee, J.H.; Hahn, J.S.; Gu, M.B.; Yoon, J. Silver-ion-mediated 

reactive oxygen species generation affecting bactericidal activity. Water Res. 2009, 43, 1027–1032. 

21. Kwakye-Awuah, B.; Williams, C.; Kenward, M.A.; Radecka, I. Antimicrobial action and 

efficiency of silver-loaded zeolite X. J. Appl. Microbiol. 2008, 104, 1516–1524. 

22. Li, W.R.; Xie, X.B.; Shi, Q.S.; Duan, S.S.; Ouyang, Y.S.; Chen, Y.B. Antibacterial effect of silver 

nanoparticles on Staphylococcus aureus. Biometals 2011, 24, 135–141. 

23. Limbach, L.K.; Wick, P.; Manser, P.; Grass, R.N.; Bruinink, A.; Stark, W.J. Exposure of 

engineered nanoparticles to human lung epithelial cells: Influence of chemical composition and 

catalytic activity on oxidative stress. Environ. Sci. Technol. 2007, 41, 4158–4163. 



Int. J. Mol. Sci. 2013, 14 13610 

 

 

24. Choi, O.; Deng, K.K.; Kim, N.J.; Ross, L.; Surampalli, R.Y.; Hu, Z.Q. The inhibitory effects of 

silver nanoparticles, silver ions, and silver chloride colloids on microbial growth. Water Res. 

2008, 42, 3066–3074. 

25. Chen, Y.G.; Chen, H.; Zheng, X.; Mu, H. The impacts of silver nanoparticles and silver ions on 

wastewater biological phosphorous removal and the mechanisms. J. Hazard. Mater. 2012, 239, 

88–94. 

26. Jo, H.J.; Choi, J.W.; Lee, S.H.; Hong, S.W. Acute toxicity of Ag and CuO nanoparticle 

suspensions against Daphnia magna: The importance of their dissolved fraction varying with 

preparation methods. J. Hazard. Mater. 2012, 227, 301–308. 

27. Joshi, N.; Ngwenya, B.T.; French, C.E. Enhanced resistance to nanoparticle toxicity is conferred 

by overproduction of extracellular polymeric substances. J. Hazard. Mater. 2012, 241, 363–370. 

28. Pallavicini, P.; Taglietti, A.; Dacarro, G.; Diaz-Fernandez, Y.A.; Galli, M.; Grisoli, P.;  

Patrini, M.; de Magistris, G.S.; Zanoni, R. Self-assembled monolayers of silver nanoparticles 

firmly grafted on glass surfaces: Low Ag
+
 release for an efficient antibacterial activity. J. Colloid 

Interface Sci. 2010, 350, 110–116. 

29. Taglietti, A.; Fernandez, Y.A.D.; Amato, E.; Cucca, L.; Dacarro, G.; Grisoli, P.; Necchi, V.; 

Pallavicini, P.; Pasotti, L.; Patrini, M. Antibacterial activity of glutathione-coated silver 

nanoparticles against gram positive and gram negative bacteria. Langmuir 2012, 28, 8140–8148. 

30. Dowling, D.P.; Betts, A.J.; Pope, C.; McConnell, M.L.; Eloy, R.; Arnaud, M.N. Anti-bacterial 

silver coatings exhibiting enhanced activity through the addition of platinum. Surf. Coat. Technol. 

2003, 163, 637–640. 

31. Ruden, S.; Hilpert, K.; Berditsch, M.; Wadhwani, P.; Ulrich, A.S. Synergistic interaction between 

silver nanoparticles and membrane-permeabilizing antimicrobial peptides. Antimicrob. Agents 

Chemother. 2009, 53, 3538–3540. 

32. Zitka, O.; Sobrova, P.; Adam, V.; Hubalek, J.; Provaznik, I.; Zizkova, V.; Kizek, R. 

Nanotechnology for more efficient blood vessel replacements. Chem. Listy 2013, 107, 24–29. 

33. Evanko, S.P.; Wight, T.N. Intracellular localization of hyaluronan in proliferating cells.  

J. Histochem. Cytochem. 1999, 47, 1331–1341. 

34. Kogan, G.; Soltes, L.; Stern, R.; Gemeiner, P. Hyaluronic acid: A natural biopolymer with a broad 

range of biomedical and industrial applications. Biotechnol. Lett. 2007, 29, 17–25. 

35. Guibal, E. Interactions of metal ions with chitosan-based sorbents: A review. Sep. Purif. Technol. 

2004, 38, 43–74. 

36. Pires, N.R.; Cunha, P.L.R.; Maciel, J.S.; Angelim, A.L.; Melo, V.M.M.; de Paula, R.C.M.; 

Feitosa, J.P.A. Sulfated chitosan as tear substitute with no antimicrobial activity. Carbohydr. 

Polym. 2013, 91, 92–99. 

37. Madhumathi, K.; Kumar, P.T.S.; Abhilash, S.; Sreeja, V.; Tamura, H.; Manzoor, K.; Nair, S.V.; 

Jayakumar, R. Development of novel chitin/nanosilver composite scaffolds for wound dressing 

applications. J. Mater. Sci. 2010, 21, 807–813. 

38. Jayakumar, R.; Menon, D.; Manzoor, K.; Nair, S.V.; Tamura, H. Biomedical applications of 

chitin and chitosan based nanomaterials—A short review. Carbohydr. Polym. 2010, 82, 227–232. 

39. Huang, G.Q.; Sun, Y.T.; Xiao, J.X.; Yang, J. Complex coacervation of soybean protein isolate 

and chitosan. Food Chem. 2012, 135, 534–539. 



Int. J. Mol. Sci. 2013, 14 13611 

 

 

40. Lee, S.B.; Kim, Y.H.; Chong, M.S.; Lee, Y.M. Preparation and characteristics of hybrid scaffolds 

composed of beta-chitin and collagen. Biomaterials 2004, 25, 2309–2317. 

41. Abdel-Mohsen, A.M.; Hrdina, R.; Burgert, L.; Krylova, G.; Abdel-Rahman, R.M.; Krejcova, A.; 

Steinhart, M.; Benes, L. Green synthesis of hyaluronan fibers with silver nanoparticles. 

Carbohydr. Polym. 2012, 89, 411–422. 

42. Wan, Y.; Guo, Z.R.; Jiang, X.L.; Fang, K.; Lu, X.; Zhang, Y.; Gu, N. Quasi-spherical silver 

nanoparticles: Aqueous synthesis and size control by the seed-mediated Lee-Meisel method.  

J. Colloid Interface Sci. 2013, 394, 263–268. 

43. Jiang, J.; Chae, B.; Jeong, S.K.; Min, B.K.; Kim, S.H.; Piao, L.; Yoon, S. Assembling Ag 

nanoparticles into morphology controlled secondary structures on loosely packed self-assembled 

monolayers. J. Colloid Interface Sci. 2013, 394, 639–642. 

44. Boomi, P.; Prabu, H.G.; Mathiyarasu, J. Synthesis and characterization of polyaniline/Ag-Pt 

nanocomposite for improved antibacterial activity. Colloid Surf. B 2013, 103, 9–14. 

45. Li, G.Y.; Wen, Q.W.; Zhang, T.; Ju, Y.Y. Synthesis and properties of silver nanoparticles in 

chitosan-based thermosensitive semi-interpenetrating hydrogels. J. Appl. Polym. Sci. 2013, 127, 

2690–2697. 

46. Li, X.; Lenhart, J.J. Aggregation and dissolution of silver nanoparticles in natural surface water. 

Environ. Sci. Technol. 2012, 46, 5378–5386. 

47. Khan, A.; Qamar, M.; Muneer, M. Synthesis of highly active visible-light-driven colloidal silver 

orthophosphate. Chem. Phys. Lett. 2012, 519–520, 54–58. 

48. Bin Ahmad, M.; Lim, J.J.; Shameli, K.; Ibrahim, N.A.; Tay, M.Y., Synthesis of silver 

nanoparticles in chitosan, gelatin and chitosan/gelatin bionanocomposites by a chemical reducing 

agent and their characterization. Molecules 2011, 16, 7237–7248. 

49. Dospivova, D.; Hynek, D.; Kopel, P.; Bezdekova, A.; Sochor, J.; Krizkova, S.; Adam, V.; 

Trnkova, L.; Hubalek, J.; Babula, P., et al. Electrochemical behaviour of apoferritin encapsulating 

of silver(i) ions and its application for treatment of Staphylococcus aureus. Int. J. Electrochem. 

Sci. 2012, 7, 6378–6395. 

50. Trnkova, L.; Krizkova, S.; Adam, V.; Hubalek, J.; Kizek, R. Immobilization of metallothionein to 

carbon paste electrode surface via anti-MT antibodies and its use for biosensing of silver.  

Biosens. Bioelectron. 2011, 26, 2201–2207. 

51. Zitka, O.; Huska, D.; Adam, V.; Horna, A.; Beklova, M.; Svobodova, Z.; Kizek, R. CoulArray 

detector as a tool for estimation of acute toxicity of silver(I) ions. Int. J. Electrochem. Sci. 2010, 5, 

1082–1089. 

52. Chekin, F.; Raoof, J.B.; Bagheri, S.; Abd Hamid, S.B. The porous chitosan-sodium dodecyl 

sulfate-carbon nanotube nanocomposite: Direct electrochemistry and electrocatalysis of 

hemoglobin. Anal. Methods 2012, 4, 2977–2981. 

53. Ma, L.P.; Yuan, R.; Chai, Y.Q.; Chen, S.H. Amperometric hydrogen peroxide biosensor based on 

the immobilization of HRP on DNA-silver nanohybrids and PDDA-protected gold nanoparticles. 

J. Mol. Catal. B 2009, 56, 215–220. 

54. An, J.; Luo, Q.Z.; Yuan, X.Y.; Wang, D.S.; Li, X.Y. Preparation and characterization of  

silver-chitosan nanocomposite particles with antimicrobial activity. J. Appl. Polym. Sci. 2011, 

120, 3180–3189. 



Int. J. Mol. Sci. 2013, 14 13612 

 

 

55. Sharma, S.; Sanpui, P.; Chattopadhyay, A.; Ghosh, S.S. Fabrication of antibacterial silver 

nanoparticle-sodium alginate-chitosan composite films. RSC Adv. 2012, 2, 5837–5843. 

56. Rodriguez-Arguelles, M.C.; Sieiro, C.; Cao, R.; Nasi, L. Chitosan and silver nanoparticles as 

pudding with raisins with antimicrobial properties. J. Colloid Interface Sci. 2011, 364, 80–84. 

57. Murray, P.R. What is new in clinical microbiology microbial identification by MALDI-TOF mass 

spectrometry a paper from the 2011 William Beaumont Hospital Symposium on molecular 

pathology. J. Mol. Diagn. 2012, 14, 419–423. 

58. Welker, M. Proteomics for routine identification of microorganisms. Proteomics 2011, 11,  

3143–3153. 

59. Jordana-Lluch, E.; Catala, E.M.; Ruiz, V.A. Mass spectrometry in the clinical microbiology 

laboratory. Enferm. Infec. Microbiol. Clin. 2012, 30, 635–644. 

60. Kok, J.; Chen, S.C.A.; Dwyer, D.E.; Iredell, J.R. Current status of matrix-assisted laser desorption 

ionisation-time of flight mass spectrometry in the clinical microbiology laboratory. Pathology 

2013, 45, 4–17. 

61. Lu, J.J.; Tsai, F.J.; Ho, C.M.; Liu, Y.C.; Chen, C.J. Peptide biomarker discovery for  

identification of methicillin-resistant and vancomycin-intermediate Staphylococcus aureus strains 

by MALDI-TOF. Anal. Chem. 2012, 84, 5685–5692. 

62. Ouedraogo, R.; Daumas, A.; Ghigo, E.; Capo, C.; Mege, J.L.; Textoris, J. Whole-cell  

MALDI-TOF MS: A new tool to assess the multifaceted activation of macrophages. J. Proteomics 

2012, 75, 5523–5532. 

63. Van Veen, S.Q.; Claas, E.C.J.; Kuijper, E.J., High-throughput identification of bacteria and yeast 

by matrix-assisted laser desorption ionization-time of flight mass spectrometry in conventional 

medical microbiology laboratories. J. Clin. Microbiol. 2010, 48, 900–907. 

64. Szabados, F.; Woloszyn, J.; Richter, C.; Kaase, M.; Gatermann, S. Identification of molecularly 

defined Staphylococcus aureus strains using matrix-assisted laser desorption/ionization time of 

flight mass spectrometry and the Biotyper 2.0 database. J. Med. Microbiol. 2010, 59, 787–790. 

65. Charyulu, E.M.; Gnanamani, A.; Mandal, A.B., Identification and Discrimination of methicillin 

resistant Staphylococcus aureus strains isolated from burn wound sites using pcr and 

authentication with MALDI-TOF-MS. Indian J. Microbiol. 2012, 52, 337–345. 

66. Bohme, K.; Morandi, S.; Cremonesi, P.; No, I.C.F.; Barros-Velazquez, J.; Castiglioni, B.; Brasca, M.; 

Canas, B.; Calo-Mata, P. Characterization of Staphylococcus aureus strains isolated from Italian 

dairy products by MALDI-TOF mass fingerprinting. Electrophoresis 2012, 33, 2355–2364. 

67. Verma, V.C.; Kharwar, R.N.; Gange, A.C., Biosynthesis of antimicrobial silver nanoparticles by 

the endophytic fungus Aspergillus clavatus. Nanomedicine 2010, 5, 33–40. 

68. Dar, M.A.; Ingle, A.; Rai, M. Enhanced antimicrobial activity of silver nanoparticles synthesized 

by Cryphonectria sp. evaluated singly and in combination with antibiotics. Nanomedicine 2013, 9, 

105–110. 

69. Mohanty, S.; Mishra, S.; Jena, P.; Jacob, B.; Sarkar, B.; Sonawane, A. An investigation on the 

antibacterial, cytotoxic, and antibiofilm efficacy of starch-stabilized silver nanoparticles. 

Nanomedicine 2012, 8, 916–924. 



Int. J. Mol. Sci. 2013, 14 13613 

 

 

70. Martinez-Gutierrez, F.; Thi, E.P.; Silverman, J.M.; de Oliveira, C.C.; Svensson, S.L.; Hoek, A.V.; 

Sanchez, E.M.; Reiner, N.E.; Gaynor, E.C.; Pryzdial, E.L.G.; et al. Antibacterial activity, 

inflammatory response, coagulation and cytotoxicity effects of silver nanoparticles. Nanomedicine 

2012, 8, 328–336. 

71. Martinez-Gutierrez, F.; Olive, P.L.; Banuelos, A.; Orrantia, E.; Nino, N.; Sanchez, E.M.; Ruiz, F.; 

Bach, H.; Av-Gay, Y. Synthesis, characterization, and evaluation of antimicrobial and cytotoxic 

effect of silver and titanium nanoparticles. Nanomedicine 2010, 6, 681–688. 

72. Hrabarova, E.; Valachova, K.; Rychly, J.; Rapta, P.; Sasinkova, V.; Malikova, M.; Soltes, L. 

High-molar-mass hyaluronan degradation by Weissberger’s system: Pro- and anti-oxidative 

effects of some thiol compounds. Polym. Degrad. Stabil. 2009, 94, 1867–1875. 

73. Sintzel, M.B.; Bernatchez, S.F.; Tabatabay, C.; Gurny, R. Biomaterials in ophthalmic drug 

delivery. Eur. J. Pharm. Biopharm. 1996, 42, 358–374. 

74. Stern, R. Devising a pathway for hyaluronan catabolism: Are we there yet? Glycobiology 2003, 

13, 105R–115R. 

75. Teh, B.M.; Shen, Y.; Friedland, P.L.; Atlas, M.D.; Marano, R.J. A review on the use of 

hyaluronic acid in tympanic membrane wound healing. Expert Opin. Biol. Ther. 2012, 12, 23–36. 

76. Fernandez-Saiz, P.; Soler, C.; Lagaron, J.M.; Ocio, M.J. Effects of chitosan films on the growth of 

Listeria monocytogenes, Staphylococcus aureus and Salmonella spp. in laboratory media and in 

fish soup. Int. J. Food Microbiol. 2010, 137, 287–294. 

77. Borneman, D.L.; Ingham, S.C.; Ane, C. Mathematical approaches to estimating lag-phase 

duration and growth rate for predicting growth of Salmonella serovars, Escherichia coli 

O157:H7, and Staphylococcus aureus in raw beef, bratwurst, and poultry. J. Food Prot. 2009, 72,  

1190–1200. 

78. Rufian-Henares, J.A.; Morales, F.J. Microtiter plate-based assay for screening antimicrobial 

activity of melanoidins against E-coli and S-aureus. Food Chem. 2008, 111, 1069–1074. 

79. Mahdavi, B.; Yaacob, W.A.; Din, L.B.; Nazlina, I. Antimicrobial activity of consecutive extracts 

of Etlingera brevilabrum. Sains Malays. 2012, 41, 1233–1237. 

80. Joray, M.B.; Gonzalez, M.L.; Palacios, S.M.; Carpinella, M.C. Antibacterial activity of the  

plant-derived compounds 23-Methyl-6-O-desmethylauricepyrone and (Z,Z)-5-(Trideca-4,7-

dienyl)resorcinol and their synergy with antibiotics against methicillin-susceptible and -resistant 

Staphylococcus aureus. J. Agric. Food Chem. 2011, 59, 11534–11542. 

81. Tawiah, A.A.; Gbedema, S.Y.; Adu, F.; Boamah, V.E.; Annan, K. Antibiotic producing 

microorganisms from River Wiwi, Lake Bosomtwe and the Gulf of Guinea at Doakor Sea Beach, 

Ghana. BMC Microbiol. 2012, 12, 1–8. 

82. Moussa, A.; Noureddine, D.; Mohamed, H.S.; Abdelmelek, M.; Saad, A. Antibacterial activity of 

various honey types of Algeria against Staphylococcus aureus and Streptococcus pyogenes. Asian 

Pac. J. Trop. Med. 2012, 5, 773–776. 

83. Lokendrajit, N.; Indira, S.; Swapana, N.; Singh, C.B. Antioxidant and antimicrobial activity of 

Croton caudatus Geisel. Asian J. Chem. 2012, 24, 4418–4420. 

84. Zaremba, M.; Borowski, J.; Polejczuk, E.; Jakubicz, P. Evaluation of Staphytest, A New System 

for Identification of Staphylococci; Gustav Fischer Verlag: Stuttgart, Germany, 1991; Volume 21, 

p. 87. 



Int. J. Mol. Sci. 2013, 14 13614 

 

 

85. Sedlacek, I.; Kocur, M. Identification of Staphylococcus and Micrococcus species with the 

Staphytest system. Folia Microbiol. 1991, 36, 401–405. 

86. Radulescu, M.C.; Chira, A.; Radulescu, M.; Bucur, B.; Bucur, M.P.; Radu, G.L. Determination of 

silver(i) by differential pulse voltammetry using a glassy carbon electrode modified with 

synthesized N-(2-Aminoethyl)-4,4'-Bipyridine. Sensors 2010, 10, 11340–11351. 

87. Peverly, A.A.; Peters, D.G. Electrochemical determination of trihalomethanes in water by means 

of stripping analysis. Anal. Chem. 2012, 84, 6110–6115. 

88. Yan, G.P.; Wang, Y.H.; He, X.X.; Wang, K.M.; Su, J.; Chen, Z.F.; Qing, Z.H. A highly sensitive 

electrochemical assay for silver ion detection based on un-labeled C-rich ssDNA probe and 

controlled assembly of MWCNTs. Talanta 2012, 94, 178–183. 

© 2013 by the authors; licensee MDPI, Basel, Switzerland. This article is an open access article 

distributed under the terms and conditions of the Creative Commons Attribution license 

(http://creativecommons.org/licenses/by/3.0/). 




