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Abstract: Based on the method of mud cake to agglomerated cake (MTA), the synergism of mud cake modifier (MCM) 
with forming agent of agglomerated cake (FAAC) in oil and gas well is studied by means of X-ray diffraction (XRD), en-
vironmental scanning electron microscopy (ESEM) and atomic absorption spectroscopy (AAS). The results show that the 
mud cake with MCM at cement-formation interface (CFI) is corroded by FAAC. And the corrosion spots and cracks are 
formed. The glassy substance in mud cake is depolymerized by hydrated ions from oilwell cement slurry through these 
spots and cracks. The soluble ionic groups in mud cake form. The diagenesis in mud cake at CFI occurs. The calcium sili-
cate hydrates (CSH), ettringite, film zeolite, rod zeolite and natrolite gels in mud cake generate. Ultimately, it achieves the 
integrated solidification and cementation (ISC) among cement paste, agglomerated cake and formation at CFI. This paper 
explains why the isolation quality of CFI is improved by the MTA method. 
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1. INTRODUCTION 

 The isolation failure of cement-formation interface (CFI) 
is a main problem in well cementing of oil and gas wells [1], 
because the integrated solidification and cementation (ISC) 
among cement, mud cake and formation at CFI cannot be 
achieved [2]. Based on this, a method of mud to cement 
(MTC) emerged in the early 1990s [15]. By combining the 
MTC method and multifunctional drilling fluids, ISC was 
achieved. However, this method had been questioned by 
many scholars [3, 4]. They argued that the MTC solidified 
body was liable to the serious embrittlement. Thus the MTC 
method can only be used in the well cementing of surface 
casing and intermediate casing in oil and gas wells, as the 
MTC solidified body does not have the solidified perform-
ance of traditional oilwell cement [5]. 

 Based on this, the new method of mud cake to agglomer-
ated cake (MTA) to improve the isolation quality of CFI was 
proposed [6]. This method can be divided into two steps. 
Firstly, the mud cake modifier (MCM) is added into the 
drilling fluid before drilling to 50-200 m above the cement-
ing interval. The MCM addition is from 0.5 wt.% to 5.0 
wt.%. Secondly, the spacer fluid (3 - 4 m3) is prepared with 
forming agent of agglomerated cake (FAAC) [7]. Then this 
fluid and cement slurry is injected into the well in turn. In 
this new method, the cement slurry system is not changed. 
The evidences of ISC at CFI with MTA method were ob-
tained [8, 9]. The kinetic models of ISC with MTA 
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method were established [10]. The application effects of five 
oilfields in China showed the MTA method improves sig-
nificantly the qualified rate and high quality rate of well ce-
menting [11, 12]. Based on X-ray diffraction (XRD), envi-
ronmental scanning electron microscopy (ESEM) and atomic 
absorption spectroscopy (AAS), the synergism of MCM with 
FAAC was studied. 

2. EXPERIMENTAL 

2.1. Experimental Material 

 MCM (solid powder) and FAAC (liquid) are made in-
house. The chemical composition of MCM is listed in  
Table 1. The particle size distribution of MCM is shown in 
Fig. (1). The MCM addition is 5.0 wt.%. The spacer fluid is 
composed of 85 % tap water and 15 % FAAC. The drilling 

 
Fig. (1). Distribution of MCM particle size. 
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fluid is from Henan oilfield in China. The formula of the 
cement slurry is Class G cement with 0.4 % dispersant (USZ, 
from Henan oilfield) and 46 % tap water.  

2.2. Sample Preparation of Corrosion Experiment 

 The preparation condition is 0.69 MPa for 30 min at 
room temperature. The thickness of mud cake samples is 
always 0.5 mm. 

 The samples for corrosion experiment are prepared as 
follows: 

● Make the drilling fluid into mud cake samples with 
ZNS water loss determinator (Qingdao Hisense optical 
communication Co., Ltd. in China). Then cut it into two 
same-size pieces, and labeled as samples A and B, respec-
tively. 

● Pour the drilling fluid into the pulp cup of JB-12K two-
axis high-speed agitator (Qingdao Hisense optical com-
munication Co., Ltd. in China), and stir it for 20 min at 3, 
000 rpm. Then add 5.0 wt.% of MCM into the drilling 
fluid slowly, and stir them for 20 min at 12, 000 rpm. 
Make the drilling fluid with MCM into mud cake samples 
by the same method, and labeled as sample C. 

● Soak sample A with tap water for 3 min, and soak sam-
ples B and C with FAAC at the same time. Then take out 
samples A, B and C, and put them into the drying appa-
ratus. Get the dried samples. 

2.3. Sample Preparation of Diffusion and Resultant Ex-
periment 

 The curing time of experimental samples is 2 days. The 
curing temperature is 75 C in water. The curing pressure is 
0.1 MPa. The mud cake thickness is 0.5 mm. The 

permeability and porosity of simulated wellbores (SWB) 
are 450×10-3 μm2 and 26%, respectively, which simulate 
the main isolation section in Henan oilfield. The outside 
diameter and inside diameter of SWB are 10.0 cm and 3.3 
cm, respectively. The height of SWB is 5.5 cm. The 
preparation of SWB, formation of simulated mud cake, 
injection of oilwell cement slurry, curing of experimental 
samples can refer to the reference [13]. 

2.3.1. Sampling Method of Diffusion Experiment 

 The sampling method for AAS test of diffusion experi-
ment is as follows: 

● Prepare two kinds of samples. One is from inner layers 
of mud cake (e.g. near the cement paste), and its amount 
is 1.8567 g. The other is from outer layers (e.g. near the 
formation), and its amount is 5.0119 g.  

● Put them into the digestion vessels, respectively. Then 
add the hydrochloride and nitric acid into the vessels. 
Proceed with digestion over the electric stove until the ni-
trogen oxide fumes are no longer given off. Then filter the 
solution, and clean the residues.  

● Make up the final solution to 250.00 ml with the dis-
tilled deionized water.  

● Measure the concentrations of K+, Na+, Ca2+ , Mg2+ , 
Fe2+ , Zn2+ and Al3+ by AAS. 

2.3.2. Sampling Method of Resultant Analysis 

 The sampling method for XRD test of resultant analysis 
is as follows: 

● Open the cured SWB. 

● Scrape off the mud cake and agglomerated cake near 
the cement paste, respectively. 

Table 1. Chemical Composition of MCM 

Chemical Composition SiO2 CaO Fe2O3 Al2O3 MgO LOI 

Percentage (%) 32.79 36.69 0.84 5.78 9.29 0.82 

 

Fig. (2). ESEM micrographs of sample A: (a) 50 μm; (b) 20 μm. 
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● Grind them into powder. 

3. RESULTS AND ANALYSIS 

3.1. Corrosion of FAAC to Mud Cake 

 The results of ESEM analysis carried out on samples A, 
B and C with different magnification are shown in Figs. (2), 
(3) and (4), respectively.  

 Fig. (2) shows that the structure of sample A is very 
loose and porous, and the cementation among the flaky clay 
particles in mud cake is poor. It could imply to obtain poor 
quality of well cementing, and lead to the isolation failure of 
CFI. 

 Fig. (3) shows that the surface of sample B is relatively 
smooth. But compared with sample A, the cementation 
among the flaky clay particles in mud cake is tighter. Be-
sides, some gels and pores among the clay particles are 
formed. It is proved that the modification of FAAC on mud 
cake is obvious. 

 Fig. (4) shows that the corrosion spots and cracks are 
observed clearly. They distribute on the surface of mud cake 
and provide the channel for the diffusion of hydrated anion 
(OH-) and alkali metal cations (Ca2+, K+, Mg2+, Fe2+, etc), 
into mud cake. Therefore, many gels are formed in the mud 
cake (e.g. MTA). Finally, the purpose of ISC at CFI could be 
achieved. 

3.2. Diffusion of Hydrated Ions from Cement Slurry 

 The test results of alkali metal cation concentrations in 
inner and outer layers of agglomerated cake are listed in  
Table 2.  

Table 2 shows that the cation concentrations in inner layer of 
agglomerated cake are higher than those in the outer layer. 
The concentration difference provides power for the diffu-
sion of hydrated ions from the cement slurry into mud cake. 

3.3. Reaction Products of MCM with FAAC 

 The XRD spectrums of mud cake and agglomerated cake 
samples are shown in Fig. (5).  

 Fig. (5a) shows that the mud cake sample is mainly com-
posed of quartz, calcite, illite, feldspar and montmorillonite. 
Fig. (5b) shows that the gel materials have formed at CFI, 
such as calcium silicate hydrates (CSH), ettringite, film zeo-
lite, rod zeolite and natrolite. ISC at CFI is achieved by these 
gels. 

4. SYNERGISM 

4.1. Modification 

 FAAC is made of NaOH, Na2SiO3, Na2SO4, and H2O, 
etc. The solution contains a lot of OH-. It reacts with clay 
minerals in mud cake, and leads to corrosion of silicon and 
replacement of aluminum. Consequently, the interface be-

 
Fig. (3). ESEM micrographs of sample B: (a) 50 μm; (b) 20 μm. 

 
Fig. (4). ESEM micrographs of sample C: (a) 50 μm; (b) 20 μm.  
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tween the cement paste and mud cake with MCM is modi-
fied. New ions such as H3SiO4

- and AlO2
- form during the 

process. The reaction equations are as follows: 

H2O + SiO2 + NaOH → NaH3SiO4 

NaH3SiO4 → Na+ + H3SiO4
- 

Al2O3 + 2NaOH → 2NaAlO2 + H2O 

NaAlO2 → Na+ + AlO2
- 

4.2. Depolymerization 

 The main components of mud cake with MCM are ben-
tonite and substances with pozzolantic activity. The ben-
tonite is mainly composed of aluminate and silicate minerals, 
whose properties is up to the type and content of montmoril-
lonite (CaMg2AlSi4(OH)2·H2O) in it. The substances with 

pozzolantic activity are mainly composed of calcium-rich 
phase and silicon-rich phase. 

 The hydration ions from the cement slurry are mainly 
Na+, Ca2+, OH-, SiO4

4-, AlO2
- and SO4

2-. OH- can cause the 
bond breaking of Ca-O and Mg-O in the substances with 
pozzolantic activity. It accelerates the replacement of Ca2+ 
and Mg2+ with Na+ in FCCA. The reaction equations in the 
calcium-rich phase are as follows: 

≡Si—O—Ca—O—Si≡ + NaOH → 2(≡Si—ONa) + Ca(OH)2 

≡Si—O—Mg—O—Si≡ + NaOH→ 2(≡Si—ONa) + Mg(OH)2 

 The formation of Ca(OH)2 during this reaction is similar 
to portlandite (a hydration product of class G oilwell ce-
ment). Then silicate minerals would be decomposed gradu-
ally in alkaline solution. The reaction equations are as fol-
lows: 

Table 2. Cation Concentrations in Inner and Outer Layer of Agglomerated Cake  

Ion Species 
Cation Concentrations in Inner Layer of Agglomerated 

Cake (mg·g-1) 
Cation Concentrations in Outer Layer of Agglomerated 

Cake (mg·g-1) 

K+ 10.749 9.492 

Na+ 4.682 3.546 

Ca2+ 84.948 70.338 

Mg2+ 21.338 19.165 

Fe2+ 7.323 7.263 

Zn2+ 0.061 0.043 

Al3+ 1.274 1.046 

Fig. (5). XRD spectra for: (a) mud cake sample; (b) agglomerated cake sample. (Key: Q: Quartz; M: Montmorillonite; I: Illite; C: Calcite; F: 
Feldspar; RZ: Rod zeolite; FZ: Film zeolite; CSH: Calcium silicate hydrates; Ett: Ettringite; N: Natrolite.) 
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≡Si—O—Si≡ + H·OH → 2(≡Si—OH) 

≡Si—OH + NaOH → ≡Si—ONa+ H·OH 

 In addition, the basic structural units of montmorillonite 
are silicon-oxygen tetrahedron ([SiO4]), silicon-oxygen tet-
rahedron ([AlO4]) and alumina octahedral ([AlO6]). Under 
the effect of the cement slurry filtrate, the montmorillonite 
reacts with OH- to form H3SiO4

- and H3AlO4
2-. The reaction 

equations are as follows: 

H2O + ≡Si—O—Si≡ + OH- → H3SiO4
- 

H2O + ＝Al—O—Al＝ + OH- → H3AlO4
2- 

 The montmorillonite and substances with pozzolantic 
activity are depolymerized by OH- from the hydration filtrate 
of cement slurry. The ions (OH-, Ca2+, K+, Mg2+, H3SiO4

-, 
H3AlO4

2-, etc) could diffuse into the mud cake through the 
corrosion spots and cracks. 

4.3. Diagenesis 

 FAAC could lead to the bond breaking of Si-O and re-
placement of aluminum when it contacts mud cake with 
MCM. The formed soluble ions are mainly Ca2+, Na+, OH-, 
SiO4

2-, H3SiO4
-, AlO2

- and SO4
2-. The montmorillonite and 

substances with pozzolantic activity are depolymerized by 
OH- from the hydration filtrate of cement slurry. The formed 
soluble ions are mainly Na+, Ca2+, OH-, SO4

2-, H3SiO4
- and 

H3AlO4
2-. 

 Under the conditions of supersaturated solution and cer-
tain temperature, the synergism of MCM with FAAC results 
in the diagenesis at CFI. As a result, a great amount of gel 
materials are formed, such as zeolite hydration products and 
calcium silicate hydrates (CSH). These gels fill in CFI 
gradually. Consequently, ISC among cement paste, agglom-
erated cake and formation at CFI is achieved. The reaction 
equations of diagenesis are as follows: 

OH- + SiO4
4- + Ca2+ +H2O → Ca4.5[Si6O15(OH)3]·2H2O 

(CSH)  

OH- + AlO2
- + SO4

2- + Ca2+ +H2O → 
3CaO·Al2O3·3CaSO4·32H2O (Ett) 

OH- + H3AlO4
2- + H3SiO4

- + Ca2+ +H2O → 
CaAl2Si7O18·6H2O (FZ) 

Na+ + OH- + H3AlO4
2- + H3SiO4

- + Ca2+ +H2O → 
NaCa2Al5Si5O20·6H2O (RZ) 

Na+ + OH- + H3AlO4
2- + H3SiO4

- +H2O → 
Na2Al2Si3O10·2H2O (N) 

5. CONCLUSIONS 

 The mud cake with MCM can be modified by FAAC. A 
large amount of corrosion spots and cracks could be ob-
served on the surface of mud cake. These corrosion spots 
and cracks provide channels for the diffusion of ions from 
the cement slurry, and accelerated the formation of gels. The 
concentrations of alkali metal cations (Na+,Ca2+, K+, Mg2+, 
Fe2+, Zn2+, Al3+) in inner layer of agglomerated cake are 
higher than those in the outer layer. The concentration dif-

ference provides power for the diffusion of ions into mud 
cake.  

 The mud cake with MCM contained a mass of bentonite 
and substances with pozzolantic activity. They are depoly-
merized by OH- from the hydration filtrate of cement slurry, 
and form the soluble ions (Na+, Ca2+, OH-, SO4

2-, H3SiO4
- 

and H3AlO4
2-). These soluble ions react with the ions (Na+, 

Ca2+, OH-, SiO4
4-, AlO2

-, SO4
2- and H3SiO4

-) from FAAC and 
cement slurry filtrate, and forms gel materials (CSH, ettring-
ite, film zeolite, rod zeolite and natrolite). These gels in-
serted among cement paste, agglomerated cake and forma-
tion, and ISC at CFI is achieved by these gels. Finally, the 
isolation quality of CFI is improved by the MTA method. 
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