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Polycrystalline samples of PrBa2Cu3O7�y were prepared through two di�erent routes: (a) mixing
Pr6O11, BaCO3, and CuO; (b) sol-gel precursors. The samples were heat-treated in the temper-
ature range 700 � T � 930 oC and under di�erent atmospheres, (Argon and air). Oxidation of
these compounds, based on the results of thermogravimetric analysis, TGA, was performed at low
temperatures, from 300 to 400 oC, for time intervals as long as 120 h. The crystal structure was
determined by measurements of X-ray powder di�raction and revealed that samples heat-treated
at 810 oC in Ar and for 130 h have a tetragonal structure with lattice parameters c � 11.88 �A.
Oxygenated PrBa2Cu3O7�y samples were found to have an orthorhombic structure with lattice
parameter c ranging from 11.72 to 11.75 �A. Electrical resistivity �(T ) measurements performed on
these compounds revealed a semiconductor-like behavior in the temperature range 77 � T � 300
K. The magnetic susceptibility �(T ) data showed a paramagnetic-like behavior from 5 to 300 K
and a clear contribution of the crystalline electrical �eld (CEF) below 150 K. We have also found
an antiferromagnetic ordering associated with the Pr sub-lattice at TN � 17 K. Evidence of super-
conductivity was not observed on our samples, in agreement with most of the results reported in
the literature.

I Introduction

Recent investigations on members of the family
REBa2Cu3O7�y; RE = rare earth; revealed that only
PrBa2Cu3O7�y (Pr123) exhibits physical properties
similar to conventional insulators [1]. While most of
the members of this family display superconductivity
below the critical temperature Tc � 90 K, the Pr123
is an insulator with antiferromagnetic ordering due the
Pr sub-lattice below TN � 15 K [2,3]. Several theories
were put forward in order to explain the reason of this
failure such as hole-�lling [4], exchange between Pr+3

and Ba+2 in their sites [5], hybridization between 2p-
O and 4f-Pr orbitals [6], and magnetic pair breaking
due an intermediary valence state of Pr+3 and Pr+4

[7]. However, ten years after the discovery of the �rst
member of the family RE123, some results raised im-
portant questions about the absence of superconductiv-
ity in Pr123. First, Blackstead et al. [8] produced thin
�lms of Pr123 that showed a small reduction of the

surface resistance below 90 K, which is an indication
of superconductivity in this system at relatively high
temperatures. Following their results, Zou et al. [9,10]
were capable to produce single crystal of Pr123 that
showed a clear transition to zero resistivity state and
appreciable Meissner e�ect below 85 K. One of the sig-
ni�cant features showed in those Pr123 single crystals
was the relatively large lattice parameter c � 11.85 �A, a
length larger than those usually found in the literature
for the same compound. Such a larger lattice parame-
ter c results in an appreciable separation of the CuO2

planes from each other, decreasing possible e�ects of
hybridization between the orbital 2p-O and 4f-Pr [11,
12]. In fact, a slight contraction of the lattice parameter
c promotes the non-metallic/non-superconductor char-
acter of the Pr123, a structural constraint not observed
in other members of this family [13]. The contraction
takes place since both Pr+3 and Ba+2 ions exchange
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their original site positions in the Pr123 unit cell due
to similar ionic radii. However, an oxidizing environ-
ment near the CuO chains can stimulate this exchange
and promote a contraction of the lattice parameter c,
followed by an orthorhombic-tetragonal transition O-T
[5, 14]. Therefore, it seems important to control the
absorption of oxygen into the lattice, in order to have
a crystal structure with a robust lattice parameter c,
which can support superconductivity. Besides, the ma-
terial should maintain its high quality, that is, a high
degree of homogeneity and absence of additional phases
[8]. As pointed out by Park et al. [14] and followed by
Zou et al. [9, 10], the �rst procedure to avoid inhomo-
geneity and multiphase material is through annealing
in inert atmospheres avoiding an oxidizing environment
near CuO chains and thus limit a possible exchange be-
tween Pr and Ba from their original crystallographic
sites. This would result in an increase of the lattice
parameter c and consequently obtaining superconduc-
tivity below Tc � 90 K [9, 10].

The aim of this work is to contribute to this dis-
cussion by searching for possible interrelations between
structure and superconductivity in polycrystalline sam-
ples of PrBa2Cu3O7�y (Pr123). The role of processing
conditions was determined by varying the starting ma-
terials, sintering temperature, and atmosphere used for
heat treatments. This was done in polycrystalline spec-
imens of Pr123 prepared through two di�erent routes:
reacting oxides and carbonates and sol-gel precursors.
The samples were sintered at di�erent temperatures
and under di�erent atmospheres and their properties
were characterized by X-ray di�raction analysis, electri-
cal resistivity, and magnetic susceptibility. Our results
strongly suggest that PrBa2Cu3O7�y is an antiferro-
magnetic insulator and the absence of superconductiv-
ity in this series is briey discussed.

II Experimental Procedure

Polycrystalline samples of PrBa2Cu3O7�y were pre-
pared by two di�erent routes: reacting binary ox-
ides and carbonates [15] and through sol-gel precur-
sors [16, 17]. For the latter, appropriate amounts of
the nitrates (all from Alfa Aesar with 99.99% purity)
Pr(NO3)3.6H2O, Ba(NO3)2, and Cu(NO3)3.6H2O were
dissolved in 100 ml of distilled water in a beaker. Af-
ter complete dissolution of all nitrates, 50% excess of
solid citric acid and ethylene glycol were added to the
mixture. This solution was placed on a hot plate and
stirred magnetically. The solution was heated until it
initiates a process of polymerization through a transfor-
mation into a green gel which was transferred to an alu-
mina crucible and dried on the hot plate. The crucible
was transferred to a mu�e furnace, the temperature
raised to 400 oC, and kept for two days. For a system-
atic study of the formation kinetics of PrBa2Cu3O7�y,

samples obtained from the sol-gel precursor were heat-
treated in both air and Ar atmosphere at temperatures
ranging from 700 to 820 oC for time intervals as long
as 130 h. Similar heat treatments were performed for
samples prepared by reacting binary oxides and carbon-
ates.

Thermogravimetric analysis (TGA) of samples heat-
treated in Ar was employed in order to obtain the tem-
perature range in which oxygen is absorbed by the sam-
ples. Annealing in O2 atmosphere was performed in the
temperature range 300 � T � 400 oC. Phase purity,
crystal structure, and lattice parameters were obtained
by means of powder X-ray di�raction using Cu K� ra-
diation on a Bruker D8 Advanced di�ractometer. All
samples were measured between 20 � 2� � 80 o with
angular scanning steps of 0.02 o for 10 s. The lattice
parameters were obtained by the method of least square
re�nement after the peak positions were corrected us-
ing MgO as an internal standard. Electrical resistivity
and magnetic measurements were also performed on
selected samples. Four-wire resistivity measurements
were performed using a Keithley current source model
224 and a Keithley nanovoltmeter model 182. Copper
electrical leads were attached on parallelepiped-shaped
samples using silver epoxy. Typical excitation currents
were � 1 mA. Magnetic susceptibility measurements
were performed in a Quantum Design SQUID magne-
tometer. Zero-�eld-cooled (ZFC) and �eld-cooled (FC)
curves were obtained from 4.2 to 300 K in applied mag-
netic �elds up to 7 T.

III Results and discussion

Formation kinetics of Pr123 sintered in air

In order to follow the formation kinetics of the Pr123
phase, the sol-gel precursor was subjected to heat treat-
ments in air at several temperatures ranging from 700
to 930 oC. The kinetics of the phase formation was ac-
companied by measurements of X-ray powder di�rac-
tion XRD. Typical results of such a kinetic of the phase
formation is shown in Fig. 1. This �gure displays X-
ray patterns of two polycrystalline samples of Pr123.
The X-ray pattern of the heat-treated sample at 850
oC for 48 h is displayed in Fig. 1(a). The results show
the presence of additional phases as PrBaO3 and CuO,
as the main phases in the di�ractogram. The begin-
ning of the Pr123 formation is also observed due to the
presence of the Bragg plane (103) of this phase, as indi-
cated by an arrow in Fig. 1(a). Increasing the sintering
temperature to 930 oC results in appreciable changes
in the material, as shown in Fig. 1(b). This �gure
displays the X-ray di�ractogram for the same sample
heat-treated for 60 h at 930 oC. The main Bragg reec-
tions belonging to the Pr123 phase can be identi�ed but
there are some peaks belonging to the same additional
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phases found in Fig. 1(a). These X-ray results suggest
that the temperature and time of sintering were not
enough to promote materials with a single-phase char-
acter. Furthermore, the atmosphere employed seems to
be unsuitable for producing single-phase materials.
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Figure 1. X-ray diagrams of polycrystalline samples of
PrBa2Cu3O7�y prepared from a sol-gel precursor and heat-
treated at di�erent conditions in air: (a) 850 oC for 48 h;
(b) 930 oC for 60 h. The additional phases PrBaO3 (*),
CuO (+) are marked in the �gure. Reections belonging
to MgO (^), used as an internal standard, are also marked.
The most intense reection belonging to the PrBa2Cu3O7�y

phase is indicated by an arrow in (a).

Although the desired phase Pr123 was obtained, its
crystallographic structure was far from that considered
as the one that could support superconductivity, based
on the arguments raised by Zou et al. [10]. In their
Pr123 single crystals, both tetragonal and orthorhom-
bic structures were found to have larger lattice param-
eters c = 11.85 �A and 11.75 �A, respectively. Such a
lattice parameter c = 11.85 �A is much larger than any
reported in literature. Our re�nements of the lattice pa-
rameters revealed materials with a structure essentially
tetragonal and shorter lattice parameters c � 11.70 �A.
Therefore, heat treatments in air at 930 oC always re-
sulted in materials with extra phases and lattice pa-
rameter c smaller than 11.75 �A, as shown in Fig. 1(b).
These results indicated that the atmosphere employed
during the heat-treatment is an important variable for

producing single phase materials with desired crystallo-
graphic features. It is also important to note that sim-
ilar results were found in samples prepared by reacting
binary oxides and carbonates. Thus, the kinetics of for-
mation of Pr123 was studied in samples heat-treated in
Ar atmosphere, as described below.

Formation kinetics of Pr123 sintered in Ar at-

mosphere

As observed by Park et al. [14] and Zou et al. [9,10],
to avoid site exchange between Pr+3 and Ba+2 in the
PrBa2Cu3O7�y structure, an inert atmosphere must be
employed during the sintering process of the material.
This, according to these authors, would guarantee the
formation of single phase Pr123 with larger lattice pa-
rameter c, viz. 11.85 �A. In order to verify these state-
ments, powders obtained from sol-gel precursors were
heat-treated following the same steps as described in
the last section, but in an Ar atmosphere. Some of the
main results are shown and discussed below.

First, the powder was heat-treated at 700 oC for 48
h and the X-ray diagram of this material is shown in
Fig. 2(a). It is clear from the pattern that the material
is comprised of several phases such as PrBaO3, CuO
and BaCO3 and it was not possible to identify any re-
ection belonging to the desired Pr123 phase. Increas-
ing sintering temperature to 780 oC for 60 h results in
appreciable changes in the XRD diagram of the powder,
as shown in Fig. 2(b). The �rst relevant change is the
appearance of well-de�ned Bragg reections belonging
to the Pr123 phase, as indicated in the �gure.

Although the temperature was slightly increased, a
heat treatment in an inert atmosphere results in de-
composition of the binary compound PrBaO3 and pro-
motes the formation of the Pr123 phase. This result
also indicates that the sol-gel precursor, when prop-
erly heat-treated, promotes the formation of the Pr123
phase at temperatures at least 200 oC below the one
commonly used in mixture of binary oxides and carbon-
ates [1,2]. Increasing further the sintering temperature
to 810 oC results in drastic changes in the XRD dia-
gram of the material, as shown in Fig. 2(c). In samples
heat-treated for 35 h, the dominant phase is Pr123, but
reections belonging to extra phases, such as PrBaO3

and BaCuO2, were still observed. This implies that
the sintering time was insuÆcient to promote single-
phase materials. Considering this sintering time, the
crystal structure of the sample is essentially tetragonal,
as expected for materials subjected to annealing in an
inert atmosphere. The calculated lattice parameters a,
b, and c were found to be 3.903, 3.901, and 11.73 �A,
respectively.
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Figure 2. X-ray diagrams of polycrystalline samples of PrBa2Cu3O7�y heat-treated in Argon atmosphere: (a) 700 oC for
48 h; (b) 780 oC for 60 h; (c) 810 oC for 35 h; and (d) 810 oC for 50 h. The additional phases PrBaO3 (*), CuO (+),
BaCO3 (#), and BaCuO2 (�) are marked in the �gure. The most intense reection belonging to the PrBa2Cu3O7�y phase
is indicated by an arrow in (b). The reections belonging to the tetragonal PrBa2Cu3O7�y phase are indexed in (d).

By maintaining the sintering temperature 810 oC
and increasing further the sintering time to 50 h, dras-
tic changes occurs in the material, as shown in the XRD
of Fig. 2(d). The most pronounced change observed
in this XRD diagram is related to the absence of ex-
tra peaks belonging to any additional phase such as
PrBaO3, BaCuO2, or oxides. However, we have ob-
served few extra peaks, with rather low intensities, oc-
curring in the 2� interval, ranging from 25 to 30 o of
the XRD diagram. An analysis of the peak positions of
these reections revealed that they correspond to Bragg
reections of the tetragonal structure Pr123 phase, as
for example the reection (102) occurring near 27 o.
Also, the reection near 29 o corresponds to the Cuk�
contribution related to the reections (103) and (110),
probably due the high degree of crystallinity of the ma-
terial obtained.

Although the lattice parameter c is small, increasing
sintering time in an inert atmosphere leads to larger c
value. Re�nement of the lattice parameters performed
in Pr123 samples subjected to di�erent annealing times
revealed that the lattice parameter c increases appre-
ciably with increasing sintering time from � 11.73 �A,
for a sample heat-treated for 50 h, to � 11.88 �A, for 130
h. This lattice parameter c � 11.88 �A is similar to the
one obtained by Zhou et al. [9, 10] in single crystals.

From the above results we concluded that Ar at-
mosphere plays an important role for producing single-

phase Pr123 compounds and seems to avoid a local ox-
idizing environment close to CuO chains. This indi-
cates that both Ba+2 and Pr+3 ions are maintained in
their original crystallographic sites, in a crystal struc-
ture similar to the one found by Zhou et al. [9,10], i.
e., a tetragonal structure with large lattice parameter
c.

Oxygen absorption by Pr123 at low tempera-

tures

It is well known that members of the family RE123
exhibit superconductivity when the samples are an-
nealed in oxygen at temperatures below � 400 oC [10].
Some important features of this annealing process were
the tetragonal to orthorhombic transition TO, followed
by a contraction of the lattice parameter c, and the
occurrence of superconductivity below Tc � 90 K in
compounds with oxygen content of 7 � y � 6.93, for
instance, in YBa2Cu3O7�y [18]. The optimal anneal-
ing temperature can be obtained by performing termo-
gravimetric analysis (TGA) of the materials in an O2

environment.
Based on these arguments, TGA measurements in

an O2 atmosphere were performed on powders derived
from a sample previously subjected to a heat treatment
in Ar at 810 oC for 130 h. These results indicated
that the maximum oxygen absorption occurs in a tem-
perature range 300 � T � 400 oC [18]. Taking into
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account the results obtained in TGA analysis, we have
subjected single-phase, tetragonal Pr123 samples to an-
nealing in an O2 atmosphere in the temperature range
300 � T � 400 oC. Two important features observed in
these samples can be summarized, as follows: (a) sam-
ples annealed at temperatures T > 400oC were found to
exhibit additional phases, as inferred from XRD analy-
sis; and (b) appreciable changes in the crystallographic
structure of samples annealed in temperatures between
300 and 400 oC were observed using an accurate analy-
sis of speci�c regions of their XRD diagrams. Changes
in the tetragonal structure are summarized in Table 1,
which displays the calculated lattice parameters a, b,
and c of several Pr123 samples which were subjected to
di�erent time intervals and temperatures in an O2 en-
vironment. The data reveal that increasing annealing
time results in an increase of the lattice parameter a and
a decrease of both lattice parameters b and c in samples
annealed at 380 oC. In addition, the lattice parameters
a and b start to deviate from those expected in a tetrag-

onal structure a = b, after the sample is subjected for
a few hours in an O2 environment. This would be the
expected behavior, assuming that increasing annealing
time results in more absorption of oxygen in the CuO
chains. However, the most important result is related
to the behavior of the lattice parameter c. For heat
treatments performed at 380 oC, we have observed that
annealing for 8 h seems to be enough to promote an ap-
preciable decrease of the lattice parameter c, from 11.88
to 11.73 �A. This annealing temperature of 380 oC was
considered too high to avoid this decrease in the lattice
parameter c, as indicated by the data shown in Table
I. In this stage of the annealing process, the crystal
structure of Pr123 reaches an orthorhombic character.
In addition, the lattice parameters a and b were found
to be unaltered for prolonged annealing times. Thus,
other samples from the same batch were annealed at
350 oC.

Table 1: Lattice parameters a; b, and c of the PrBa2Cu3O7�x annealed in O2 atmosphere at di�erent temperatures
and time intervals.

Temperature Time (h) a (�A) b (�A) c (�A)
380 oC 0 3.903(2) 3.904(5) 11.88(1)
380 oC 8 3.929(4) 3.869(5) 11.73(1)
380 oC 10 3.926(5) 3.865(7) 11.69(1)
380 oC 12 3.915(4) 3.877(4) 11.68(1)
350 oC 0 3.903(2) 3.904(5) 11.88(1)
350 oC 10 3.894(4) 3.883(6) 11.75(1)
350 oC 25 3.910(5) 3.886(9) 11.72(1)
350 oC 50 3.924(4) 3.862(4) 11.70(1)
350 oC 80 3.923(5) 3.871(5) 11.72(2)
350 oC 120 3.921(5) 3.867(5) 11.73(2)

The lattice parameters of samples annealed at
350 oC were found to exhibit similar behavior as com-
pared to the ones annealed at 380 oC. This indicates
that these samples have a crystal structure which seems
to be incompatible with superconducting properties,
based on the crystal structure and the arguments given
in Refs. 9 and 10. However, it is possible that a small
volume fraction of these samples is comprised of super-
conducting phases. Thus, the occurrence of supercon-
ductivity in this series would be inferred from macro-
scopic measurements, as discussed below.

Transport Properties of Pr123

All superconducting members of the family RE123
exhibit two important features: (i) metallic-like behav-
ior above Tc, or an increasing electrical resistivity R(T )
with increasing temperature; and (ii) a transition to
the superconducting state below Tc � 90 K. Within
this context, most of the samples of Pr123 exhibit nei-

ther metallic-like nor superconductivity in a large range
of temperature [1, 2]. These two features are consis-
tent with the mechanism involving high hybridization
of 2p-O and 4f-Pr orbitals, as described elsewhere [6].
Such a mechanism accounts for the non-metallic-like
behavior of R(T) above Tc and the absence of super-
conductivity below Tc. However, experimental results
on Pr123 obtained by Blackstead and co-authors [8,
19] suggested that Pr123 is a superconductor with a
very small superconducting volume fraction (SVF). It
was argued that such a small SVF is hardly detected
by conventional techniques as electrical resistivity R(T)
and magnetization M(T). Thus, surface resistance RS

measurements, a technique very sensitive to small SVF
[20], were employed to detect superconductivity in thin
�lms of Pr123 [19]. In fact, Blackstead and co-authors
[8, 19] observed a small decrease in the magnitude of RS

just below 90 K in thin �lms of Pr123 and attributed
such a decrease to the onset of superconductivity in a
small SVF, � 5 %, of the sample. Considering these
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results, we argue that if such a small SVF is related to
superconductivity, both transport and magnetic data
should reveal changes close to Tc as well. Following
this discussion, some granular superconductors, which
are comprised of an intimate mixture of superconduct-
ing and insulating components, exhibit similar features
as conventional superconductors (decrease of R(T ) just
below Tc and appreciable drop of M(T ) at Tc) even
when the SVF is rather low. Let us consider, for in-
stance, the electron-doped system Sm2�xCexCuO4�y;
x � 0.17; in which changes in both electrical resistivity
and magnetization are observed below Tc even when
the SVF is rather low, i. e., � 5 % [21]. Based on these
arguments, if our Pr123 samples have a very small SVF,
measurements of R(T) or M(T) would show measurable
changes close to Tc. Therefore, we have performed mea-
surements of electrical resistivity in our samples in a
large range of temperature and applied magnetic �eld,
as described below.

Starting with the samples subjected to annealing in
O2 at 380

oC, their temperature dependence of the nor-
malized electrical resistivity at 300 K, �(T)/�(300 K),
is displayed in Fig. 3 (a). In this �gure the �(T)/�(300
K) data belonging to the pristine sample (sintered in
Ar at 810 oC for 130 h) is also shown for comparison.
A careful inspection of these curves reveals that an-
nealing in O2 alters the magnitude of the �(T)/�(300
K) data appreciably. In fact, it seems that annealed
samples in O2 have more charge carriers, which are be-
lieved to be introduced by increasing oxygen content of
the material. This results in an appreciable decrease of
�(T), as inferred from the two orders of magnitude drop
of �(T)/�(300 K) at 77 K between the pristine sample
and the sample annealed in O2 for 10 h. However, all
samples exhibit a semiconductor-like behavior in the
whole range of temperature investigated. In addition,
no appreciable changes in the �(T)/�(300 K) behavior
close to 90 K was observed in all samples, suggesting
the absence of superconductivity in these Pr123 com-
pounds. All the samples subjected to lower annealing
temperature, i. e., 350 oC, exhibited similar behavior as
shown in Fig. 3(b). Based on these results of tempera-
ture dependence of the electrical resistance there is no
evidence of superconductivity in all the Pr123 samples
investigated.

However, it is possible that the annealing proce-
dure employed for increasing the O2 content in these
samples was not adequate. By checking this particular
point, we have prepared a sample of NdBa2Cu3O7�y

Nd123 following the same steps described above and
an additional annealing in O2 at 350 oC for 80 h. We
have observed that such a Nd123 sample exhibited zero-
state electrical resistivity and appreciable Meissner ef-
fect just below Tc � 90 K. Therefore, the experimen-
tal procedure for preparing these Pr123 can be con-
sidered as adequate. Thus, based on the results of
electrical resistivity, no evidence of superconductivity,

even in a small volume fraction, was observed in these
Pr123 samples. However, it is also possible that mag-
netic measurements would reveal even a small SVF in
these compounds. Therefore, a detailed characteriza-
tion through magnetization measurements was carried
out in the samples mentioned above, as discussed be-
low.
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Figure 3. Normalized electrical resistivity curves of Pr123
heat-treated under di�erent conditions: (a) in Ar, 810 oC
for 130 h and 380 oC, in O2 for 8, 10 and 12 h; (b) 350 oC,
in O2 for 10, 25, 50, and 80 h.

Magnetic properties of Pr123

Superconductors display diamagnetism or Meissner
e�ect in temperatures below Tc. The magnitude of this
diamagnetic contribution can be considered robust as
compared to a paramagnetic material. While � � 10�5

emu for the latter, superconductors reveal a diamag-
netic signal about � � 10�3 emu. Therefore, if Pr123
would have a SVF of about 5%, magnetization data
would show changes close to 90 K or even at lower tem-
peratures. Thus, we have performed measurements of
magnetization in our samples of Pr123 in a large tem-
perature range and under applied magnetic �elds up to
7 T. Typical curves obtained from this characterization
are shown in Fig. 4.
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Figure 4. Temperature dependence of ��1 of polycrystalline
samples of PrBa2Cu3O7�y heat-treated under di�erent con-
ditions: (a) 380 oC for 10 h, in O2; b) 810

oC for 130 h, in
Ar. The expected Curie behavior for the free ion is rep-
resented by dashed lines. The temperature TN � 17 K in
which Pr+3 ions order antiferromagnetically is indicated by
arrows. The �Pr curve is the best result of the simulation
of the paramagnetic susceptibility of Pr123 including a con-
tribution of the CEF.

The �gure shows the temperature dependence of the
inverse of the magnetic susceptibility ��1(T ) for two se-
lected samples: (a) annealed at 380 oC for 10 h in an O2

environment (Fig. 4 (a)); and (b) a sample sintered at
810 oC in Ar for 130 h (Fig. 4 (b)). The �rst sample is
considered as the one with the highest oxygen content
and the lowest magnitude of �(T ) at 77 K (see Fig. 3
(a)). The second sample, which was sintered at 810 oC
in Ar for 130 h, corresponds to the one with the lowest
oxygen content and the highest magnitude of �(T ) at 77
K (see Fig. 3 (a)). The �gure also shows the expected
behavior for a simple Curie law susceptibility for the
free ion of Pr+3 (J = 4 and gJ = 4=5): The overall
magnetic behavior of both samples is similar and ex-
perimental curves exhibit a convexity compared to the
Curie law trace. In addition, at temperatures close to
TN � 17 K, a cusp in the ��1(T ) data was observed
and associated with the antiferromagnetic ordering of
the Pr sub-lattice. However, no appreciable changes in
��1(T ) were observed close to 90 K in both samples,
suggesting absence of superconductivity in these mate-
rials. This is corroborated by the data since, at least
for the sample annealed in O2, a SVF close to 5% would
produce a small change in the behavior of ��1(T ) close
to Tc, due to the appreciable magnitude of its diamag-

netic signal. On the other hand, the observed deviation
from the Curie-Weiss law may be associated with the
onset of superconductivity. This point requires addi-
tional consideration of the magnetic behavior of these
RE123 compounds. As far as this point is concerned, it
is important to notice that previous works [22-24] have
shown that the paramagnetic susceptibility of Pr123 is
strongly inuenced by the J = 4 state splitting due
to crystalline electric �eld (CEF). In order to gain fur-
ther information of our ��1(T ) data, the paramagnetic
susceptibility of Pr123 was simulated following the pro-
cedure made in Ref. 23. The best results of the simu-
lation displayed in Fig. 4 (a) and (b) are for the triplet
�3 as a ground state of the system [24]. The crystal
�eld parameters for which the best match of the simu-
lation and the experimental curve is found are similar
to those determined in Refs. 22 and 23. Indeed, the
CEF e�ect makes the search for superconductivity in
Pr123 more delicate. In any event, our analysis of the
��1(T ) data suggested the absence of superconductiv-
ity in Pr123 and an appreciable contribution of the CEF
to the paramagnetic behavior of these compounds.

In summary, we have produced polycrystalline sam-
ples of PrBa2Cu3O7�y through di�erent routes. The
samples were subjected to di�erent sintering tempera-
tures and annealing times in both O2 and Ar environ-
ments. From the results of X-ray powder di�raction
we have obtained single-phase materials only when the
samples are heat-treated in Ar at 810 oC for 130 h.
These samples were found to have a tetragonal struc-
ture and lattice parameter c as large as 11.88 �A. In
addition, we have found that annealing these materi-
als in O2 at relatively low temperatures (T < 400 oC)
results in a decrease of the lattice parameter c, driv-
ing the system to an orthorhombic structure. Such an
annealing in O2 also resulted in appreciable changes in
both transport and magnetic properties of these com-
pounds. However, measurements of electrical resistance
and magnetization revealed no evidence of supercon-
ductivity in these polycrystalline materials. Also, we
have found that a precise description of the magnetic
susceptibility data of Pr123 requires an additional con-
tribution of the crystalline electrical �eld at tempera-
tures below 150 K.
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