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Abstract: Instead of killing cancer stem cells (CSCs), the conventional chemotherapy used for 

cancer treatment promotes the enrichment of CSCs, which are responsible for tumor growth, 

metastasis, and recurrence. However, most therapeutic agents are only able to kill a small pro-

portion of CSCs by targeting one or two cell surface markers or dysregulated CSC pathways, 

which are usually shared with normal stem cells (NSCs). In this study, we developed a novel 

nondrug delivery system for the dual targeting of CSCs by conjugating hyaluronic acid (HA) 

and grafting the doublecortin-like kinase 1 (DCLK1) monoclonal antibody to the surface of 

poly(ethylene glycol) (PEG)–poly(d,l-lactide-co-glycolide) (PLGA) nanoparticles (NPs), which 

can specifically target CD44 receptors and the DCLK1 surface marker – the latter was shown 

to possess the capacity to distinguish between CSCSs and NSCs. The size and morphology 

of these NPs were characterized by dynamic light scattering (DLS), transmission electron 

microscopy (TEM), and scanning electron microscopy (SEM). This was followed by studies 

of NP encapsulation efficiency and in vitro drug release properties. Then, the cytotoxicity of 

the NPs was tested via Cell Counting Kit-8 assay. Finally, the 4T1 CSCs were obtained from 

the alginate-based platform, which we developed as an in vitro tumor model. Tumor-bearing 

nude mice were used as in vivo models to systematically detect the ability of NPs to target 

CSCs. Our results showed that the DCLK1–HA–PEG–PLGA NPs exhibited a targeting effect 

toward CSCs both in vitro and in vivo. These findings have important implications for the 

rational design of drug delivery systems that target CSCs with high efficacy.
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Introduction
Cancer stem cells (CSCs) are a rare cell population localized within solid tumors that 

overexpress CD44 receptors; they are usually regarded as a determinant of cancer 

resurrection and metastasis.1–5 Several studies have suggested that the elimination 

of CSCs serves as an opportunity to cure various tumors.6,7 Conventional treatments 

for cancer, such as radiation therapy and chemotherapy, tend to kill the majority of 

differentiated cancer cells, and they are often associated with severe side effects 

toward normal tissues due to the incomplete responses of tumor cells; however, 

CSCs possess the properties of multidrug resistance and cannot be killed. In addition, 

treatments always promote the enrichment of CSCs.8,9 The surviving CSCs result in 

tumor recurrence via self-renewal and differentiation into multiple tumor cell types. 

Over the course of the past decade, the development of CSC-targeted therapies has 

offered hope to improve the survival of cancer patients. However, most of the CSC 

therapeutic agents can only kill a small proportion of CSCs by targeting one or two 

cell surface markers or dysregulated CSC pathways, which are usually shared with 

normal stem cells (NSCs).10–14
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Recently, nanoparticles (NPs) have attracted much 

attention in the field of cancer therapeutics, as they can 

easily reach their targets through physicochemical modi-

fication. Moreover, considerable amounts of drugs can be 

introduced into NPs through simple loading and chemical 

conjugates.15,16 One study has shown that long-circulating 

NPs accumulated within tumor cells, while only a few were 

present in normal cells due to both the small size of the NPs 

and the leaky tumor vasculature, which is referred to as the 

enhanced permeability and retention (EPR) effect.17 Further-

more, several recent studies showed that NPs can enhance 

the accumulation of anticancer drugs in three-dimensional 

(3D) breast, glioblastoma, and gastric spheroids enriched 

with CSCs; all of these results demonstrated that the use 

of NPs holds considerable potential in cancer therapy.14,18,19 

In this study, poly(ethylene glycol) (PEG)–poly(d,l-lactide-

co-glycolide) (PLGA) NPs were synthesized through the 

single-emulsion solvent evaporation method. PEG–PLGA 

NPs have been largely explored for their ability to deliver 

a range of therapeutics to specific cells or tissues. Both 

NP compositions have been approved by the US Food and 

Drug Administration (FDA) due to their biocompatibility 

and resorbability.

Furthermore, hyaluronic acid (HA) has been extensively 

investigated and has typically been used to target CD44, 

which is always highly expressed in multiple tumor tissues 

or CSCs, in the diagnosis and treatment of various cancers.3 

Previous research has shown that HA coatings can selectively 

and specifically target and deliver drugs to CSCs.20,21 There-

fore, HA was conjugated to the PEG–PLGA NPs to improve 

their targeting property to the CSCs in this study.

Other studies have suggested that the targeting of thera-

peutic NPs via antibodies can further enhance their accu-

mulation in target cells, as well as improve their retention, 

ultimately allowing for decreased effective dosages.22–24 

Cetuximab, a 152 kDa chimeric monoclonal antibody that 

specifically binds to the human epidermal growth factor 

receptor (EGFR) – a potential marker for glioblastoma stem-

like cells – was conjugated to iron oxide NPs as a targeted 

therapy for glioblastoma.13 Given the number of profound 

studies that have been published on CSCs, an increasing 

number of markers have been found and identified. These 

findings have frequently been used to develop cancer-

targeting treatments. Swaminathan et al25 grafted the CD133 

monoclonal antibody to a maleimide-modified PLGA NP for 

targeting CSCs in chemotherapy. However, CSC markers are 

often shared by NSCs; thus, therapies that target these mark-

ers may cause severe injury to normal tissues.26 Recently, 

a marker specific to CSCs (known as doublecortin-like 

kinase 1 [DCLK1]) was found, which was shown to have the 

capacity to distinguish between tumor tissues and NSCs.27 

It was demonstrated that DCLK1 could be a more specific 

marker for CSCs, and it was further suggested that target-

ing DCLK1-positive tumor cells could serve as a promising 

treatment for cancer.27,28

Here, we developed a novel nondrug delivery system for 

the dual-targeting of CSCs by conjugating HA and graft-

ing the DCLK1 monoclonal antibody to the surface of the 

PEG–PLGA NPs. As was shown in our previous study,29 

CD44 was highly expressed and CD24 had low expression 

in the 4T1 tumor spheroids, that were screened by our 

alginate-based platform when compared with the 3D control 

(this involved only culturing the 4T1 breast cancer cells in 

hydrogel without screening) and the 4T1 breast cancer cells 

that were cultured in two-dimensional (2D) rigid dishes. 

Furthermore, we noticed that DCLK1, which is known as 

a putative marker for intestinal and pancreatic stem cells, 

including the CSCs of those organs, was highly expressed 

in 4T1 tumor spheroids. Therefore, in this investigation, the 

4T1 breast cancer stem-like cells, which overexpress CD44 

and DCLK1, were used as an in vitro model. The targeting 

activity of DCLK1–HA–PEG–PLGA NPs to CSCs in vitro 

and in vivo was investigated. Surprisingly, we found that the 

dual-targeting NPs we synthesized were able to effectively 

target CSCs. These findings have important implications for 

the rational design of drug delivery systems that effectively 

target CSCs.

Materials and methods
Materials
Alginate, HA, and poly(vinyl alcohol) (PVA) (MW =16 kDa; 

98% hydrolyzed) were purchased from Sigma-Aldrich Co. 

(St Louis, MO, USA). PLGA (molar ratio of d,l-lactic 

to glycolic acid, 50:50; MW: 7 kDa) was purchased from 

Shandong Freda Biopharmaceutical Co., Ltd. (Shandong, 

People’s Republic of China). N-Hydroxysuccinimide (NHS) 

and 1-ethyl-3-(3-dimethylaminopropyl) carbodiimide 

hydrochloride (EDC) were purchased from Alfa Aesar (Ward 

Hill, MA, USA). PEG diamine (NH
2
-PEG-NH

2
) was pur-

chased from Beijing Kaizheng Bioengineering Development 

Co., Ltd. (Beijing, People’s Republic of China).

Preparation of the NPs
synthesis of the Peg–Plga polymer
The PEG–PLGA polymer was synthesized by EDC and 

NHS chemistry according to previous studies.30,31 Briefly, 
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PLGA was preactivated prior to PEGylation with PEG 

diamine. First, PLGA was dissolved in methylene chloride 

(10 mg/mL). Then, EDC and NHS were added to the 

PLGA solution with a molar ratio of 1:5:5 with respect 

to PLGA under magnetic stirring; the activation reaction 

of the carboxyl of PLGA continued for 24 hours within a 

nitrogen gas chamber at room temperature. Vacuum rotary 

evaporation was used to remove a part of the methylene 

chloride solvent, and the mixed solution was then added 

in a dropwise manner to precooled ether. The solution was 

centrifuged (15,000× g; 10 minutes) at 4°C. The precipitate 

was collected, and the PLGA–NHS that was obtained was 

placed in the vacuum-drying oven (24 hours). For the syn-

thesis of PEG–PLGA polymer, PLGA–NHS was dissolved 

in methylene chloride (80 mg/mL). PEG was added to the 

PLGA solution with a PLGA to PEG molar ratio of 1:1, and 

this solution was magnetically stirred for 10 minutes. The 

mixed solution was added to a three-necked flask and mag-

netically stirred for 12 hours within a nitrogen gas chamber at 

room temperature. Rotary evaporation was used to remove a 

part of the methylene chloride solvent in a vacuum, and then 

the mixed solution was added in a dropwise manner to pre-

cooled methanol. The solution was centrifuged (15,000× g; 

10 minutes) at 4°C. The precipitate was collected, and the 

light yellow precipitate was placed in the vacuum-drying 

oven (24 hours). The PEG–PLGA polymer was obtained 

by freeze drying.

Preparation of the Peg–Plga NPs
The NPs were prepared using the single-emulsion solvent 

evaporation method.32 PEG–PLGA (150 mg) polymer was 

dissolved in methylene chloride (4 mL) and mixed well. 

Then, the mixture was added to a precooled PVA solution 

(2%, wt/vol) and sonicated at 4°C for 2 minutes, followed 

by magnetic stirring for 2.5 hours at room temperature in 

the fume hood. The PEG–PLGA NPs were further isolated 

using the centrifugation method, as described earlier. Subse-

quently, the PEG–PLGA NPs were obtained by centrifuga-

tion at 15,000× g for 15 minutes (4°C), washed thrice with 

water, and lyophilized. The dried NPs were stored in the 

refrigerator at 4°C.

Preparation of the ha–Peg–Plga NPs
The HA was conjugated to the PEG–PLGA via chemical 

conjugation; the HA enabled the carboxyl to react with the 

amino acid from PEG–PLGA using the EDC/NHS coupling 

reaction. First, HA (0.423 g) was dissolved in 10 mL of 

2-ethanesulfonic acid (MES) buffer (pH 4.7) and mixed well. 

Subsequently, EDC and NHS were added to the HA solution 

with an HA to EDC to NHS molar ratio of 1:10:10; mag-

netic stirring was continued for 2 hours. The PEG–PLGA 

NPs (50 mg) were dissolved in 10 mL of deionized water 

followed by ultrasonic dispersion for 5 minutes. Then, the 

mixture was added to the HA solution and magnetically 

stirred for 12 hours. Subsequently, the HA–PEG–PLGA NPs 

were obtained by centrifugation at 15,000× g for 15 minutes 

(4°C); they were washed thrice with water and lyophilized. 

The dried NPs were stored in the refrigerator at 4°C.

Preparation of the DclK1–ha–Peg–Plga NPs
The DCLK1 antibody was grafted to the HA–PEG–PLGA 

NPs by the Schiff base reaction. First, a DCLK1 antibody 

solution (10 µL) was added to 5 mL of sodium periodate 

solution (10 mg/mL) at room temperature, and it was reacted 

under vibration for 30 minutes. Then, 600 µL of HA–PEG–

PLGA NP solution (50 mg/mL) was added to the above 

solution at room temperature, and it was reacted via shocking 

for 4 hours in the dark. Moreover, 1 mL of NaBH
4
 solution 

(1%, wt/vol) was added dropwise to the system, and it was 

reacted for 20 minutes. The DCLK1–HA–PEG–PLGA 

NPs were further isolated by the centrifugation method 

described earlier.

Preparation of the doxorubicin (DOX)-loaded NPs
First, DOX HCl, which is soluble in methylene, was col-

lected through chemical modification. Briefly, DOX HCL 

(5.3 mg) was stirred with excess trimethylamine (3.1 mg) at 

room temperature under nitrogen to obtain the DOX base. 

DOX was added to the methylene chloride in addition to 

the PEG–PLGA polymer to prepare the DOX-loaded NPs, 

as described earlier.

Preparation of the R6G-loaded fluorescein 
isothiocyanate (FITc)–ha–Peg–Plga NPs
R6G was added to methylene chloride, along with the 

PEG–PLGA polymer, prior to preparing the PEG–PLGA 

NPs; DCLK1 was substituted by FITC to obtain the R6G-

loaded FITC–HA–PEG–PLGA NPs with the same method 

described earlier.

NP morphology, size distribution, and 
zeta potential analysis
A morphological examination of the NPs was performed 

via transmission electron microscopy (TEM) (Hitachi, 

Tokyo, Japan) and scanning electron microscopy (SEM) 

(Hitachi Company). The average size and zeta potentials 

www.dovepress.com
www.dovepress.com
www.dovepress.com


International Journal of Nanomedicine 2016:11submit your manuscript | www.dovepress.com

Dovepress 

Dovepress

6670

Qiao et al

of the NPs were determined by dynamic light scattering 

(DLS) using a ZetaSizer Nano series Nano-ZS (Brookhaven 

Companies, Brookhaven, GA, USA). Each batch was 

analyzed in triplicate.

In vitro drug release test
The establishment of a standard curve for DOX 
hydrochloride
DOX (1 mg) was resuspended in 1 mL of phosphate-buffered 

saline (PBS), and it was then diluted to concentrations of 

0.02, 0.04, 0.08, 0.16, 0.24, and 0.32 µg/mL. The standard 

curve for adriamycin was established by measuring the 

fluorescence intensity with different concentrations of DOX 

solutions at an excitation wavelength of 480 nm and an emis-

sion wavelength of 590 nm.

Encapsulation efficiencies of NPs
The entrapment efficiency of the NPs was evaluated using 

an ultraviolet (UV) method.33 To determine the encapsula-

tion efficiency of DOX in NPs, 5 mg of DOX–DCLK1–

HA–PEG–PLGA NPs were mixed with 2 mL of dimethyl 

sulfoxide (DMSO) in order to break the structure of the NPs. 

The fluorescence intensity of the solution was measured at an 

excitation wavelength of 480 nm and an emission wavelength 

of 590 nm using a 752 UV–visible recording spectropho-

tometer. The drug-loading content (LC%) and encapsulation 

efficiency (EE%) of the PEG–PLGA NPs loaded with DOX 

were calculated using the following equations:

LC

Mass of drug in NPs

Mass of loaded NPs Mass of drug in NPs

%

%

=

×
−

100
 
(1)

EE
Mass of drug in NPs

Amount of drug used in encapsulation
% %= ×100

 
(2)

Each experiment was conducted in triplicate.

Drug-release profile in vitro
To investigate the release kinetics of DOX from NPs, the NPs 

were suspended in 1 mL of deionized water and they were 

dialyzed by a semipermeable membrane (40 kDa). The dialysis 

tubes were then immersed in 25 mL of PBS dialysis solution 

(10 mM; pH =7.4) at 37°C while being moderately shaken 

using a constant temperature water bath vibrator. The released 

DOX in the dialysis buffer was monitored at indicated time 

intervals over the course of 24 hours (for a total of 7 days). 

The concentration of the released DOX was determined by 

measuring the fluorescent density of DOX at an excitation 

wavelength of 480 nm and an emission wavelength of 590 nm 

using a UV spectrophotometer (Tecan, Durham, NC, USA).

alginate-based platform prepared
Alginate-based platform was prepared as previously 

reported.19,34 Briefly, the oxidized alginate was obtained by 

mixing sodium peroxide and sodium alginate (in distilled 

water) with a mass ratio of 1:2. The reaction was conducted 

at 4°C for 2 hours and was terminated by the addition of 

ethylene glycol; then, the oxidized alginate was lyophilized 

at -20°C and dissolved in distilled water to achieve a 1.4% 

concentration. Epidermal growth factor (EGF) and basic 

fibroblast growth factor (bFGF) immobilized oxidized alg-

inate was prepared by dissolving EGF and bFGF (50 ng/mL) 

in an oxidized alginate solution while stirring and was col-

lected and lyophilized at -20°C. The alginate-based platform 

was prepared by using the EGF and bFGF immobilized oxi-

dized alginate, and the addition of low molecular weight HA 

with 1.5% concentration, cross-linking with calcium ions.

cell culture and cell seeding on the 
alginate-based platform
Human umbilical vein endothelial cell (HUVEC) and mouse 

4T1 breast cancer cell lines were purchased from the Institute 

of Biochemistry and Cell Biology, Chinese Academy of 

Sciences (Shanghai, People’s Republic of China). Mouse 

neural stem cells were purchased from the Cyagen Biosci-

ences, Inc. (Guangzhou, People’s Republic of China). Mouse 

breast cancer 4T1 cells were cultured in Roswell Park Memo-

rial Institute (RPMI)-1640 medium supplemented with 10% 

fetal bovine serum (FBS) (Thermo Fisher Scientific, Waltham, 

MA, USA) and incubated at 37°C in a humidified atmosphere 

with 5% CO
2
. Also, HUVECs were cultured in Dulbecco’s 

Modified Eagle’s Medium (DMEM) supplemented with 10% 

FBS and incubated at 37°C in a humidified atmosphere with 

5% CO
2
. Mouse neural stem cells were cultured in neural stem 

cell growth medium (Cyagen Biosciences, Inc.) and incubated 

at 37°C in a humidified atmosphere with 5% CO
2
. The mouse 

4T1 breast cancer cells were digested from monolayer cultures 

and seeded onto the alginate-based platform; they were then 

incubated in a humidified atmosphere of 5% CO
2
 at 37°C 

and grown in DMEM/F-12 media supplemented with 1% 

B-27; the media were changed every other day. The mouse 

neural stem cells were digested and seeded onto the alginate-

based platform; they were then incubated in a humidified 

atmosphere of 5% CO
2
 at 37°C and grown in a neural stem 

cell growth medium.
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cell cytotoxicity assay
Cell cytotoxicity was determined by Cell Counting Kit-8 

(CCK-8) (Dojindo, Kumamoto, Japan) according to the 

manufacturer’s instructions. A total of 5,000 HUVECs 

were seeded in 96-well plates after 24 hours of culture; the 

DCLK1–HA–PEG–PLGA NPs, HA–PEG–PLGA NPs, and 

PEG–PLGA NPs with different concentrations were added 

to the 96-well plates to incubate with HUVECs for 24 hours. 

The CCK-8 solution was added to the wells (20 µL/well); 

after 4 hours of incubation, absorbance at 450 nm was 

measured using a standard enzyme-linked immunosorbent 

assay (ELISA)-format spectrophotometer. Each experiment 

was repeated three times, and the data are represented as the 

mean of all measurements.

Immunostaining
4T1 tumor spheroids were released from the alginate-based 

platform and were fixed with 4% paraformaldehyde for 

15 minutes and permeabilized with 1% Triton X-100 in PBS 

for 5 minutes at room temperature with gentle rocking. Then, 

the samples were blocked with 2% bovine serum albumin 

(BSA) (Sigma-Aldrich Co.) in PBS for 1 hour; they were 

then incubated with the mouse monoclonal DCLK1 primary 

antibody. Samples were washed three times with PBS prior 

to incubation with the tetramethyl rhodamin isothiocyanate 

(TRITC)-conjugated secondary antibody for 1 hour at room 

temperature. Cell nuclei were counterstained with DAPI 

(300 nM in Dulbecco’s-PBS; Thermo Fisher Scientific) for 

10 minutes. Images were obtained using an inverted fluores-

cent microscope (Nikon Instruments, Melville, NY, USA).

cell uptake
Cell uptake was examined using confocal laser scanning 

microscopy (UltraVIEW VoX System; PerkinElmer, 

Waltham, MA, USA). Briefly, the appropriate 2D and 3D 

mouse 4T1 breast cancer cells and 3D mouse 4T1 tumor 

spheroids were incubated with R6G–PEG–PLGA NP, R6G–

HA–PEG–PLGA NP, and R6G–DCLK1–PEG–PLGA NP 

suspensions (200 µg/mL). After 2 hours, cells were washed 

three times; they were then incubated with the DAPI solution 

(1:1,000) and washed three times, once more. Finally, the cells 

were analyzed by confocal laser scanning microscopy.

animal studies
Immune-deficient mice provided by the Shanghai Experimen-

tal Animal Resource Center served as the animal model and 

were housed in a specified chamber with regular temperature 

(22°C±2°C) and relative humidity (40%–60%). All animal 

care and experiments were approved by the Ethics Commit-

tee of the School of Life Science and Technology, Harbin 

Institute of Technology. Ethical and legal approval was 

obtained prior to the commencement of this study. All animal 

care and experiments were guided in line with the standards 

of the Animal Research Committee of the School of Life 

Science and Technology, Harbin Institute of Technology, 

and conducted in accordance with Chinese National Guide-

lines for Animal Welfare which were issued in 1988 and 

revised in 2013 (http://www.gov.cn/gongbao/content/2014/

content_2692743.htm). Mouse 4T1 tumor spheroids were 

released from the alginate-based platform and were digested 

to single cells and counted; 1×103 4T1 cancer stem-like 

cells were subcutaneously injected to establish the tumor 

model. Tumor dimensions were measured with calipers to 

estimate the volume according to V = a2b/2, where a is the 

longest diameter and b is the shortest diameter. Only mice 

with a tumor volume of 1 cm3 were selected for the experi-

ment to ensure consistency throughout the study. When the 

tumor grew to the proper size, the mice were anesthetized 

(n=5 for each group). R6G–PEG–PLGA NPs and R6G–

DCLK1–HA-PEG–PLGA NPs within PBS solution were 

respectively injected into mice via the tail vein; each mouse 

was injected with 50 µL (50 mg/mL) of the solution. After 

2 hours and then after 12 hours, the mice were anesthetized 

with ether, and they were observed using small animal imag-

ing technology.

Results
characterization of Peg–Plga, 
ha–Peg–Plga, and DclK1–ha–
Peg–Plga NPs
Figure 1 shows the synthesis procedures of PEG–PLGA, 

HA–PEG–PLGA, and DCLK1–HA–PEG–PLGA NPs. First, 

the PEG–PLGA polymers were synthesized; the PEG–PLGA 

NPs were then prepared using the single-emulsion solvent 

evaporation method. Subsequently, HA was conjugated 

to the PEG–PLGA NPs via a carboxyl reaction with the 

amino acid of PEG–PLGA using the EDC/NHS coupling 

reaction. Finally, the DCLK1 antibody was grafted to the 

HA–PEG–PLGA NPs by the Schiff base reaction. As shown 

in Figure 2, the hydrodynamic diameters and morphologies 

of the PEG–PLGA and HA–PEG–PLGA NPs were examined 

by DLS, TEM, and SEM, respectively. According to the 

SEM and TEM images, the NPs were round in shape with 

a core–shell structure and their size was ~210–250 nm in 

diameter. This size was consistent with DLS measurements of 

the NPs in aqueous solutions, as shown in Figure 2A and D. 
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Figure 1 a schematic illustration of the synthesis of DclK1–ha–Peg–Plga NP.
Abbreviations: DCLK1, doublecortin-like kinase 1; DOX, doxorubicin; EDC, 1-ethyl-3-(3-dimethylaminopropyl) carbodiimide hydrochloride; FITC, fluorescein isothio-
cyanate; ha, hyaluronic acid; Nhs, N-hydroxysuccinimide; Ig, immunoglobulin; NP, nanoparticle; Peg, poly(ethylene glycol); Plga, poly(d,l-lactide-co-glycolide); r6g, 
rhodamine 6g.

Figure 2 The particle size, TeM, and seM images of Peg–Plga and ha–Peg–Plga NPs.
Notes: (A and D) Dls analysis of Peg–Plga and ha–Peg–Plga NPs. (B and E) TeM morphology of Peg–Plga and ha–Peg–Plga NPs prepared. (C and F) seM 
morphology of Peg–Plga and ha–Peg–Plga NPs prepared.
Abbreviations: Dls, dynamic light scattering; ha, hyaluronic acid; NPs, nanoparticles; Peg, poly(ethylene glycol); Plga, poly(d,l-lactide-co-glycolide); seM, scanning 
electron microscopy; TeM, transmission electron microscopy.

www.dovepress.com
www.dovepress.com
www.dovepress.com


International Journal of Nanomedicine 2016:11 submit your manuscript | www.dovepress.com

Dovepress 

Dovepress

6673

a novel double-targeted nondrug delivery system

The hydrodynamic size of the PEG–PLGA NPs was ~220.6 nm, 

and that of the HA–PEG–PLGA NPs was 230.4 nm. With 

respect to the DCLK1–HA–PEG–PLGA NPs that were pre-

pared, an FITC-conjugated secondary antibody was used to 

validate whether this adopted method was effective, particu-

larly since the monoclonal antibody was exorbitantly priced. 

First, red fluorescence-labeled NPs were obtained by adding 

R6G to the PEG–PLGA polymer during the preparation of 

PEG–PLGA NPs. Then, the FITC-conjugated secondary 

antibody was oxidized by sodium periodate before being 

grafted to the R6G–HA–PEG–PLGA NPs. As shown in 

Figure 3, the green fluorescence of FITC can overlap with the 

red fluorescence, resulting in yellow dots. This result showed 

that the method we used was able to immobilize antibodies on 

the HA–PEG–PLGA NPs. Finally, the DCLK1–HA–PEG–

PLGA NPs were obtained with the same method.

research on the drug release properties 
of DclK1–ha–Peg–Plga NPs in vitro
The traditional anticancer drug DOX was used as the model 

drug to explore the drug release properties of NPs in vitro. 

In order to better determine the concentration of DOX, the 

solution was analyzed by fluorescence measurements at an 

excitation wavelength of 480 nm and an emission wavelength 

of 590 nm using a 752 UV–visible recording spectropho-

tometer to establish a standard curve for DOX. The results 

showed that from a concentration range of 20–320 µg/L, 

the DOX fluorescence intensity (Y) and concentration (X) 

showed a good linear relationship with the following linear 

regression equation (Figure 4A):

 Y X= + =1 32613 5 47726 0 997372. . , .R  (3)

When the molar ratio of DOX and the PEG–PLGA poly-

mer was 1:20, the DOX encapsulation efficiency was 58.12% 

and its drug loading was 5.43%. Fluorescence spectroscopy 

was used to detect changes in the concentration of DOX in 

order to test the performance of the nondrug delivery carrier. 

The results showed that at 37°C, pH 7.4 in PBS solution, 

the free DOX release rate was faster than the release rate of 

DOX–DCLK1–HA–PEG–PLGA NPs. At 72 hours, almost 

all of the free DOX was released, while the NPs carrying 

DOX released only 46.98% (Figure 4B). The in vitro release 

results showed that once the drug was loaded, DCLK1–HA–

PEG–PLGA NPs could prolong the drug release. Before 

the NPs targeted the tumor site, not much of the drug was 

released. Not only can this enhance the targeted killing of 

tumor tissues, but it can also reduce the side effects caused 

by the free drug.

In vitro cytotoxicity and targeting test
HUVECs have been shown to be more sensitive than other 

cell types to the same nanomaterials.35 In this study, the 

cytotoxicity of the PLGA–PEG, HA–PEG–PLGA, and 

DCLK1–HA–PEG–PLGA NPs was evaluated using this 

cell model. Figure 5 depicts the cell viability at different 

concentrations of PLGA–PEG, HA–PEG–PLGA, and 

DCLK1–HA–PEG–PLGA NPs. With increases in the 

concentrations of these three NPs, no prominent change 

in HUVEC viability was observed. The results indi-

cated that even when the concentration of NPs reached 

200 µg/mL, the cell viability continued .80%. In other 

words, these three types of NPs possess acceptable bio-

compatibility and they are ideal biological carriers for 

drug delivery in vivo.

To verify whether DCLK1–HA–PEG–PLGA can target 

cancer stem-like cells, R6G–PEG–PLGA, R6G–HA–PEG–

PLGA, and R6G–DCLK1–HA–PEG–PLGA NPs, which 

were stained with a red fluorescence molecule, were obtained. 

The mouse 4T1 breast cancer cells that were cultured in 

Figure 3 FITc grafted on the r6g-loaded ha–Peg–Plga NPs.
Note: The FITc-conjugated secondary antibody was used to test whether the DclK1 antibody was able to immobilize on the ha-Peg-Plga NPs.
Abbreviations: FITC, fluorescein isothiocyanate; HA, hyaluronic acid; NPs, nanoparticles; PEG, poly(ethylene glycol); PLGA, poly(d,l-lactide-co-glycolide); r6g, rhodamine 6g.
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conventional 2D rigid dishes, 3D alginate hydrogel, and the 

4T1 tumor spheroids that possessed CSC properties were 

sifted through the alginate-based platform we developed 

and used to compare the targeting behaviors of these three 

types of NPs. Moreover, the NSCs (neurospheres) were 

prepared and used as a negative control. Figure 6 presents 

typical images that illustrate the uptake of NPs together 

with the stained nuclei in 2D- and 3D-cultured 4T1 breast 

cancer cells and 4T1 tumor spheroids that were incubated for 

2 hours with the three NPs. As expected, the red fluorescence 

of the NPs was not observable in the cells treated with 

empty NPs (R6G–PEG–PLGA). R6G–HA–PEG–PLGA 

and R6G–DCLK1–HA–PEG–PLGA, which were taken up 

by the 4T1 tumor spheroids after 3 hours of incubation at 

37°C, were significantly higher than the 2D- and 3D-cultured 

4T1 breast cancer cells due to the high expression of CD44 

and DCLK1 of the 4T1 tumor spheroids, suggesting that HA 

and DCLK1 modification can greatly improve PEG–PLGA 

NPs’ ability to target cancer stem-like cells. However, there 

was no significant difference between the uptake of R6G–

HA–PEG–PLGA and R6G–DCLK1–HA–PEG–PLGA NPs 

by the 4T1 tumor spheroids and the uptake of HA–PEG–

PLGA and DCLK1–HA–PEG–PLGA NPs by neurospheres 

(data not shown).

In vivo tumor-targeting capability of 
DclK1–ha–Peg–Plga NPs
The ability of DCLK1–HA–PEG–PLGA NPs to target tumor 

tissues was evaluated in nude mice bearing 4T1 tumors. 

First, the 4T1 tumor spheroids were screened by culturing 

the 4T1 breast cancer cells on the alginate-based platform for 

7 days without serum. The 4T1 tumor spheroids were released 

from the alginate–HA hydrogel and digested and counted. 

Four-week-old male nude mice with similar physiological 

characteristics were prepared, followed by 1,000 4T1 breast 

cancer stem-like cells, which were subcutaneously inocu-

lated to the back of the nude mice. After 4 weeks, the tumor 

formed with normal physiological indexes. To evaluate the 

NPs’ tumor-targeting capability in vivo, NPs encapsulated 

with R6G were prepared once again. R6G–PEG–PLGA and 

Figure 4 In vitro release of doxorubicin from DclK1–ha–Peg–Plga NPs in ph 7.4 release media.
Notes: (A) The standard curve of DOX. (B) The DOX release rate of DOX–DclK1–ha–Peg–Plga NPs.
Abbreviations: DclK1, doublecortin-like kinase 1; DOX, doxorubicin; ha, hyaluronic acid; NPs, nanoparticles; Peg, poly(ethylene glycol); Plga, poly(d,l-
lactide-co-glycolide).

Figure 5 cytotoxicity of the different NPs.
Notes: Percentage viability of hUVecs was analyzed by MTT assay. The values are 
represented as mean ± standard deviation, n=3. error bars indicate the standard 
deviation.
Abbreviations: DclK1, doublecortin-like kinase 1; ha, hyaluronic acid; hUVec, 
human umbilical vein endothelial cell; NPs, nanoparticles; Peg, poly(ethylene glycol); 
Plga, poly(d,l-lactide-co-glycolide).
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R6G–DCLK1–HA–PEG–PLGA NPs were intravenously 

injected into the nude mice. Twelve hours after the injection, 

the fluorescence of these two groups was examined and 

recorded by an in vivo imaging system, as shown in Figure 7. 

R6G–PEG–PLGA NP-injected mice only showed a small 

amount of red fluorescence staining. However, a large 

amount of red fluorescence was observed at the tumor site 

after R6G–DCLK1–HA–PEG–PLGA NPs were injected 

into nude mice with formed tumors. These results indicate 

that grafting of the HA and DCLK1 antibody substantially 

improved NPs’ tumor-targeting abilities.

Discussion
Previous research had revealed that CSCs account for the 

development of cancer resistance, rapid tumor growth, 

tumor recurrence, and migration/invasion.36,37 These findings 

suggest that CSCs can serve as therapeutic targets for the 

treatment of cancer progression and recurrence.37 Due to the 

EPR effect, nanocarriers have recently been used to deliver 

anti-CSC therapeutics to the tumor site to reduce the popula-

tion of CSCs.38,39 However, the drugs delivered by NPs often 

fail to transport to the CSCs due to the heterogeneity of the 

tumor and the high drug resistance of CSCs, which would 

Figure 6 Detection of the targeting abilities of NPs in vitro.
Notes: The 2D- and 3D-cultured 4T1 breast cancer cells were treated with equivalent concentrations of (A) r6g–Peg–Plga, (B) r6g–ha–Peg–Plga, and (C) r6g–
DclK1–ha–Peg–Plga NPs for 2 hours at 37°C. The immunofluorescence was visualized using a confocal microscope.
Abbreviations: CSC, cancer stem cell; 2D, two dimensional; 3D, three dimensional; DCLK1, doublecortin-like kinase 1; FITC, fluorescein isothiocyanate; HA, hyaluronic 
acid; NPs, nanoparticles; Peg, poly(ethylene glycol); Plga, poly(d,l-lactide-co-glycolide); r6g, rhodamine 6g.
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result in the development of many common cancer cells, 

while only a small amount of CSCs would be killed.28,39 Thus, 

developing CSC-targeted NPs may offer enhanced efficiency 

and specificity for drug delivery, ultimately eliminating CSCs 

in tumors. In this study, mouse 4T1 breast cancer cells were 

used as a model for NP-targeted research. Emerging evidence 

has supported the idea that 3D culture can promote cell 

reprogramming and tumor malignancy and that in the tumor 

microenvironment where CSCs and non-CSCs are balanced, 

3D culture can promote the reprogramming of non-CSCs to 

CSCs.40,41 An alginate-based platform was developed in our 

previous study; this platform can efficiently select and enrich 

4T1 breast CSCs by culturing 4T1 breast cancer cells in a 

3D model without serum.29 The 4T1 breast CSCs exhibited 

tumor formation in a small number of Balb/c mice. Moreover, 

the 4T1 breast CSCs exhibited a high level of expression of 

CD44 and a low expression of CD24, which was consistent 

with other studies.29,42,43 Furthermore, it is worth noting that 

the 4T1 breast CSCs highly express DCLK1, which is a 

marker of a subpopulation of cancer cells exhibiting stem 

cell properties; however, these studies often aim at intestinal 

and pancreatic cancers.27,29,44,45

To develop a new therapeutic approach to target CSCs 

screened by our alginate–HA hydrogel system, a PLGA poly-

mer was used to fabricate the NPs in our study due to its good 

biocompatibility, longstanding track record in biomedical 

applications, and well-documented utility for sustained drug 

release. As such, PLGA has been the center of focus in the 

development of drug-loaded NPs for cancer therapy.21,46,47 

PEG was modified to the PLGA to obtain long-circulating 

NPs; this will be beneficial for the controlled release of drugs 

and site-specific drug delivery.46 From the aforementioned 

description, we know that the CSCs highly express CD44. 

It is generally accepted that HA is a recognized receptor for 

CD44 on the tumor’s cell surface; it mediates endocytosis. 

NPs that were synthesized in recent studies, which were used 

to selectively target and deliver drugs specifically to CSCs, 

tend to be coated with HA, and they are often accompanied 

by good success rates.20,21,48 Furthermore, previous studies 

showed that CD44 interacts with HA to reduce tumorigenicity 

and cancer cells’ migration ability, which enhances the sen-

sitivity of cancer cells to the drug.49 Therefore, in our study, 

HA was conjugated to the PEG–PLGA NPs to improve CSC 

targeting, and our results demonstrated that HA–PEG–PLGA 

NPs are more likely to be taken up by the 4T1 breast CSCs 

than the other control groups. However, CD44 is widely 

expressed in various tissues; it has a short update cycle and 

it is easily saturated, which can reduce the specificity of drug 

delivery. During the study of CSC identification, abundant 

cell surface markers were discovered and their antibodies 

were often conjugated to the NPs to target CSCs. Recently, 

Ni et al50 developed PEG–PLGA NPs conjugated with the 

Figure 7 Detection of the targeting abilities of NPs in vivo.
Notes: The r6g–Peg–Plga and r6g–DclK1–ha–Peg–Plga NPs were prepared and intravenously injected into the nude mice. The image was recorded by an in vivo 
imaging system.
Abbreviations: DclK1, doublecortin-like kinase 1; ha, hyaluronic acid; NPs, nanoparticles; Peg, poly(ethylene glycol); Plga, poly(d,l-lactide-co-glycolide); r6g, 
rhodamine 6g.
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CD133 monoclonal antibody to target salinomycin delivery 

to CD133+ osteosarcoma CSCs; they obtained a positive 

result. Mesoporous silica NPs were modified with aptamer 

(Ap) against the epithelial cell adhesion molecule (EpCAM) 

to target drug delivery in the treatment of colon cancer.51 

CD133 and EpCAM are also the most frequently documented 

CSC markers; however, growing evidence has demonstrated 

that CSCs share many similar markers with NSCs. The NPs 

conjugated with the CSCs markers’ antibody can target the 

delivery of anticancer drugs to eliminate CSCs, while they 

can also cause severe injury to normal tissues. Therefore, it 

is necessary to discover a marker that can distinguish CSCs 

from non-CSCs. DCLK1, which was recently identified as a 

CSC marker, was predicted to possess this ability. Therefore, 

in this study, the DCLK1 monoclonal antibody was conju-

gated to the HA–PEG–PLGA NPs to improve NP targeting. 

In summary, we reported DCLK1–HA–PEG–PLGA NPs as 

a new drug release system. HA combined with the double 

targets of the DCLK1 antibody allowed the NPs to attach 

to, and be consumed by, the CSCs. Our in vitro drug release 

tests showed that the particles are able to slowly release the 

drug, they highly target CSCs, and they also reduce the side 

effects of certain drugs. The in vivo results showed that 

DCLK1–HA–PEG–PLGA NPs can target the tumor more 

efficiently, thus representing a novel therapeutic approach 

for targeting CSCs.

Conclusion
In this study, DCLK1–HA–PEG–PLGA NPs were prepared 

to target CSCs. Based on the specific interaction between the 

DCLK1 monoclonal antibodies, the HA molecules coated 

on the PEG–PLGA NPs, the marker protein DCLK1, and 

the CD44 receptors that were overexpressed on the CSCs, 

this proposed method has been successfully utilized to target 

those breast CSCs that were selected by our alginate-based 

platform, which can be used to screen for various types 

of CSCs (in vitro) and tumors (in vivo). This unveils the 

great potential associated with this simple, convenient, and 

economical method that can be used to specifically target 

various types of CSCs, while also developing various cancer 

treatments in clinical applications.
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