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In vitro analysis of thermocompaction 
time and gutta-percha type on quality of 
main canal and lateral canals filling

Abstract: The aim of this study was to evaluate the quality of filling in 
main and lateral root canals performed with the McSpadden technique, 
regarding the time spent on the procedure and the type of gutta-per-
cha employed. Fifty simulated root canals, made with six lateral canals 
placed two apiece in the cervical, middle and apical thirds of the root, 
were divided into 5 groups. Group A: McSpadden technique with con-
ventional gutta-percha, performed with sufficient time for canal filling; 
Group B: McSpadden technique with conventional gutta-percha, per-
formed in twice the mean time used in Group A; Group C: McSpadden 
technique with TP gutta-percha, performed with sufficient time for canal 
filling; Group D: McSpadden technique with TP gutta-percha, performed 
in twice the mean time used in Group C; Group E: lateral condensation 
technique. Images of the filled root canals were taken using a stereomi-
croscope and analyzed using the Leica QWIN Pro software for filling 
material flow, gutta-percha filling extension and sealer flow. Data were 
analyzed by analysis of variance (ANOVA) and Tukey test (p < 0.05). 
The best values of penetration in lateral canals in the middle third oc-
curred in the groups where TP gutta-percha was used. However, in the 
apical third, group B showed the best values. Although a longer time of 
compactor use allows greater penetration of the filling material into the 
lateral canals, the presence of voids resulted in bad quality radiographic 
images, suggesting porosity. The best quality of filling material was ob-
served in Group A (McSpadden technique with conventional Gutta-Per-
cha, performed with sufficient time for root canal filling). 

Descriptors: Root canal filling materials; Gutta-percha; Root canal 
obturation.

Introduction
The final goal of endodontic therapy is a root canal filling that allows 

impermeability of the system with a non-irritant material that stimulates 
periapical healing.1 Gutta-percha associated with a sealer has been con-
sidered the choice material due to good tissue tolerance, good adapta-
tion to root canal walls, satisfactory dimensional stability, radiopacity 
and easy removal.1 The most popular technique for root canal filling is 
the lateral condensation of gutta-percha, but the absence of homogeneity 
compromises the technique’s sealing ability.1

Looking for a more effective technique, Schilder1 in 1967 introduced 
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the heating and condensation of the gutta-percha, 
starting a new concept for this phase of endodontic 
therapy. It is here, through the application of heat, 
that the plasticization of gutta-percha is achieved, 
resulting in a homogeneous and best adapted filling 
to root canal walls. In 1980, McSpadden2 showed 
a compactor concept with a design similar to an in-
verted Hedströen file that, when activated, allows 
lateral and apical gutta-percha plasticization and 
condensation, filling the entire root canal system, 
enhancing Schilder’s principle. 

During thermoplasticization with a compactor 
some problems may occur, such as: compactor frac-
ture, circular movement of the gutta-percha around 
the compactor without penetration into the root 
canal, absence of gutta-percha plasticization, ex-
trusion of plasticized gutta-percha through the api-
cal foramen and the presence of voids in the filling 
material. Compactor fracture is directly related to 
insufficient speed, excessive apical pressure and in-
vasion of the root canal curvature. The presence of 
voids is due to excessive compaction.3

With the gutta-percha thermocompaction tech-
nique, plasticity is an important feature of this 
material, allowing better adaptation to root canal 
walls, also acquired through pressure developed 
during lateral and vertical condensation.4 Some spe-
cial care is needed for conservation of the cones and 
consequent maintenance of its plasticity over time. 
The cones must be kept away from light and air, to 
prevent oxidation that can lead to degradation of 
the material.

Its crystalline form shows two phases: alpha and 
beta. Alpha phase is obtained directly from the tree. 
When heated, the material shows two transitional 
phases. When the temperature reaches around 
46°C, the beta phase is observed. If heated to higher 
temperatures (54° to 60°C), an amorphous phase is 
achieved. When slowly cooled, the material crystal-
lizes in the beta phase. So, commercially available 
gutta-percha is beta phase. This gutta-percha is 
stable and flexible in ambient temperatures. When 
heated, no adhesion is observed and a lower flow 
than in alpha phase is achieved. In alpha phase, in 
ambient temperatures, the material is fragile, sticky 
when heated, adherent and with higher flow than 

in beta phase.5 Substance purity can alter its fusion 
point.6-8

Recently, several new products have employed 
alpha phase to achieve thermocompaction.5 As the 
composition of these materials is an industrial se-
cret, both the alpha phase and the wax addition to 
get a more plastic material are questioned. As an ex-
ample of these new types of cones, we find TP gutta-
percha (Dentsply-Maillefer). 

According to the material features it is presumed 
that the time necessary for its plasticization should 
be different than that observed for conventional 
gutta-percha cones, influencing the filling quality. 
Thus, the aim of the present study was to compare 
in vitro the quality and flow of TP and conventional 
gutta-percha, used in conjunction with the McSpad-
den technique, varying the time of compactor use. 

Material and Methods
For the present study, 50 simulated curved canals 

with six lateral canals, two in the cervical, middle 
and apical thirds of each tooth, were made at the 
Prosthesis Laboratory, Dental School, Federal Uni-
versity of Paraná (UFPR, Curitiba, PR, Brazil) and 
were selected and divided into five groups.

The sealer used for all groups was Endofill 
(Dentsply-Maillefer, Ballaigues, Orbe, Switzerland), 
which was placed into the canals using the master 
point.9 The control group was filled using the lateral 
condensation technique. All simulated root canals of 
the experimental groups were filled employing the 
McSpadden technique, varying the type of gutta-per-
cha and time of compaction. In Group A, simulated 
root canals were filled with #50 conventional gutta-
percha (Dentsply-Maillefer, Ballaigues, Orbe, Swit-
zerland), recording the time needed for filling each 
sample (mean: 7.6 ± 1.53 s). In Group B, simulated 
canal fillings were performed with the same gutta-
percha type, spending twice the mean time recorded 
for group A (mean: 15.2 ± 1.37 s). In Groups C and 
D, the same procedure was employed using the TP 
gutta-percha (Dentsply-Maillefer, Ballaigues, Orbe, 
Switzerland). Mean times were 9.6 ± 1.57 s and 
19.2 ± 1.64 s, respectively. TP cones were calibrated 
with a proper calibrating gauge (Sybron-Kerr, Or-
ange, CA, USA), according to the pattern tips of the 
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simulated root canals (#50). The thermocompactor 
with a higher tip (#55) was selected and inserted into 
the canal, 16 mm deep. Once the thermocompaction 
was performed, a cold plugger was used for vertical 
condensation of the filling material to achieve better 
adaptation to the canal walls. 

For evaluation of penetration of the filling materi-
al into lateral canals, images of the simulated canals 
were taken with a stereomicroscope (Leica Micro-
systems, Bannockburn, IL, USA), and analyzed us-
ing Leica QWIN Pro software (Leica Microsystems, 
Bannockburn, IL, USA), registering the total length 
of the lateral root canal, penetration extension of 
the gutta-percha and extension of flow of the seal-
ing material. The data were submitted to analysis of 
variance (ANOVA) and Tukey’s test (p < 0.05). 

The quality of the simulated canal filling was an-
alyzed by three endodontists, previously rated for re-
liability and agreement correlation. For rating of the 
professionals, three radiographs were used: one with 
good quality, one with satisfactory quality and one 
with bad quality. The collected data were submit-
ted to statistical analysis, using Kappa correlation 
test for inter-evaluator comparison and the Kruskal-
Wallis non-parametric test for score analysis.

Results
The mean times required for thermocompaction 

were: 7.6 ± 1.53 s for group A; 15.2 ± 1.37 s for 
group B; 9.6 ± 1.57 s for group C; and 19.2 ± 1.64 s 
for group D.

Graph 1 shows the data distribution for Groups 
A to E, regarding filling material penetration in the 
middle third of teeth. Graph 2 shows the data dis-
tribution for Groups A to E regarding filling mate-
rial penetration in the apical third of teeth. Through 
ANOVA (p = 0.019), statistically significant differ-
ence was found. Through the Tukey test it was ob-
served that Group D had better values than Group 
A, regarding filling material penetration in the 
middle third of teeth. In the apical third, ANOVA 
(p = 0.062) showed statistically significant differ-
ence. Through the Tukey test it was observed that 
Group B showed better values than Group E. 

Graph 3 shows the data distribution of the groups 
regarding only gutta-percha penetration (mm) in the 

middle third of teeth.
Regarding subjective analysis, evaluations from 

the three examiners were tabulated and analyzed 
through Kappa correlation test. This test yielded 
a result of 0.75, or 75%, showing high correlation 
among the examiners. Next, the Kruskal-Wallis 
non-parametric statistical test was applied, denoting 
statistically significant difference (p = 0.05). Group 
E showed the best quality results, and Group D 
showed the worst quality results.

Graph 4 shows filling quality distribution re-
garding type of gutta-percha used, and time spent 
for thermocompaction. The worst results were ob-
served for Group D, due to the absence of good fill-
ing quality radiographs and 14 bad filling quality 
radiographs. In this data analysis the best results 
were observed for Groups A and E.

Discussion
The critical function of the root filling is to act 

as a barrier to infection of the periapical tissues. 
Based on current biological understanding, the root 
filling fulfills its role in three ways: blockage of any 
communication between the oral cavity and perira-
dicular tissues; entombment of any surviving bacte-
rial cells in the root canal system; and prevention of 
tissue fluid derived from the periapical tissues from 
reaching bacteria cells in the root canal and thus 
permitting their survival.10

The lateral condensation technique, due to its 
ease-of-use, safety, and promotion of a radiographi-
cally compact filling, is still the most commonly 
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Graph 1 - data distribution of the filling material penetra-
tion in the middle third of teeth (mm).
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Graph 2 - data distribution of the filling material penetra-
tion in the apical third of teeth (mm).
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Graph 3 - data distribution of gutta-percha penetration in 
the middle third of teeth (mm).

used technique for root canal filling.1 Nevertheless, 
the capacity of this technique for totally sealing the 
root canal system is questionable. Nowadays, ther-
momechanical compaction and thermally softening 
the gutta-percha, which is injected into the root ca-
nal during filling procedures, are two of the meth-
ods for heating gutta-percha. Some authors have 
shown the superiority of these techniques when 
compared to lateral condensation.11,12 The McSpad-
den technique is the most simple and practical ther-
moplasticization filling technique available. When 
the compactor is activated, the plasticization of the 
gutta-percha occurs due to the heat generated by at-
trition, leading to the tridimensional compaction of 
the material.

One of the questions regarding the use of the Mc-
Spadden technique is the time of use of the compac-

tor, which must be capable of plasticizing the gutta-
percha without the formation of voids, which would 
lead to porous fillings. The commercial availability 
of alpha phase gutta-percha, named TP gutta-per-
cha, may facilitate thermocompaction due to its 
higher plasticity, the evaluation of which is the aim 
of the present study. Literature shows that a greater 
amount of gutta-percha has been found in TP cones, 
when compared to eight other commercial brands.13

The use of resin for the simulated root canals 
allowed a standardization of the experiment, elimi-
nating variables among natural teeth. The simulated 
root canals had lateral canals in the middle and api-
cal thirds, in the bucco-lingual aspect, for evalua-
tion of the filling material penetration. All simulated 
root canal fillings were performed by a qualified 
endodontist, by whom the technique is commonly 
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obturation quality.
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used. 
Regarding sealing penetration, our results sug-

gest that, in the middle thirds, the best results were 
observed in the group performed using the McSpad-
den technique and TP gutta-percha with twice the 
time used for filling simulated canals in Group A. In 
the apical thirds, statistically significant difference 
was observed only between Groups B and E (lateral 
condensation technique - control). The McSpadden 
technique with conventional gutta-percha, spending 
twice the mean time of thermocompactor use, led to 
higher values of sealing penetration. 

Regarding gutta-percha penetration in lateral 
canals of the middle thirds, statistically significant 
differences were observed between groups, and sta-
tistical tests pointed to higher penetration using the 
McSpadden technique with TP gutta-percha per-
formed with twice the time of thermocompactor 
use. The control group showed lower values of pen-
etration. 

The higher values of penetration of the sealing 
material and gutta-percha observed for Group D 
corroborates the higher plasticity of TP gutta-per-
cha over conventional gutta-percha, which is in ac-
cordance with the findings of Tanomaru Filho et al.4 
The longer time of thermocompactor use also influ-
enced the flow of the filling material in lateral root 
canals. 

None of the Groups showed penetration of 
gutta-percha in the apical thirds. This confirms a 
limitation of the compactor, which plasticizes the 
gutta-percha only a few millimeters from its point. 
This was visually confirmed as there was no com-
pact mass of filling material observed in this region, 
making it possible to distinguish the gutta-percha 
from the sealer material. These results are similar 
to those found by Tagger et al.,14 1984, where they 
state that the heat action generated by the compac-
tor is only effective 1 to 2 mm beyond its active 
extremity. For this reason, a hybrid technique was 
suggested, using lateral condensation in the apical 
third followed by thermocompaction in the middle 
and cervical thirds.15

So, based on these results and on those found 
in literature,16-18 it is recommended that, in straight 
root canals, the compactor penetration be focused 2 

to 3 mm before the working length; and, in curved 
root canals, this depth be limited to the beginning 
of the curvature, to avoid condenser fracture. 

For analysis of the radiographic quality of the 
fillings, radiographs of the simulated root canals 
were taken. Three experienced endodontists were 
invited to be the evaluators for the analysis. For 
interrater correlation of the observers, three radio-
graphs, one with good quality (without porosity), 
another with satisfactory quality (few porosities) 
and one with bad quality (several porosities) were 
discussed. Those with the fillings identified as good 
and satisfactory were defined as clinically accept-
able. The data resulting from the three evaluators 
were tabulated and analyzed. Results showed statis-
tically significant differences between groups, lead-
ing to the conclusions that, for subjective analysis of 
the radiographic images, the best results were ob-
served in Group E (lateral condensation technique) 
and Group A (McSpadden technique with conven-
tional gutta-percha in normal time); and the worst 
results were observed in simulated root canals of 
Group D, where the McSpadden technique with TP 
gutta-percha was employed with twice the time of 
use of the compactor.

This way, it was observed that TP gutta-percha 
has higher penetration capacity when compared to 
conventional gutta-percha; however, it also showed 
the worst results regarding quality of the radio-
graphic image of the fillings. The longer time of 
compactor use inside the root canal led to higher 
penetration of the filling material in the lateral ca-
nals, but resulted in porosity, leaving low quality 
fillings. This result is in accordance with others in 
the literature12,18-19 which suggest that the compactor 
must be applied to the root canal only for the neces-
sary time for gutta-percha plasticization and filling 
of the root canal.

Conclusions
Under the conditions of this study, TP gutta-

percha showed higher plasticity than conventional 
gutta-percha. The longer time spent for compaction 
promoted greater penetration of filling material in-
side the root canals; however, also resulting in more 
failures.
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