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Introduction: In this study, quasi-three-dimensional (3D) microwell patterns were fabricated 

with poly (l-lactic acid) for the development of cell-based assays, targeting voltage-gated 

 calcium channels (VGCCs).

Methods and materials: SH-SY5Y human neuroblastoma cells were interfaced with the 

microwell patterns and found to grow as two dimensional (2D), 3D, and near two dimensional 

(N2D), categorized on the basis of the cells’ location in the pattern. The capability of the 

 microwell patterns to support 3D cell growth was evaluated in terms of the percentage of the cells 

in each growth category. Cell spreading was analyzed in terms of projection areas under light 

microscopy. SH-SY5Y cells’ VGCC responsiveness was evaluated with confocal  microscopy 

and a calcium fluorescent indicator, Calcium GreenTM-1. The expression of L-type calcium 

channels was evaluated using immunofluorescence staining with DM-BODIPY.

Results: It was found that cells within the microwells, either N2D or 3D, showed more rounded 

shapes and less projection areas than 2D cells on flat poly (l-lactic acid) substrates. Also, cells 

in microwells showed a significantly lower VGCC responsiveness than cells on flat substrates, 

in terms of both response magnitudes and percentages of responsive cells, upon depolarization 

with 50 mM K+. This lower VGCC responsiveness could not be explained by the difference 

in L-type calcium channel expression. For the two patterns addressed in this study, N2D cells 

consistently exhibited an intermediate value of either projection areas or VGCC responsiveness 

between those for 2D and 3D cells, suggesting a correlative relation between cell morphology 

and VGCC responsiveness.

Conclusion: These results suggest that the pattern structure and therefore the cell growth 

characteristics were critical factors in determining cell VGCC responsiveness and thus provide 

an approach for engineering cell functionality in cell-based assay systems and tissue engineer-

ing scaffolds.

Keywords: replica molding, cell spreading, confocal microscopy, microwell patterns

Introduction
Cell-based assays are a powerful tool in modern medicine and drug discovery, through 

which functional information on physiology, pathology, pharmacology as well as 

toxicity can be obtained in both high-throughput and high-content formats.1–4 A great 

challenge in improving the performance of cell-based assays is ensuring that cells, as 

the sensing elements of the assay platforms, functionally mirror what happens in vivo. 

The limitation of traditional flat and two-dimensional (2D) cell culture systems is well 

recognized, as signaling and functional responses thus achieved may differ from those 
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for three-dimensional (3D) systems or in vivo situations.5 In 

the field of experimental oncology, 3D multicellular tumor 

spheroids have been considered the best in vitro model for 

mimicking in vivo environments, and even made a mandatory 

test system for cancer therapeutics screenings.6,7 In neuronal 

cell-based assays, such 3D systems are currently unavailable 

due to the lack of practical platforms and evaluation of cell 

functionality under such culture conditions.

Although 3D porous polymer scaffolds and 3D cell cul-

tures are well established in tissue engineering practices, the 

engineering of 3D cell-based assays has not been possible 

through the scaling-down of such systems. The fabrication of 

microstructures or topographic patterns is a practical approach 

for establishing the 3D cell-based assay systems. In research 

efforts during the past two decades, such microstructures (eg, 

microwell patterns) have been fabricated with glass,8 silicon,9 

and polyester photoresist.10 These patterns, however, were 

characterized by low aspect ratios (less than one) or depths 

(of only 1–2 cell diameters). Thus, they were actually near 

two-dimensional (N2D) systems as cells were still growing on 

the flat bottom surface and did not form any 3D distribution 

or growth along the depth. It is still an open question whether 

such near 2D systems are different from the high aspect ratio 

and 3D systems in terms of the functionality of cells growing 

therein. Achieving 3D cell growth and evaluating cellular 

functionality are thus critical tasks in the development of 3D 

cell-based assay platforms.

We have been interested in the development of 3D 

neuronal cell-based assay systems targeting voltage-gated 

calcium channels (VGCCs). Previous studies have shown 

that VGCC functionality for neuronal cells in 3D structures, 

for example, SU-8 microwell patterns,11 collagen hydrogels,12 

and Cytodex® microbead arrays,13 was different from that of 

cells under 2D culture conditions. We have also hypothesized 

that cell VGCC responsiveness or functionality on a micro-

structured pattern might be related to cell  morphology.14 

However, the capabilities of the fabricated structures or 

 patterns to support 3D cell growth were not evaluated in 

these studies. Also, inappropriate selection and handling 

of materials, such as SU-8,11,15 for pattern fabrication have 

resulted in low cytocompatibility and failure of the cells to 

interface with the 3D structures thus obtained.

Poly (l-lactic acid) (PLLA) is a popular biodegradable 

polymer that is widely used in clinical practices. This mate-

rial is attractive in the fabrication of 3D cell-based platforms 

because of its well-established high biocompatibility and 

optical transparency.16–18 The adoption of soft lithography 

also makes it easy to mass produce micropatterns with 

this material. Also, studies on the interaction of neural cells 

with PLLA micropatterns provide advantages over those with 

other pattern materials, as this polymer has already been suc-

cessfully used for tissue engineering applications and there 

is a large body of literature available on it.16–18

In this study, we adopted ultraviolet (UV) lithography, 

chemical wet etching, and polydimethylsiloxane (PDMS)-

based replica molding to fabricate microwell patterns with 

PLLA. Nine such microwell patterns were designed with 

diameters of 80, 100, and 120 µm, a high aspect ratio close to 

or greater than 1, either with or without channel connection. 

SH-SY5Y human neuroblastoma cells were interfaced with 

the microwell patterns and the capabilities of the patterns to 

support 3D cell growth were evaluated. We realized that cell 

growth or distribution on a high aspect ratio microwell pattern 

can be 2D, 3D, or N2D, based on cell location within the pat-

tern, thus categorized cell growth characteristics accordingly. 

Cell spreading and VGCC responsiveness were evaluated. 

Our results indicate that the pattern structure and thus the 

cell growth characteristics are critical factors in determin-

ing cell VGCC functionality. As such, this study provides 

an approach for engineering cell functionality in cell-based 

assay systems and tissue engineering scaffolds.

Materials and methods
Fabrication of PLLA microwell patterns
Nine microwell patterns were designed and fabricated to 

ensure that patterns that support both 3D and N2D growth 

would be found for the interfaced neural cells. These pat-

terns had a nominal well diameter of 80, 100, or 120 µm, 

either with or without channels of 20 or 40 µm wide, which 

connected wells as five-well units. (Hereafter, these patterns 

will be referred to by their well diameter and channel width; 

for example, “100–0 µm pattern,” in which the first number, 

“100,” refers to the well diameter and the “0” refers to the 

channel width.)

Microwell patterns were fabricated with UV  lithography, 

chemical wet etching, and PDMS-based replica  molding, as 

outlined in Figure 1. A quartz chromium mask plate was made 

by Institute of Microelectronics, Chinese  Academy of  Sciences 

(Beijing, China). UV lithography and  chemical etching were 

accomplished with help from No 24 Research  Institute of 

China Electricity Technology Company  (Chongqing, China). 

The master mold was made with a P ,100. silicon wafer 

with a resistivity of 7–13 Ω ⋅ cm (Grinm Semiconductor 

Materials, Beijing, China). Briefly, the production of silicon 

master mold included the following steps: surface oxidation, 

photoresist coating, UV lithography and development, wet 
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Mask plate

Silicon
wafer

Master mold fabrication

PLLA microwell pattern

Coverslip

UV lithography and
chemical etching

Pouring PDMS
on the mold

PDMS

0.5 MPa pressure for 10 sec

PLLA

Replica molding

Hot plate (140ºC) PDMS negative mold

Vacuum degassing 
curing at 50ºC for
3 h peeling off

Silicon master mold

Figure 1 Schematic illustration of the protocol for fabricating PLLA microwell patterns.
Abbreviations: UV, ultraviolet; PDMS, polydimethylsiloxane; PLLA, poly (l-lactic acid).

etching with hydrofluoric acid and Bosch process-based dry 

etching. The PDMS (Sylgard 184, Dow Corning, Midland, 

MI, USA) prepolymer and curing agent were mixed in a mass 

ratio of 10:1, vacuum degassed, and poured on silicon master 

mold. Samples were vacuum degassed again before placed 

in 50°C oven for 3 hours. After cooling, the PDMS negative 

mold was stripped from the silicon master mold.

PLLA (Mw = 100,000; Sigma-Aldrich, St Louis, MO, 

USA) was placed on a coverslip then melted on a heated 

plate at a temperature of 140°C. The PDMS negative mold 

was placed against the melted PLLA and a contact pres-

sure of around 0.5 MPa was imposed on the negative mold 

for 10 seconds with a pressing machine (TS-C40DX-H, 

Shenzhen Techson Automation System, Shenzhen, China) 

to enable the melted PLLA to flow into the structure of the 

PDMS negative mold. The sample was then immersed in 

ethyl alcohol for 1 minute. PLLA microwell patterns were 

obtained after stripping the PDMS negative mold. To serve as 

a 2D control for 3D cell growth on microwell patterns, PLLA 

flat substrates were fabricated using the same protocols as for 

those for PLLA microwell patterns, except that the PDMS 

negative mold was replaced with a flat PDMS substrate.

Cell culture and cell growth 
characteristics
SH-SY5Y human neuroblastoma cells were obtained from 

the ATCC (Manassas, VA, USA) and routinely cultured in 

75 cm2 tissue culture flasks (Costar, Corning, NY, USA) 

with 30 mL growth medium at 37°C in a 5% CO
2
 humidi-

fied  atmosphere. Growth medium was made with complete 

Roswell Park Memorial Institute (RPMI)-1640 medium 

containing 10% heat-inactivated fetal bovine serum (FBS) 

(Gibco,  Gaithersburg, MD, USA). At 75% confluence, the 

cells were detached using 0.25% trypsin (Hyclone, Logan, UT, 

USA) and re-suspended in growth medium for plating. Before 

plating, the PLLA microwell patterns and flat substrates were 

sterilized with 70% ethanol in deionized (DI) water under 

UV light overnight, washed twice with 4-(2-hydroxyethyl)-

1-piperazineethanesulfonic acid (HEPES)-buffered saline 

(HBS) then bathed with FBS for at least 1 hour to enhance cell 

attachment. The patterns or flat substrates were then washed 

with growth media twice. Approximately 5 × 105 of cells in 

3 mL growth medium were plated on each patterned or flat 

substrate, which was contained in a 35 mm Petri dish (Falcon, 

Becton Dickinson Labware, Franklin Lakes, NJ, USA). Light 

microscopic images for the interfaced cells were taken on a 

Leica DMI 4000B inverted microscope (Leica Microsystems, 

Wetzlar, Germany) with a charge-coupled device (Leica DFC 

300FX, Leica Microsystems) or an Olympus CKX41 inverted 

microscope (Olympus Optical, Tokyo, Japan) with a Canon 

PC1200 digital camera (Tokyo, Japan).

After seeding on patterned or flat substrates for 2 days, 

the capability of the patterns to support 3D cell growth was 

evaluated. We found that cells grew both on the top surfaces 

and inside the microwells. With our patterns, cells inside 

the microwells were found to attach both to the bottom 

surface and on the side wall, or along the well depth. We 

thus counted the cells on the pattern and categorized cell 

growth characteristics as 2D, 3D, and N2D, according to 

their location within the pattern. Cells on the top surface of 

the pattern were considered 2D, while cells attaching to the 

bottom surface of the well were categorized as N2D. Cells 

attaching to the side wall of the microwells were categorized 

as 3D when they were at least one cell diameter away from 

the bottom surface, judged by focusing with a microscope. 

Otherwise, cells were categorized as N2D even if they were 

in contact with the side wall, although this situation was rare 

in our experiments. The percentage of cells in each category 

was computed by dividing the number of cells counted in 

that category by the total number of cells counted. For each 

pattern, 20 fields under a 20× objective were counted and 

percentages were averaged across the fields counted.
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Cell spreading was evaluated in terms of cellular projec-

tion areas and perimeters. Light microscopic images were 

captured after Calcium GreenTM-1 loading and before calcium 

imaging for VGCC responsiveness. For 3D and N2D cells 

in the microwell patterns, the overlay of confocal images 

helped identify cells within the confocal plane in the light 

microscopic images, enabling morphological  measurements 

on the same cells as those for VGCC responsiveness 

 evaluation. Projection areas and perimeters were measured 

with ImageJ software19 by tracking the cell contours enclosing 

the cell bodies and lamellipodia. Roundness was defined as 

4 × π × area/(perimeter).2

Scanning electron microscopy (SEM)
Cells in PLLA patterns were fixed with 2% glutaraldehyde in 

0.1 M sodium cacodylate buffer, pH 7.2 for 1 hour before rins-

ing in cacodylate buffer (without glutaraldehyde) three times for 

15 minutes each time. This was followed by 0.9% sodium chlo-

ride rinsing twice for 6 minutes each time. The samples were 

then dehydrated successively in 30%, 50%, 70%, 80%, 95%, 

and 100% ethanol twice for 5 minutes each time.  Mounting 

concentrations, 50%, 70%, 90%, 95%, and 100%, of tertiary 

butanol were used to rinse the samples twice for 5 minutes each 

time. Then the samples were sputter coated with gold three to 

five times for 20 seconds each time. SEM images were captured 

with scanning electron microscope (S-3400 N, Hitachi, Tokyo, 

Japan) with an acceleration voltage of 15 kV.

Evaluation of VGCC responsiveness
The membrane permeable fluorescent dye Calcium Green-1- 

acetoxymethylester (AM) (Invitrogen, Carlsbad, CA, USA), 

was used to visualize the calcium influx dynamics. After 2 days 

of culture on either flat or patterned substrates, SH-SY5Y cells 

were washed twice with HBS then loaded with 5 µM Calcium 

Green-1 (AM) in 1 mL of HBS, which contained 3% heat-

inactivated FBS and 0.02% Pluronic® F-127 (Invitrogen), for 

1 hour at 37°C in a 5% CO
2
 humidified incubator. Following 

this, the cells were washed twice with HBS and incubated 

with 1 mL HBS at 37°C in the 5% CO
2
 humidified incuba-

tor for another hour to allow complete dye de-esterification. 

Coverslips containing the cells were transferred to a chamber 

(locally made in our laboratory) on the stage of an inverted 

microscope and intracellular Ca2+ dynamics were monitored 

with a confocal laser scanning system (TCS-SP5; Leica). The 

Calcium Green-1 was excited with a 488 nm argon laser 

and the emission was captured through a 515 nm long 

pass filter. Time series (150 seconds) of full-frame images 

(512 × 512 pixels) were acquired in the optimal focal plane at 

a rate of one frame per 3 seconds. After a 30-second record-

ing, high K+ (135.5 mM) depolarizing HBS solution, in which 

NaCl had been iso-osmotically replaced with KCl, was added 

to the sample (with a normal K+ concentration of 5 mM) to 

achieve a final K+ concentration of 50 mM. VGCC fractional 

response magnitudes were measured from the Ca2+ transients 

as the fluorescence intensity ratio:

  ∆F/F = (F - F
pre

)/(F
pre

 - F
bgnd

), (1)

where F represents peak fluorescence intensity after high 

K+ depolarization, F
pre

 is the average fluorescence intensity 

measured during the pre-stimulus period, and F
bgnd

 is the 

background fluorescence measured in background solution 

without dye.20 A detailed measurement of the dynamics of 

the fluorescence response curve (peak width at half height 

and peak area) is provided in the Appendix.

Immunofluorescence for L-type calcium 
channel expression
L-type calcium channel expression was evaluated in terms of 

the dihydropyridine-binding site distribution, which reflects 

the cell L-type channel density.21 For staining, the samples 

were washed with HBS twice and then incubated for 1 hour 

with 2 µM of the L-type Ca2+ channel dye DM-BODIPY 

(Molecular Probes, Eugene, OR, USA) in HBS at 37°C. Cells 

were then washed with HBS twice. Immunofluorescence 

images of the samples were captured using the Leica TCS-

SP5 confocal laser scanning system and fluorescence intensi-

ties were measured for all the cells in view. DM-BODIPY 

was excited with a 488 nm argon laser and the emission was 

captured through a 515–540 nm band-pass filter.

To compare the cellular expression of L-type calcium chan-

nels, a procedure applied to flow cytometry data processing 

was adopted.22 The cellular mean fluorescence intensities for 

each set of data were calculated and cells with fluorescence 

intensity in the seventy-fifth percentile or higher were scored 

as strongly positive for L-type channel expression. Although 

arbitrary, the choice of seventy-fifth percentile for comparative 

purposes has proved very sensitive when only small differ-

ences exist among cells.22 The total number of cells strongly 

expressing L-type channel was determined for cells on flat sub-

strates and in microwell patterns for statistical comparisons.

Statistics
Data pertaining to percentages in each growth category, 

cell projection areas and VGCC response magnitudes were 

expressed as mean ± standard deviation. Student’s t-test was 
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used for comparisons of the mean values of the growth per-

centages and projection areas between cells on flat substrates 

and in microwell patterns or among cells of different growth 

categories. Statistical comparisons of VGCC response mag-

nitudes were made with one-way analysis of variance. The 

nonparametric Mann–Whitney U test was used to compare 

the frequency distributions for the VGCC response magni-

tudes and percentages of cells with strong L-type channel 

expression. Differences were considered statistically signifi-

cant when the P value (two-sided) was ,0.05.

Results and discussion
Fabrication of the PLLA microwell 
patterns
PLLA is a popular biodegradable polymer with excellent 

biocompatibility16–18 and, when properly structured, it supports 

various forms of scaffolds including membrane,23 nanofiber,24 

or sponge25,26 for tissue engineering purposes. However, the 

establishment of 3D cell-based assays with the same scaled-

down materials is not automatic for the following reasons. 

First, the production of random and un-patterned structures 

usually results in a reduction or loss of optical transpar-

ency, making it hard for the scaffold to be compatible with 

current optical screening readouts. Second, a mass scaffold 

production protocol usually fails to achieve 3D structures 

with well-controlled dimensions and aspect ratios. Third, the 

limited mass transportation in the porous or sponge scaffolds 

significantly compromises the nutrient supply, waste drainage, 

and drug exposure as well as fluorescence staining.

In the present study, we adopted a lithography-based 

replica molding method to fabricate microwell patterns with 

PLLA for the development of 3D neuronal cell-based assay 

platforms. Successful fabrication of microwell patterns and 

interfacing with neural cells (ie, progenitors) can also find 

application in stem cell transplantation or tissue engineering 

scaffold establishment.27 To enable a study of the effects 

of pattern structure and dimension on cell growth charac-

teristics, our patterns were designed both with and without 

channel connections. Also, to ensure that we would find 

the most favorable patterns for 3D cell interfacing, graded 

geometric dimensions with well diameters of 80, 100, and 

120 µm, and channel widths of 0 (no channel connection), 

20, and 40 µm were designed and thus nine patterns were 

obtained. Our decision to use a well diameter of around 

100 µm was based on previous studies with SU-8 microwell 

patterns,11,15 in which smaller wells of 50 µm were found 

ineffective for cell interfacing. Figure 2A–C shows repre-

sentative microwell patterns fabricated in this study with 

a well diameter of 100 µm and either without (A) or with 

channel connection (B and C). For those without channel con-

nection (A), patterns were just simple arrays of microwells 

and were expected to support 3D cell growth for neuronal 

cells before induction of neuronal extensions. Patterns with 

channel connection were composed of arrays of five-well 

units connected through channels 20 µm (B) or 40 µm (C) 

wide. These patterns were expected to both support 3D cell 

growth and accommodate neuronal extensions after induc-

tion of morphological differentiation. The patterns showed 

clear and high-quality structures with dimensions fulfilling 

our original design specifications. Also, a high aspect ratio of 

approximately one was achievable through the current fabri-

cation protocols, which rendered our patterns quasi-3D (A). 

Our ongoing investigations indicate that this protocol also 

works well for the fabrication of patterns with other polymers, 

like poly(DL-lactide-co-glycolide).28

Interfacing of SH-SY5Y cells  
with the microwell patterns
Figure 3A–D shows phase contrast images taken after 2 days 

of culture in growth medium and demonstrates that the SH-

A B C100−0 100−20 100−40

Figure 2 SEM images for PLLA microwell patterns. 
Notes: The numbers on each image are microwell diameter-channel width in micrometers. Scale bar = 100 µm.
Abbreviations: SEM, scanning electron microscopy; PLLA, poly (l-lactic acid).
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100-0A B

C D E
100-40

100-20

Figure 3 Interfacing of SH-SY5Y cells with PLLA microwell patterns. Patterns used had 
a well diameter of 100 µm and a channel width of 0 (without channel, A), 20 (B) and 
40 (C) µm. Image (D) shows SH-SY5Y cells growing on a flat substrate. Image (E) shows 
an SEM micrograph of 3D cells attaching on the side wall of the well (arrow).
Notes: The numbers on the images are microwell diameter-channel widths 
in micrometers. Images were taken after 2 days of culture in growth medium. 
Scale bar = 100 µm (A through D) or 30 µm (E).
Abbreviations: PLLA, poly (l-lactic acid); SEM, scanning electron microscopy; 
3D, three dimensional.

Table 1 Percentages of 2D, N2D and 3D cells 2 days after plating SH-SY5Y cells onto the microwell patterns

PLLA patterns 3D cells N2D cells 2D cells n

80–0 µm 23.4% ± 9.1% 24.1% ± 6.5% 52.5% ± 10% 755

100–0 µm 34.5% ± 12%a 25.9% ± 8.5% 39.6% ± 9.8%a 776

120–0 µm 17.5% ± 3.4%a,b 40.5% ± 10.6%a,b 42% ± 12.5%a 690

80–20 µm 24.1% ± 6.7% 14.6% ± 8.7%c 61.3% ± 10.8%c 707

100–20 µm 37.9% ± 10.4%a 25% ± 8.3%a 37% ± 13.7%a 716

120–20 µm 21.7% ± 9.9%b 25.4% ± 11.5%a,c 52.9% ± 16.2%b,c 810

80–40 µm 21.3% ± 9.1% 25.6% ± 11.6%d 53% ± 19% 784

100–40 µm 29.2% ± 10.5%a,d 19.6% ± 5.4%a,c,d 51.2% ± 10.5%c,d 677

120–40 µm 22.1% ± 10.7%b 44.2% ± 16%a,b,d 33.8% ± 17.4%a,b,d 658

Notes: The numbers in the left column refer to well diameter-channel widths in micrometers for the patterns. Percentage = number of cells in each category/total cell 
number counted. Statistically significant difference probability values for comparison with the pattern with a well diameter of 80 µm: aP , 0.05. Statistically significant 
difference probability values for comparison with the pattern with a well diameter of 100 µm: bP , 0.05. Statistically significant difference probability values for comparison 
with the pattern without channels: cP , 0.05. Statistically significant difference probability values for comparison with the pattern with a channel width of 20 µm: dP , 0.05. 
A total of 20 fields under a 20× objective were counted for each pattern and percentages were averaged across the counted fields.
Abbreviations: PLLA, poly (l-lactic acid); 2D, two dimensional; N2D, near two dimensional; 3D, three dimensional; n, total number of cells counted.

SY5Y cells grew well either in the PLLA microwell pat-

terns (A–C) or on the PLLA flat substrates (D). From these 

images, we determined that the cells inside the wells of the 

pattern had a more rounded shape than the cells on the flat 

substrates, suggesting that geometrical confinement inside the 

microwells affected cell spreading. The SH-SY5Y cell line 

is an adrenergic “N”-type clone of the “mixed cell” human 

neuroblastoma line SK-N-SH and has been used extensively 

in common 2D cultures to study neuronal function, growth, 

damage in response to insult, degeneration, and differentia-

tion.29–32 Under regular culture conditions, SH-SY5Y cells 

are difficult to culture as multicellular aggregates and are 

easily prepared as single cell suspensions. To our knowledge, 

reports of the culture of SH-SY5Y cells as significant multi-

cellular tumor spheroids for practical research and application 

purposes are rare.33 In view of this, we were not expecting 

that the current cell line would form 3D cellular aggregates 

in our microwell patterns, in contrast to our findings with 

hippocampal neural progenitors28 and c17.2 neural stem 

cells (unpublished results). Consequently, we defined and 

categorized cell growth characteristics as 2D, 3D, and N2D 

based on cell location or distribution within the pattern, as 

described in the Materials and methods section.

Table 1 shows a comparison of cell growth characteristics 

in terms of the percentages of each growth category for the 

nine patterns. It was found that only three patterns with a well 

diameter of 100 µm had a 3D growth percentage close to or 

greater than 30% 2 days after cell plating. Patterns with a 

well diameter of 100 µm had higher percentages of 3D cells 

than their counterparts with the same channel dimension 

(or without channels) but with a well diameter of 80 µm or 

120 µm (P , 0.05). Among the three patterns with a well 

diameter of 100 µm, the 100–0 µm and 100–20 µm patterns 

accommodated 60.4% and 63%, (N2D + 3D) cells, respec-

tively, which was in contrast to a lower percentage of 48.8% 

for the 100–40 µm pattern. The 100–40 µm pattern exhibited 

a lower 3D percentage (29.2% ± 10.5%) than the 100–20 µm 

(37.9% ± 10.4%) (P , 0.05) and 100–0 µm (34.5% ± 12%) 

(P . 0.05) patterns. These results suggest that the pattern 

structure and dimensions had profound effects on the growth 

characteristics of the interfaced SH-SY5Y cells, with the 

patterns with a well diameter of 100 µm – especially the 

100–0 µm and 100–20 µm patterns – the most favorable 

patterns for accommodating cells inside the microstructures. 

Thus, these two patterns were used to study the spreading and 

VGCC responsiveness for SH-SY5Y cells in 3D microwell 

patterns in the following sections.
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The biological behavior of cells can be significantly 

affected by the addition of micro and nano features on the 

culture substrates.34 For a patterned substrate, these features 

can be represented by the pattern structure and pattern 

 dimensions. Our results indicate that the effects of pattern 

structure on the growth characteristics cannot be fully attrib-

uted to the difference in the top surface areas or opening 

areas of the patterns, as the introduction of channel connec-

tion or the increase in well diameter did not readily result 

in a decrease of the percentage for 2D cells or an increase 

of the percentage of 3D + N2D cells. The well and channel 

 structures might play a major role in this regard. In view of 

this, the defining of N2D growth and a distinction between 

N2D and 3D growth is necessary, as different locations within 

the pattern represented different microenvironments, as 

exemplified by substrate properties such as surface  curvature, 

which might result in different cellular functionality (see 

the following two subsections). Accordingly, patterns that 

have been suggested to support three-dimensionality might 

actually be supporting N2D growth.35,36

The spreading of SH-SY5Y cells  
on the PLLA microwell patterns
We quantitatively characterized the spreading of the 

interfaced SH-SY5Y cells in our microwell patterns to 

further understand the effects of the pattern structure on 

cell  morphology. The significance of the evaluation of cell 

spreading lies in the fact that morphological changes are 

the earliest and easiest-to-detect events that respond to 

changes in substrate structure or properties. Bettinger et al 

even proposed that changes in cell spreading are the primary 

cellular response to substrate topography that form the 

basis of, and initiate, the further biochemical and genomic 

events upon plating on a topographic substrate.37 Because 

of the concern that cells on a high aspect ratio topographic 

substrate are in different focal depths under SEM, and due 

to the loss of cells while preparing cross-sectional samples 

for SEM, our  current evaluation of cell spreading was based 

on the  projection areas under light microscopy. A concern 

over the current measurement may be that the quantification 

of the projection areas might ignore the effects of neuronal 

extensions on cell spreading measurements. However, this has 

been reduced to a minimum by limiting the measurements to 

cells before morphological differentiation. For 3D and N2D 

cells in the microwell patterns, the overlay of  confocal images 

helped identify cells within the confocal plane in the light 

 microscopic images, enabling morphological measurements 

of the same cells as those used for calcium imaging. This 

enabled the establishment of correlative relation between 

cell spreading and VGCC responsiveness (see the following 

subsection). This is in contrast to a previous study in which 

cell spreading and VGCC responsiveness were evaluated with 

separate cell populations.14

Table 2 shows the cell morphological measurements 

based on the light microscopic images (Figures 3 and 4). 

The table shows that for either of the two patterns studied, 

the N2D and 3D cells in the microwells had significantly 

decreased projection areas but increased roundness  values in 

comparison to the 2D cells after 2 days of culture (P , 0.01). 

For the 100–0 µm pattern, the projection area of the N2D 

cells was 198 ± 60 µm2 (n = 62), which was significantly 

higher than that of the 3D cells (148 ± 46 µm2, n = 48) 

(P , 0.01) but lower than that of the 2D cells (461 ± 223 µm2 

n = 71) (P , 0.01). The same trend was also found for the 

100–20 µm pattern, where the projection area for the N2D 

cells was between that of the 3D and 2D cells. Table 2 

also shows that the projection areas for the N2D and 3D 

cells on the 100–20 µm pattern (161 ± 42 µm2, n = 65 and 

122 ± 41 µm2, n = 89, respectively), were significantly 

lower than those for the N2D and 3D cells on the 100–0 µm 

pattern (198 ± 60 µm2, n = 62, P ,0.05 and 148 ± 46 µm2, 

n = 48, P ,0.05, respectively). However, the N2D cells on 

Table 2 Summary of morphological measurements for SH-SY5Y cells on flat surfaces and in microwell patterns

FS Patterns of 100–0 μm Patterns of 100–20 μm

2D N2D cells 3D cells N2D cells 3D cells

PA (µm2) 461 ± 223 (n = 71) 198 ± 60a (n = 62) 148 ± 46a,c (n = 48) 161 ± 42a,b (n = 65) 122 ± 41a–c (n = 89)
Per (µm) 104 ± 36 (n = 71) 55 ± 12a (n = 62) 48 ± 8a,c (n = 48) 48 ± 7a,b (n = 65) 46 ± 9a (n = 89)
Roundness 0.57 ± 0.19 (n = 71) 0.84 ± 0.12a (n = 62) 0.81 ± 0.11a (n = 48) 0.85 ± 0.09a (n = 65) 0.72 ± 0.15a–c (n = 89)

Notes: The numbers 100–0 and 100–20 indicate well diameter-channel widths in micrometers for the patterns. Roundness is defined as 4 × π × area/(perimeter)2. 
Measurements were based on light microscopic images as described in Materials and Methods Section. The perimeter was drawn by tracking the cell contours enclosing 
the cell bodies and lamellipodia. Statistically significant difference probability values for comparison with cells on flat substrates: aP , 0.01. Statistically significant difference 
probability values for comparison with cells on the 100–0 patterns: bP , 0.05. Statistically significant difference probability values for comparison with N2D cells on the same 
pattern: cP , 0.01.
Abbreviations: FS, flat substrates; PA, projection area; Per, perimeter; 2D, two dimensional; N2D, near two dimensional; 3D, three dimensional; n, number of cells 
measured.
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the 100–0 and 100–20 µm patterns showed a similar round-

ness (P . 0.05), while the 3D cells on the 100–0 µm pattern 

had a larger roundness than the 3D cells on the 100–20 µm 

pattern (P , 0.05).

Some of the simplest examples of the influence of micro-

structures on cell shape have emerged from the development 

of 3D culture systems for tissue engineering applications. 

These systems generally induce more rounded cell morphol-

ogy in comparison to standard 2D culture systems.38 This is 

in agreement with our findings, as the cells cultured inside 

microwells had less projection areas but larger roundness 

values than the cells on flat substrates and the 3D cells had 

even smaller projection areas than the N2D cells. One may 

be concerned that the projection of the 3D cells along the 

depth of the microstructure might compromise the estimation 

of cell spreading, as the cells actually attached and spread on 

the side wall of the wells. However, given the fact that the 

N2D cells were confined by only a growth boundary (side 

wall), while the 3D cells were confined by both the growth 

boundary and the concave surface of the side wall, the smaller 

projection areas of the 3D cells compared with those of the 

N2D cells are understandable.
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Figure 4 Confocal images of 2D cells on PLLA flat substrates after Calcium green-1 
loading (A) and overlay of the confocal images and the light microscopic images 
for N2D (B) and 3D (C) cells in the PLLA microwell patterns. The overlay of 
fluorescence helped identify cells both within and out of the confocal plane in the light 
microscopic images, and those within the focal plane were chosen for morphological 
measurements. Calcium imaging curves in (D) represent a typical plot of changes in 
relative intracellular Calcium Green-1 fluorescence intensity for a responsive and a 
non-responsive SH-SY5Y cell on 2D PLLA substrates upon 50 mM K+ depolarization 
on day 2 after cell plating. A cell was only considered responsive when it showed a 
fractional increase in Calcium Green-1 fluorescence intensity of 0.15 or higher over 
the basal fluorescence intensity level. Also shown in (D) are the measurements of 
PWHH and PAR for the dynamics of the fluorescence response curve. 
Notes: See the Supplementary Methods and Results Section for details. Scale 
bar = 100 µm (A–C).
Abbreviations: PLLA, poly (l-lactic acid); 2D, two dimensional; N2D, near two 
dimensional; 3D, three dimensional; PWHH, peak width at half height; PAR, peak area.

VGCC responsiveness of SH-SY5Y cells 
in microwell patterns versus on flat 
substrates
We evaluated the cell functionality of the interfaced SH-

SY5Y cells in the microwell patterns in terms of VGCC 

responsiveness. VGCCs have been an emerging important 

drug target, as the dysfunction of VGCCs has proved to be 

related to diseases in the cardiovascular, central nervous, 

endocrine, and other systems.39 With the predominant adop-

tion of fluorescence-based detection in cell-based screening 

programs, the present study was carried out with a calcium 

fluorescent indicator combined with laser scanning confocal 

microscopy. Figure 4 shows confocal images of 2D cells 

on PLLA flat substrates (A), the overlay of the confocal 

fluorescence on light microscopic images for N2D (B) and 

3D (C) cells on microwell patterns after Calcium Green-1 

loading, as well as a typical plot for changes in cytoplasmic 

Calcium Green-1 fluorescence intensity for both a respond-

ing and non-responding SH-SY5Y cell upon 50 mM high K+ 

 depolarization (D). A cell was only considered to be respond-

ing when it showed a fractional increase in Calcium Green-1 

fluorescence intensity of 0.15 or higher over the basal fluo-

rescence intensity level upon high K+ stimulation.

Table 3 summarizes the calculated percentages of respond-

ing cells and the response magnitudes for 2D cells on flat 

substrates as well as N2D and 3D cells in both the 100–0 µm 

and 100–20 µm patterns. The response magnitudes were cal-

culated using Equation 1 by including only the responding 

or responsive cells and excluding nonresponsive cells. The 

table shows that the response magnitudes for 2D cells on flat 

substrate were 0.43 ± 0.15 (n = 65), which were or tended to 

be higher than those for N2D (P , 0.05 for the 100–0 µm 

pattern but P . 0.05 for the 100–20 µm pattern) and 3D 

(P , 0.05) responsive cells in both the two patterns. For either 

the 100–0 µm or the 100–20 µm pattern, response magnitudes 

for N2D cells were or tended to be higher than those for 3D 

cells in the same pattern. Response magnitudes for N2D and 

3D cells in the 100–20 µm pattern tended to be higher than 

those for their counterparts in the 100–0 µm pattern, but this 

difference was not statistically significant (P . 0.05).

To further characterize the VGCC responsiveness for cells 

in our microwell patterns, the nonparametric two-sample 

Mann–Whitney U test was used to compare the frequency dis-

tributions of responding magnitudes for 2D cells on flat sub-

strates with those for the N2D and 3D cells in the 100–0 µm 

and 100–20 µm patterns. From the frequency distribution 

analysis and Table 3, we found that 91.5% of the 2D cells on 
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Table 3 Percentages of VGCC responsive SH-SY5Y cells on flat substrates and in microwell patterns with respect to response 
magnitudes upon 50 mM K+ depolarization

FS Patterns of 100–0 μm Patterns of 100–20 μm

2D N2D cells 3D cells N2D cells 3D cells

PCR 65/71 = 91.5% 51/62 = 82.3%a 36/48 = 75%a,b 54/65 = 83.1%a 52/89 = 58.4%a,b

RM 0.43 ± 0.15 (n = 65) 0.37 ± 0.18a (n = 51) 0.30 ± 0.12a (n = 36) 0.40 ± 0.19 (n = 54) 0.36 ± 0.17a (n = 52)

Notes: A cell was only considered responsive when it showed a fractional increase in Calcium Green-1 fluorescence intensity of 0.15 or higher over the basal fluorescence 
intensity level upon high K+ depolarization. The percentage of responsive cells (PCR) is expressed as: (number of responding cells)/(total number of cells measured) = PCR. 
RMs were pooled and presented by including responsive cells and excluding non-responsive cells. Statistically significant difference probability values for comparison with cells 
on flat substrates: aP , 0.05. Statistically significant difference probability values for comparison with N2D cells on the same pattern: bP , 0.05.
Abbreviations: FS, flat substrates; PCR, percentage of responsive cells; RM, response magnitude; 2D, two dimensional; N2D, near two dimensional; 3D, three dimensional; 
n, number of cells measured.

flat substrates were responsive to high K+. This percentage 

was significantly higher than those for N2D and 3D cells on 

either the 100–0 µm or the 100–20 µm pattern (P , 0.05). 

On the 100–0 µm pattern, the percentage of responsive N2D 

cells was 82.3%, which was significantly higher than that 

of 3D cells on the same pattern (75%) (P , 0.05). On the 

100–20 µm pattern, 83.1% of the N2D cells were responsive, 

which was in contrast to the lower percentage of 58.4% for 

3D cells (P , 0.05). Frequency distribution analysis also 

showed that N2D cells on the 100–0 µm pattern tended to 

have a lower percentage of responding cells than N2D cells 

on the 100–20 µm pattern (82.3% vs 83.1%, P . 0.05). In 

contrast, 3D cells on the 100–0 µm pattern had a higher per-

centage of responsive cells than 3D cells on the 100–20 µm 

pattern (75% vs 58.4%, P , 0.05).

The above results show that cells in the microwells, either 

3D or N2D, are less responsive than cells on flat substrates 

(2D), in terms of both fluorescence response magnitudes 

and percentages of responsive cells, and 3D cells are even 

less responsive than N2D cells. This is also supported by 

the measurement of the peak areas (PARs) for the fluores-

cence response curves (see Appendix). The present finding 

is in agreement with our previous study of SU-8 microwell 

patterns, in which the percentage of responsive cells on 

flat substrates was significantly higher than that of cells in 

microwells.11 However, a distinction between the VGCC 

responsiveness of N2D cells and that of 3D cells suggests 

that cell growth characteristics significantly affected cellular 

functionality and cells of the N2D growth category were not 

functionally identical to cells of the 3D growth category.

L-type calcium channel staining
Numerous types of VGCCs have been documented in SH-

SY5Y cells using either a patch-clamp technique40,41 or fluo-

rescence recording.42,43 Using high K+  depolarization and a 

Fura-2-based fluorescence imaging technique,  Lambert et al42 

found that L-type channels may contribute to an increase in 

[Ca2+]
i
 in a wide range of depolarization (by 30 to 60 mM K+) 

in SH-SY5Y cells, while N-type channels may only contrib-

ute to this increase at a higher depolarization (by 60 mM K+). 

N-type channels have also been found to be fully inactivated 

in a dorsal root ganglion preparation at patch clamp, holding 

potentials positive to –50 mV.44 Ca2+ entry through L-type 

channels in SH-SY5Y cells has thus been suggested to play 

a major role in the rise in [Ca2+]
i
 in response to high K+ 

depolarization.42,43 Given the less negative resting membrane 

potential establishment (-20 to -40 mV) by undifferentiated 

SH-SY5Y cells12,13,15,45 and the difference in VGCC respon-

siveness found with 50 mM K+ depolarization in the present 

study, we accordingly focused on the L-type calcium channel 

expression for cells on both flat substrates and in microwell 

patterns using DM-BODIPY-based immunofluorescence 

staining.

Figure 5 shows representative fluorescence images for 

cells on the flat substrate (A) and in the 100–0 (B) and 100–

20 µm (C) microwell patterns stained with DM-BODIPY 

for L-type calcium channels. As can be seen in  Figure 5, 

cells on either the flat substrates or microwell patterns 

were all positively stained with DM-BODIPY, suggesting 

uniform expression of L-type calcium channels, which is in 

agreement with previous findings for this cell line.40–43 For a 

comparison of the expression profiles, percentages of cells 

with strongly positive expression, as judged by a fluorescence 

intensity of the seventy-fifth percentile or higher within 

the percentile frequency distribution, were quantified and 

compared (Figure 6). To reduce the laser exposure and fluo-

rescence quenching during the capture of confocal images, 

the quantification was based on low magnification (20×) 

images. Under such conditions, the distinction of N2D and 

3D cells was technically difficult and therefore cells inside 

microwells were collectively referred to as N2D + 3D cells. 

As shown in Figure 6, the percentage of 2D cells (7.8%) with 
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There is mounting evidence that suggests a relation 

between cell morphology and cell function.37,46 In recent 

pioneering work, researchers have even proposed the control 

of stem cell differentiation through the manipulation of cell 

spreading or morphology with substrate patterns.47 However, 

few of these studies have ever extended their observation to 

address a possible correlation between cell spreading and 

cellular ion channel responsiveness or functionality. Taking 

the results of cell spreading and cell VGCC responsiveness 

together, we found that cells inside microwells (N2D or 3D) 

with smaller projection areas had lower VGCC responsive-

ness, while cells on flat substrates (2D) with larger projection 

areas had higher VGCC responsiveness. In addition, for both 

the two patterns addressed, N2D cells consistently had an 

intermediate value between 2D and 3D cells for either the 

projection area, the percentage of responding cells, or the 

response magnitude (Tables 2 and 3). These results suggest 

that SH-SY5Y cells’ VGCC responsiveness might be related 

to cell spreading, with VGCC responsiveness possibly deter-

mined by cell growth characteristics. To conclude a causative 

relation between cell spreading and VGCC responsiveness 

may raise concern over the comparison between the 100–0 

and 100–20 µm pattern or the effects of channel connection 

in this case, as both N2D and 3D cells within the wells of the 

100–20 µm pattern spread less or had smaller projection areas 

than their counterparts on the 100–0 µm pattern. However, 

even if the N2D cells in the 100–20 µm pattern tended to have 

a higher percentage of responsive cells, the 3D cells on the 

100–20 µm pattern had a significantly lower responsive cell 

percentage than their counterparts on the 100–0 µm  pattern. 

Besides, we cannot rule out the possibility that there are 

pattern-linked factors that would have effects on the VGCC 

responsiveness of the cells. Changes in cell morphology 

or spreading typically accompany changes in cytoskeleton 

organization,46,47 which may result in changes in ion channel 

function through linkage to molecular signaling cascades.48

Figure 5 Typical fluorescence images for 2D cells on flat substrates (A), and N2D and 3D cells in the 100–0 µm (B) and 100–20 µm (C) microwell patterns stained with 
DM-BODIPY for L-type calcium channels.
Notes: The number on each image is microwell diameter-channel width in micrometers. Scale Bar = 100 µm.
Abbreviations: 2D, two dimensional; N2D, near two dimensional; 3D, three dimensional.
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Figure 6 A comparison of percentages of cells with strongly positive L-Type channel 
expression for cells on flat substrates (2D) and in microwell patterns (N2D + 3D).
Notes: Cells were considered to exhibit a strongly positive L-type channel 
expression when their fluorescence intensity was 75th percentile or higher from the 
fluorescence frequency distribution. The numbers 100–0 µm and 100–20 µm are 
microwell diameter-channel widths in micrometers. Statistically significant difference 
probability values for comparison with 2D cells on flat substrates: aP , 0.01; 
bP , 0.01. Statistically significant difference probability values for comparison with 
N2D+3D cells on the 100–0 patterns: cP , 0.01.
Abbreviations: 2D, two dimensional; N2D, near two dimensional; 3D, three 
dimensional.

strong L-type channel expression was significantly lower than 

that of N2D + 3D cells on either the 100–0 (13.1%) or the 

100–20 µm pattern (15.3%) (P , 0.05). At the same time, 

N2D + 3D cells on the 100–0 µm pattern were less positive 

for L-type channel expression than cells in the 100–20 µm 

pattern (P , 0.01). Taken together, the present results show 

that cells on the microwell patterns had an L-type channel 

expression level no less than that of cells on flat substrates, 

even if the N2D and 3D cells were found to have a lower 

VGCC responsiveness than 2D cells. These results suggest 

that the difference in VGCC responsiveness among cells of 

the 2D, N2D, and 3D growth categories was not attributable 

to difference in L-type channel expression.
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It is worth noting that our patterns were fabricated with 

the biodegradable polymer rather than the substrate mate-

rial used for regular cell culture in a Petri dish. The culture 

of cells on a biodegradable polymer substrate may cause 

changes in cell morphology and/or function.17,23 Given the 

fact that the cells were grown on the same polymer material, 

we believe that the adoption of PLLA for fabricating patterns 

will not compromise our conclusion on the comparison of 

projection areas and VGCC responsiveness for cells of the 

2D, 3D, and N2D categories. Moreover, the present study 

of cellular functionality (VGCC responsiveness) in relation 

to cell morphology or spreading for cells on a biodegradable 

polymer substrate offers a useful approach for addressing 

cell–material interactions in research fields of biomaterials 

and tissue engineering.

Our immunofluorescence results suggest that the differ-

ence in VGCC responsiveness found among cells of the 2D, 

N2D, and 3D growth categories could not be explained by 

difference in L-type channel expression. To further under-

stand the mechanisms underlying this difference in VGCC 

responsiveness, it is reasonable to speculate that other types 

of calcium channels may be involved. In this regard, it 

would be tempting to evaluate the VGCC responsiveness 

upon treatment with specific channel blockers to address the 

contribution of specific calcium channel types. However, 

the possible interaction among different VGCC types upon 

blockade with pharmacological blockers, especially when 

these blockers are combined,40,41 will make it difficult to 

attribute the difference in responsiveness to a specific chan-

nel type with this approach when the difference is small, as 

shown with the 2D, N2D, and 3D growth categories in this 

study. Thus, more studies are needed.

Further, it is important to note that resting membrane 

potential establishment affects VGCC functionality and 

that 3D cell culture affects the resting membrane potential 

establishment,12,13,15 which in turn is determined by the 

functional expression of Na+ and/or K+ channels. Abnormal 

resting membrane potential establishment has been specu-

lated as one of the important reasons for abnormal VGCC 

responsiveness.12 Moreover, in neuronal cell-based assays 

with high K+ depolarization, the extent of depolarization 

is usually estimated based on a standard Nernst potassium 

electrode property (a cell’s potassium electrode property 

describes the dependence of resting membrane potentials on 

extracellular K+ concentration). A standard Nernst potassium 

electrode property means that the cell’s resting membrane 

potential is exactly the K+ equilibrium potential. With an 

evaluation of the resting membrane potentials in buffers with 

different concentrations of K+,45 it can easily be shown that 

this is not the case for SH-SY5Y cells. It has been reported 

that cell VGCC responsiveness could be enhanced through 

simple manipulation of ion concentration and cell potassium 

electrode property in a cell-based fluorescence assay.49 This 

raises the possibility that the difference in VGCC responsive-

ness among 2D, 3D, and N2D cells is a result of difference 

in resting membrane potential establishment and cell potas-

sium electrode property, which in turn is attributable to the 

functional expression of Na+ and/or K+ channels.

Worth further investigation is the physiological or 

pathophysiological relevance of neuronal culture on 

microwell patterns with regard to mirroring the in vivo situ-

ation in terms of VGCC functionality. To our knowledge, 

this is the first study to have addressed the functionality 

of both N2D and 3D cells on the same set of patterns and 

to confirm the relationship between VGCC responsiveness 

and cell spreading at three levels of (2D, 3D, and N2D) of 

cell “spreadness” or roundness. We conclude that N2D cells 

are not functionally identical to 3D cells under our pattern 

conditions, at least in terms of VGCC responsiveness. This 

lower VGCC responsiveness could not be explained by the 

difference in L-type calcium channel expression. As such, 

pattern structural dimensions and thus cell growth charac-

teristics and functionality should be carefully evaluated with 

respect to the in vivo situation if a cell-based assay platform 

with higher physiological and pathophysiological relevance is 

expected. Also, an understanding of the relationship between 

cell growth characteristics on a topographic substrate and the 

functionality of the target ion channels of the sensor cells 

offers a feasible approach for manipulation of the channel 

responsiveness, where a practical need exists.14

Conclusion
We designed and successfully fabricated microwell patterns 

with PLLA that provided quasi-3D microenvironments for 

cell interfacing. We achieved the interfacing of SH-SY5Y 

human neuroblastoma cells with the PLLA microwell pat-

terns and evaluated the growth characteristics of the inter-

faced cells. Cell growth characteristics were categorized as 

2D, 3D, and N2D according to the location of cells within 

the pattern. Among the nine patterns tested, we found that the 

100–0 µm and 100–20 µm patterns were the most favorable 

for supporting 3D cell growth. With the two patterns, we 

further analyzed cell spreading and VGCC responsiveness 

for the interfaced SH-SY5Y cells in relation to each growth 

category. We found that cells within the microwells, either 

N2D or 3D, were less spread, as exemplified by a more 
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rounded shape and less projection areas, than 2D cells on 

flat PLLA substrates. At the same time, cells in microwells 

showed a significantly lower VGCC responsiveness than cells 

on flat substrates. The mechanism for this difference in VGCC 

functionality was discussed in terms of calcium channel 

expression and membrane potential establishment. Thus, we 

have found a correlative relationship between cell spreading 

and cell VGCC responsiveness. This study indicates that the 

pattern structure and thus the cell growth characteristics are 

critical factors in determining cell VGCC responsiveness, 

and provides an approach for engineering cell functionality 

in cell-based assay systems and tissue engineering scaffold 

development.
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Table S1 The peak widths at half height and peak areas for the Calcium Green-1 fluorescence response curves from SH-SY5Y cells 
on flat surfaces and in microwell patterns

FS Patterns of 100–0 μm Patterns of 100–20 μm

2D cells N2D cells 3D cells N2D cells 3D cells

PWHH (s) 28.22 ± 6.5 
(n = 71)

27.1 ± 7.6 
(n = 62)

30.3 ± 8.9d 
(n = 48)

31.9 ± 11.2a,c 
(n = 65)

30.4 ± 8.1a 
(n = 89)

PAR (RFIUs) 319.8 ± 178.6 
(n = 71)

210 ± 138.9b 
(n = 62)

135.3 ± 106.7b,e 
(n = 48)

251.8 ± 217.7a 
(n = 65)

196.8 ± 104.3b–d 
(n = 89)

Notes: The numbers 100–0 and 100–20 indicate well diameter-channel width in micrometers for the patterns. Statistically significant difference probability values for 
comparison with cells on flat substrates: aP , 0.05; bP , 0.01. Statistically significant difference probability values for comparison with cells on the 100–0 patterns: cP , 0.01. 
Statistically significant difference probability values for comparison with N2D cells on the same pattern: dP , 0.05; eP , 0.01.
Abbreviations: FS, flat substrates; PWHH, Peak width at half height; PAR, peak area; 2D, two dimensional; N2D, near two dimensional; 3D, three dimensional;  
RFIU, relative fluorescence intensity unit; n, number of cells.

Appendix S1: supplementary 
methods and results
Evaluation of the dynamics for the 
Calcium Green-1 fluorescence response 
curves
We have evaluated the VGCC functionality of SH-SY5Y 

cells, cultured in poly(l-lactic acid) quasi-three-dimensional 

micropatterns, with respect to fluorescence response mag-

nitudes and percentages of responsive cells upon high K 

 depolarization. Further evaluation of the fluorescence response 

curves includes measurement of the dynamic parameters such 

as rising time (time to peak), falling time (time to return to 

baseline fluorescence levels), peak duration, and peak area. 

Similar evaluation of the calcium current dynamics has 

proved meaningful for analyzing patch clamp recordings.1 

In a similar manner, measurement of the dynamics for the 

Calcium Green-1 fluorescence response curves was expected 

to provide useful information about the calcium signals or 

VGCC functionality.

The sampling rate of the fluorescence recordings 

(1 frame per 3 seconds) and the fluorescence response are 

slow in comparison to patch-clamp calcium current signal 

recordings (tens of seconds vs hundreds of milliseconds).1–3 

This is mainly due to calcium-induced calcium release and 

calcium buffering by intracellular calcium stores.4 The ris-

ing time and falling time of the fluorescence response may 

be misleading in understanding the VGCC functionality. 

Because of the overlay of fluorescence quenching on the 

Calcium Green-1 fluorescence response and the slow-

ness and variability of the descending of the fluorescence 

responses (especially the final fading) (Figure 3D), the 

measurements of the peak duration may be technically dif-

ficult to interpret. We thus used the peak width at half height 

(PWHH) as a measure of the duration for the fluorescence 

response and the peak area (PAR) as another measure for 

VGCC responsiveness.  However, PAR may be strongly 

influenced by the fluorescence response duration. PWHHs 

and PARs were measured with OriginPro software (http://

www.originlab.com/). The half height of a response peak 

was positioned with the mean of the prestimulus fluores-

cence intensity value F
pre

 and peak fluorescence intensity 

value F (See the Materials and Methods Section). The peak 

area was measured by calculating the area under the fluo-

rescence response peak and over the average prestimulus 

baseline F
pre

. Statistical comparisons of PWHHs and PARs 

were made with One-way ANOVA.

Table S1 shows the summary of the calculated values of 

PWHHs and PARs from the fluorescence response curves 

of 2D SH-SY5Y cells on flat substrates, N2D and 3D cells 

in microwell patterns. It is evident from the table that 2D 

cells on the flat substrates had a PWHH of 28.22 ± 6.5 s 

(n = 71), which was not significantly different from those 

for N2D and 3D cells in the 100–0 µm pattern (P . 0.05), 

but significantly smaller than those for N2D and 3D cells in 

the 100–20 µm pattern (P , 0.05). 3D cells in the 100–0 µm 

pattern had a PWHH value larger than that for N2D cells 

on the same pattern (P , 0.05), but this difference was not 

found for the 100–20 µm pattern (P . 0.05). Table S1 also 

shows that the peak areas for 2D cells on flat substrates 

were 319.8 ± 178.6 relative fluorescence intensity units 

(RFIUs) (n = 71), which were significantly higher than that 

for N2D and 3D cells either in the 100–0 µm pattern or in 

the 100–20 µm pattern (P , 0.05). For either of the 2 pat-

terns studied, N2D cells had larger PARs than 3D cells on 

the same pattern. These results were in agreement with the 

VGCC response magnitudes and their frequency distribu-

tion, as shown in the Results and Discussion Section. The 

large standard deviations for the PAR values reflected the 

variations in PWHHs and falling times of the fluorescence 

responses.
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