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Abstract 

Polytetrafluoroethylene (PTFE) is one of a class of polymer that has many unique properties, 
which make it valuable in scores of applications. Here, the molecular alignment effect in fibre 
drawing and its relation with nonlinear optical properties of the PTFE fibres were studied by 
means of interferometry. For this propose, the phase shifting Mach-Zehnder interferometer was 
utilized. The fibre drawing device was attached to the interferometer for measuring the opto-me- 
chanical properties of PTFE fibres. From the recorded interferomgrams the wrapped phase map 
and its contour line were determined using the phase shifting interferometry (PSI) method. From 
the contour lines the refractive index, refractive index profile, birefringence, polaryzability and 
orientation function of the investigated sample were determined at different draw ratios. The PSI 
method showed good results for enhancing the noisy fringe pattern and for obtaining contour line 
microinterferograms. This study offers the correlation between the mechanical properties and the 
structure properties of fibres. Thus, a better structure-property correlation can improve the tech-
nical and industry performance of the fibres. 
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1. Introduction 

The orientated polymer can be produced by hot stretching of a molten polymer followed by rapidly cooling of 
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the melt, cold drawing and cold rolling [1]. In general, the drawing process gives rise to preferred orientation of 
the molecular chain axis and improves the textile characteristics of man-made fibres. The degree of orientation 
varies from one fibre to another depending on the fibre history during manufacture and subsequent processing 
operations [1]-[3]. The measurement of the orientation in polymers provides valuable information of the rela-
tionships between mechanical properties and the molecular orientation [1]. 

It is well known that drawing of polymer materials could introduce significant birefringence. This birefrin-
gence may result from a number of effects such that stress, molecular alignment and so on. Under mechanical 
drawing, the fibres become thinner, stronger and consequently more birefringent. The correlation between the 
structural and physical properties of fibres can be detected by means of measuring their birefringence. A number 
of interferometric techniques such as two-beam and multiple-beam interference techniques have been used to 
determine the opto-mechanical properties of fibers [4]-[11]. 

The main task of the interferometric techniques is the measurement of the refractive indices and birefringence. 
This task is based on recovering the phase information from the interferograms. To achieve high accuracy mea-
surements, it is necessary to use computer evaluation of the interference fringes. Additionally, image processing 
can be used to enhance the fringe patterns and remove noise before the phase is evaluated [11] [12]. Another 
promising method used for analyzing the interferograms and extracting the interference phase of the fringe pat-
tern by recording additional information [13] is referred as the phase shifting interferometry (PSI) method. The 
principle of this method basically depends on recording several fringe patterns at different times by shifting the 
phase of one of the interfering beams and keeping the object nominally unchanged. The phase difference be-
tween the two interfering beams is normally achieved by translating or tilting a mirror of the optical setup via 
piezoelectric transducers (PZT) by changing the voltage to the PZT [13]-[15]. 

The principal phase errors of PSI technique are non-linearities in the movement of the PZT performing the 
phase-stepping and miscalibration of phase step [16]. This phase error can be decreased by applying the com-
pensated phase shifting algorithms [16]-[18]. There are different advantages of the PSI methods such as: rapid 
measurement, high measurement accuracy and good results even with low contrast fringes and the results inde-
pendent of intensity variations across the pupil. Recently, Yassien [19] applied phase shifting interferometry PSI 
to study and determine the optical properties of PVDF fibres. It is found that the PSI method is relatively simple, 
accurate, and is capable of conducting fully automatic measurement of refractive index profiles for fibres. 

This work is motivated to determine the opto-mechanical and structural physical properties of PTFE fibres 
using a fibre drawing device attached the phase shifting Mach-Zehnder interferometer. The phase shifting inter-
ferometry (PSI) method was used to analyze the obtained interference pattern and to determine the wrapped 
phase map which is used to define the contour line of phase shifted interference fringes. The birefringence and 
its relation to the drawing process were studied. Themolecular alignment effects in fibre drawing which is re-
lated to linear and possibly nonlinear optical properties of the polymer fibres were investigated. 

2. Theoretical Considerations 

2.1. Phase Shifting Technique 

Phase shifting interferometry (PSI) method is used to determine the phase distribution encoded in an interfero-
metric fringes [13] [20]. In this method, three or more phase shifted images are required to produce a wrapped 
phase map. Schwider et al. [21] applied a 5-position technique to determine interference phase, using phase step 
values of phase difference ϕ = 0, π/2, π, 3π/2 and 2π. Accordingly, the intensities of these five interferograms 
can be written as: 

( ) ( ) ( ) ( )( )1 , , , cos ,I x y a x y b x y x yφ= +                            (1) 

( ) ( ) ( ) ( )( )2 , , , cos , π 2I x y a x y b x y x yφ= + +                       (2) 

( ) ( ) ( ) ( )( )3 , , , cos , πI x y a x y b x y x yφ= + +                         (3) 

( ) ( ) ( ) ( )( )4 , , , cos , 3π 2I x y a x y b x y x yφ= + +                      (4) 

and 
( ) ( ) ( ) ( )( )5 , , , cos , 2πI x y a x y b x y x yφ= + +                        (5) 
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where ( ),a x y  and ( ),b x y  denote to the undesired irradiance variations arising from the non-uniform light 
reflection or transmission by a test object and ( ),x yϕ  is the phase distribution that contains the desired infor- 
mation. By solving the set of the intensity equations, the phase ( ),x yϕ  at each point in the interferogram can 
be determined using the 5-position technique from the following equation [21]; 

( )
( ) ( )( )

( ) ( ) ( )
2 4

3 5 1

2 , ,
, arctan

2 , , ,
I x y I x y

x y
I x y I x y I x y

ϕ
−

=
− −

                            (6) 

The calculated phase by this technique is always preferable to the 4 position technique as the measurement 
errors are better and the formula takes less computation time [22]. 

2.2. Refractive Index and Birefringence 

Refractive index is the principal optical property of any material. There are two principal refractive indices of 
the fibre; one is n|| when the incident light is polarizing parallel to the fibre axis. The other is n⊥ in case of the 
perpendicular polarization state. The mean refractive index of the fibre for both states can be calculated using 
the following [4]: 

i
i

L
Zn n
bt
λ

= +                                             (7) 

where idenotes the state of polarization of monochromatic light used which vibrates parallel || or perpendicular 
⊥ to the fibre axis. nL is the refractive index of the immersion liquid, Z is the fringe shift length, λ is the wave-
length of light, t is the thickness of the fibre and b is the interfering spacing. 

The simple method to test the level of molecular orientation in a polymer fibre is to determine its birefrin-
gence [1] [2]. The fiber’s birefringence (∆n) is the difference between the two main refractive indices, where ∆n 
= n|| − n⊥. 

2.3. Orientation Function 

For a drawn fibre where the molecules are considered to be aligned with the direction of drawing but only ran-
domly arranged in the transverse direction, the optical properties of the system can be specified by only two re-
fractive indices n|| and n⊥. Hermans orientation function, f(θ), is related to the refractive indices difference by the 
following equation [23]: 

( )
||n nf

no

θ
⊥−

=
∆

                                          (8) 

where ∆no is the maximum (intrinsic) birefringence of polymer fibres andits value equals 0.045 for PTFE fibres 
[8]. 

2.4. Refractive Index Profile 

The refractive index profile of a fibre reflects the variation of its refractive index across the fibre diameter. 
Hamza et al. [24] proposed an accurate mathematical expression for calculating the refractive index profile in 
which the refraction of the incident light beam inside the fibres layers were taken into consideration. The refrac-
tive index profile in the case of two-beam interferometry can be calculated using the following equation [25]: 

( ) ( ) ( ) ( )

( ) ( )

1
1 22 22 2

0 0
1

22 2 2 2 2
0 0

2 1
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Q
Q

j Q j Q j
j
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Z
n R j a d n n R ja d n n

b

n R Q a d n n n R d R x

λ −

=

 = − − − − − −    

+ − − − − − + −  

∑
             (9) 

where R is the fiber radius, a is the layer thickness (a = R/N), N is the number of layers, Q and j are the limits of 
the layer numbers, n0 = nL is the liquid refractive index, nj and nQ are the refractive indices of the jth and Qth lay-
ers, respectively. dQ is the distance between the incident and the fiber centre, xQ is the distance between the 
emerging beam and the fiber centre, ZQ is the fringe shift corresponding to the point xQ in the two-beam interfe-
rence pattern, λ is the wavelength of light used and b is the interfering spacing. 
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2.5. Polarizability per Unit Volume 

The obtained values of the refractive indices n|| and n⊥ of the fibre material can be used to calculate the polariza-
bility per unit volume in case of light polarizing parallel P|| and perpendicular P⊥ to the fibre axis by application 
of the following Lorantz-Lorenz equation [26]: 

2

2

1 4π
32

n P
n

−
=

+
                                       (10) 

3. Experimental Techniques and Setup 

The fibre drawing device [6] attached with the phase shifting Mach-Zehnder interferometer (Figure 1(a)) [15] is 
used to study the opto-mechanical properties of the PTFE fibres. A sample of certain length from the investi-
gated fibre was fixed at its ends with two clamps of the drawing system. The sample was cold drawn to different 
draw ratios D ranging from D = 1.00 to 3.00 using the drawing device. Note, draw ratio D is a measure of the 
degree of stretching of a sample and it expressed as the ratio of the cross-sectional area of the undrawn sample 
to that of the drawn sample. The mechanism of the fibre cold drawing device was described elsewhere [6]. The 
fibre was immersed in a suitable liquid with a refractive index of 1.417 at room temperature T = 20˚C and it is 
quite close to its refractive index. A He-Ne laser with a wavelength of λ = 632.8 nm was used for illumination. 

A Piezo-transducer PZT in the reference arm, of the interferometer, acting as a phase shifting tool to obtain 
five phase shifted interferograms with phase step π/2 between two successive holograms. By changing the vol-
tage applied to the PZT, a continuous phase-shift in the range of 0 - 2π can be obtained. The calibration of the 
PZT was done, for obtaining accurate phase measurements, using the phase-lock method with an accuracy of 
±0.052 rad [16]. Two polarization states were obtained using a polarizer P and an analyzer A. One was used for 
determining the refractive index n|| for light whose electric vector was polarized parallel to the fiber axis and the 
other is used for determining the refractive index n⊥ for light whose electric vector was polarized perpendicular 
to the fiber axis. The polarization directions of light in the parallel and perpendicular directions according to the 
fibre axis are shown in Figure 1(b). A CCD camera connected to a PC was used to capture the resulting fringe 
pattern. 

4. Results and Discussions 

The phase shifting method (PSI) was used to determine the physical and mechanical properties of Polytetra- 
 

 
Figure 1. Experimental set-up of phase shifting Mach-Zehnder interferometer; 
A plane wave of a He-Ne laser is used: where P is a polarizer, A analyzer, BS1 
and BS2 are to identically beams splitters, M1 mirror, PZT-M Pizo-transducer 
element which is used to introduce an shift to the reference wave, F Fibre under 
study, S Interferometer stage, L1 and L2 objectives which are adjusted at the 
same distance from the camera CCD (a). The polarization directions of light in 
the parallel and perpendicular directions according to the fibre axis (b).         
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fluoroethylene (PTFE) fibres. The reference mirror mounted on the PZT (Figure 1(a)) was used to vary the 
phase difference between two interfering beams. The PZT was calibrated for getting the proper phase shift be-
tween the data frames. The phase-lock and the sinusoidal extreme sensing methods were applied for PZT cali-
bration [16]. In this method five phase-shifted intensity profiles of tilt fringes were displayed simultaneously on 
the screen of the monitor. If the PZT is calibrated, the obtained phase shifts are exactly 90˚, the last intensity 
profile will coincide with the first and the eye cannot see any offset between the two intensities. The accuracy of 
determining phase shifting by such method was ±3˚. 

The interference patterns produced by phase shifting Mach-Zehnder interferometer attached with the fibre 
drawing device were used to give qualitative and quantitative information about the opto-mechanical properties 
of PTFE fibres. The experimentally shifted interferograms at phase shifts 0, π/2, π, 3π/2, 2π were obtained for 
PTFE fibres drawn at different draw ratios. Figure 2 and Figure 3 show two examples of the obtained phase 
shifted interferograms for PTFE fibres at draw ratio D = 1.4 for light polarizing parallel and perpendicular to the 
fibre axis, respectively. Using the obtained microinterferograms and Equation (6) the phase maps was calculated, 
in the parallel and perpendicular directions as shown in Figure 4(a) and Figure 5(a). The tangent function was 
within the interval {−π and +π} [27]. Each phase value was represented by the grey shade intensity at each point 
of the image, where the black one corresponds to −π and the white is +π, while the grey shade measures the in-
termediate intensity values between −π and +π. This modulation wrapping pattern appears in the phase map in  
 

 
Figure 2. The five phase shifted recorded interferograms (ϕ 
= 0, π⁄2, π, 3π/2, 2π) for D = 1.4 for light polarizing parallel 
to the PTFE fibre axis.                                 

 

 
Figure 3. The five phase shifted recorded interferograms (ϕ = 
0, π⁄2, π, 3π/2, 2π) for D = 1.4 for light polarizing perpendicu-
lar to the PTFE fibre axis.                               
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Figure 4. The obtained wrapped phase (a) and contour line 
interferograms (b), for D = 1.4 for light polarizing parallel 
to the PTFE fibre axis.                                

 

 
Figure 5. The obtained wrapped phase (a) and contour line 
interferograms (b), for D = 1.4 for light polarizing perpendi-
cular to the PTFE fibre axis.                            

 
the areas that show phase change. This change corresponds to a variation from +π to −π or from −π to +π. The 
error in the phase shifting introduces errors in the wrapped phase map while the other errors are caused by the 
CCD camera and digital frame grabber. The noise components in the obtained phase map will also cause loss of 
accuracy in computing the wrapped phase. Using the wrapped phase, the contour map of the captured micro-
interferograms were obtained and shown in Figure 4(b) and Figures 5(b). 

The obtained results of phase maps show that the PSI method utilises relatively less complicated algorithms 
and is simple. The method requires at least three images, with one restriction that the object must remain sta-
tionary while the fringes can be moved. PSI method offers high accuracy with low sensitivity to experimental 
errors especially in the noisy interference pattern. The method gives rapid measurement and good results for 
phase map even with low contrast fringes and the contour-line microinterferograms can be obtained. The accu-
racy of the PSI method can be increased by applying the compensated phase shifting algorithms [16]-[18]. These 
algorithms eliminate or minimize the harmonics of non-sinusoidal waveforms and the effect of systematic phase- 
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shift errors which result from linear miss-calibration and spatial non-uniformity of the phase shifter. The im-
provements in the error-compensating capability of the algorithm for systematic errors are always followed by 
an increase in random noise. By increasing the samples of an algorithm, the random noise can be reduced while 
maintaining the error compensating capability for non-uniform phase shifts [18]. 

The quantitative measurement of the refractive index is based on the determination of the phase distribution 
from the recorded and stored fringe patterns. The refractive indices n|| and n⊥ are calculated using the contour 
line interferograms and Equation (7). Figure 6 shows the relationship between the mean refractive indices (n|| 
and n⊥) and the draw ratios D of PTFE fibre. It is shown that, the refractive index n|| increases with increasing of 
the draw ratio while refractive index n⊥ decreases with increasing of draw ratio. This behavior can be understood 
by understanding the effect of the cold drawing mechanism. By increasing the draw ratio the molecules are 
oriented along the fiber axis. Therefore, the density of the molecules along the fiber axis increases and thus the 
refractive index for light polarized parallel to the fibre axis increases [1] [4] [5]. This implies more molecular 
alignment occurred in a parallel direction to the fibre axis. In the perpendicular direction, increasing of the 
drawing ratio the density was reduced and hence the refractive index of the fibre reduced.This indicates less 
molecular alignment occurred in a perpendicular direction to the fibre axis. Using the obtained values of refrac-
tive indices (n|| and n⊥), the birefringence was determined and hence the orientation function was calculated. 
Table 1 illustrates the variations of the refractive indices (n|| and n⊥), birefringence ∆n and orientation function 
f(θ) with the draw ratio. Figure 7 shows the relationship between the orientation function f(θ) and the draw ra-
tios D. It is clear that, the birefringence and orientation function of the fibre increases with the increasing of the 
draw ratio. This is due to that, in polymer fibre drawing process, the polymer matrix undergoes a chain stret-
ching along the fibre axis. This will align the orientation of polymer molecules to the drawing (axial) direction. 
This mechanical anisotropy gives rise to optical anisotropy of the fibre in the form of birefringence. This indi-
cates that the molecules constituting the fibre reoriented in the direction of drawing (more birefringent) during  
 

 
Figure 6. The relationship between refractive indices (n||, n⊥) and draw ratio 
D of the fibre.                                                     

 
Table 1. The variations of the refractive indices (n|| and n⊥), birefringence ∆n and orientation function f(θ) with the draw  
ratio.                                                                                                   

D n|| n⊥ Δn f(θ) 

1 1.4200 1.4200 0 0 

1.4 1.4231 1.4160 0.0071 0.1577 

1.8 1.4260 1.4117 0.0143 0.3177 
2.2 1.4285 1.4075 0.021 0.4666 
2.6 1.4307 1.4032 0.0275 0.6111 
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Figure 7. The relationship between orientation function f(θ) and draw ratio 
D of the fibre.                                                   

 
the cold drawing process. This reflects the structure variation of the PTFE fibers at different draw ratios. 

Using the contoured-line microinterferograms (Figure 4(b) and Figure 5(b)) and Equation(9), the refractive 
indices profiles of n|| and n⊥ for PTFE fibers are automatically determined at different draw ratios using the im-
age analysis software programs designed by Hamza et al. [25] and are given in Figure 8 and Figure 9, respec-
tively. These profiles represent the refractive index distribution across the fibre radius from the centre to the 
surface. As it can be seen the refractive index profile in parallel direction increases as the draw ratio increases, 
while the profile in perpendicular direction decreases with the increasing of draw ratio. The variations of refrac-
tive index distribution across the fibre radius with draw ratio confirm the results that obtained for refractive in-
dices n|| and n⊥ with the draw ratio. 

Using the obtained values of the refractive indices (n|| and n⊥), the polarizabilities per unit volume for light 
polarizing parallel P|| and perpendicular P⊥ to the fibre axis were determined at different draw ratio and the re-
sults are given in Figure 10. This figure indicates that the variation of the mean polarizability (P|| and P⊥) with 
the draw ratio are similar to those obtained for the refractive indices (n|| and n⊥) of drawn PTFE fibres. These 
polarizabilities determine the dynamical response of a bound system to external fields, and provide insight into a 
molecule’s internal structure [28]. The obtained results enable us to obtain detailed structure characteristics of 
the sample without changing the morphology of the material. 

From the present study, it is clear that the optical properties of PTFE fibres were changed under the effect of 
cold drawing actions. When PTFE fibre structure is deformed by the cold-drawing process, the individual crys-
talline particles slide past each other, to take up new position, where they are held together just as strongly as in 
the original material, owing to the formation of fresh inter-atomic bonds. For this reason, the molecules pass 
from un-oriented state to oriented state. Studying the continuous mechanical and optical changes reflects infor-
mation about the increase in orientation. 

The obtained results of the opto-mechanical properties of PTFE fibres using phase shifting interferometry PSI 
are found to be in high accuracy and agreement with those obtained by literature [5] [8]. The accuracy in the 
measurement of the mean refractive index and birefringence is 4 × 10−4 [15] [19]. These results demonstrate that 
PSI method is an effective technique for studying physical and mechanical properties of fibres. 

5. Conclusion 

The phase shifting interferometry (PSI) method was used to determine precisely the opto-mechanical properties 
of PTFE fibres. The method was used to analyse the interference fringe pattern produced by phase shifting 
Mach-Zehnder interferometer. The method gives high accuracy for extracting phase map from the obtained mi-
crointerferograms. The mechanical cold-drawing attached with the PSI method is a promised technique for  
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Figure 8. The refractive index profile of n|| at different draw ratio D of the fibre. 

 

 
Figure 9. The refractive index profile of n⊥ at different draw ratio D of the fibre. 

 
studying the opto-mechanical properties of fibres. The reorientation produced due to the cold drawing process 
indicates that PTFE fibre material has a modified structure due to the cold drawing process. The PSI method 
showed good results for enhancing the noisy fringe pattern and for obtaining contour line microinterferograms. 
The molecular alignment effect in fibre drawing and its relation with nonlinear optical properties of the PTFE 
fibres was studied. There lationships between refractive indices and birefringence with draw ratio were deter-
mined. The measurements of the refractive index and birefringence profiles using the automatic fringe image 
analysis technique, considering the fibre has Q layers, throw light on the structure of each layer and detect the 
structural properties across the fibre radius. They are also play an important role in the development of the me-
chanical properties of PTFE fibre. The used method enables us to conduct fully automatic fast measurement of 
opto-mechanical properties of PTFE fibres. The obtained results using the PSI method are found to be in good 
agreement with literatures. 

Acknowledgments 

The financial support of this work is provided from the King Khalid University, Kingdom of Saudi Arabia under  



K. Yassien, M. El Bakary  
 

 
162 

 
Figure 10. The relationship between polarizabilities (P||, P⊥) and draw ratio D 
of the fibre.                                                       
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