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Introduction: The nucleobase 2-amino-6-chloropurine-modified polyamidoamine (AP-

PAMAM) was used as a carrier for p53 gene delivery to achieve the antitumor effects.

Methods and materials: The condensation of p53 plasmid was studied through gel retar-

dation assay, and the transfection efficiency was evaluated through the transfection assay of 

pEGFP-N3 and pGL-3 plasmids. Using human cervical carcinoma cell line HeLa as a model, 

the inhibition of cell proliferation and migration was studied through flow cytometry, wound 

healing and Transwell migration assays, respectively. The p53 expression level was detected 

through quantitative polymerase chain reaction and Western blotting analyses.

Results: The carrier could condense p53 plasmid into stable nanoparticles at N/P ratios of 2.0, 

and higher transfection efficiency than polyamidoamine (PAMAM) could be obtained at all 

the N/P ratios studied. AP-PAMAM-mediated p53 delivery could achieve stronger antipro-

liferative effect than PAMAM/p53. The antiproliferative effect was identified to be triggered 

by the induction of cell apoptosis (apoptotic ratio of 26.17%) and cell cycle arrest at S phase. 

Additionally, AP-PAMAM/p53 transfection has been found to suppress the cell migration and 

invasion of cancer cells. Finally, the enhanced p53 expression level could be detected after p53 

transfection at mRNA and protein levels.

Conclusion: The PAMAM derivative-mediated p53 delivery could be a promising strategy 

for achieving tumor gene therapy.
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Introduction
In cancer treatment, gene therapy transporting genes of interest and facilitating production 

of the desirable therapeutic proteins has shown tremendous prospects owing to its high 

specificity in therapeutic action of the expressed proteins.1 Thus, selecting a therapeutic 

gene is a key issue to be addressed in tumor gene therapy. Among the therapeutic genes, 

transcription factor p53 is one of the most important tumor suppressor genes, which mainly 

exerts its function through the transcriptional regulation of its downstream target genes.2–4 

It has been reported that p53 is the most frequently mutated gene (50% of human tumors), 

which affects single residues in the protein’s core domain and thereby leads to the loss 

of function of binding on DNA and executing normal checkpoint.5,6 Thus, enhancing the 

activity of wild-type p53 or inducing the expression of wild-type p53 will be a promising 

approach for achieving cancer gene therapy. To date, great efforts have been contributed 

to improve the intracellular p53 expression level in a carrier-mediated manner7–14 and all 

these reports demonstrated that this strategy could achieve favorable antitumor efficacy 

and reduce adverse effects to normal cells or organs both at in vitro and in vivo levels.
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Another aspect to be focused on is the construction of 

gene delivery systems with high transfection efficiency and 

low cytotoxicity. In contrast to viral carriers, nonviral carriers 

have been considered to be an alternative in gene delivery 

due to their low cytotoxicity and production cost.15 As one of 

the synthetic cationic dendrimers, amine-terminated polyami-

doamine (PAMAM) exhibited unique characteristics to be 

used as gene carrier, such as excellent solubility, well-defined 

nanostructure, low polydispersity, and high density of func-

tional groups.16–18 Meanwhile, it possesses strong interaction 

with nucleic acids to obtain stable nanoparticles and its high 

contents of tertiary amine groups within the interior could 

facilitate the endosomal escape of nanoparticles in the cytosol 

through “proton sponge” effect.19–21 To further improve the 

transfection efficiency and reduce its cytotoxicity, a series 

of tailor-made PAMAM derivatives have been successfully 

constructed and applied in the gene delivery, such as the mod-

ification using amino acids,22,23 lactobionic acid,24 triazine25 

or chondroitin sulfate,26 fluorination,27,28 and supramolecular 

approach.29 Recently, Wang et al designed a PAMAM deriva-

tive (G5-APu) through the modification of PAMAM with 

nucleobase analog, which has been demonstrated to possess 

favorable transfection efficacy and biocompatibility owing to 

the easier intracellular DNA unpacking.30 Thus, we anticipate 

that the derivative could be used as a promising carrier for 

achieving the efficient delivery of therapeutic genes and 

obtaining good antitumor efficacy.

Herein, 2-amino-6-chloropurine-modified PAMAM 

(AP-PAMAM) was synthesized according to the route in 

Scheme 1 and employed as a carrier to achieve p53 gene 

delivery for investigating its inhibition effects on the cell 

proliferation, migration, and invasion, using human cervi-

cal carcinoma cell line HeLa harboring wild-type p53 gene 

as a model.

Materials and methods
Materials
Plasmids p3XFLAG-CMV-p53 and pEGFP-N3 were stored 

in our laboratory, amplified in Escherichia coli DH5α, and 

purified using Axygen Plasmid Maxi kit (Hangzhou, China). 

The plasmid pGL3, luciferase assay, and caspase activ-

ity assay kits were purchased from Promega Corporation 

(Fitchburg, WI, USA). The amine-terminated PAMAM 

dendrimer (MW =28,826 g/mol) was obtained from 

Chenyuan Co. (Weihai, China). 2-Amino-6-chloropurine 

was purchased from Aladdin (Shanghai, China). The deriva-

tive AP-PAMAM was synthesized through the conjugation 

of 2-amino-6-chloropurine on PAMAM according to the 

previous studies30,31 and structurally characterized. 3-(4,5-

Dimethylthiazol-2-yl)-2,5-diphenyltetrazolium bromide 

(MTT) was obtained from Amersco (Solon, OH, USA). 

Lipofectamine2000 and Lyso-Tracker Red were purchased 

from Thermo Fisher Scientific (Waltham, MA, USA). 

TRNzol Universal Reagent was purchased from TIANGEN 

Co. (Beijing, China). PrimeScript™ RT Reagent Kit with 

gDNA Eraser (Perfect Real Time) and SYBR® Premix Ex 

Taq™ (Tli RNase H Plus) Kit were purchased from Takara 

(Dalian, China). Annexin V-fluoresceine isothiocyanate 

(FITC)/propidium iodide (PI) apoptosis detection kit, cell 

cycle detection kit, and bicinchoninic acid (BCA) protein 

assay kit were obtained from Bestbio (Shanghai, China). 

Dulbecco’s Modified Eagle’s Medium (DMEM) and fetal 

bovine serum (FBS) were obtained from Thermo Fisher 

Scientific. LIVE/DEAD® Viability/Cytotoxicity Kit was 

purchased from Thermo Fisher Scientific. The mitochon-

drial membrane potential assay kit with JC-1 was obtained 

from Beyotime Institute of Biotechnology(Jiangsu, China). 

Polyvinylidene fluoride (PVDF) membrane was purchased 

from EMD Millipore (Billerica, MA, USA). The antibodies 

against procaspase-3, -8, and -9, p53 and β-actin, horseradish 

peroxidase (HRP)-labeled goat antirabbit IgG, and HRP-

labeled goat anti-mouse IgG were purchased from Abcam 

(Shanghai, China). All other reagents were of the highest 

grade commercially available and used as received.

In vitro transfection efficiency assay
The HeLa cells were obtained from the Shanghai Institute of 

Cell Bank (Shanghai, China) and seeded into six-well plates 

°

Scheme 1 Synthesis of AP-PAMAM through the modification of 2-amino-6-chloropurine on PAMAM dendrimer.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; PAMAM, polyamidoamine.
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at a density of 2.0×105 cells/well 24 h prior to the experiment. 

Various nanoparticles containing DNA (2 μg pEGFP-N3 or 

pGL-3 plasmid for each well) at different N/P ratios were 

added into each well harboring 2 mL of serum-free DMEM. 

The cells were then incubated for 6 h, and the medium was 

replaced by 10% fresh FBS-containing DMEM. After the 

transfection for 48 h, the expressed GFP were observed through 

Olympus IX73P1F fluorescence microscopy (Olympus 

Corporation, Tokyo, Japan). For quantitative assay, the cells 

were harvested and analyzed via BD fluorescence activated 

cell sorting (FACS) caliber (BD Biosciences, San Jose, CA, 

USA). The activity of luciferase produced by cells transfected 

with pGL-3 plasmid was evaluated according to manufac-

turer’s instructions. The luminescence of luciferase activity 

was determined with a TECAN Infinite F200 Pro plate reader 

(Tecan, Mannedorf, Switzerland).

DNA condensation ability assay
The DNA condensation ability of AP-PAMAM was evalu-

ated by agarose gel retardation assay. The nanoparticles were 

prepared by gently mixing the p53 plasmid and carrier at 

different N/P ratios and then incubated at room temperature 

for 30 min. Then, the nanocomplex solution was subjected to 

1% agarose gel electrophoresis in Tris-acetate-EDTA buffer 

solution (120 V, 20 min) and the DNA bands were detected 

using a Tanon 1600 gel-imaging system. The hydrodynamic 

diameter and zeta potential of nanoparticles were measured 

by Malvern Nano ZS90 Zetasizer (Malvern Instruments, 

Malvern, UK).

In vitro cytotoxicity and antiproliferation 
analysis
The in vitro cytotoxicity of AP-PAMAM and PAMAM and 

the inhibition of cell proliferation were evaluated by MTT 

method on HeLa cells. Briefly, cells (8,000 cells/well) were 

seeded into 96-well plates and incubated in DEME containing 

10% FBS at 37°C overnight. Various concentrations of poly-

mers or nanoparticles containing p53 plasmid (2.5 μg/mL 

DNA) were then added into wells containing 200 μL of 

serum-free DMEM. For in vitro cytotoxicity assay, 20 μL 

of MTT solution (5 mg/mL) was added into each well after 

24 h and incubated at 37°C for additional 4 h. For antiprolif-

eration analysis, the nanoparticles containing medium were 

replaced by fresh DMEM after 6 h, and following additional 

48 h incubation, the systems were treated with MTT solution 

as described earlier. Finally, the formazan crystal was dis-

solved in dimethyl sulfoxide (DMSO) and the absorbance at 

492 nm was detected using a GF-M3000 microplate reader 

(CAIHONG, Shandong, China). The cell viability and the 

inhibition of cell proliferation were calculated as the ratio of 

the absorbance values of treated and untreated cells.

live/dead staining
The cells (2.5×105 cells/well) were planted into six-well plates 

and incubated at 37°C overnight. The cells were treated with 

AP-PAMAM/p53 and PAMAM/p53 nanoparticles (2.5 μg/mL 

p53 plasmid, N/P ratio of 30) in serum-free medium for 6 h 

and incubated in substituted DMEM containing 10% FBS for 

another 48 h. After washing with 1 mL PBS twice, 200 μL of 

the combined live/dead cell staining solution (2 mM calcein 

AM and 4 mM EthD-1) was added to each well and incubated 

with cells at room temperature for 30 min. Images were 

obtained using Olympus IX73P1F fluorescence microscopy.

Inhibition of colony formation assay
The cells were incubated into six-well plates with a density 

of 2.5×105 cells/well overnight and then transfected with 

different nanoparticles (N/P ratio of 30) for 6 h in serum-free 

medium. After the culture in 10% FBS-containing DMEM 

for 48 h, the treated cells were digested using 0.25% trypsin 

and, then, were re-seeded into individual wells of six-well 

plates with a density of 2.0×104 cells for a week. Prior to 

the staining with 0.2% crystal violet solution, the cells were 

fixed with 70% cold ethanol at 4°C for 20 min. Finally, the 

colony formation was observed through Olympus IX73P1F 

fluorescence microscopy.

Induction of cell apoptosis assay
The HeLa cells (2.5×105 cells/well) were plated in six-well 

plates for the apoptosis assay. The nanoparticles (N/P ratio 

of 30, 2.5 μg/mL p53 plasmid) were added into wells with 

free medium. After the incubation for 6 h, the cell culture 

was changed to 10% FBS-containing DMEM. The cells were 

trypsinized and harvested after 48 h incubation and treated 

with Annexin V-FITC/PI apoptosis detection kit based on the 

manufacturer’s protocol. Afterwards, the cells were detected 

by BD FACS caliber, using the BD CellQuest Pro software 

for analysis.

Induction of cell cycle arrest assay
The cell culture and p53 plasmid transfection were conducted 

as described in the cell apoptosis assay. For cell cycle arrest 

assay, the treated cells were harvested, washed with PBS, and 

fixed with precooled 70% ethanol in the dark at −20°C for 1 h. 

Then, the fixed cells were washed with PBS and applied 

in the RNase I treatment at 37°C for 30 min. Finally, 

the cells were stained with PI staining at 4°C for addi-

tional 30 min and then measured through BD FACS caliber.
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Western blotting analysis
The treatment of HeLa cells was performed as described in the 

cell apoptosis assay. The cultured cells were lysed in the 

radioimmunoprecipitation assay buffer supplemented with 

1 mM phenylmethanesulfonyl fluoride on ice for 1 h, and 

total protein was extracted and quantified by BCA method. 

Equal amounts of protein were employed in 12% SDS-PAGE 

followed by transferring to PVDF membrane. After block-

ing with 5% skim milk power in 0.1% Tween in phosphate 

buffered saline (PBST) at room temperature for 2 h, the mem-

brane was incubated with primary antibody at 4°C overnight 

and subsequently washed with PBST three times for 15 min at 

room temperature. The membranes were then incubated with 

appropriate HRP-labeled secondary antibody at a dilution of 

1:5,000 for 1 h. Subsequently, the membrane was washed 

with PBST and detected in Tanon 2500 chemiluminescence 

imaging system (Tanon, Shanghai, China).

Caspase-3, -8, and -9 activity assay
The activities of caspase-3, -8, and -9 in the transfected HeLa 

cells were measured using the corresponding assay kits. The 

cell culture and nanoparticles’ treatment were performed 

as described in the cell apoptosis assay. The 20,000 treated 

cells per well were harvested and suspended with cell lysis 

buffer. The cell lysates were incubated with their individual 

substrates in the dark at room temperature for 2 h. The 

luminescence signal of caspase activity was detected with 

TECAN Infinite F200 Pro plate reader.

Mitochondrial membrane potential 
detection
The mitochondrial membrane potential was measured using the 

lipophilic JC-1 dye. Briefly, HeLa cells were seeded into the 

six-well plates at a density of 2.5×105 cells/well and cultured 

overnight. After p53 transfection for 48 h, the cells were 

stained with JC-1 dye at 37°C for 30 min and rinsed with PBS. 

Finally, the stained cells were observed with Olympus 

IX73P1F fluorescence microscopy.

Classical real-time polymerase chain 
reaction (rT-Pcr) and quantitative 
polymerase chain reaction (qPCR)
HeLa cells seeded into six-well plates with 2.5×105 cells 

were transfected with different nanoparticles (N/P ratio 

of 30, 2.5 μg/mL plasmid) as described earlier. After the 

transfection for 48 h, total RNAs were extracted according 

to the manufacturer’s recommended protocols with TRIzol 

Reagent. To generate cDNA, a total of 1 μg RNA was used 

for reverse transcription using PrimeScript RT Reagent Kit. 

For classical RT-PCR amplification, the condition was set up 

as follows: one cycle at 94°C for 2 min, followed by 30 cycles 

at 94°C for 30 s, 55°C for 30 s, and 72°C for 1 min. The PCR 

products were detected by 2% agarose gel electrophoresis. 

RT-PCR was performed in Applied Biosystems 7500 RT-PCR 

System (Thermo Fisher Scientific) programmed for 40 cycles 

(95°C for 5 s, 60°C for 34 s) using the SYBR Premix Ex 

Taq (Tli RNase H Plus) Kit. The β-actin gene was used 

as an endogenous control. The data of RT-PCR were ana-

lyzed with 2−ΔΔCT method. The primers were as follows: 

p53 forward: 5′-GGCTCTGACTGTACCACCATCCA-3′; 
reverse: 5′-GGCACAAACACGCACCTCAAAG-3′; β-actin 

forward: 5′-TCTGGCACCACACCTTCTACAATG-3′; 
reverse: 5′-GGATAGCACAGCCTGGATAGCAA-3′.

Wound healing assay
Briefly, monolayer cells with 95% confluence were subjected 

to produce wounds by scratching the surface of each well in a 

six-well plate with a 200 μL pipette tip. The cells were then 

rinsed with PBS three times and transfected with different 

nanoparticles containing p53 plasmid (N/P ratio 30, 2.5 μg/mL 

p53 plasmid) in medium without serum. After 6 h, the medium 

was changed to the 10% FBS-containing DMEM and the cells 

were cultured for additional 48 h. Images of the initial wound 

and the movement of cells into the scratched area were cap-

tured using Olympus IX73P1F fluorescence microscopy.

Transwell migration assay
The cell invasion assay was performed using a 24-well 

Transwell chamber. HeLa cells after transfection were 

seeded at a density of 2×104 cells into the upper cham-

ber (pore size, 8 μm), and lower chamber was filled 

with 700 μL of DEME containing 10% FBS. Following 

incubation at 37°C for 24 h, cells on the upper side of 

the membrane were removed using clean swabs and cells 

on the lower side were fixed with 70% cold ethanol and 

then stained with 0.2% crystal violet solution. After wash-

ing with PBS three times, invaded cells were observed 

using the Olympus IX73P1F fluorescence microscopy.

Statistical analysis
All the data were presented as mean value ± SD, and 

statistically significant differences between different experi-

mental groups and control group were examined using one-

way analysis of variance (ANOVA) with GraphPad Prism 

6 complemented with Student’s t-test (ns, not significant; 

*P0.05; **P0.01).
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Results and discussion
According to the previous report,30 the carrier AP-PAMAM 

was constructed through the modification of PAMAM with 

2-amino-6-chloropurine via a facile method and structur-

ally characterized. Then, the in vitro transfection efficiency 

of AP-PAMAM was evaluated using the transfection of 

pEGFP-N3 and pGL-3 as models. As shown in Figure S1, 

both AP-PAMAM/pEGFP-N3 and PAMAM/pEGFP-N3 

nanoparticles exhibited improved transfection efficiency 

with the increasing N/P ratio. Remarkably, more GFP-

expressing cells could be observed in the AP-PAMAM 

transfection group at all the N/P ratios studied, indicating 

its higher transfection efficiency. Similarly, higher trans-

fection efficiency was also observed for the derivative AP-

PAMAM using pGL-3 transfection as a model (Figure S2). 

The transfection efficiency has been considered to be 

associated with several factors such as cellular uptake, 

internationalization mechanism, characteristics of the 

formulations, and cell lines. Then, we investigated the cel-

lular uptake and intracellular distribution of FITC-labeled 

carrier through flow cytometry and confocal laser scanning 

microscope, respectively. As shown in Figures S3 and S4, 

though the endocytosis ability of AP-PAMAM has been 

decreased, stronger green fluorescence in the cytosol could 

be clearly observed for the carrier AP-PAMAM implying 

the enhanced endosomal escape. Thus, the enhanced trans-

fection of AP-PAMAM could be probably caused by the 

easier intracellular DNA unpacking, which was consistent 

with the previous report.30,31

Then, the derivative AP-PAMAM was employed as a 

carrier for p53 delivery. As the ability to condense the pDNA 

to form stable nanoparticles was essential for successful gene 

delivery, gel retardation assay was performed to evaluate 

the binding and condensation ability of AP-PAMAM with 

plasmid p3XFLAG-CMV-p53. As shown in Figure 1, both 

PAMAM and AP-PAMAM exhibited favorable DNA-binding 

ability and could condense pDNA into stable nanoparticles 

when the N/P ratios were 1.0 and 2.0, respectively. Though 

AP-PAMAM showed a decreased pDNA binding and con-

densation ability compared to PAMAM mainly owing to the 

decreased positive charge after modification, AP-PAMAM 

still possessed excellent pDNA condensation ability to 

further facilitate the internalization and intracellular traffic 

of p53 plasmid. Before the antiproliferative analysis of AP-

PAMAM/p53 transfection, the cytotoxicity of AP-PAMAM 

was evaluated in HeLa cells through MTT assay. As shown 

in Figure 2A, the derivative AP-PAMAM exhibited better 

biocompatibility than PAMAM in the concentration of 

5–150 μg/mL. At a concentration of 150 μg/mL, up to 84.9% 

of cell viability could be obtained for AP-PAMAM while 

only 61.9% of corresponding value was observed for the 

carrier PAMAM. The reduced cell cytotoxicity of synthe-

sized carrier after modification was mainly attributed to the 

decreased positive charge density on the carrier surface and 

the introduction of nucleobase with intrinsic low cytotoxicity, 

which has been demonstrated in Figure S5. To investigate 

the therapeutic effect of tumor suppressor p53 gene in cancer 

cells, the cell viability after p53 transfection was determined 

using HeLa cells as model. As shown in Figure 2B, AP-

PAMAM-mediated p53 delivery could obviously inhibit the 

cell proliferation at all the N/P ratios studied, much stronger 

than the carrier PAMAM. Meanwhile, the p53 transfection 

using AP-PAMAM as carrier showed a high dependence on 

the N/P ratio when it was 30, with 20.9% of inhibition of cell 

proliferation obtained at an N/P ratio of 30. However, when 

the N/P ratio increased to 40 or 50, there were no significant 

enhancements in the inhibition of cell proliferation. Since the 

superior inhibition of cell proliferation could be achieved at 

an N/P ratio of 30, the value was employed as the transfec-

tion ratio in the following research. Though the commercial 

Figure 1 Gel retardation assay of AP-PAMAM (A) and PaMaM (B) with the plasmid p3XFlag-cMV-p53.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; PAMAM, polyamidoamine.
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transfection agent lipofectamine2000-mediated p53 delivery 

could achieve a relatively higher antiproliferative effect, its 

intrinsic high cytotoxicity made it not suitable for obtaining 

ideal transfection, especially at an in vivo level. At an N/P 

ratio of 30, the hydrodynamic size and zeta potential of AP-

PAMAM/p53 nanoparticle were measured to be 108.9 nm 

and +17.5 mV, respectively (Table S1), which were suitable 

for the cellular uptake of nanoparticle and obtaining ideal 

transfection efficiency.9,27

Furthermore, live/dead assay was conducted after p53 

transfection to obtain a direct evidence for the inhibition of 

cell proliferation (Figure 3). The viable cells were labeled 

to green owing to the intracellular enzymatic hydrolysis 

of calcein AM while dead cells were observed to emit red 

fluorescence due to the intercalation of ethidium homodimer 

to DNA.32 Clearly, in contrast to control, stronger red 

fluorescence could be detected in AP-PAMAM/p53 group 

implying the presence of more apoptotic cells. Meanwhile, 

the inhibition ability of cell proliferation was also higher 

than PAMAM/p53 group. As the majority of cells treated 

with AP-PAMAM were dyed to green, the inhibition of 

cell proliferation was mainly caused by the induction of 

Figure 2 Cytotoxicity analysis of derivative AP-PAMAM at various concentrations in HeLa cells (A) and inhibition of cell proliferation after the p53 transfection mediated 
by different carriers (B).
Notes: The data were presented as the mean ± sD of triplicate experiments *P0.05; **P0.01.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; PAMAM, polyamidoamine.
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Figure 3 Live/dead assays of HeLa cells after p53 transfection mediated by different carriers.
Note: The scale bar is 200 μm.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; PAMAM, polyamidoamine.

www.dovepress.com
www.dovepress.com
www.dovepress.com


International Journal of Nanomedicine 2018:13 submit your manuscript | www.dovepress.com

Dovepress 

Dovepress

1303

Nucleobase-modified polyamidoamine-mediated p53 delivery

cell apoptosis by p53 gene. In addition, PAMAM- or AP-

PAMAM-mediated p53 delivery could inhibit the formation 

of cell colony (Figure S6). All these results demonstrated that 

AP-PAMAM could efficiently deliver p53 plasmid into the 

tumor cells and then realize the expression of p53 protein 

and its antiproliferative function.

To further investigate the mechanism of the proliferation 

inhibition on cancer cells, the effect of nanoparticles on apop-

tosis was conducted by Annexin V-FITC/PI double staining 

followed by flow cytometer analysis (Figure 4). Compared 

with control group, apoptosis was barely observed in HeLa 

cells exposed to the carrier AP-PAMAM. Notably, both 

PAMAM/p53 and AP-PAMAM/p53 groups could induce the 

cell apoptosis and AP-PAMAM/p53 transfection could trig-

ger the stronger cell apoptosis with apoptotic ratio of 26.17% 

than PAMAM/p53 (5.57%). These results were consistent 

with MTT assay, implying that the carrier AP-PAMAM 

could efficiently delivery p53 plasmid and thus realize its 

intracellular apoptosis-dependent function.

Since the p53 transfection mediated by PAMAM or 

AP-PAMAM could achieve the inhibition of cell proliferation, 

then the p53 level was investigated both at mRNA and protein 

levels to check whether the antiproliferative effect was attributed 

to the improved p53 expression level. As shown in Figure 5A, 

the expression of endogenous wild-type p53 gene in HeLa cells 

was relatively low and the band intensity of p53 (153 bp) has 

been observed to be obviously enhanced after carrier-mediated 

p53 delivery. Through qPCR analysis, the relative p53 mRNA 

has been increased by 19.2 and 33.6 times using PAMAM and 

AP-PAMAM as carriers, respectively (Figure 5B). At protein 

expression level, p53 level was also detected to be improved 

after p53 transfection (Figure 6). Thus, exogenous p53 gene 

delivery in a carrier-mediated manner could increase the 

intracellular expression level in tumor cells with wild-type 

p53 gene, thereby executing its function of p53 protein.

To verify the apoptotic pathway induced by AP-

PAMAM-mediated p53 delivery, we analyzed the 

expression levels of apoptosis-associated proteins 

Figure 4 Induction of cell apoptosis through the carriers mediated p53 delivery: (A) control; (B) AP-PAMAM; (C) PAMAM/p53; and (D) aP-PaMaM/p53.
Note: The cell apoptosis was detected through Annexin V-FITC/PI double staining followed by flow cytometer analysis.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; FITC, fluoresceine isothiocyanate; PI, propidium iodide; PAMAM, polyamidoamine.
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(procaspase-3, -8, and -9) through Western blotting. As shown 

in Figure 6, AP-PAMAM did not change the expression level of  

procaspase-3, while both the PAMAM/p53 and AP-PAMAM/

p53 treatments could sharply decrease the procaspase-3 

expression. The cleavage of procaspase-3 would achieve 

the activation of caspase-3 and then trigger the apoptotic 

program, as caspase-3 has been widely accepted as the central 

regulator of apoptosis.33 The procaspase-9 expression level 

has been observed to be decreased after p53 transfection, 

indicating the activation of caspase-9 and the involvement 

of mitochondria-mediated apoptotic pathway in the cell 

apoptosis. Meanwhile, the activities of caspase-3 and -9 

after p53 transfection have been observed to be enhanced 

through the corresponding activity analysis kits using the 

luminescence signal measurement (Figure S7), which was 

consistent with Western blotting analysis. Through there 

were no significant differences in the expression level of 

procaspase-8, the caspase-8 activity has been detected to be 

enhanced after p53 delivery. This phenomenon was probably 

caused by the detection of procaspase-8, not caspase-8 

in Western blotting analysis, which could not show the 

cleaved caspase-8 bands. According to the activity analysis 

of caspase-8, we inferred that the p53 delivery might trigger 

the activation of caspase-8 and execute the cell apoptosis in 

death receptor-mediated pathway. Additionally, the mito-

chondrial membrane potential was measured using JC-1 

after p53 transfection (Figure 7). After p53 transfection using 

PAMAM and AP-PAMAM as carriers, red fluorescence was 

decreased and green fluorescence from the monomeric state 

of JC-1 was obviously increased, implying the decrease of 

mitochondrial membrane potential during the apoptotic pro-

cess. These results indicated that the AP-PAMAM-mediated 

p53 transfection could activate the mitochondria-dependent 

pathway for triggering the cell apoptosis.

To further identify whether the antiproliferative effect 

induced by p53 transfection was associated with the cell cycle 

arrest, the cells after p53 transfection were stained by PI 

and subjected to flow cytometry. As shown in Figure 8, 

compared to control (S phase of 33.8%), PAMAM/p53 and 

AP-PAMAM/p53 transfections could improve the proportion 

of S phase with values 39.6 and 42.1%, respectively. These 

results were consistent with the fact that tumor suppressor 

p53 gene could induce a block of cell cycle at G1/S phase.9 

Thus, it could be concluded that the p53-triggered inhibition 

of cell proliferation could be attributed to not only the cell 

apoptosis but also the induction of cell cycle arrest.

Finally, the antimigration effect after p53 transfection 

was evaluated using wound healing and Transwell migra-

tion assays. As shown in Figure 9, compared to the control 

group, cells transfected with p53 plasmid migrated more 

slowly to the scratch wounds, suggesting the antimigra-

tion function of p53 gene. Moreover, AP-PAMAM/p53 

β

Figure 5 rT-Pcr (A) and qPcr (B) analyses of p53 mRNA level after p53 transfection mediated by different carriers.
Note: **P0.01.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; PAMAM, polyamidoamine; RT-PCR, real-time polymerase chain reaction; qPCR, quantitative 
polymerase chain reaction.

Contro
l

AP-PAMAM

PAMAM/p53

AP-PAMAM/p53

Procaspase-3

Procaspase-8

Procaspase-9

p53

β-actin

Figure 6 Western blotting analysis for the expression levels of p53 and apoptosis-
associated proteins.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; PAMAM, 
polyamidoamine.

www.dovepress.com
www.dovepress.com
www.dovepress.com


International Journal of Nanomedicine 2018:13 submit your manuscript | www.dovepress.com

Dovepress 

Dovepress

1305

Nucleobase-modified polyamidoamine-mediated p53 delivery

Figure 7 The mitochondrial membrane potential analysis of HeLa cells after p53 transfection mediated by different carriers.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; PAMAM, polyamidoamine.

Figure 8 Cell cycle analysis through PI staining and following flow cytometry for the cells after different carriers mediated p53 transfection (A) and the quantitative 
measurement of cell cycle phase (B). (a) control; (b) AP-PAMAM; (c) PAMAM/p53; and (d) AP-PAMAM/p53.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; PI, propidium iodide; PAMAM, polyamidoamine.
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Figure 10 Transwell migration assay of HeLa cells after p53 transfection by different carriers: (A) control; (B) AP-PAMAM; (C) PAMAM/p53; and (D) aP-PaMaM/p53.
Note: The scale bar is 100 μm.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; PAMAM, polyamidoamine.
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Figure 9 Wound healing assay of HeLa cells after p53 transfection for different time (A) and the quantitative analysis of wound size (B).
Note: The scale bar is 400 μm.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; PAMAM, polyamidoamine.

transfection exhibited a superior inhibition of migration 

than PAMAM-mediated p53 delivery, due to the enhanced 

gene transfection ability of AP-PAMAM. Furthermore, 

Transwell migration assay showed that the invasion ability 

of HeLa cells has been obviously decreased after p53 trans-

fection and greater invasive inhibition could be detected in 

AP-PAMAM/p53 transfection group than in PAMAM/p53 

transfection (Figure 10). In summary, the synthesized car-

rier AP-PAMAM could efficiently deliver therapeutic gene 

p53 into cancer cells to achieve the goal of inhibiting the 

cell migration.

Conclusion
The derivative AP-PAMAM could efficiently achieve the 

delivery of p53 gene into HeLa cells. Through p53 gene trans-

fection, the proliferation, migration, and invasion of tumor 

cells could be successfully inhibited. Thus, the nucleobase-

modified dendrimer could potentially be employed as a 
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promising therapeutic gene carrier for treating cancers and 

other malignant diseases.
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Supplementary materials

Figure S1 The in vitro transfection efficiency (A) and the quantitative assay through flow cytometry (B) using pEGFP-N3 in HeLa cells as a model: (a) control; (b) free 
pEGFP-N3; (c–g) PAMAM/pEGFP-N3 transfection at N/P ratios of 8, 12, 16, 20, and 24, respectively; and (h–l) AP-PAMAM/pEGFP-N3 transfection at N/P ratios of 8, 12, 
16, 20, and 24, respectively.
Notes: The scale bar is 400 μm. **P0.01.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; PAMAM, polyamidoamine.
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Figure S2 The quantitative assay of in vitro transfection efficiency of PAMAM and AP-PAMAM at different N/P ratios, using the transfection of pGL-3 in HeLa cells as a 
model.
Note: **P0.01.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; PAMAM, polyamidoamine.
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Figure S3 Flow cytometric analysis of the endocytosis of FITC-labeled PAMAM or AP-PAMAM after 2 h.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; FITC, fluoresceine isothiocyanate; PAMAM, polyamidoamine.

Figure S4 The confocal laser scanning microscope images of the intracellular distribution of FITc-labeled aP-PaMaM (A) and PaMaM (B) after 4 h.
Notes: Blue, nuclei (DAPI); red, lysosome (Lyso-Tracker Red); green, carrier (FITC labeled). The scale bar is 20 μm.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; DAPI, 4,6-diamidino-2-phenylindole; PAMAM, polyamidoamine.
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Figure S5 Cytotoxicity analysis of free nucleobase 2-amino-6-chloropurine using HeLa cell as a model.
Note: Data are expressed as mean ± sD of three experiments.

Figure S6 Inhibition of the formation of cell colony by p53 transfection mediated by different carriers: (A) control; (B) AP-PAMAM; (C) PAMAM/p53; and (D) aP-PaMaM/p53.
Note: The scale bar is 400 μm.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; PAMAM, polyamidoamine.

Table S1 Hydrodynamic diameter and zeta potential of AP-PAMAM/p53 nanoparticles at different N/P ratios

Nanoparticle N/P ratio Hydrodynamic  
diameter (nm)

Zeta potential 
(mV)

aP-PaMaM 809.2±18.9 30.1±2.2
PaMaM 686.2±22.1 44.4±1.8
aP-PaMaM/p53 15 125.6±10.4 10.9±0.8

25 143.2±4.5 15.8±3.2
30 108.9±3.5 17.5±2.3
40 141.8±2.9 24.1±1.4
50 199.7±7.8 27.4±3.1

Note: Data are expressed as mean ± sD of three experiments.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; PAMAM, polyamidoamine.
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Figure S7 relative activities of caspase-3, -8, and -9 after p53 transfection mediated by different carriers.
Note: **P0.01.
Abbreviations: AP-PAMAM, 2-amino-6-chloropurine-modified PAMAM; PAMAM, polyamidoamine.
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