
 

Sensors 2014, 14, 11427-11443; doi:10.3390/s140711427 

 

sensors 
ISSN 1424-8220 

www.mdpi.com/journal/sensors 

Article 

Effect of Pt Nanoparticles on the Optical Gas Sensing Properties 

of WO3 Thin Films 

Muhammad U. Qadri 
1,3,4

, Alex Fabian Diaz Diaz 
2
, Michaela Cittadini 

2
, Alessandro Martucci 

2
, 

Maria Cinta Pujol 
1,
*, Josep Ferré-Borrull 

3
, Eduard Llobet 

4
, Magdalena Aguiló 

1
  

and Francesc Díaz 
1
  

1
 Física i Cristal·lografía de Materials i Nanomaterials (FiCMA-FiCNA)-EMaS, Universitat Rovira i 

Virgili, (URV), Campus Sescelades, c/Marcel·í Domingo s/n, Tarragona 43007, Spain;  

E-Mails: muhammadusman.qadri@urv.cat (M.U.Q.); magdalena.aguilo@urv.cat (M.A.); 

f.diaz@urv.cat (F.D.) 
2
 Dipartimento di Ingegneria Industriale,Universita’ di Padova,Via Marzolo 9, Padova 35131, Italy; 

E-Mails: didialfanet@hotmail.com (A.F.D.D.); michela.cittadini@gmail.com (M.C.); 

alex.martucci@unipd.it (A.M.) 
3
 Dept. d’Enginyeria Electronica i Automatica-EMaS, Universitat Rovira i Virgili, (URV), Campus 

Sescelades, c/Marcel·í Domingo s/n, Tarragona 43007, Spain; E-Mail: josep.ferre@urv.cat 
4
 Microsystems and nanotechnologies for chemical analysis (MINOS-EMaS), Universitat Rovira i 

Virgili, (URV), Campus Sescelades, c/Marcel·í Domingo s/n, Tarragona 43007, Spain;  

E-Mail: eduard.llobet@urv.cat 

* Author to whom correspondence should be addressed; E-Mail: mariacinta.pujol@urv.cat;  

Tel.: +34-977-558-790; Fax: +34-977-559-563.  

Received: 12 March 2014; in revised form: 20 June 2014 / Accepted: 24 June 2014 /  

Published: 27 June 2014 

 

Abstract: Thin films of tungsten trioxide were deposited on quartz substrates by RF 

magnetron sputtering. Different annealing temperatures in the range from 423 to 973 K 

were used under ambient atmosphere. The influence of the annealing temperature on the 

structure and optical properties of the resulting WO3 thin films were studied. The surface 

morphology of the films is composed of grains with an average size near 70 nm for the 

films annealed between 773 and 973 K. Some of the WO3 thin films were also coated with 

Pt nanoparticles of about 45 nm in size. Spectrometric measurements of transmittance were 

carried out for both types of WO3 samples in the wavelength range from 200–900 nm, to 

determine the effect of the exposure to two different gases namely H2 and CO. Films 
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showed fast response and recovery times, in the range of few seconds. The addition of Pt 

nanoparticles enables reducing the operation temperature to room temperature.  

Keywords: WO3 films; optical gas sensing; H2; CO; gas; platinum nanoparticles 

 

1. Introduction  

Emissions of different toxic gases such as CO2, NOx, CO, C6H4, NH3, and CH4 from different 

sources such as industry and automobiles have been polluting our air. These gases can have serious 

toxic effects on all living beings, especially humans. The damages caused by these gases have 

increased the demand to control them in the atmosphere. Linked to the green economy and, especially, 

given the development of new energy systems based on fuel cells, the use of H2 gas has been 

increasing steadily in the last few years. This trend will continue in the years to come. Therefore, it is 

important to monitor H2 in the atmosphere because of its highly explosive nature and low ignition 

energy [1]. Solid-state gas sensors are very promising for detecting the abovementioned gases, because 

they represent low cost gas analyzer options [2]. 

Optical sensors have attracted a lot of interest in the last decades since they allow one to widen the 

range of operative parameters compared to electrical sensors: in fact, variation in intensity, frequency, 

polarization and phase of the transmitted/reflected light can be analyzed, and this can in principle 

improve the device performance by lowering the cross sensitivity among different gases. Some of the 

advantages of optical gas sensors over conventional conductometric gas sensors are their independence 

from electromagnetic noise and the possibility of implementing contactless read-out measurements. 

Eventually they can be implemented in optical fibers and integrated photonic devices allowing fast and 

easy signal transport and in situ measurements with a compact, flexible setup. Moreover they have the 

capability to transfer the information remotely through an optical fiber network. 

Tungsten trioxide, WO3, (hereafter TO) has attracted a great deal of interest in the last few years for 

gas sensing applications. A variety of methods such as radio frequency (RF) sputtering, thermal 

evaporation, sol-gel, anodization of tungsten films and other chemical synthesis methods have been 

used to prepare TO thin films for different applications such as electrochromic and optical devices [3–7]. In 

this paper, we have prepared TO thin films by RF magnetron sputtering. It has been reported in the 

literature that the fabrication of TO nanostructures by RF magnetron sputtering produces compact thin 

films with no incorporation of water in their crystal lattices and with a stoichiometry equivalent to the 

bulk structure [8]. Depending on the method employed for obtaining the films or the deposition 

conditions during the RF sputtering, TO films may present considerably different structural, optical 

and electrical properties. TO is a semiconducting material with a large band gap. The optical properties 

studied in the literature like band gap, spectral transmittance and absorption change of refractive 

indexes suggest that TO is a good candidate material for future photonic devices and for gasochromic 

platform based sensing devices [9].  
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The change in the optical absorbance experienced by oxide materials in the presence of different 

gases has been a topic of interest in the last years and several mechanisms for such a change have been 

discussed [10–13]. Being a wide band gap semiconductor, the sensing mechanisms of TO sensors 

derive from the multiple oxidation states of tungsten. For example, the W
6+

 ions present in TO can be 

reduced to W
5+

 during exposure to different reducing gases such as H2 or CO [14]. Additionally, 

oxidizing gases are usually chemically adsorbed at the surface of the WO3 film removing electrons 

from its conduction band. The result of these chemical reactions can be visualized through the change 

of the optical absorbance, serving as a base mechanism for the future optical gas sensor device. 

The functional properties of a TO optical gas sensor may be significantly enhanced by lowering the 

feature size to the nanoscale [15], by structuring film morphology and by improving the crystallographic 

texture of the grains within the film [16,17]. TO nanostructures (nanorods, nanowires … etc.) offer a 

high surface to volume ratio, which can lead to improved sensitivity towards gaseous components. 

Recently, TO waveguides activated with metallic nanowires on top have also been reported for 

hydrogen sensing [18].  

The gas sensitivity of metal oxides can be enhanced when they are combined with noble metals 

such as Pt, Au and Pd [11]. In a previously reported work, Yacoob et al. [14] have shown that 

composite WO3 thin films doped with Pt show a significant response at 373 K for optically sensing H2. 

Also, Gaspera et al. have shown in [19] that WO3 with noble metals such as Au or Pt shows opt-ical 

sensitivity towards H2 and CO at 373 K and at 623 K, respectively. Ando et al. [11] also demonstrated 

the optical gas sensing behaviour of composite WO3 films with noble metals (Pt, Au) with significant 

response at 473 K.  

In this paper, RF sputtered films were characterized using atomic force microscopy (AFM), X-ray 

powder diffraction (XRPD) and μ-Raman spectroscopy. The gas spectral response of such films 

(deposited onto quartz substrates) upon exposure to H2 and CO was studied. The observations were 

made in the UV-VIS-NIR spectrum (200–900 nm) at room temperature and at 573 K. The aim of this 

paper is to study the suitability of bare TO films for detecting the presence of gases by absorbance 

measurements, to evaluate the effect of nanometric roughness and crystalline structure in their optical 

gas response and to study the effect of the addition of Pt nanoparticles on the optical gas sensing 

properties of TO films. 

2. Experimental Section 

2.1. Preparation of the Films  

Thin film structures were prepared on 1 mm-thick, fused quartz substrates. The deposition of TO 

was performed by RF magnetron reactive sputtering using an ESM100 sputtering system (Edwards, 

Crawley, West Sussex, UK) with a planar magnetron cathode and a rotatable substrate holder.  

The sputtering atmosphere consisted of a mixture of Ar–O2 and its flow rate was controlled by separate 

gas flow meters to provide an Ar:O2 flow ratio of 1:1. The pressure in the deposition chamber was  

5 × 10
−3

 mbar. A tungsten target of 99.99% purity was used. The power was set to 200 W. The 

substrate was kept at room temperature during film deposition. These conditions of deposition allowed 

obtaining TO films with a thickness of 550 nm. These films were then annealed in ambient atmosphere 
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for 2 h at different temperatures ranging from 423 to 973 K. The heating and cooling ramps employed 

in the process of annealing were in both cases 20 K/min. 

The deposition of Pt nanoparticles (NPs) onto the TO thin films has been performed using the spin 

coating technique. Pt NPs, with average diameter of 10 nm, have been synthesized with the polyol 

method [20]: A solution 80 mM of chloroplatinic acid hydrate (H2PtCl6) in ethylene glycol was  

added to a solution of poly(vinyl pyrrolidone) 30 mM and sodium nitrate (NaNO3) with a ratio 

NaNO3/H2PtCl6 = 9 in ethylene glycol, at 433 K. Then, NPs were dispersed in ethanol leading to a 30 mM 

solution. The Pt NP-deposited samples were heated after the deposition at 473 K during 30 min. 

2.2. Characterization Techniques 

The surface microstructure of the films was examined by AFM (AFM-Pico Plus 2500 from Molecular 

Imaging, Bid-Service, LLC, Freehold, NJ, USA) operating in the tapping mode and by scanning 

electron microscopy (QUANTA 600 ESEM, FEI, Dawson Creek Drive, Hillsboro, OR, USA). X-ray 

powder diffraction (XRPD) measurements were made using a Bruker-AXS D8-Discover diffractometer 

(Bruker AXS Inc., Madison, WI, USA). The angular range was between 10° and 70° for 2θ, with an 

angular step of 0.05°, 3 s per step and sample rotation. Cu Kα radiation was obtained with a Cu X-ray 

tube operated at 40 kV and 40 mA. Also XRPD measurements were done using slow conditions with 

angular range between 10° and 70° in which the data were collected with an angular step of 0.02°, 16 s 

per step. With the data obtained from slow conditions, unit cell parameters were refined and the grain 

size was calculated using the Scherrer formula [21]. Raman spectroscopy measurements were 

performed at room temperature with an inVia Reflex Raman spectrometer (Renishaw, Gloucestershire, 

UK) equipped with a 786 nm diode laser. The optical transmittance was measured at room temperature 

under ambient atmosphere with a Lambda 950 spectrometer (Perkin Elmer, Waltham, MA, USA) in 

the range from 200–900 nm.  

Optical sensor functionality was studied by carrying out optical absorbance measurements over the 

wavelength range 200–900 nm using a commercial gas flow cell (Harrick, Pleasantville, NY, USA) 

coupled with a V-570 spectrophotometer (Jasco, Easton, MD, USA). The cell was provided with a 

heater in order to perform the gas sensing tests up to 673 K. The set-up was the same as fully described 

in a previous paper [22]. Gas flow was automatically controlled in order to get a continuous, 

reproducible gas flow inside the measurement chamber at concentrations up to 1 vol·% in dry air. The 

films were exposed to 1% v/v CO and 1% v/v H2 all balanced in dry air, at a flow rate of 0.4 L/min and 

at two different operating temperatures, namely room temperature (i.e., 298 K) and 573 K. The sample 

area was approximately 1 × 1.5 cm
2
 and the incident spectrophotometer beam was normal to the film 

surface and covering a 6 × 1 mm
2
 section area. All samples had the same thickness around 550 nm. 

3. Results and Discussion 

3.1. X-Ray Powder Diffraction  

We have investigated the structural properties of bare TO films by XRPD to identify their crystalline 

phase, degree of crystallinity and their possible phase modifications due to the different annealing 

temperatures used. The binary W-O system is rather complex with a large number of phases. Among 
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them, tungsten trioxide can crystallize in many polymorphs with various crystalline structures [9]. 

According to the literature, the most stable WO3 crystallographic phase at room temperature is the 

monoclinic structure with the space group P21/n.  

The obtained XRPD patterns are shown in Figure 1. To determine at which temperature the film starts 

to crystallize, a broad range of annealing temperatures from 423 K till 973 K was used. As it can be 

observed, TO films are amorphous when they were annealed in the temperature range from 423 to 573 K. 

It can also be observed that a crystalline sample is obtained when the annealing temperature is 773 K [16]. 

An improvement of crystallinity and increase of grain size in TO films when annealed at 773 K has 

been already reported by several authors [23–25].  

Figure 1. X-ray powder diffraction patterns of the TO films annealed in the range of 

temperatures from 423 K to 973 K and X-ray powder diffraction pattern of the WO3 films 

annealed at 973 K with Pt nanoparticles. 

 

This observed crystalline phase belongs to the monoclinic system with the space group P21/n,  

in which peaks can be identified using the ICCD 83-0950 pattern with dominant reflection peaks at 

(002), (020), (200) and (220). The absence of texturing in the film, and the lack of preferential 

orientation, as expected due to the amorphous nature of the used fused quartz substrate, can also be 

pointed out. The unit cell parameter of the monoclinic phase has been refined using the Fullprof 

software [26], in which the Rietveld method is used. The obtained parameters for the annealed sample 

at 973 K are a = 7.3043(4) Å, b = 7.5430(5) Å, c = 7.6912(4) Å and β = 90.897(1)°.  

In our case, for samples annealed at 773 K, 873 K and 973 K, the monoclinic phase is maintained. 

Also, further increasing of the annealing temperature, usually leads to an improvement in the 

crystallinity of the samples but this effect is hardly observed in our case. The grain size of crystalline 

samples was estimated using Scherrer’s equation, assuming spherical particles [21] and using the (002) 

peak. The value of grain size obtained was, in all cases, near 70 nm. 

  



Sensors 2014, 14 11432 

 

 

3.2. μ-Raman Measurements 

In order to understand in detail the crystalline structure of the films, μ-Raman spectroscopy was 

performed on the TO thin films annealed at 973 K. The spectrum is shown in Figure 2, in which the 

phonon peaks can be grouped in a set of two ranges: at high energies 600–900 cm
−1

 and at low 

energies at 30–400 cm
−1

. 

Figure 2. Raman spectra of the TO film annealed at 973 K. 

 

In Table 1 we indicate the values of the phonon modes of tungsten observed with μ-Raman. Raman 

bands in the 950–1050 cm
−1

 range can be assigned to a symmetric stretching mode of short terminal  

W = O bonds, νs. The relative intensity of the double W = O bond, typical of non bridging oxygen, is 

caused by the absorbed water molecules and is frequently seen in sputtered or evaporated films 

deposited at low temperatures (i.e., room temperature) [27,28]. These peaks are not observed in our 

samples, indicating that in our case the presence of adsorbed water is low. The bands in the 750–950 cm
−1

 

range are attributed to either the antisymmetric stretch of W-O-W bonds (i.e., ν[W-O-W]) or the 

symmetric stretch of (-O-W-O-) bonds (i.e., νs [-O-W-O-]) [23].  

Table 1. Raman modes for WO3 film prepared by RF magnetron sputtering. 

Raman Shift [cm
−1

] Assignment References 

806 W-O-W [24,25] 

713 W-O-W [25] 

326 (WO3) [4] 

272 
((O-W-O)  

δ (O-W-O) 
[25] 

182 W-W [25] 

132 - [25] 

We have observed Raman bands at 806 and 713 cm
−1

; as described above, these correspond to the 

stretching vibrations of the bridging oxygen. These bands were also recorded by Daniel et al. [27]. The 
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bands at 326 and 272 cm
−1

 can be assigned to δ (O-W-O) vibrations and υ (O-W-O) vibrations. The 

low phonon bands are attributed to lattice vibrations [24]. 

3.3. Surface Morphological Analysis  

The surface and structural morphology of TO thin films were examined by AFM and ESEM. A 

porous surface with small grain size is recommended for better gas sensitivity [29]. For sensing 

purposes, polycrystalline and small grains are advantageous because they lead to films with high 

surface areas for the gas to interact with [30]. On the other hand, a free smooth surface is desirable to 

obtain better optical response. 

3D AFM images of the crystalline films annealed at temperatures ranging from 773 to 973 K are 

presented in Figure 3a. The surface is made up of grains and voids with dimensions in the nanometer 

range. The presence of these voids within the film structure is favorable because they provide direct 

conduits for gas molecules to flow in from the environment. It can be observed that the grain size of 

the TO was found to be depending on the annealing temperature [31]. By increasing the annealing 

temperature, the surface roughness is increased, as indicated by a higher RMS value of the roughness 

shown in Table 2. This reveals an increase in the size of crystallites with the increase of the annealing 

temperature. These roughness values are in the range of 40–90 nm. The average grain size found with 

AFM of three different samples is 67 nm, which agrees well with the value obtained by XRPD. The 

growth of crystallites, observed to be vertical, could be related to the low rate of atom mobility on the 

surface of the substrates. 

Additionally, different regions of the same sample have been analyzed to evaluate its homogeneity. 

This can be observed in Figure 3b, which shows the AFM images of four different regions of the 

sample annealed at 773 K. From this figure it can be observed that samples are quite homogeneous. 

Figure 3. (a) AFM micrograph of three different samples annealed at temperatures ranging 

from 773 K to 973 K. I. annealed at 973 K, II. annealed at 873 K and III. annealed at 773 K; 

(b) AFM micrograph of four different regions of the same sample, annealed at 773 K. 

(a) 
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Figure 3. Cont. 

 

Table 2. Surface morphological analysis of different samples annealed on different 

temperatures using AFM.  

Sample I II III 

Annealing Temperature [K] 973 873 773 

RMS [nm] 90.66 44.76 42.17 

Average Roughness [nm] 85.01 43.23 40.32 

Average Height [nm] 96.44 53.55 49.20 

The surface morphology of the samples coated with Pt NPs has been studied using ESEM, as 

observed in Figure 4. These nanoparticles are visible as bright spots in the images. The size of the Pt 

nanoparticles has been estimated from the ESEM images using the software iTEM. Assuming that the 

nanoparticles are spherical, the size aspect usually considered is the diameter. 

The particle size distribution is a very important property in powders, and the particle growth 

processes influence on the size distribution. In [32,33], a description on how the process of nanoparticle 

formation by nucleation, condensation and particle growth leads to skewed, non-symmetrical size 

distributions such as the lognormal distribution (the symmetrical normal distribution is usually  

related to additive effects while the lognormal distribution is related to multiplicative effects [34]). 

Nanoparticles are expected to yield lognormal size distributions. Indeed, the size histograms of Pt 

nanoparticles on our WO3 thin films are well represented by a lognormal distribution. We fit the log 

distribution by lognormal function given by:  

N(d) = A exp [−(log d − log d0)
2
/2σ

2
]  

where N(d) denotes the lognormal distribution function being d the determined diameter, A is the 

amplitude of the mode, d0 is the statistical median of the studied diameter, and σ is the dimensionless 

geometric standard deviation (e
σ
 is the dispersion of the mode). The fits were done directly on the 

histogram data, and the results are summarized in Figure 4. As derived from Figure 4, we have an 

average size, d0, of 44 nm for the Pt NPs and the first interval of confidence of 68.3% of the size of 
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particles is [28 nm, 67 nm] ([d0/e
σ
, d0 × e

σ
] [33]. This observed size of the Pt NPs is larger than the one 

expected by the synthesis process, so this should be due to the fact that we are visualizing nanoparticle 

agglomerates, instead of single nanoparticles. Energy dispersive X-ray spectroscopy (EDS) has also 

been performed in order to confirm the presence of Pt NPs. Figure 5 shows the microanalysis graph of 

the Pt/WO3 thin film, and the energy and X-ray emitted by Pt confirms its presence on the doped films. 

Figure 4. ESEM image of Pt/WO3 Pt is visible as bright spots in the image, (inset) the 

image after size estimation. 

 

Figure 5. EDS graph of the WO3 assisted with Pt. 

 

3.4. Optical Characterization  

Figure 6 shows the transmittance curves of the TO thin films annealed at different temperatures 

starting from 423 K to 973 K. Transmittance values in the visible-NIR region range in the interval  

44% to 86%. The reflection losses (assuming an ideal flatness and not corrected in Figure 6), 

calculated using a refractive index value of 2.25 are near 15%.  
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The maxima and minima in the transmittance curves of these semitransparent films were ascribed to 

the optical interference that occur in the sputtered TO, due to the multiple reflections of the light when 

it travels through the thin film. In Figure 6, we plot the transmittance of the samples annealed  

for 2 h at different temperatures in the range from 423 K to 973 K. The sample annealed at 423 K 

presents low transmittance and a pattern with important oscillations due to interference in the WO3 

thin film. With increasing annealing temperature, between 473 K and 573 K, the samples present a 

similar behavior with an increase of the average transmission, but maintaining the interference fringe 

pattern. Increasing further the annealing temperature, at 773 K and 873 K, both the average transmission 

and the amplitude of the oscillations decrease. Finally, at 973 K, a clear decrease of the average 

transmittance is observed, and the amplitude of the oscillations is completely reduced. The 

disappearance of these maxima and minima for samples annealed at 973 K agrees with the increase in 

the roughness of the surface of the film by increasing the annealing temperature. As a result, the 

scattering increases in high temperature samples and then, the interference process is less probable. 

Furthermore, the decrease in the transmittance is related to the increase in the roughness (increase in 

the nanocrystalline grain size) as evidenced from AFM measurements.  

Figure 6. Transmittance measurements of the TO films annealed in the range of temperatures 

from 423 K to 973 K.  

 

Pt NPs don’t have visible surface plasmon resonance [35], so they do not present any optical 

response in the wavelength range studied. Therefore, the transmittance spectra of Pt/WO3 are not 

shown because there are no different features than those of bare WO3. 

3.5. Optical Gas Sensing 

The TO thin films have been subjected to optical gas sensing tests by measuring the optical 

absorption of the thin films under the presence of the two different gases: H2 and CO. These two gases 

do not present optical absorptions in the studied wavelength range. Three different samples annealed at 

the temperatures of 773 K, 873 K and 973 K were tested. As the samples are homogenous (as observed 
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by AFM), we expect that the measurement results are independent of the position of the optical spot in 

the surface of the sample.  

The bare TO films did not show any detectable gas response at room temperature and at 

temperatures below 473 K. Thus, the operating temperature was set to 573 K. Higher temperatures 

generate the appropriate oxygen surface species that will react with the gases, thus promoting an 

increase in sensitivity [36]. The optical absorption measurements for Pt/WO3 were tested at two 

different temperatures, first at room temperature and then at 423 K. 

The absorbance of a given sample exposed to the target gas and the absorbance of the sample 

exposed to air were compared to define response parameter as Optical Absorbance Change, ΔAbs: 

ΔAbs = Absgas – AbsAir  

The obtained ΔAbs for the four samples tested are shown in Figure 7.  

Figure 7. Optical Absorbance Change, ΔAbs = Absgas − AbsAir, curves of samples annealed 

at 773 K, 873 K and 973 K, for H2 and CO at operating temperature 573 K.  

 

As can be observed in Figure 7, the maximum ΔAbs for each sample occurs in the presence of H2. 

The optical response of the samples to H2 increased with the annealing temperature employed in their 

preparation. However, it can be seen that for each sample, the optimum wavelength for detecting H2 

varies (near 800 nm, 550 nm and 400 nm for samples annealed at 773 K, 873 K and 973 K, 

respectively). Bare TO films show some response to H2 and are almost irresponsive to CO. It should 

be pointed out that the TO films discussed here are not decorated with metal NPs and working  

at a temperature of 573 K. At such operating temperature they show an optical absorption change in 

the presence of H2, which was not observed in pure TiO2 at the operating temperatures of 673 K  

and 773 K [13]. 

The ΔAbs for Pt/WO3 samples, measured at room temperature and at 423 K and in the presence of 

CO and H2 gases (both at a concentration of 1% v/v) are shown in Figure 8. In the case of H2 measured 
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at 298 K ΔAbs maxima were observed at 850 nm and 660 nm, while at 423 K a further maximum  

at 400 nm appears. For the CO gas, only a small reduction in absorbance is observed at 423 K in the 

range from 350 nm to 900 nm. The ΔAbs at room temperature caused by the presence of H2 is found to 

be 0.006 at 850 nm. The ΔAbs caused by CO are minimal as compared to H2, for example, it is  

about 2.54 × 10
−4

 at 760 nm. In a previous publication, Ando et al. [11] did not report any response for 

Pt/WO3 composite films after exposing them to H2 at room temperature. At a working temperature of 

423 K, the maximum response to H2 recorded for our Pt/WO3 films was close to 0.015 (at 870 nm)  

and 0.013 (at 408 nm). Unlike for H2, when exposed to CO, there were not important changes in the 

response of Pt/WO3 operated at 423 K compared to those measured at RT. 

Figure 8. Optical Absorbance Change, ΔAbs = Absgas − AbsAir, curve of Pt assisted WO3, 

for H2 and CO at 423 K and room temperature. The red line indicates the zero change in 

the absorption. 

 

In view of showing that time resolved spectra can be employed as a way to analyze the dynamics of 

response and recovery cycles. Figure 9 shows the time-resolved measurements of the absorbance for 

Pt/WO3 films operated at different temperatures. Figure 9a corresponds to the time-resolved response 

to H2 operating the film at room temperature and measuring at 850 nm. Figure 9b corresponds to the 

response to CO at a working temperature of 423 K and measured at 650 nm. Finally, Figure 9c 

corresponds to the response to sequential dosing of H2 and CO, measured at 423 K and at a wavelength 

of 350 nm. The choice of the measurement wavelength is based on the optical response observed in 

Figure 8: If only H2 needs to be detected, it can be done at room temperature using the maximum 

ΔAbs observed at 850 nm. On the other hand, in order to enable CO detection, it is necessary to work at 

423 K and choose a wavelength in the range between 350 nm and 900 nm, where a reduction of 

absorbance is observed. Finally, in order to detect the two gases injected sequentially, the wavelength 

of 350 nm is chosen because the changes in absorbance for the two gases are of the same order of 

magnitude and of opposite sign. For Pt coated samples, the absorption change observed for H2, at  

850 nm is high compared to the other gases tested. This could be foreseen since Pt is known to 

increase the sensitivity towards H2 in metal oxides [22,37,38]. So, the observed optical absorption 
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change should be related to the adsorption of dissociated H
+
 on WO3 and the consequent change in 

optical properties of WO3. The Pt NPs are optically inactive in the studied wavelength range and their 

role is exclusively catalytic. Thus, the dynamic response of H2 at 850 nm could be measured at RT 

(observed in Figure 9a). The response time induced by a step change from air to H2 is around 6 min. 

Also, as reported earlier for other noble metals, the baseline is not fully recovered due to the slow 

recovery from H2 exposure at low operating temperatures [11]. Shanak et al. [12] report slow recovery, 

in the range of 50 min at room temperature, for Pt doped WO3 films. In contrast, here, we have 

comparatively fast response in the range of few minutes at room temperature. Probably the small size 

(in the range of nanometers) of our Pt NPs explains a higher catalytic activity, even at room temperature. 

In that case, Pt NPs either dissociate the hydrogen molecule and then hydrogen atoms spill over the 

metal oxide and diffuse until they reach a reaction site (active oxygen surface species) or promote the 

transfer of charge carriers between the gas molecule and the metal oxide via the Pt/TO interface (Fermi 

level control) [39]. Both these mechanisms eventually translate in changes in the optical properties of 

the material. 

Figure 9. Time resolved absorbance change (ΔAbs ) tests for a Pt/WO3 film operated at 

different temperatures (a) ΔAbs recorded at 850 nm for 1% v/v H2 operating the film at 

room temperature; (b) ΔAbs recorded at 650 nm for the 1% v/v CO operating the film at 

423 K (c) ΔAbs recorded at 340 nm for 1% v/v H2 and 1% v/v CO operating the film at 423 K. 

 

 

The dynamic responses at 650 nm for CO and at 340 nm for H2 and CO are plotted in Figure 9b,c, 

respectively. The response time for CO at 650 nm is about 300 s, but at 340 nm response time is reduced 

down to 40 s. Dynamic resistance measurements of Fe activated WO3 films for CO sensing at 423 K, 
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reported similar response times of about 64 s [40]. The response time for H2 is about 55 s at 340 nm. 

Longer response times of about 200 s have been obtained when using SnO2 nanoparticle films as 

resistive gas sensors for detecting H2 at 623 K [41].  

Ando et al. [11] reported that their sputtered Pt/WO3 composite films responded at a temperature  

of 473 K and found no response at room temperature. Shanak et al. [12] reported the colouration with 

undisclosed H2 concentration at room temperature. Both of them reported baseline recovery and slow 

recovery issues in the range of 50 min. Yaacob [14] also reported high response and recovery time in 

Pt/WO3 samples. The results on the gas sensing properties of Pt/WO3 presented here show high 

stability, and significantly faster recovery at room temperature and at 423 K than in previously reported 

studies. Table 3 summarizes the details of the responses at the different operating temperatures and 

different wavelengths employed. 

Table 3. Table summarizing gas responses and response times. 

Samples 
H2 CO 

Δabs τ Δabs τ 

WO3-Pt 300 K 0.006 (850 nm) 360 s (850 nm) 2.54 × 10−4 (760 nm) - 

WO3-Pt 423 K 
0.015 (870 nm) and  

0.013 (408 nm) 

40–45 s (650 nm)/ 

55 s (340 nm) 
~2.54 × 10−4 (650 nm) 

300 s (650 nm)/ 

40 s (340 nm) 

4. Conclusions 

We have investigated the optical and structural properties of TO thin films grown by RF sputtering 

with thickness near 550 nm. The annealing conditions control the final crystalline phase or amorphous 

form of the TO films. The crystalline phase identified using XRPD, of the films annealed at 773 K and 

above is monoclinic and the films annealed below 773 K are amorphous. The transmittance of the TO 

films decreased with the increase in the annealing temperature. The increase in the crystallinity causes 

the optical band-gap to shift to longer wavelengths. The functionality of these thin films has been 

analyzed under the presence of two different gases, namely, H2 and CO. These bare TO films show a 

minor optical response to H2. The TO films coated with Pt NPs show optical response at RT (which 

has not been reported in previously published works) and also at 423 K. The response time of several 

seconds at the operating temperature of 423 K is found to be in agreement with the literature. The best 

responses to the gases tested were obtained for the Pt containing samples operating at 423 K. This 

material was found to be highly sensitive to hydrogen. 

Acknowledgments 

This work was supported by the Spanish Government under projects MAT2011-29255-C02-02,  

TEC2010-21574-C02-02, TEC2012-32420, PI09/90527 and by the Catalan Authority under projects 

2009SGR235, 2009SGR 789, ICREA Academia Award (E. LL) and by the Research Centre on 

Engineering of Materials and Systems (EMaS) of the URV. M.U.Q. thanks the Catalan Government 

for the funds provided through the fellowship 2012FI_B2 00143. 

  



Sensors 2014, 14 11441 

 

 

Author Contributions 

M.U.Q. performed all experimental work, interpreted the data and mainly wrote the manuscript; 

A.D.D. and M.C. prepared Pt NPs and contributed to the optical gas measurement; A.M. contributed to 

the concept and supervised optical gas measurement interpretation of data; M.C.P., E.L.L. and J.F.B. 

contributed to the concept, to the writing and revised all the manuscript; M.A. and F.D. revised 

material preparation and structural characterization data and revised critically the manuscript. All 

authors read and have given a final approval of the version to be published. 

Conflicts of Interest 

The authors declare no conflict of interest. 

References 

1. Sumida, S.; Okazaki, S.; Asakura S.; Nakagawa, H.; Murayama, H.; Hasegawa, T. Distributed 

hydrogen determination with fiber-optic sensor. Sens. Actuators B 2005, 108, 508–514. 

2. Vallejos, S.; Khatko, V.; Aguir, K.; Nago, K.A.; Caladerer, J.; Garcia, I.; Cane, C.; Llobet, E.; 

Correig, X. Ozone monitoring by micro-machined sensors with WO3 sensing films. Sens. 

Actuators B 2007, 126, 573–578. 

3. Kitao, M.; Yamada, S.; Yoshida, S.; Akram, H.; Urabe, K. Preparation conditions of sputtered 

electrochromic WO3 films and their infrared absorption spectra. Sol. Energy Mater. Sol. C 1992, 

25, 241–255.  

4. Pyun, S.I.; Kim, D.J.; Bae, J.S. Hydrogen transport through r.f.-magnetron sputtered amorphous 

and crystalline WO, films. J. Alloy. Compd. 1996, 244, 16–22. 

5. Cantalini, C.; Sun, H.T.; Faccio, M.; Pelino, M.; Santucci, S.; Lozzi, L.; Passacantando, M. 

Sensitivity of WO3 thin film obtained by high vacuum thermal evaporation. Sens. Actuators B 

1996, 31, 81–87. 

6. Bell, J.M.; Green, D.C.; Patterson, A.; Smith, G.B.; Macdonald, K.A.; Lee, K.; Kirkup, L.; 

Cullen, J.D.; West, B.O.; Spiccia, L.; et al. Structure and properties of electrochromic WO3 

produced by sol-gel methods. Proc. Soc. Photo Opt. Instrum. Eng. SPIE 1991, 1536, 29–36. 

7. Mukherjee, N.; Paulose, M.; Varghese, O.K.; Mor, G.K.; Grimes, C.A. Fabrication of nanoporous 

tungsten oxide by galvanostatic anodization. J. Mater. Res. 2003, 18, 2296–2299. 

8. Nanba, T.; Takahashi, T.; Takada, J.; Osaka, A.; Miura, Y.; Yasui, I.; Kishimoto, A.; Kudo, T. 

Characterization of amorphous tungsten trioxide thin films prepared by rf magnetron sputtering 

method. J. Non Cryst. Solids 1994, 178, 233–237. 

9. Deb, S.K. Opportunities and challenges in science and technology of WO3 forelectrochromic and 

related applications. Sol. Energy Mater. Sol. C 2008, 92, 245–258. 

10. Ando, M; Kobayashi, T.; Haruta, M. Combined effects of small gold particles on the optical gas 

sensing by transition metal oxide films. Catal. Today 1997, 36, 135–141. 

11. Ando, M.; Chabicovsky, R.; Haruta, M. Optical hydrogen senstivity of noble metal- tungsten 

oxide composite films prepared by sputtering deposition. Sens. Actuators B 2001, 76, 13–17. 



Sensors 2014, 14 11442 

 

 

12. Shanak, H.; Schmitt, H. Fast coloration in sputtered gasochromic tungsten oxide films. Phys. Stat. 

Sol. A 2006, 203, 3748–3753. 

13. Buso, D.; Post, M.; Cantalini, C.; Mulvaney, P.; Martucci, A. Gold Nanoparticle-Doped TiO2 

Semiconductor Thin Films Gas Sensing Properties. Adv. Funct. Mater. 2008 18, 3843–3849. 

14. Yaacob, M.H.; Breedon, M.; Kalantar-zadeh, K.; Wlodarski, W. Absorption spectral response of 

nanotextured WO3 thin films with Pt catalyst towards H2. Sens. Actuators B 2009, 137, 115–120. 

15. Hassel, A.W.; Smith, A.J.; Milenkovic, S. Nanostructures from directionally solidified NiAl–W 

eutectic alloys. Electrochim. Acta 2006, 52, 1799–1804. 

16. Blackman, C.S.; Parkin, I.P. tmospheric Pressure Chemical Vapor Deposition of Crystalline 

Monoclinic WO3 and WO3-x Thin Films from Reaction of WCl6 with O-Containing Solvents and 

Their Photochromic and Electrochromic Properties. Chem. Mater. 2005, 17, 1583–1590. 

17. Ashraf, S.; Blackman, C.S.; Binions, R.; Parkin, I.P. The APCVD of tungsten oxide thin films 

from reaction of WCl6 with ethanol and results on their gas-sensing properties. Polyhedron 2008, 

26, 1493–1498. 

18. Nau, D.; Orzekowsky, R.B.; Seidel, A.; Meyrath, T.P.; Giessen, H. A Hydrogen Sensor Based on 

Metallic Photonic Crystal Slabs. OSA Tech. Dig. Photon. Cryst. Waveguid. Cavit. QFG [CD] 

2008, QFG2. 

19. Della, E.; Gaspera, M.A.; Yaacob, M.; Ou, J.; Kalantar-Zadeh, K.; Wlodarski, W. WO3-Au-Pt 

Nanocrystalline Thin Filmsas Optical Gas. Sens. Lett. 2011, 9, 1–5.  

20. Herricks, T.; Chen, J.; Xia, Y. Polyol Synthesis of Platinum Nanoparticles: Control of Morphology 

with Sodium Nitrate. Nano Lett. 2004, 4, 2367–2371. 

21. Cullity, B.D. Element of X-Ray Diffraction; Addison-Wesley: New York, NY, USA, 1978. 

22. Della, G.E.; Bersani, M.; Mattei, G.; Nguyen, T.; Mulvaney, P.; Martucci, A. Cooperative effect 

of Au and Pt inside TiO2 matrix for optical hydrogen detection at room temperature using surface 

plasmon spectroscopy. Nanoscale 2012, 4, 5972–5979 

23. Depero, L.E.; Groppelli, S.; Natali-Sora, I.; Sangaletti, L.; Sberveglieri, G.; Tondello, E. Structural 

Studies of Tungsten–Titanium Oxide Thin Films. J. Solid State Chem. 1996, 121, 379–387. 

24. Gorokh, G.; Mozalev, A.; Solovei, D.; Khatko, V.; Llobet, E.; Correig, X. Anodic formation of 

low-aspect-ratio porous alumina films for metal-oxide sensor application Electrochim. Acta 2006, 

52, 1771–1780. 

25. Washizu, E.; Yamamoto, A.; Abe, Y.; Kawamura, M.; Sasaki, K. Optical and electrochromic 

properties of RF reactively sputtered WO3 films. Solid State Ionics 2003, 165, 175–180. 

26. Rodriguez-Carvajal, J.; Brilluin, L.L. Short Reference Guide for the Computer Program FULLPROF; 

CEA-CNRS: Paris, France, 1998. 

27. Weckhuysen, B.M.; Jehng, J.-M.; Wachs, I.E. In Situ Raman Spectroscopy of Supported 

Transition Metal Oxide Catalysts: 18O2−16O2 Isotopic Labeling Studies. J. Phys. Chem. B 2000, 

104, 7382–7387. 

28. Daniel, M.F.; Desbat, B.; Lassegues, J.C.; Gerand, B. Figlarz, M. Infrared and Raman study of 

WO3 tungsten trioxides and WO3, xH2O tungsten trioxide tydrates. J. Solid State Chem. 1987, 67, 

235–247. 

29. Shimizu, Y.; Egashira, M. Basic aspects and challenges of semiconductor gas sensors. MRS Bull. 

1999, 24, 18–24. 



Sensors 2014, 14 11443 

 

 

30. Moseley, P.T. Solid State Gas sensors. Meas. Sci. Techn. 1997, 8, 223–237. 

31. Joraid, A.A.; Alamri, S.N. Effect of annealing on structural and optical properties of WO3 thin 

films prepared by electron-beam coating. Phys. B 2007, 391, 199–205. 

32. Granqvist, C.G.; Buhrman, R.H. Ultrafine metal particles. J. Appl. Phys. 1976, 47, 2200–2219.  

33. Soderlund, J.; Kiss, L.B.; Niklasson, G.A.; Granqvist, C.G. Lognormal size distributions in 

particle growth processes without coagulation. Phys. Rev. Lett. 1998, 80, 2386–2388. 

34. Limpert, E.; Stahel, W.A.; Abbt, M. Log-normal Distributions across the Sciences: Keys and 

Clues. BioScience 2001, 51, 341–352. 

35. Johnson, R.C.; Li, J.; Hupp, J.T.; George, C. Schatz, G.C. Hyper-Rayleigh scattering studies of 

silver, copper, and platinum nanoparticle suspensions. Chem. Phys. Lett. 2002, 356, 534–540. 

36. Sahm, T.; Gurlo, A.; Bârsan, N.; Weimar, U. Basics of oxygen and SnO2 interaction; work 

function change and conductivity measurements. Sens. Actuators B 2006, 118, 78–83. 

37. Sekimoto, S.; Nakagawa, H.; Okazaki, S.; Fukuda, K.; Asakura, S.; Shigemori, T.; Takahashi, S. 

A fiber-optic evanescent-wave hydrogen gas sensor using palladium-supported tungsten oxide. 

Sens. Actuators B 2000, 66, 142–145. 

38. Kohl, D. The Role of Noble Metals in the Chemistry of Solid-state Gas Sensors. Sens. Actuators B 

1990, 1, 158–165 

39. Mizsei, J. H2-induced surface and interface potentials on Pd-activated SnO2 sensor films.  

Sens. Actuators B 1995, 28, 129–133. 

40. Ahsan, M.; Tesfamichael, T.; Ionescu, M.; Bell, J.; Mott, N. Low temperature CO sensitive 

nanostructured WO3 thin films doped with Fe. Sens. Actuators B 2012, 162, 14–21. 

41. Kwak, K.; Wang, J.; Meang, S.; Kim, S.H. Hydrogen sensing properties of dielectrophoretically 

assembled SnO2 nanoparticles on CMOS-compatible micro-hotplates. Nanotechnology 2011, 22, 

445501–445508. 

© 2014 by the authors; licensee MDPI, Basel, Switzerland. This article is an open access article 

distributed under the terms and conditions of the Creative Commons Attribution license 

(http://creativecommons.org/licenses/by/3.0/). 


