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Abstract 
Dissolution of the (100) face of octacalcium phosphate (OCP) single crystal in weak acidic solu-
tions (pH = 6.5; 25˚C) was observed in situ using atomic force microscopy. Monomolecular steps 
(2.0 nm high) were observed; they originated from etch pits or crystal edges. Advancement of the 
dissolution process led to precipitation of nanoparticles as small as ~10 nm even though the solu-
tion was undersaturated with respect to OCP. This precipitation of nanoparticles was accompa-
nied by a drastic decrease in the dissolution rate; however, the substrate OCP continued to dis-
solve, indicating that dissolution and growth occurred simultaneously on the same surface. The 
precipitated nanoparticles coalesced and eventually covered the entire surface without changing 
the surface morphology of the substrate crystal. The step height after complete coverage was ~2.0 
nm, the same as that observed on the dissolving OCP surface. These findings indicate that the pre-
cipitated phase was a pseudomorph of OCP crystal. 
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1. Introduction 
Human tooth enamel is composed of rod-like carbonate-containing fluoridated hydroxyapatite micro-crystals [1] 
[2] and is the hardest tissue in the body. The crystals have high crystallinity elongated in the c-axis direction, 
and are parallel to each other [3]-[6]. In the early stage of enamel formation, the crystals are extremely thin rib-
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bons that are dispersed in the enamel matrix [7]. These ribbons thicken during the maturation stage, and most 
organic components such as proteins exit the matrix [8]-[10], resulting in the formation of densely packed rod- 
like enamel crystals with a small amount of organic components remaining between them [11].  

Intensive studies have been carried out to clarify the formation mechanism of tooth enamel; however, it 
still remains unclear. Several models of the enamel crystal formation have been proposed over the past 40 
years [12]-[17]; the latest one is multi-step formation of enamel apatite from the amorphous phase with the 
aid of amelogenin molecules [18]-[21]. During the formation of tooth enamel, octacalcium phosphate 
(Ca8(HPO4)2(PO4)·5H2O; OCP) is assumed to appear as the intermediate phase and to play a key role in enamel 
apatite formation [13]-[17]. This assumption is based on the fact that OCP structurally resembles hydroxyapatite 
(Ca10(PO4)6(OH)2; HAP) and is its thermodynamically metastable phase. The OCP usually crystallizes as a thin 
blade or long ribbon in vitro and resembles the morphology of enamel crystals during their early stage.  

Transmission electron microscopy observations have shown that HAP epitaxially grows on the OCP (100) 
face [14]-[16]. Therefore, the mechanism of transformation from OCP to HAP is the key to clarifying the ena-
mel formation process. The details of this process thus need to be clarified. For example, it is unclear whether 
the OCP dissolves prior to HAP formation. This question is related to the cluster growth model of HAP. Pre-
vious investigations have shown that HAP grows with the calcium phosphate clusters as a growth unit under 
physiological solution conditions [22]-[25]. Since OCP contains the same cluster unit in its structure, direct 
structure-reconstruction to HAP is possible. Partial dissolution of OCP might occur, observable as the collapse 
of the crystal surface. Direct epitaxial growth of HAP without dissolution of OCP does not occur in this struc- 
ture-reconstruction model.  

If the OCP did not structurally resemble HAP, which seems inconsistent with the apatite-like layer in the OCP 
structure, HAP would simply grow after OCP dissolution due to their difference in solubility. In both HAP for-
mation models, the key point is the dissolution of OCP; however, there have been no direct investigations of 
OCP dissolution. We have performed in situ observation of the dissolution of the OCP (100) face in weak acidic 
solutions at room temperature using atomic force microscopy (AFM). 

2. Experimental 
2.1. Solution Preparation 
Simple NaCl solutions buffered using two different reagents were prepared in this investigation. One contained 
50 mM NaCl buffered using 50 mM 2-(N-morpholino)ethanesulfonic acid (MES)-NaOH at pH 6.5 (25˚C), and 
the other contained 50 mM NaCl buffered using 50 mM sodium acetate-acetic acid at the same pH and temper-
ature. Both solutions were filtering using 0.22-μm-pore syringe-type filters immediately before being used in 
AFM observations. 

2.2. AFM Observations 
AFM observations were done both in air (ex situ) and in solution (in situ). A Multimode-8 AFM (Bruker AXS 
Co.) was used for all observations.  

A silicon single-crystal cantilever with a spring constant of 0.4 N/m was used for the observations in air. The 
radius of the tip curvature of the cantilever was ~2 nm. High-speed tapping mode (4 Hz scan rate and 512 scan 
lines) was used.  

A silicon-nitride cantilever with a spring constant of 0.8 N/m was used for the observations in solution. The 
radius of the tip curvature of the cantilever was ~2 nm. The sample crystal was set in an O-ring-sealed glass cell. 
It was connected to a solution reservoir (syringe with 5 mL volume), and the solution was refreshed every 1.5 h 
after observation started. Peak-force tapping mode (2 Hz scan rate and 384 scan lines) was used. When the dis-
solution rate was very low in the late stage of reaction, the number of scan lines was increased to 512. Images of 
the reaction process were continuously captured; the recording time per image was ~2.5 min in the case of 384 
scan lines. The image gain and peak-force set point control parameters were manually set and then adjusted as 
needed during the observation. 

2.3. OCP Single-Crystal Synthesis 
Supersaturated calcium phosphate solutions were prepared by mixing appropriate volumes of 10 mM 
Ca(CH3COO)2·H2O and 40 mM NaH2PO4∙2H2O stock solutions with a sufficient amount of ultra pure water to 
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achieve a final volume of 400 mL, a Ca/P molar ratio of 1.33, and the final Ca and PO4 concentrations of 2.22 - 
2.50 mM and 1.67 - 1.88 mM, respectively. The reaction vessel was sealed and placed in a thermostated incu-
bator (60˚C) without stirring for 15 - 23 h. OCP crystals grew both on the solution-air interface and on the bot-
tom of the vessel. Clouding of the solution due to continuous nucleation in the solution was not observed irres-
pective of the initial solution concentration. The solution pH decreased with the growth of OCP crystals, and the 
final solution pH was between 5.73 and 6.01. 

After the reaction was completed, the solution was quickly removed by using a suction pump and a cellu-
lose-acetate membrane filter with a pore size of 0.2 μm (ADVANTEC). Residual solutions around the OCP 
crystals were absorbed using soft paper, and the crystals were immediately rinsed using suction pump filtration 
and a mixed alcohol solution (99.5% ethanol and 99.5% 2-isopropanol at a volume ratio of 1:1). The rinsing was 
performed three times, and then the crystals were dried in an incubator at 37˚C. The dried crystals were wrapped 
in charta and kept in a dry incubator (humidity less than 30%). All reagents used were reagent grade, and ultra 
pure water (BIOPACK®, Q-POD, specific resistance of 18.2 MΩ, TOC of 2 ppb) was used throughout the expe-
riments. 

2.4. Crystal Characterization 
The synthesized crystals were characterized using an X-ray diffractometer (XRD) (Rint 2500, Rigaku; monoch-
romated CuKα, 200 mA, 50 kV). 

3. Results and Discussion 
3.1. Grown Crystals and Their XRD Patterns 
Figure 1(a) shows a transmission optical microscopy image of a synthesized crystal. The crystals typically had 
an elongated thin plate with a curved tip, like that of a Japanese sword. Many tiny crystals co-precipitated on the 
surface irrespective of the initial solution concentration. This co-precipitation always occurred when the size of 
the grown crystals exceeded ~0.3 mm. While the crystallographic orientations of the tiny crystals varied, they 
tended to take the same orientation as that of the substrate crystal as they increased in size. 

Figure 1(b) shows an XRD pattern of grown crystals. The characteristic 100 peak of OCP at 2θ = 4.7˚ was 
sharp and intense [26]. Neither the peak at 2θ = 10.8˚ for HAP, nor that at 2θ = 11.0˚ for dicalcium phosphate 
dehydrate, was observed, indicating that the synthesized crystals were only OCP (see expanded inset). Thin-film 
XRD measurements (data not shown) showed that the well-developed face of crystals corresponded to (100). 

There was little remarkable peak at around 2θ = 10˚ - 20˚, where many small peaks normally appear for ordi-
nary single-crystal OCP. This suggests that the crystallographic symmetry of the grown crystals might have 
been higher than that of ordinary OCP crystals, although the morphology of the growth hillock observed on the 
(100) face did not show the regular morphology corresponding to a highly symmetrical crystal, as described be-
low. This means that any change in the structural symmetry was very small even if it actually occurred. 

Figure 1(c) shows another XRD pattern for crystals grown in this investigation. Note that the small sub-peak 
at 2θ = 4.4˚ was closed to the most intense 100 peak (see expanded inset); this has not been previously reported 
for XRD patterns of OCP crystals. The position of this sub-peak depended on the growth condition, and some- 
times there were several such sub-peaks. Whether there is systematic correlation between the growth conditions 
and the appearance of sub-peaks has not yet been clarified.  

The appearance of sub-peaks could be related to the structure of the HPO4-OH layer in the OCP. A recent in-
vestigation showed that the XRD pattern of OCP lacked the 100 peak when the HPO4-OH layer disappeared in 
the OCP structure [27]. While this pseudo-OCP consisted of stacked apatite-like layers, the XRD pattern did not 
show a peak at 2θ = 10.8˚, which corresponds to HAP. Raman and Fourier-transformed infrared spectroscopies 
also did not show any sign of HAP. If the HPO4-OH layer was expanded or shrunk by some means, the sub- 
peaks around the 100 main peak might appear because the 100 peak is strongly related to the physical property 
of the HPO4-OH layer. Our XRD data suggest that the OCP structure is flexible and could take several metasta-
ble forms corresponding to slight differences in the growth conditions.  

3.2. Synthesized OCP Surface Morphology 
Figure 2(a) shows an AFM image of a grown OCP (100) face. The XRD pattern of the crystal showed a small  
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Figure 1. (a) Synthesized OCP single crystal; (100) face was well developed; (b) Powder XRD pattern of OCP crystals. 
Most intense peak (at 2θ = 4.7˚) corresponds to 100 diffraction. Inset shows expanded XRD pattern at low 2θ values (c) 
Powder XRD pattern of OCP crystals showing pattern different from that of ordinary OCP. Small sub-peak appeared at 2θ = 
4.4˚. Expanded XRD pattern in inset clearly shows this sub-peak.                                                       
 

 
Figure 2. (a) AFM image of OCP (100) face observed in air. Asymmetric rectangular growth hillock, especially in direction 
of arrow, was observed. Surface was covered with particles of various sizes; (b) Enlarged image of (a). Growth hillock was 
constructed of spiral steps. Arrow shows spiral center.                                                              
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sub-peak close to the 100 peak. The surface was covered with small particles of various sizes. These particles 
were observed on the surface even though the alcohol rinsing was quickly performed. Their appearance was not 
due to the use of alcohol because rinsing with pure water had the same result. Their size, number, and shape dif-
fered between growth experiments. In some cases, their size exceeded 200 nm, and they had irregular shapes, 
resembling those of droplets. When the crystals were kept at low humidity (30% - 35%) in air, they were stable 
on the order of months. However, at higher humidity, the particles disappeared and the surface became macros-
copically flat (although rough in nanometer scale) within a day. The origin of these particles was probably sub- 
microliter aliquots remaining on the surface when the crystals were removed from the mother solution. The re-
sidual drops on the surface immediately reacted with the substrate crystal and solidified. 

As shown in Figure 2(a), a growth hillock was clearly observed on the surface. It had an asymmetrical shape, 
especially for the orientation indicated by the arrow. The inter-step distances on the right side were wide while 
those on the left side were narrow, indicating asymmetric bond-strength depending on the orientation. 

The enlarged image in Figure 2(b) clearly shows that the growth hillock was constructed of spiral steps. The 
arrow indicates the spiral center corresponding to screw- or mixed-type dislocation ends. The spiral direction 
was clock-wise. The growth mechanism of OCP crystal has not yet been clarified, and the kind of growth 
(two-dimensional nucleation or spiral) that occurs on the surface has not been determined. Our observations 
have shown that spiral growth at least occurs on the (100) face. Although the height of each step was difficult to 
determine accurately due to the precipitated particles, the average height was ~2.0 - 2.5 nm.  

3.3. OCP (100) Face Dissolution 
Figure 3 shows a series of in situ AFM images of (100) face dissolution. The XRD pattern of the crystal cor-
responded to that of ordinary OCP without sub-peaks, such as shown in Figure 1(c). The dissolution behavior of 
OCP showing sub-peaks in the XRD pattern, however, was qualitatively the same as that of this ordinary OCP 
without sub-peaks. 

We found that the dissolution behaviors for the two NaCl solutions with different buffers were qualitatively 
the same. Therefore, only the results for the solution buffered using MES are described here.  

When the solution was injected into the cell, the particles observed on the original surface immediately dis-
appeared and step trains due to dissolution developed on the surface (Figure 3(a)). Figure 3(a) (and Figures 
3(c)-(h)) was obtained by applying second-order flattening to the entire image and first-order line-by-line plane- 
fit for both the x- and y-directions to the raw image. This was done to make it easier to see the images. The im-
age in Figure 3(b) is of the same position as that in Figure 3(a), but first-order flattening and xy plane-fit were 
applied to show the height difference. The section profile along the line A-B (inset in lower part of image) 
shows that the minimal dissolution step height was 2.00 ± 0.07 nm. This is slightly larger than that expected 
from the unit cell parameters and the OCP symmetry, 1.86 nm. This suggests that the unit cell parameters and 
symmetry of the synthesized OCP differed slightly from those previously reported for OCP [26]. 

The duration from solution injection to starting observation was less than 30 s; however, almost all the par-
ticles on the surface observed in air dissolved. The observed steps (see Figure 3(a)) moved quickly, which made 
it impossible to maintain the step image between two continuous scanned frames. As shown in Figure 3(c) (af-
ter 2.5 min), the step morphology (inclination of each step in y-direction) differed from that shown in Figure 
3(a). This was due to the time needed to complete the scanning of each image. Since ~2.5 min was needed to 
obtain one image, advancement of a step near the upper part of the observed area differed from that of one near 
the lower part due to the high step velocity, as shown by a comparison of the two parts with those in the pre-
vious image. 

At 2.5 minutes after starting observation, small particles ~10 nm in diameter and ~3 nm in height suddenly 
appeared on the surface, as seen in Figure 3(c). The duration until the first observation of precipitated particles 
depended on the crystals. In many cases, it occurred within 15 min, but in some cases ~1 h was necessary.  

These particles were not dust particles in the solution because their number quickly increased over time 
(Figure 3(d)). The precipitation of materials clearly occurred although the bulk solution was undersaturated 
(−100%) with respect to the calcium phosphates. When the precipitation started, the velocity of the original steps 
drastically decreased. The inclination of each step shown in Figure 3(d) in the y-direction was almost the same 
as that for the ones shown in Figure 3(a), indicating that the scan rate was high enough to maintain the step 
morphology between two continuous scanned frames. However, the OCP surface continued to dissolve despite 
the precipitation. The morphology of the step front (shown by the arrows in Figure 3(d)) became irregular, par-  
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Figure 3. In situ AFM imagaes of OCP (100) face dissolving in weak acidic solution. (a) Dissolution steps observed imme-
diately after starting observation (0 min); (b) Same area as shown in (a) after applying first-order flattening to raw image. 
Section profile along A-B line shows that minimal height of dissolution steps was 2.00 ± 0.07 nm; (c) Image after 2.5 min. 
Small particles (~10 nm) started to precipitate on surface although solution was undersaturated with respect to OCP; (d) Im-
age after 5 min. Number of particles increased, but substrate OCP continued dissolving, as shown by irregular morphology 
of step front (arrows); (e) Precipitated particles started to coalesce (7.5 min); (f) Coalesced particles created marble pattern 
on surface (10 min); (g) OCP surface was fully covered with coalesced particles (18 min); covereing layer was porous; (h) 
Surface after 2 h. Note that surface pattern was essentially the same as that of original OCP. Minimal step height was ~2.0 
nm, the same as that observed in (a).                                                                                
 
ticularly when the dissolution was slow. Figure 3(d) revealed that the precipitated materials were not OCP be-
cause, if the materials had been OCP, the surface would have turned to growth and each step would have moved 
in the opposite direction due to particle incorporation. These results clearly show that the dissolution of substrate 
OCP and the growth of a phase other than OCP simultaneously occurred on the same surface. 

At 7.5 min after starting observation (see Figure 3(e)), the precipitated particles started to coalesce, and their 
behavior resembled that of droplets. At 10 min (Figure 3(f)), the surface showed a marble pattern due to particle 
coalescence, and it was fully covered by precipitated material at 18 min (Figure 3(g)). The covering material 
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was porous; it is seen as many tiny black dots in the image. The process from first precipitation of particles to 
coverage of the entire surface due to coalescence completed very quickly, ~20 min. This time was independent 
of the incubation time until the first precipitation of particles. 

 After the coverage of entire OCP surface, pores in the precipitated phase gradually became buried over time 
(on the order of hours). Figure 3(h) shows the image captured at 2 h after starting observation. The minimal step 
height in Figure 3(h) was ~2.0 nm, the same as that for the image shown in Figure 3(b), and the surface mor-
phology after coverage was essentially similar to that of the original dissolved OCP surface. These results indi-
cate that the precipitated phase was a pseudomorph of OCP.  

The precipitation of particles probably occurred due to a local increase in the calcium phosphate concentration 
at the interface due to OCP dissolution. This means that the precipitated particles had lower solubility than OCP 
ones. Among the calcium phosphates that appear at room temperature under a neutral pH condition, only HAP 
holds true in this situation. Of particular interest is that each particle took an irregular form when it coalesced 
with other particles (see Figure 3(e) and Figure 3(f)), suggesting that the particles were amorphous-like materi-
al. Amorphous calcium phosphate, of course, does not correspond to this material because its solubility is much 
higher than that of OCP. Therefore, the precipitated particles were probably amorphous HAP, which has not 
been previously found. A detailed characterization of this unknown phase will be reported in a forthcoming ar-
ticle. 

After coverage by this unknown phase, the surface again started to dissolve, but the dissolution rate was much 
lower than that of the OCP in the initial reaction stage (before particle precipitation). Although quantitative 
analysis of the dissolution rate has not been performed, the rate for the unknown phase was assumed to be less 
than 1/5 for OCP. This is consistent with the unknown phase having lower solubility than OCP. 

4. Conclusion 
Dissolution of synthesized OCP single crystal (100) face was first observed using in situ AFM. Our investiga-
tion has revealed important information about the phase transformation from OCP to HAP. That is, there may be 
a transformation mechanism that differs from those of two conventional models of transformation, i.e., epitaxial 
growth of HAP on OCP and direct structure-reconstruction between OCP and HAP. This new mechanism is the 
intermediate-phase (amorphous HAP?) based pseudomorphic transformation. A peritectic reaction would likely 
occur between OCP and this new intermediate phase after pseudomorph formation, and entire crystal likely 
changes to HAP when the solution is supersaturated with respect to HAP. Clarification of this new mechanism 
would greatly contribute to understanding the formation mechanism of human tooth enamel. 
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