
Analyst

CRITICAL REVIEW

Cite this: Analyst, 2016, 141, 3126

Received 2nd April 2016,
Accepted 20th April 2016

DOI: 10.1039/c6an00773b

www.rsc.org/analyst

Functionalization of metal nanoclusters for
biomedical applications
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Metal nanoclusters (NCs) are emerging as a new class of functional nanomaterials in the area of biological

sensing, labelling, imaging and therapy due to their unique physical and chemical properties, such as

ultrasmall size, HOMO–LUMO transition, strong luminescence together with good photostability and bio-

compatibility. A recent surge of interest in this field is the surface functionalization of these metal NCs

through which one can tailor their physicochemical properties, such as stability in solution, and strong

luminescence, as well as their biodistribution and toxicity in biological systems, which in turn can

empower these functionalized NCs with desirable targeting, imaging, and therapeutic ability for bio-

medical applications. In this review, we first introduce the functionalization strategies for the metal NCs

developed in the past few years, followed by highlighting some biomedical applications of these functio-

nalized metal NCs. We then discuss the difference of in vitro and in vivo fate as well as toxicity between

various functionalized metal NCs. Finally, we present a short discussion on the current challenges and

provide an outlook of the future developments of these functional metal NCs.

1. Introduction

Metal nanoclusters (NCs), consisting of several to tens of
atoms with a core size below 2 nm, have recently emerged as a

new class of functional materials. Due to their ultrasmall size
approaching the Fermi-wavelength of electrons, metal NCs
exhibit discrete energy levels and a multitude of molecular-like
properties,1,2 such as HOMO–LUMO transition, tunable
luminescence, large Stokes shift, quantized charging, mole-
cular chirality and magnetism.3,4 Recently, various kinds of
metal NCs including gold (Au), silver (Ag) and copper (Cu) NCs
have been widely exploited for applications in the area of bio-
logical sensing, labelling, imaging and therapy.5,6 These metal
NCs can produce multitudinous measurable signals, such as
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luminescence and chemiluminescence, and have some distinc-
tive features such as ultrafine size with narrow size distri-
bution, and good photo-stability and biocompatibility.
Because of all these unique attributes, metal NC based plat-
forms have shown some superior performances over nano-
particles (NPs) in biomedical applications.7 For example, the
use of large NPs may cause severe side effects in the body par-
ticularly in the liver and spleen when they are used in the in
vivo set-up, since these NPs might not be able to escape from
the kidney barrier. In contrast, the ultrafine size of metal NCs
allows them to be efficiently cleared from the body without
causing severe side effects.

In biomedical research, it is highly desired to develop
reliable, sensitive, and biocompatible platforms. Sometimes,
the materials need to maintain their intrinsic properties, such
as stability, imaging, and therapeutic ability as well as target-
ing ability while facing the challenges of a complex matrix, cel-
lular media or an in vivo environment, which are known to be
consisting of a large number of proteins, thiols, amino acids,
cells and other species or having a strong ionic strength.
Therefore, it is extremely important to firmly control the surface
chemistry of these materials since they play a major role in con-
trolling many of the physicochemical properties of functional
nanomaterials. Similar to other nanomaterials, the physico-
chemical properties of metal NCs could also be significantly
influenced by the alteration of their surface chemistry.1 For
example, the luminescence properties of Au NCs would not only
be affected by the nature of the surface ligands, but also be sus-
ceptible to the environmental pH and temperature.8,9 The stabi-
lity of these metal NCs could be further improved if the ligand
shells are properly engineered on their surface.10–12 In fact, the
ensuing research revealed the importance of functionalization
of metal NCs to empower them with new biomedical functions
as well as to finally improve their performance in applications
including sensing, imaging, and therapeutics.7,13,14

While the synthesis, properties and biomedical applications
of NCs have been published in some recent reviews, a concrete
review related to their surface functionalization has not been
summarized to date.5,13–15 Therefore, it would be of great
importance to shed light on how to functionalize these metal
NCs to fulfil the desired biomedical applications. The under-
standing of their functionalization properties can not only
provide impactful insight into the surface properties of these
metal NCs with respect to their interaction in the cellular
medium but also can offer the basis to further design smart
multifunctional metal NCs for practical applications. In line
with this effort, this review will first focus on discussing the
strategies related to the functionalization of metal NCs, fol-
lowed by highlighting some biomedical applications of these
functionalized NCs. Thereafter, we will summarize recent
studies about the biodistribution and toxicity of metal NCs
and then discuss the difference of the in vivo fate between
various functionalized NCs. Finally, we will present a short dis-
cussion on the current challenges and give the outlook of the
future developments of these functional metal NCs.

2. Functionalization of metal NCs

Benefiting from the contributions toward the developments of
surface functionalization strategies, a number of methods
have been established to either customize the metal NCs with
necessary functional groups such as biomolecules and poly-
mers, or to immobilize these metal NCs with a variety of in-
organic nanostructures to further improve their performance
in the biological set-up. In general, the surface functionali-
zation of these metal NCs can be accomplished through two
different ways: in situ functionalization during the synthesis
and post-synthesis functionalization (after the synthesis). In
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the following, we will discuss these two strategies by highlight-
ing some examples.

2.1 In situ functionalization during synthesis

2.1.1 Thiols as protecting ligands. The use of thiols as
surface protecting ligands can be traced back to the last
century during the study of self-assembled monolayers on gold
surfaces.16 It is now generally accepted that the strength of a
thiolate–gold bond is close to that of a gold–gold bond, which
means that thiolate ligands can modify the gold–gold bonding
and result in the formation of a gold–sulfur interface.17 The
robust covalent bond between gold and thiols first followed
the exploitation of thiols as protecting ligands for the syn-
thesis and functionalization of metal NPs and later made an
impact on the pace of subsequent development of the thiolate-
protected metal NCs (or thiolated NCs for short). In their early
work, Whetten, Murray and other groups reported the success-
ful synthesis and characterization of a number of thiolated Au
NCs.18–20 Since then thiol-containing ligands remain as one of
the most commonly used ligands for the synthesis, stabili-
zation as well as the functionalization of metal NCs.8 The ease
of availability as well as the rich surface chemistry of many
thiol-containing compounds, including thiol-containing orga-
nosulfur compounds (e.g., mercaptobenzoic acid (MBA) and
lipoic acid (LA)), thiol-containing peptides (e.g., tri-peptide,
glutathione (GSH)), thiol-containing polymers (e.g., thiol ter-
minated poly(ethylene glycol) (SH-PEG)), and thiol-containing
amino acids (e.g., cysteine) have allowed researchers to use
them as functional ligands for metal NCs with a potential for
their use in many biomedical applications.

The strong bond between thiols and metal atoms as well as
their facile formation has stimulated the accumulated achieve-
ments on the functionalization and applications of thiolated
metal NCs. At the early stage, mono-thiolate ligands such as
GSH were typically used as the ligand for the synthesis of
metal NCs. However, advancement in the field by many
researchers has led to the development of a number of metal
NCs protected by various thiolate ligands. For instance, we
have developed a unique NaOH-mediated NaBH4-reduction
method for producing various thiolated Au NCs. In fact, by
using this method, additional surface functionalities could
also be achieved by incorporating two different thiolate
ligands into the NC surface (Fig. 1a).21 We found that the
stability of thiolated Au NCs can be significantly improved by
employing two thiol-terminated ligands having oppositely
charged functional groups on the surface of the NCs.12 More
recently, we also observed an intriguing optical absorption at
about 780 and 980 nm of Au25 NCs protected by negatively
charged thiolate ligands collocating with positively or neutrally
charged thiolate ligands, which may be caused by the colloca-
tion of different charged ligands and surface charge anisotropy
of thiolated Au NCs (Fig. 1b).22 These studies may open a new
window in the investigation of the physicochemical properties
of metal NCs and further facilitate their practical applications
by designing their surface ligands.

In addition to the mono-thiolate ligands, di-thiolate ligands
(i.e., a ligand containing two thiol groups) also gained signifi-
cant attention for the functionalization of metal NCs due to
their distinctive properties such as high stability and strong
luminescence. For example, Au NCs functionalized with di-
thiolate ligand LA exhibited good long-term colloidal stability
over a wide range of pH (2–13) and in the presence of high
electrolyte concentration, making these LA-functionalized Au
NCs promising for use in imaging and sensing applications.23

Similarly, dihydrolipoic acid (DHLA)-protected Ag NCs also
showed high stability, which can be possibly ascribed to the
bidentate chelating effect afforded by the di-thiolate group.24

Interestingly, the formation of the Au–di-thiolate bonding
manner can also affect the physical properties of the NCs such
as their optical properties. Wang and coworkers reported the
synthesis of di-thiolate ligand 2,3-dimercaptopropane sulfonic
(DMPS) protected Au4 clusters with high purity.25 Later, mixed
di-thiolate durene and mono-thiolate phenylethanethiolate
protected Au130 clusters synthesized by Wang’s group was
demonstrated to display multiple discrete absorption bands at
about 355, 490, 584, and 718 nm, which may be attributed to
the unique structural constraints imposed by the di-thiolate
ligand on the interfacial bonding structures at the gold core
surface.26 Despite the progress of di-thiolate-ligand-protected
metal NCs, the studies in the field are still limited as com-
pared to those studies in the field of mono-thiolated metal
NCs, and therefore, more investigations should be carried out
in future to provide more detailed and deeper information

Fig. 1 (a) Schematic illustration of the NaOH-mediated NaBH4-
reduction method for the synthesis of thiolated Au NCs. Reprinted with
permission from ref. 21. Copyright (2014) Wiley-VCH. (b) Schematic
illustration and the intriguing optical absorption spectra of Au25 NCs
protected by negatively charged thiolate ligands collocating with posi-
tively charged thiolate ligands. Reprinted with permission from ref. 22.
Copyright (2016) Royal Society of Chemistry.
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about their structures and properties in order to make them
useful for practical applications.27,28

2.1.2 Functionalization with biomolecules. The
functionalization of biomolecules on metal NCs is of crucial
significance in chasing biocompatible platforms with minimal
toxicity for biomedical applications. In the next section, we
will discuss various biomolecule-based platforms such as
nucleic acids, proteins, and peptides that have been used as
templates for the synthesis and in situ functionalization of
various metal NCs.

2.1.2.1 DNA oligonucleotides. DNA oligonucleotides have
been used for a long time for the functionalization of various
nanomaterials such as Au NPs and silica NPs.29 With the
development of DNA-based architectures, studies on the
binding between a metal ion/complex and DNA have also
drawn much research interest. In 2004, Dickson and coworkers
used DNA as templates for the synthesis of DNA-encapsulated
Ag NCs (DNA-Ag NCs) due to the strong interaction between
Ag+ and DNA sequences prior to the reduction (Fig. 2a).30

Thereafter, more studies have been carried out to synthesize
luminescent Ag NCs by using different DNA sequences, as well
as to unravel the binding mechanism between DNA and the
encapsulated Ag NCs.6 It has been reported that Ag NCs prefer
to be functionalized with cytosine- or thymine-rich single
stranded DNA due to the strong binding between Ag(I) and the
N3 of cytosine or thymine.14 In fact, Ag NCs can be encapsulated
in DNA with different structures, which include duplex, hairpin,
G-quadruples and i-motif structures.6 DNA functionalization
enables the Ag NCs to be well designed to fulfil different appli-
cations, such as incorporating the DNA tail with some aptamers
to achieve specific binding and cell targeting.31

Motivated by the successful synthesis of DNA-Ag NCs, other
metal NCs such as Au and Cu functionalized with DNA have
also been reported. For example, Liu and coworkers demon-

strated the preparation of DNA-encapsulated Au NCs with blue
emission under mild reduction conditions.32 The formation of
Au and Cu NCs is also highly dependent on the DNA
sequences.33 Interestingly, both double stranded DNA and
poly-thymine single stranded DNA are proven to be able to
protect the Cu NCs.34–36 Compared to Ag NCs that could be
functionalized with ample DNA sequences, the functionali-
zation of Au and Cu NCs with DNA still has a long way to go,
especially for the exploitation of their physicochemical pro-
perties for practical applications.

2.1.2.2 Proteins and peptides. Proteins and peptides are bio-
logical macromolecules with an abundance of functional
groups, such as carboxyl, thiol and amino groups. Some of
these functional groups can be either used as reducing agents
or served as protecting ligands/capping agents for metal NCs.
For example, based on this unique property, we firstly reported
the synthesis of protein-protected Au NCs by using bovine
serum albumin (BSA) as a model protein (Fig. 2b).37 In this
system, the protein layer on the NC surface could not only
provide a number of outer functional groups (for their further
functionalization if necessary), but also endow them with good
biocompatibility in the biological set-up. The as-synthesized
BSA-protected Au NCs (BSA-Au NCs) exhibited strong red emis-
sion with a high quantum yield (QY) of ∼6%, and they also fea-
tured good stability in various media. Each of these properties
made crucial contributions of protein-protected Au NCs in
sensing, imaging and therapeutic applications.5,38,39 Following
this work, various Au NCs have been synthesized and functiona-
lized with different proteins, such as lysozyme,40 horseradish
peroxidase,41 insulin,42 glucose oxidase,43 and ovalbumin.44

Some other metal NCs such as Ag and Cu have also been
reported by using proteins as functionalizing ligands.45,46 Inter-
estingly, the bioactivity of these proteins can be largely pre-
served in some cases, even after the synthesis of metal NCs. For
example, the insulin-protected Au NCs (with red emission) can
be used for fluorescence imaging, computed tomography (CT)
imaging, as well as for in vivo blood-glucose regulation.42 The
results strongly imply that the as-synthesized insulin-protected
Au NCs largely retained the bioactivity as that of the commercial
insulin. This is probably due to the ultrasmall size of Au NCs
and the mild reaction conditions for the synthesis, which would
not disturb the conformation and active sites of the protein.

Like protein, peptide is another class of attractive bio-
molecules that could be used to functionalize metal NCs. In
particular, the amine and thiol groups of peptides could con-
tribute to the protection and functionalization of metal NCs.
Among the newly developed peptides for metal NCs, GSH is
probably the most common choice for the preparation of
metal NCs, including Au, Ag, Pt, and Cu NCs.47–49 For
example, we recently developed a facile synthesis strategy for
the ultra-bright Au NCs (GSH-Au NCs, QY ∼ 15%) by using
GSH as both protecting and reducing agents under the reac-
tion at 70 °C for 24 h (Fig. 2c).50 In some cases, long peptides
can also be introduced to the surface of metal NCs.51 It should
be noted that the designable sequence of peptides allows the
synthesis of metal NCs with some unique properties, further

Fig. 2 (a) Schematic illustration of the formation of DNA-Ag NCs. Re-
printed with permission from ref. 30. Copyright (2004) American Chemi-
cal Society. (b) Schematic illustration of the formation of Au NCs in BSA
solution. Reprinted with permission from ref. 37. Copyright (2009)
American Chemical Society. (c) Schematic illustration of the synthesis of
highly luminescent Au NCs with aggregation-induced emission (AIE)
properties. Reprinted with permission from ref. 50. Copyright (2012)
American Chemical Society. (d) G4-OH PAMAM-encapsulated Au NCs
and their luminescence under UV irradiation. Reprinted with permission
from ref. 53. Copyright (2003) American Chemical Society.
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endowing them with a certain charge and targeting capability
for various applications, particularly in the biological set-up.52

2.1.2.3 Dendrimers and polymers. Dendrimers and polymers
are also able to encapsulate and functionalize metal NCs. The
presence of a myriad of functional groups within polymers
and dendrimers makes them as promising templates for the
facile synthesis of metal NCs with good water-solubility and
high biocompatibility. For instance, poly(amidoamine)
(PAMAM) dendrimers have been used as a scaffold for the syn-
thesis and functionalization of Au (Fig. 2d) and Ag NCs.53,54

These NCs showed high stability in solution and exhibited
high QY. In addition, their surface functionality can also be
easily changed due to the availability of diverse generations of
dendrimers. Another interesting fact is that these metal NCs
are generally formed in the cavity of dendrimers, resulting in a
highly charged outer surface. The dendrimer shell can provide
a steric protection to improve the stability of metal NCs, and
allow a further functionalization of these metal NCs through
either a simple electrostatic interaction or a chemical conju-
gation for carrying the therapeutic agents.55 Apart from Au and
Ag NCs, functionalized bimetallic NCs can also be obtained by
using dendrimers as templates since dendrimers may possess
robust metal chelating capability. For example, Au–Pd and Ag–
Cu NCs have been successfully encapsulated in PAMAM dendri-
mers.56,57 Similar to dendrimers, polymers with abundant func-
tional groups are also proven to be competent agents for
stabilizing metal NCs. Several synthetic methods such as photo-
reduction, chemical etching and microwave-assisted are
reported for the preparation of polymer-encapsulated metal
NCs.58–60 And a variety of polymers, including poly(ethylen-
imine) (PEI)61,62 and poly(vinylpyrrolidone) (PVP)63 have been
largely used as protecting agents for the functionalization of
metal NCs with various metal compositions.64

2.2 Post-synthesis functionalization

2.2.1 Bioconjugation. Bioconjugation is a powerful means
to provide additional and useful functionalities on metal NCs.
After the synthesis of metal NCs, a delicate selection of good
stabilizers with desirable terminal functionalities, such as
primary amine, carboxylic acid, and alcohol, is generally
required to prevent the metal NCs from aggregation in solu-
tion and in a complicated biological environment. Started
from the already formed metal NCs, it is sometimes necessary
or beneficial to make further modifications with bio-related
agents to broaden their applications in biomedical science.
These bio-related agents have a wide spectrum of choices,
ranging from small molecules (e.g., folic acid) to macro-
molecules (e.g., proteins and DNA) and genes. Conjugation
chemistry mainly relies on the interaction between the term-
inal functional groups of the metal NCs and the functional
groups of the desired biomolecules. One such post conju-
gation protocol is N-(3-dimethylaminopropyl)-N-ethyl carbodi-
imide (EDC) activated coupling between amine and carboxylic
groups. For example, LA-protected Au NCs have been further
functionalized with photosensitizers, namely protoporphyrin
IX through the EDC and the N-hydroxysuccinimide (NHS)

coupling reaction, which were designed for cancer treatment
(Fig. 3).65 In addition to the small molecules, proteins and
viruses are also effective to be integrated into functional metal
NCs. For example, a model virus was recently functionalized
on the surface of the as-designed water-soluble Au NCs.66 In
particular, Au NCs with a carboxylic acid on the surface were
first reacted with a six-carbon alcohol with terminal malei-
mide, resulting in the formation of maleimide-functionalized
Au NCs. The as-functionalized Au NCs were further conjugated
with a model virus, leading to the formation of virus-functio-
nalized Au NCs. Over the past several years, bioconjugation of
metal NCs has risen as one of the most popular strategies to
functionalize the NC surfaces with desirable functionalities as
the formation of irreversible bonds could largely benefit their
practical applications.67

2.2.2 Post-synthesis ligand exchange. Post-synthesis ligand
exchange is another efficient route for surface functionalization
of metal NCs in solution. Ligand exchange reactions are known
to be vital for the surface modification of quantum dots (QDs)
and metal nanocrystals.68,69 In the NC research, the early work
of Murray and coworkers70,71 has proven the ligand exchange
reaction to be effective to functionalize the as-obtained metal
NCs with new ligands and additional functionalities.72–75

Generally, the original ligands on metal NCs could be par-
tially or completely exchanged by the incoming ligands
depending on the NC species and the reaction conditions such
as the concentration of NCs and the type of incoming
ligand.76,77 In the case of partial ligand exchange, a selective
functionality is incorporated into the NCs by exchanging some
ligands on certain sites of NCs, without affecting the structures
of the NCs. The complete exchange process, however, can
replace the original monolayers with the desired functional
groups along with a change of composition, structure, and pro-
perties of the resultant metal NCs in most cases.

Fig. 3 Synthetic scheme of the photosensitizer-conjugated Au NCs.
Reprinted with permission from ref. 65. Copyright (2015) American
Chemical Society.
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Functionalization of metal NCs by ligand exchange can
further benefit their applications since the most stable NC
species and desirable surface functionalities can be readily
achieved in a delicate ligand exchange design. In addition,
unlike the polydisperse chemical compositions in the products
obtained from a typical direct synthesis method, the ligand
exchange process might make possible the generation of NCs
with a unique size distribution.74,78 For example, Tsukuda and
coworkers carried out an interesting experiment, in which phos-
phine-stabilized Au11 NC was the ligand exchanged with GSH in
water (Fig. 4a).74 The resulting Au25(SG)18 NCs were selectively
produced in a large yield and high quality. Moreover, the new
functionality imparted on metal NCs after the ligand exchange
process can also be further modified with some specific agents
for targeting purpose.79–81 As indicated above, the understand-
ing of the ligand exchange process is of great importance for
the functionalization and application of metal NCs.

2.2.3 Non-covalent interaction. A non-covalent interaction
such as electrostatic interaction is also a good means to

further functionalize the as-synthesized metal NCs in solution.
Generally, proteins with a certain charge can be functionalized
on the surface of NPs and NCs carrying an opposite charge,
through a direct electrostatic interaction. For example, Chang
and coworkers have functionalized the 11-mercaptoundeca-
noic acid (MUA)-protected Au NCs with platelet derived growth
factor AA (PDGF AA) after a simple incubation at room tem-
perature.82 Recently, we have developed a simple surface modifi-
cation method for the preparation of an amphiphilic metal NC
(Fig. 4b).83 In particular, 6-mercaptohexanoic acid (MHA)-pro-
tected Au NCs with a certain number of anionic surface groups
(carboxylate, −COO−) can be ion-paired with some hydro-
phobic cations (e.g., cetyl-trimethyl-ammonium, CTA+), gener-
ating amphiphilic Au NCs largely due to the coexistence of
flexible hydrophilic MHA and hydrophobic MHA⋯CTA ligands
in a comparable amount onto the NC surface. With the
imparted amphiphilicity, the as-designed metal NCs may be
attractive in the design of NC-based hybrid nanomaterials and
self-assemblies, finding potential in both basic and applied
researches. In another elegant study, Lee and coworkers
demonstrated an effective post functionalization strategy to
enhance the luminescence efficiencies of well-defined gold
clusters.84 In particular, Au22(SG)18 NCs functionalized with
tetraoctylammonium (TOA) cations showed a luminescence
QY greater than 60% due to the rigidified Au(I)–thiolate shell
caused by the significant intramolecular interaction between
the alkyl chains of TOA cations.

2.3 Metal NC-based nanocomposites

The improvement of materials’ performance can provide
further opportunity to broaden their utility in practical appli-
cations. The influence of inorganic materials based nano-
composites on the physicochemical properties of metal NCs
has received worldwide research interest owing to the possi-
bility of generating multiple functions in a single entity. Com-
pared with individual metal NCs, these hybrid
nanocomposites may feature improved performance along
with some new emerged properties resulting from the synergis-
tic effects of metal NCs and other components. Some examples
are discussed below.

2.3.1 Carbon-based nanomaterials. Carbon-based nano-
materials have been taken into account for the development of
NC-based nanocomposites. Among the carbon-based
materials, graphene and its water-soluble derivative, graphene
oxide (GO), has been particularly considered as an important
class of materials for the construction of NC-based hybrid
nanocomposites with a desired function. Due to the presence
of large specific surface areas and sp2-hybridized carbons in
GO, recently, non-covalent fabrication has emerged as a prom-
ising method for developing such a hybrid nanocomposite of
metal NCs and GO.85–87 This fabrication can be easily
managed through the design of NC surface functionalities
such as DNA and protein for integrating the NCs with GO. For
example, Willner and coworkers synthesized the nano-
composites of DNA-Ag NCs and GO, which provide a versatile
platform for the detection of genes and proteins, as well as the

Fig. 4 (a) Schematic illustration and characterization of the ligand
exchange reaction between phosphine-stabilized Au11 NCs (in chloro-
form) and GSH in water. Reprinted with permission from ref. 74. Copy-
right (2005) American Chemical Society. (b) Schematic illustration of the
synthesis of amphiphilic Au25(MHA)18@xCTA NCs by the phase-transfer
driven ion-pairing reaction. Reprinted with permission from ref. 83.
Copyright (2015) American Chemical Society.

Analyst Critical Review

This journal is © The Royal Society of Chemistry 2016 Analyst, 2016, 141, 3126–3140 | 3131

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

1 
A

pr
il 

20
16

. D
ow

nl
oa

de
d 

on
 1

5/
08

/2
01

7 
12

:4
7:

46
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
http://dx.doi.org/10.1039/c6an00773b


analysis of aptamer–substrate complexes (Fig. 5a).88 In their
study, the single stranded nucleic acids acted as templates to
prepare Ag NCs, followed by their absorption by GO owing to
the π–π stacking interactions between hexagonal graphitic
units of GO and nucleotides. Proteins could also facilitate the
assembly of metal NCs and GO. For instance, Yan and co-
workers used transferrin-functionalized Au NCs (Tf-Au NCs)
and GO to form nanocomposites (Tf-Au NCs/GO) through the
hydrogen bond and a hydrophobic interaction between Tf and
GO.89 Due to the diversity of proteins, the surface charge of
proteins can also contribute to the fabrication of nano-
composites of metal NCs and GO. Another good example is
from Qu and coworkers. They used the lysozyme-stabilized
Au NCs (lysozyme-Au NCs) to integrate with GO through the
electrostatic interactions in which lysozyme is positively
charged while GO is negatively charged at neutral pH
(Fig. 5b).90 Alternatively, the easy synthesis process could also
make possible the straightforward growth of metal NCs on the
surface of GO.91–93 It is reported that the adsorption of metal
salts on the preformed DNA/GO complexes, followed by the
reduction of metal ions could construct Pt NCs and GO nano-
composites with a good environmental stability and
durability.94 Apart from GO, carbon nanotubes (CNTs) were

also widely used for fabricating NC-based nanocomposites.
Various metal NCs, including Ag, Au, Pt, and Cu, have been
functionalized with CNTs through multifarious strategies.95–97

For example, DNA-Ag NCs have been functionalized with CNTs
to form CNT-Ag NC nanocomposites, which can be used as an
efficient probe for an amplified detection of analytes.95

2.3.2 Silica coating. Silica coating is one of the most used
strategies for the surface modification of nanomaterials for
biological applications.98 NPs with a silica shell often exhibit
good water-solubility and stability as well as a low nonspecific
binding with the biological matrix. Different from metal NPs
with a relatively larger size, metal NCs are very small and it is a
great challenge to coat a silica shell on metal NCs in a well-
controlled manner.99,100 Recently, Wang and Lin reported the
Gd3+-induced aggregation of Au NCs, followed by the encapsu-
lation of the resulting aggregated Au NCs within a silica shell,
leading to the formation of Gd3+-A-Au NCs@SiO2 NPs; the as-
designed nanocomposites could serve as in vitro and in vivo
multimodal probes for cancer cell imaging (Fig. 5c).100 In this
system, the silica shell not only endows the nanocomposites
with further surface modifications but also plays a crucial role
in improving the photo and chemical stability of the Au NCs
in solution. Similarly, some groups carried out the surface
coating of silica on the protein-encapsulated Au NCs or the
aggregated Au NCs.101–103 The as-designed silica coating has a
number of traits, including good stability and ease of surface
modifications with a variety of functional groups using silane
chemistry and commercially available silane coupling agents.

2.3.3 Metal nanomaterials and metal oxides. Metal nano-
materials and metal oxides are another class of good candi-
dates that could be integrated into metal NCs to form
multifunctional NC-based nanocomposites. For example,
GSH-Au NCs have been functionalized with amine-terminated Au
nanorods (Au NRs) to form a fluorescence resonance energy
transfer (FRET) system that can be applied for the detection of
glutathione S-transferase (GST) (Fig. 5d).104 Notably, semiconduc-
tor–metal composites have been widely studied in the develop-
ment of catalysts. It has been reported that reducing the size of
metal NPs would improve the photo-induced charge separation
and then enhance the catalytic activity of the nanocomposites.105

Recently, the semiconductor–metal NC composites have been
increasingly recognised as good catalysts.106 More recently,
GSH-Au NCs, being photosensitizers, were loaded into TiO2 films
for efficient visible light-induced hydrogen generation in neutral
water.107 Overall, the construction of NC-based nanocomposites
pushes forward the study of multifunctional nano-platforms and
further facilitates their applications.

3. Biomedical applications

The functionalization strategies discussed above could not
only improve the properties of metal NCs, such as stability in
solution and biological media, and biocompatibility, but also
play a vital role in the development of sensors, imaging probes
and theranostic agents. The abundant surface functionalities

Fig. 5 Schematic illustration of the preparation of the nanocomposites
of (a) DNA-Ag NCs/GO; reprinted with permission from ref. 88. Copy-
right (2013) American Chemical Society. (b) Lysozyme-Au NCs/GO; re-
printed with permission from ref. 90. Copyright (2013) Wiley-VCH. (c)
Gd3+-A-Au NCs@SiO2 NPs; reprinted with permission from ref. 100.
Copyright (2014) Wiley-VCH. (d) GSH-Au NCs and Au NRs based FRET
system. Reprinted with permission from ref. 104. Copyright (2015) Amer-
ican Chemical Society.
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on metal NCs can be designed either during the synthesis or
through the post-synthesis treatments, making these multi-
functional metal NCs a promising platform for fulfilling the
differently desired applications. Since several nice reviews cov-
ering the applications of metal NCs for biomedical science
have already been contributed, we will focus our discussions
on their biomedical applications (e.g., imaging and therapeutic
application), particularly based upon the endowed functions
of functionalized metal NCs in solution as discussed above.

3.1 For special binding and targeting

With the rapid development of nanotechnology, nanomaterials
based platforms are emerging as effective tools for highly
specific and sensitive analysis of biological agents. Due to
high QYs, good photostability, and biocompatibility, metal
NCs have been widely used as signal reporters for biological
analysis. However, a specific recognition in the complex bio-
logical environment still remains a great challenge since such
a complexity can affect the detection limit and even sometimes
induce a falsified positive result. To make these metal NCs
more effective, their surfaces are often functionalized by
means of biocompatible molecules.

Oligonucleotide is one such biomolecule that has been
used for surface functionalization of these metal NCs. DNA-Ag
NCs, particularly, have drawn much attention in the specific
analysis and targeted imaging because of the simple synthesis
of these NCs. To functionalize these NCs with recognizable
elements, DNA aptamer sequences were often designed in the
tail of a particular DNA template to achieve specific binding to
various targets.108,109 Among them, an intriguing phenomenon
of luminescence enhancement induced by the proximity of the
G-rich overhang to Ag NCs has been exploited to develop the
various target responsive sensors and imaging probes (Fig. 6a
& b).110,111 Moreover, the easy coupling between template DNA
and luminescence quenchers, such as organic dyes and nano-
materials, facilitates the construction of aptamer-functiona-
lized NC-based platforms for targeted imaging.112,113

Apart from the oligonucleotides, proteins and peptide func-
tionalized metal NCs have also made important contributions
to specific binding and targeting.114 One of the advantages of
protein-functionalized metal NCs is that some proteins can
directly target the cancer cells and also provide a platform for
further functionalization with other specific agents for target-
ing. For example, Irudayaraj and coworkers reported the conju-
gation of BSA-Au NCs with Herceptin (Her-Au NCs), which can
achieve specific targeting and nuclear localization of the as-
designed Au NCs in ErbB2 over-expressing breast cancer cells
(Fig. 7).115 Notably, Her-Au NCs retained both the lumine-
scence properties and the targeting capability. It was interest-
ing that the as-designed Her-Au NCs exhibited an endosomal
escape behaviour and targeted at nucleus of the cells with
high efficiency, while the Alexa647 dye-labelled Herceptin pri-
marily localized on the cell membranes since the free Hercep-
tin has very limited ability to pass through the nuclear pore
complex, indicating that functionalization of the target agents
on Au NCs can in turn improve the targeting capability of the tar-

geting agents. Likewise, the targetable Au NCs can be obtained
by conjugating BSA-Au NCs with other agents, such as folic acid
and TAT peptide, which can selectively bind with specific recep-
tor expressing cancer cells and tumor tissues.116–120

3.2 For multi-modal imaging

Over the past few years, unprecedented efforts have been
undertaken to improve the resolution and sensitivity of the
bioimaging techniques, ranging from the traditional com-
puted tomography (CT), ultrasound (US) imaging, and mag-

Fig. 6 (a) Schematic illustration showing the red emission enhance-
ment of DNA-Ag NCs caused by the guanine proximity. Reprinted with
permission from ref. 110. Copyright (2010) American Chemical Society.
(b) Schematic illustration of the proximity of G-rich overhang to Ag NCs
induced by the binding of two aptamers with thrombin, and (c) fluor-
escence spectra of Ag NCs in the presence of different concentrations
of thrombin. Reprinted with permission from ref. 111. Copyright (2012)
American Chemical Society.

Fig. 7 (a) Schematic illustration of the preparation of Her-Au NCs. (b)
UV-vis absorption and luminescence spectra of Au NCs. (c) Typical auto-
correlation curve (solid squares) of Her-Au NCs diffusing inside the
nucleus fitted with two components (black solid line). Inset is the image
of SK-BR3 cells incubated with Her-Au NC-Alexa647 for 4 h. Reprinted
with permission from ref. 115. Copyright (2011) American Chemical
Society.
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netic resonance imaging (MRI), to emerging optical fluo-
rescence imaging (FL), positron emission tomography (PET),
and photoacoustic imaging (PAI). With the purpose of con-
quering the drawbacks of a single modal imaging and ulti-
mately improving the diagnostic accuracy, many multimodal-
imaging platforms have been developed by integrating
different imaging agents into a single system. In the following,
we will discuss some examples in the pursuit of metal NC-
based multimodal imaging platforms.

Among the various available medical imaging platforms,
CT is one of the most frequently used hospital diagnostic tools
with cost-effectiveness. Because of the higher atomic number
and electron density of gold compared to conventionally used
materials such as iodine, Au NPs have been proven to be a
class of effective CT contrast agents. Since Au NCs intrinsically
possess both FL and CT imaging capability, recent efforts have
been geared up for designing Au NC-based multimodal
imaging agents. For example, Cui and coworkers demonstrated
a simple synthesis of folic acid conjugated GSH-Au NCs, which
not only possess the targeting ability but also provide a versa-
tile platform for FL and CT imaging (Fig. 8a).121 Such a dual-
modal imaging probe can also be achieved by utilizing other
luminescent Au NCs, such as insulin-protected Au NCs.42 For
example, Zheng and coworkers reported the study of in vivo
renal clearance properties of ultrasmall Au NPs by using FL
and CT imaging.122

To construct a reliable multimodal imaging probe, MRI has
drawn much attention owing to its fine spatial resolu-
tion.123,124 In general, the combination of MRI contrast agents
with Au NCs can be achieved through coupling Au NCs with
paramagnetic agents or integrating Au NCs into magnetic NPs
to form hybrid materials. Starting with the synthesis of Au
NCs protected by proteins, Cai and coworkers reported the
functionalization of Gd3+ on the surface of Au NCs through an
electrostatic interaction to achieve FL/MRI dual-modal
imaging.125 Similar tri-modal imaging probes were constructed
by Kong and coworkers by functionalizing the peptide-pro-
tected Au NCs with Gd3+.126 The as-prepared hybrid Au NCs
retained good stability, good biocompatibility, and low toxicity,
and no obvious Gd3+ leaching was observed in different solu-
tions. In an alternative strategy, Yan and coworkers used BSA
as a template for an in situ synthesis of a multifunctional
Gd2O3/Au hybrid probe, which enables a successful near-infra-
red (NIR) FL and MR blood pool imaging attributing to their
long blood circulation time (Fig. 8b).38 Further modification of
the probe with arginine–glycine–aspartic acid peptide
c(RGDyK) (RGD) also enabled the nanoprobe for in vivo tar-
geted tumor imaging. Very recently, GSH-Au NCs were also
functionalized with magnetic iron oxides through an electro-
static interaction to form a composite material for FL and MRI
based dual-modal imaging.127

Apart from the above-mentioned methods, Au NCs have
also been functionalized with PET contrast agents to achieve
the goal of multi-modal imaging. For example, Wu and co-
workers described a novel strategy for the synthesis of 64Cu-
decorated Au NCs through the reduction of 64CuCl followed by
decoration on the surface of Au NCs.128 The as-synthesized
64Cu-decorated Au NCs can serve as self-illuminating NCs for
dual-modal PET and NIR FL imaging based on Cerenkov reso-
nance energy transfer (CRET). Other kinds of NCs, such as Ag
and Cu NCs have also attracted much research interest in
multi-modal imaging since Ag and Cu NCs both can be lumi-
nescent, and the radioactive [64Cu]Cu NCs can be intrinsically
used for PET imaging.129,130 Due to the diverse metal NCs and
the rich functionalization strategies for designing functional
NCs, the developments of NC-based multifunctional contrast
agents are continuously becoming popular with time.

3.3 For therapeutic application

Functionalized nanomaterials have the potential to revolutio-
nize the diagnosis and treatment of many diseases, including
cancer which still remains as a major cause of human death.
The development of therapeutic nanocomposite agents offers
a new hope to elucidate drug resistance mechanisms and
improve treatment outcomes. There have been many efforts to
employ functionalized Au NCs for the construction of thera-
peutic platforms. In the following section, we will highlight
some examples in details.

3.3.1 Radiotherapy (RT). Radiotherapy is one of the most
effective treatments following surgical removal of tumors.
However, a major challenge in RT is that the ionizing radiation
cannot differentiate between the healthy tissues and solid

Fig. 8 (a) Dual-modal FL/CT imaging of gastric cancer using folic acid
conjugated GSH-Au NCs. Reprinted with permission from ref. 121. Copy-
right (2013) Royal Society of Chemistry. (b) (A) NIR FL and (B) MR blood
in vivo imaging using BSA-Gd2O3/Au nanoprobes. Reprinted with per-
mission from ref. 38. Copyright (2013) American Chemical Society.
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tumors.131 Therefore, a high dose of radiation often kills the
healthy cells. One efficient way to overcome this problem is to
use radiosensitizers, and localize them in the tumor cells
which could make tumor cells more vulnerable under radi-
ation. It is now well-recognized that elements with a higher
atomic number (Z) will be a better radiosensitizer with
improved RT effects. Compared to the commonly used radio-
sensitizers such as carbon (Z = 6), iodine (Z = 53), gadolinium
(Z = 64) and platinum (Z = 78), gold has a larger atomic
number (Z = 79), therefore, it should have a stronger radiation
enhancement effect. However, Au NPs with particle sizes above
50 nm were reported to be trapped by the reticuloendothelial
system (RES) organs, which could result in low tumor uptake.
Although the Au NPs with a size below 20 nm would escape
RES absorption, a long term potential toxicity still remains
since they may not be efficiently eliminated from the
body.132,133 Due to the small size and low toxicity of Au NCs,
recently our group used the GSH-protected Au25 NCs as radio-
sensitizers for cancer RT. The as-designed Au NC-based radio-
sensitizers have shown attractive features such as high tumor
accumulation, strong radiation enhancement, good renal
clearance, and low toxicity in the in vivo set-up (Fig. 9).134 Of
note, the GSH-Au25 NCs showed better accumulation in tumor
cells, and therefore show a stronger enhancement for cancer
RT as compared to that of BSA-Au25 NCs in both in vitro and
in vivo set-ups. In a more recent study, Au10–12SG10–12 and
Au29–43SG27–37 NCs were also developed as efficient radiosensi-
tizers for cancer RT, showing significant RT enhance-
ment.132,133 It should be noted that some differences in
biodistribution of Au NCs still can be observed between these
three kinds of Au NCs. The data highlight that the compo-
sition and surface functionalization of Au NCs can affect their

biodistribution and eventually determine their efficacy as
radiosensitizers in cancer RT.

3.3.2 Photodynamic therapy (PDT). Photodynamic therapy,
a clinically approved non-invasive therapeutic strategy, is also
an alternative therapeutic method exploited for metal NCs.135

In PDT, the photosensitizers should have capability in generat-
ing reactive oxygen species (ROS) when they are irradiated with
an appropriate light source. Therefore, when they are localiz-
ing at the targeted area, a selective destruction of that targeted
area can be achieved by PDT from ROS generated by the photo-
sensitizers. With the recognition that several functionalized Au
NCs, such as Au NCs embedded in a polymer film, BSA-Au
NCs, and thiolated Au NCs, can generate singlet oxygen
species (1O2),

136–138 researchers have started exploiting this
class of materials as photosensitizers for PDT. For example, Jin
and coworkers demonstrated that 1O2 can be efficiently pro-
duced by a direct photosensitization of captopril/phenyletha-
nethiol-protected Au25 NCs under visible/NIR light irradiation
(532, 650, and 808 nm).139 Based on this unique observation,
they further used the captopril-protected Au25 NCs as biocom-
patible photosensitizers for PDT combating cancer cells. The
advantage of using Au NCs as photosensitizers over traditional
organic photosensitizers can also be evident from their tumor
targeting capability. In a separate study, Hwang and coworkers
developed a theranostic platform based on a nucleus-targeting
Au NC (TAT peptide-Au NC) (Fig. 10).120 The as-prepared TAT
peptide-Au NCs can generate 1O2 under the irradiation of
980 nm light, from a direct observation of phosphorescence
emission at 1261 nm with a QY of 0.046. The as-designed
peptide-Au NCs have been used for the nucleus targeted PDT.

Apart from their use as therapeutic agents, metal NCs can
also serve as carriers to deliver biomedical agents such as

Fig. 9 Schematic illustration of the core–shell structure of (a)
GSH-Au25 NCs and (b) BSA-Au25 NCs. (c) In vivo pharmacokinetics
studies of GSH-Au25 NCs (black line) and BSA-Au25 NCs (red line). (d)
Fluorescence images of mice treated with GSH-Au25 NCs (left panel)
and BSA-Au25 NCs (middle panel) at 2 h after injection; the right panel is
the tumor images (false colour) at 24 h after injection of the control
group (top), GSH-Au25 NC group (middle), and BSA-Au25 NC group
(down). Time-course studies of tumor (e) volumes and (f) weights of
mice treated with GSH- and BSA-Au25 NCs at a concentration of 10 mg
Au per kg body. Reprinted with permission from ref. 134. Copyright
(2014) Wiley-VCH.

Fig. 10 (a) Schematic illustration of the nucleus-targeting TAT peptide-
Au NCs. (b) Photoemission spectrum of alkyl thiolated Au NCs (RS-Au
NCs) and TAT peptide-Au NCs. (c) Photoexcitation spectrum of singlet
oxygen phosphorescence of RS-Au NCs and TAT peptide-Au NCs (λem =
1261 nm). (d) Singlet oxygen photoemission spectra of RS-Au NCs and
TAT peptide-Au NCs at 980 nm (excitation wavelength). (e) Cell viability
of RS-Au NCs and TAT peptide-Au NCs internalized HeLa cells under
photo-irradiation conditions at 37 °C. (f ) ROS generation monitored by
the mean fluorescence using flow cytometry for TAT peptide-Au NC
internalized HeLa cells followed by photo-irradiation with and without
NaN3 pre-treatment. Reprinted with permission from ref. 120. Copyright
(2015) Wiley-VCH.
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drugs (e.g., chemotherapeutics and photosensitizers) and
genes. Therapeutic targeted delivery vehicles have made a
great contribution in the fight against cancers and often
showed a better performance than a single therapeutic agent
which often suffers from the lack of targeting, limited tumor
uptake, and sometimes severe side effects.140–142 Among the
most commonly used nanomaterials to deliver drugs into the
desired sections, metal NCs show some merits owing to their
ultrasmall size, rich surface functionalities, low toxicity, and
intrinsic strong luminescence, which could be used to develop
a safe and efficient platform for imaging-guided therapy. Gen-
erally, the therapeutic agents can be functionalized on metal
NCs either by a direct electrostatic interaction or by a chemical
conjugation. In terms of electrostatic interactions, polymers
are mainly used as linkers to bind with NCs and therapeutic
agents for the formation of nanocarriers.143–147 Notably, these
NC-based therapeutic vehicles can achieve a stimuli responsive
delivery to reduce the systematic toxicity. In terms of chemical
conjugation, thiols and proteins play an important role for the
protection of metal NCs and they could be readily conjugated
with a certain therapeutic agent.65,148 The metal NC-based
drug delivery vehicles show great potential as a tumor-targeted
drug delivery carrier and they could further act as a promising
theranostic platform for multi-modal therapy and imaging-
guided therapy that could improve the treatment outcome.

4. Biodistribution and toxicity

With the development of nanotechnology in biomedical
research and clinical science, it is greatly desired to under-
stand the influence of nanomaterials on human health. In
order to evaluate the risks caused by the nanomaterials, plenty
of efforts have been made to delineate the cellular uptake,
cytotoxicity, biodistribution, as well as long term toxicity of
nanomaterials. To date, Au nanomaterials are one of the most
popular model materials in the systematic investigations of
toxicity in biological systems. However, there are some incon-
sistencies existing due to the difference in the synthetic
process, surface chemistry, cell lines, and evaluated methods.
In contrast to the nanomaterials (or NPs) with a relatively
larger size, ultrasmall metal NCs with well-defined size and
structure have provided some new insights into the safety
evaluation due to their attractive feature of small size with
narrow size distribution, rich surface chemistry, and intriguing
physical and chemical properties, allowing us to understand
the related information at molecular and atomic levels.

4.1 Cellular uptake and cytotoxicity

The evaluation of toxicity would be relatively easier in the case
of metal NCs as compared to the NP system due to the fact
that the narrow size distribution of NCs would allow research-
ers to slip the size dependent toxicity that always needs to be
considered in the studies of NPs. As an emerging luminescent
probe for in vitro imaging and targeting, Au NCs show extre-
mely low cytotoxicity on various cell lines. In order to systemi-

cally study the cytotoxicity of these Au NCs, it is critical to
understand their cellular uptake mechanism and to study the
interaction between Au NCs with the intracellular environ-
ments. Significantly, some recent studies emphasized the
importance of surface functionalization towards their uptake
manner and cytotoxicity.149 For example, Nienhaus and co-
workers studied the cellular uptake mechanism by using LA-
protected Au NCs and HeLa cells.150 It was demonstrated that
Au NCs can enter cells through pinocytosis involving multiple
mechanisms, making Au NCs reside firstly in endosome and
later in lysosome. However, some differences can be seen
when these Au NCs were conjugated with targeting agents
such as Herceptin to form Her-Au NCs, which could escape
the endo–lysosomal pathway and enter the nucleus of cancer
cells.115,151 The difference in the uptake behaviour would also
affect their cytotoxicity by generating toxic intracellular species
such as ROS. Recently, we also described the different cellular
internalization between Au NCs functionalized with different
ligands.11 It was observed that intracellular ROS was higher in
cells exposed to mercaptopropionic acid (MPA)-protected Au
NCs than that in the case of GSH-Au NCs. However, this effect
did not induce any detrimental cellular effect, and instead, it
enhanced the cell metabolism leading to a higher cell prolifer-
ation. In another example, Tao and coworkers systematically
studied the BSA-Au NCs and found that Au NCs induced the
decline of cell viability to varying degrees in a cell-, dose- and
time-dependent manner.152 More recently, Guével and co-
workers used human derived-monocyte dendritic cells (DCs)
as a model to investigate the intracellular accumulation and
immune response of Au NCs functionalized with zwitterionic
ligands and PEG.153 Their results revealed that zwitterionic
ligand functionalized Au NCs showed better performance than
the PEG-functionalized Au NCs, exhibiting low cytotoxicity and
a strong immunosuppressive response, which may make the
as-functionalized Au NCs a novel vaccine. Even though there is
no consensus yet about the cytotoxicity of Au NCs, the surface
chemistry of Au NCs does play pivotal roles in affecting the
cellular uptake manner and cytotoxicity.

4.2 In vivo biodistribution and clearance

A clinical acceptable agent approved by the US Food and Drug
Administration (FDA) should be effectively cleared from the
body after injection in a reasonable time period.154–156 During
the past few years, some NPs with a hydrodynamic diameter
(HD) below 5.5 nm have shown effective and rapid clearance
through kidney.154,157–159 Au NCs also have drawn much atten-
tion due to their small size and multifunctional applications
in biomedicine.134,160–162 However, the surface chemistry
would affect their biodistribution and clearance.163 The prime
consideration is whether the size of functionalized Au NCs can
satisfy the kidney filtration threshold (∼5.5 nm). It is worthy to
be mentioned that some zwitterionic ligands (e.g., GSH), pro-
teins (e.g., BSA), and PEG are the mainly used surface
functionalization of Au NCs. Due to the relatively large size of
proteins, protein-functionalized Au NCs would face a great
challenge to be renally cleared. For example, Zhang and co-
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workers compared the in vivo fate and toxicity of Au NCs func-
tionalized with GSH and BSA (Fig. 11a).160 They found that
90% of Au from GSH-Au NCs can be cleared through the renal
clearance after 28 days, while only less than 5% of Au from
BSA-Au NCs can be cleared in the same time period. The
difference could be ascribed to the less stability of BSA-Au NCs
than GSH-Au NCs in serum, resulting in the formation of
aggregated BSA-Au NCs that could be absorbed by the RES
organs like liver and spleen. Considering the benefits from the
PEGylation of NPs, such as the reduced nonspecific accumu-
lation and prolonged blood circulation, Zheng and coworkers
showed that the PEG-functionalized Au NPs (PEG-Au NPs)
demonstrated an efficient renal clearance and low RES
accumulation (Fig. 11b).164 PEG-Au NPs also showed an
enhanced tumor targeting than GSH-Au NPs, since the blood
distribution half-life of PEG-Au NPs was an order of magnitude
longer than that of the GSH-Au NPs. As revealed by these
studies, the in vivo toxicity study is quite different and more
complicated than the in vitro cytotoxicity study. The develop-
ment of a suitable and generic functionalization strategy
for metal NCs is still a challenge to further improve tumor
targeting and renal clearance of the as-designed functional
metal NCs.

5. Summary and perspective

In summary, we have attempted to give a brief overview on the
recent achievements in the functionalization of metal NCs and
their related biomedical applications. Owing to the unique
properties of metal NCs including their attractive physical and
chemical properties and good biocompatibility,165–167 the
recent rapid developments in the synthesis and surface
functionalization of metal NCs have enabled the exploitation
of these functionalized NCs for biomedical applications. In
one way, these designable surface functionalization strategies
can adjust their properties such as stability in solution, strong
luminescence, as well as biodistribution and toxicity in the
biological set-up, which in turn can empower these functional

metal NCs with desirable targeting, imaging, and therapeutic
ability for biomedical applications.

Although the surface functionalization of metal NCs has
been extensively studied, and it has contributed significantly
to push forward the biomedical applications of metal NCs in
the past decade, there are still many aspects that should be
understood in future. Since the physical and chemical pro-
perties of metal NCs could be obviously affected by their
surface chemistry, it is desirable to have a deeper fundamental
understanding on the principles about how to tailor metal
NCs with desired properties, such as stability, structure, and
luminescence. Moreover, it remains a challenge to precisely
incorporate functional metal NCs with a certain number of
functional ligands (or controllable functionalities on the NC
surface). To fulfil the practical need and translate metal NCs
into clinical practice, more systematic studies should be
carried out to figure out the effects of functionalities of metal
NCs on their targeting, biodistribution, and toxicity in the
complicated biological set-up. By integrating the intrinsic
luminescence of metal NCs with other imaging and thera-
peutic agents, multifunctional metal NC-based nano-
composites would be achieved for multi-modal imaging
guided therapy. We can anticipate that the functionalized
metal NCs would serve as an important platform in the area of
biomedical applications.
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