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Abstract: Nanodiamonds (ND) have emerged to be a widely-discussed nanomaterial for their
applications in biological studies and for medical diagnostics and treatment. The potentials have been
successfully demonstrated in cellular and tissue models in vitro. For medical applications, further
in vivo studies on various applications become important. One of the most challenging possibilities
of ND biomedical application is controllable drug delivery and tracing. That usually assumes ND
interaction with the blood system. In this work, we study ND interaction with rat blood and analyze
how the ND surface modification and coating can optimize the ND interaction with the blood. It was
found that adsorption of a low concentration of ND does not affect the oxygenation state of red
blood cells (RBC). The obtained in vivo results are compared to the results of in vitro studies of
nanodiamond interaction with rat and human blood and blood components, such as red blood cells
and blood plasma. An in vivo animal model shows ND injected in blood attach to the RBC membrane
and circulate with blood for more than 30 min; and ND do not stimulate an immune response by
measurement of proinflammatory cytokine TNF-α with ND injected into mice via the caudal vein.
The results further confirm nanodiamonds’ safety in organisms, as well as the possibility of their
application without complicating the blood’s physiological conditions.

Keywords: nanodiamond; red blood cell; albumin; immune responses

1. Introduction

Diamond nanoparticles, due to their nontoxicity, structural, surface and spectroscopic properties,
are considered as potentially highly effective nanoparticles for biomedical applications [1]. Due to
the small size (5–100 nm), nanodiamonds (ND) have a large surface area. The surface of ND crystals
always contains structural defects due to the methods of their production and purification [2–4]; and
the surface carbon atoms have unsaturated chemical bonds, which lead to the high surface activity of
nanodiamonds. For bio/medical applications, the ND surface determines the ability and mechanism
of interaction with objects of interest, such as cells, tissues, etc. ND also possess high sorption and
chemical linking capacities, allowing target molecules and drugs for biomedical and theranostics
purposes [1,5–8]. This has been recently widely discussed for ND application in biological studies and
for medical diagnostics and treatment. These applications have also been successfully demonstrated in
several cellular and tissue models (in vitro) [1,5–9]. Some recent works show that drug-nanodiamond
adducts would act at the cellular level by different molecular mechanisms with respect to plant
metabolite pure forms; chemical and structural modifications of nanodiamond surfaces influenced

Int. J. Mol. Sci. 2016, 17, 1111; doi:10.3390/ijms17071111 www.mdpi.com/journal/ijms

http://www.mdpi.com/journal/ijms
http://www.mdpi.com
http://www.mdpi.com/journal/ijms


Int. J. Mol. Sci. 2016, 17, 1111 2 of 17

the bioactivity of the transported drugs [10,11]. However, for in vivo studies/applications of ND, the
effects of toxicity and biodistribution are still some of the most important issues.

In vivo studies with non-mammalian models have demonstrated the non-toxicity nature of
fluorescent ND (FND, ND obtained by the high temperature/high pressure (HTHP) method [3,4] with
enhanced fluorescence [9]) and the lack of any stress response for the worm Caenorhabditis elegans,
as well as stable observable fluorescence of the FND in the worm organs, allowing in vivo imaging and
detection of the FND’s biodistribution [12,13]. While for the microorganisms Paramecium caudatum and
Tetrahymena thermophile interacting with ND, especially the detonation ND (DND, [2,3]), results reveal
some toxicity for higher dosages, but also these are well detectable inside and allow one to observe the
biodistribution during the microorganism’s live processes [14]. The studies of ND’s influence on the
early stages of living embryos were evaluated for zebrafish embryos (Danio rerio) [15,16]. Microinjected
FND were incorporated into the dividing blastomeres [15]; FND cytoplasmic movement in the yolk cell
of the embryo has been well observed; it has been shown that the FND-labeled larvae can develop into
whole fishes without morphological anomalies. In the concentration-dependent study of ND injected
into zebrafish embryos, in vivo toxicity evaluation on zebrafish embryos in the early developmental
state shows, at a low concentration of ND, that the different stages of zebrafish embryos exhibit
similar development as compared to the control groups, but increasing the concentration can affect
the zebrafish embryos at the pharyngula stage [16]. Usually, FND or ND do not cause deleterious
effects on the organism development. However, some toxicity of ND related to their chemical surface
functionality (presence of ´OH, ´NH2 or ´CO2H surface groups) was observed for Xenopus laevis
embryos [17]. The study of DND (detonation nanodiamond) effects on the growth and development
of chicken embryos found that ND may reduce blood vessel formation and affect the development of
the circulatory system by inhibiting proangiogenic factor bFGF (basic fibroblast growth factor) [18].
This effect was used to inhibit angiogenesis in brain tumor (glioblastoma multiforme cells cultured
on the chorioallantoic membrane of chicken embryo). DND application decreased tumor mass and
volume, as well as vessel area [19].

Immune response studies have been performed in vivo on mammalians. No immune responses
have been induced in rats, after intraperitoneal injection of ND [20]. However, injections of different
kinds of DND have been observed to increase levels of blood leucocytes and changed some biochemical
parameters of the mice blood [21,22]. The ND biodistribution studies have shown ND predominantly
accumulated in the liver after intravenous injection in mice; spleen, kidney and lung were also target
organs for ND [23]. DND after intratracheal instillation show the highest retention in the lung and are
distributed mainly in the spleen, liver, bone and heart of mice [24]. Reasonably, a significant quantity of
nanodiamond can be found in blood [23–25]. An analysis of histological morphology and biochemical
parameters indicated that DND could induce dose-dependent toxicity to the lung, liver, kidney and
blood [24]. From these consistent investigations, one can conclude that the biodistribution depends on
the administration method [24], the size (or origin) of particles [25]; this may differ for different kinds
of animals [25]. Thus, the knowledge on ND’s toxicity for living organism is still far from completed,
and the roles of parameters, such as size, structure (determined by the production method), as well as
surface properties, are important and deserve further studies.

Nanodiamonds have been considered ideal for in vivo imaging and applicable for cancer
diagnosis. As an in vivo contrast agent, FND have been demonstrated to be useful for sentinel
lymph node (SLN) mapping in mice. In the same work, the non-toxicity of FND for the mice has
been confirmed [26]. To overcome the cell autofluorescence background, fluorescence lifetime imaging
microscopy (FLIM) or similar time-gating fluorescence imaging techniques were proposed. It has been
shown that FND, in combination with fluorescence-activated cell sorting, FLIM and immunostaining,
can identify transplanted lung stem cells (LSC) and progenitor cells in histological lung sections
after intravenous injection of the FND-labeled LSC into mice and track in vivo their engraftment and
regenerative capabilities with single-cell resolution [27,28]. FND labeling did not eliminate the LSC
self-renewal and differentiation. The combined FND-FLIM technique has been also used to monitor the
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temporal and spatial fates of the yolk lipoprotein-conjugated FND in vivo to trace the yolk lipoprotein
transport in C. elegans [29].

In many animal models, ND enters the circulation and interacts with blood system. A number
of studies concerning the ND interaction with blood and blood components demonstrates effects
depending also on ND size, surface structure and concentrations [21,22,30–32]. In our previous work,
we have shown that incubation of a human whole blood sample with a suspension of 100-nm HTHP ND
and 5-nm DND (in vitro) does not affect the red blood cell (RBC) viability [30]. The RBC oxygenation
and deoxygenation have been observed via Raman spectroscopic measurements of the hemoglobin (Hb)
signal. The oxygenation/deoxygenation process was not significantly altered by ND’s interaction with
the RBC, but the micro-rheological properties of RBC change after incubation with ND, in particular,
the ability to deform under the action of shear stress is affected [30]. The mechanisms responsible for
this effect may be based on the interaction of ND either directly with the RBC membrane or indirectly,
through interaction with other blood (including plasma) components. Due to the high sorption ability
of ND particles in their interaction with blood plasma, they strongly adsorb the plasma components.
The adsorption of albumin, immunoglobulins, fibrinogen, insulin, etc., from blood plasma, on ND of
various size and surface chemistry has been investigated [30–35]. In whole blood, the adsorption of
the plasma components on ND or DND can disturb the concentrations’ equilibrium in the blood and
osmolality; as a result, the hemolytic effect of DND on RBC has been pointed out [21–23]. Another
important test is blood coagulation. It was shown that the diamond surface is less thrombogenic than a
glass surface; indicating that diamond could be an attractive material for future designing of prostheses
and medical devices, such as surgery instruments, blood pumps and artificial hearts [36]. The effect of
ND of various sizes and concentrations on the blood coagulation parameters was studied using the
activated partial thromboplastin time (APTT) test [32], which did not show the time variations relative
to the coagulation initiated through the intrinsic pathway. However, in vivo studies show that ND can
increase blood clotting via the activation of blood platelets and inducing thromboembolism. In the
pulmonary tissue images, a high number of vessels was found occluded by platelet thrombi with ND
as compared to the control [37].

Only a few works reported the interaction of ND with whole blood in vivo. Particularly, it has
been shown that ultrafine DND affects some blood’s biochemical characteristics, but serious blood
cell destruction was not observed [22]. Furthermore, in the same work, it has been discussed how ND
can activate innate immune system cells, the formation of free radicals and correspondingly trigger
the inflammation processes. Later, the effect of DND on redox and immune parameters in rats has
been studied in detail upon intravenous and intraperitoneal injection of the ND [38]. It was observed
that DND nanoparticles do not possess direct antioxidant characteristics, but actively contribute to
the organism defense against reactive oxygen species and may also affect the inflammation process
through inhibiting the activity of innate immune cells. Hematological parameters (blood cells counts)
together with the state of liver cells of rats were examined in vivo after the animals received aflatoxin
B1 (AfB1) alone and together with nanodiamonds synthesized by detonation [39].

In this work, we report the ND interaction with blood components and red blood cells (RBC).
Along with in vitro analysis of the ND interaction in different conditions, we study small laboratory
animals (rats, mice) focusing on the ND interaction with their blood, as well as analyze how the ND
surface modification and coating can optimize the ND interaction with the blood. We compare the
effect of ND and ND with adsorbed albumin or blood plasma components on the RBC oxygenation
and deoxygenation. Serum albumins are globular proteins, the main component of blood plasma [40].
The study of the adsorption on ND of blood plasma components allows controlling spontaneous
adsorption and following changes of the blood state (e.g., osmolality), controlling the interaction with
blood cells (e.g., with RBC membrane) and, correspondingly, to find the condition for safe in vivo
application. We also examined the immune responses of mice with ND in vivo. Finally, the in vivo
and in vitro results on animal models are compared. A similar study was also conducted in vitro on
human blood.
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2. Results and Discussion

In this study, human and rat RBC (suspended in phosphate buffered saline (PBS) interacted with
100-nm ND and 50-nm ND at different concentrations (20 and 1000 µg/mL) for 1 h. Confocal scanning
fluorescence microscopy was used to probe the location of ND. Fluorescence microscopic images
of human (I, II) and rat (III, IV) RBC after the interaction are shown in Figure 1. ND fluorescence
is shown in green (a); stained (after interaction with ND) RBC membrane is shown in red (b); and
merged images are presented in (c). All images demonstrate adsorption of both sizes pf ND on the cell
membrane. The images reveal that both ND do not penetrate inside RBC, but attach on the membrane
surfaces. At a high ND concentration, the forming of ND-RBC aggregates can be observed, such as
II and IV. Visually, the characteristic interaction of 1000 µg/mL ND with the RBC membrane is similar
for both human and rat RBC. This concentration is much higher than most cellular models where a
few µg/mL of the dosage will be applied. Previously, we have shown that ND can change the human
RBC membrane’s mechanical properties and affect RBC deformability, as well as can change the rate of
RBC oxygenation and deoxygenation at higher concentrations [30]. The result of the ND interaction
with RBC membrane can influence the membrane structure and alter the permeability for oxygen.
This can be accompanied by the changes of permeability for other small molecules, such as CO2, which
participate in the gas exchange in the organism and do not have specific channels to go through the
RBC membrane. The observed in vitro effects were weak; however, they have to be considered and
minimized for in vivo use. Particularly, aggregation of nanoparticles usually causes complications in
biology systems [41–44]. Both the ND aggregation itself and induced aggregation of RBC can alter
the blood rheology [32]. Therefore, it is necessary to prevent the ND aggregation to minimize the side
effects. The above-mentioned side effects on blood can be significantly decreased, because the ND
medical applications always assume that ND has been preliminarily conjugated with the molecules of
interest, such as drugs or bio-molecules for specific or non-specific interaction with the targeted system.
In this study, we used a model system of ND with preliminarily adsorbed albumin. Bihari et al. [45]
have established and validated a practical method to disperse nanoparticles in physiological solutions
for biological studies in vitro and in vivo using albumin.

Albumin is the main blood plasma constituent, which is about 60% of all plasma proteins.
Adsorption of blood plasma proteins, including albumin, on the ND surface has been studied
previously [31]. The proteins’ adsorption on ND and related structural transformations and changes
in their functional state were analyzed using UV-visible absorption and Fourier transform infrared
(FTIR) spectroscopy. In the present study, rat serum albumin (RSA) of rat blood plasma was physically
adsorbed on the 50-nm carboxylated nanodiamond (cND) surface, and the process of adsorption and
the adsorbed RSA were analyzed. The absorption spectra of RSA solutions are presented in Figure 2a;
Line (i) corresponds to the initial solution, with the original concentration of RSA; the absorption peak
of the albumin is at 280 nm. After interaction with 50-nm cND, the ND-RSA complex was subjected
to centrifugation and separated to measure the absorption spectra of the supernatant, Figure 2a-ii.
Spectrum (iii) is the absorption of the supernatant after the second washing of the sediment in PBS
and once more separated. The Spectra (i) and (ii) comparison reveals significant removal of the protein
from the solution, evidencing physical adsorption on the ND surface, and the concentration of RSA in
solution decreases. The value of adsorbed RSA can be estimated from the ratio between Spectra (i)
and (ii). Spectrum (iii) does not show significant desorption of RSA upon washing.

The FTIR absorption spectra are depicted in Figure 2b. Spectrum (i) is from cND and shows
the well-resolved C=O stretching band of the carboxyl group on the cND surface in the range of
1720–1780 cm´1 [46]; Line (ii) is the spectrum of RSA and exhibits the protein’s characteristic amide I,
II peaks in the 1590–1700 cm´1 range, which are the superposition of the vibrations of peptide bonds of
different conformations of the chains (turns, α-helices, β-sheets, unordered); Line (iii) is the spectrum
of the ND-RSA complex displaying the amide peaks as a result of the adsorption of proteins on ND.
Detailed analysis (deconvolution) of the amide I peak allows the estimation of the transformation
of the proteins’ conformation [47,48], but in the present case, FTIR spectra revealed no observable
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transformation (analysis not shown). The result is consistent with the absorption spectra measurements
and proves the RSA adsorption on the diamond surface.
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Figure 1. Fluorescence image of red blood cells (RBC) with nanodiamonds (ND). Human RBC with
100-nm ND (I: 20 µg/mL; II: 1000 µg/mL); rat RBC with 50 ND (III: 20 µg/mL; IV: 1000 µg/mL);
(a) ND were excited by a 543-nm wavelength laser, and the signal was collected in the 610–640-nm
region and shown in green; (b) the RBC’s membranes were dyed with 3,31-dipentyloxacarbocyanine
iodide (DIOC5), excited by a 488-nm wavelength laser, and the signal was collected in the 500–530-nm
range, shown in red; (c) merged images of (a) and (b).
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Figure 2. UV-visible spectra and Fourier Transform Infrared (FTIR) spectra of carboxylated
nanodiamonds (cND) and ND-rat serum albumin (RSA) complex in phosphate buffered saline (PBS).
(a) Absorption spectra of RSA solutions. In the supernatant, the RSA concentration was decreased after
adsorption on ND, the first and second washing; (b) FTIR spectra of RSA, 50-nm cND and cND-RSA.
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The time stability of the obtained 50-nm ND-RSA complex has been estimated for five days of
storage. The UV-visible absorption spectra of protein released into PBS in dependence of time are
shown in Figure 3a. The time dependence of the released protein as a function of day is illustrated
in Figure 3b. One day after preparation, only a very small amount of protein released into PBS is
observed. On the second day, protein releases more rapidly and reaches saturation on the second day.
Thus, the complex stability is satisfactory for the present measurements. The complex stability and
the protein release should be considered with respect to the method of physical adsorption to attach
molecules of interest to ND for bio-application.
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Figure 3. Measurement of the samples stored from 0–5 days by using absorption spectroscopy. (a) Time
(date) dependence absorption spectra of supernatant from five-day samples; (b) fitting of the spectra
from (a) at the peak around 280 nm, found RSA released and reaches saturation in two days of storage.

To further analyze the prepared ND-RSA, dynamic light scattering (DLS) was used to study the
interaction of albumin molecules with ND in the aqueous solutions. The size and surface charge of
the particles of the 50-nm cND-RSA complex were measured. Figure 4a presents the results of DLS
measurements of the sizes of particles in PBS and the effect of the albumins’ adsorption. The measured
hydrodynamic size of the molecules human serum albumin (HAS) or rat serum albumin (RSA) is
about 7 nm; the average size of ND and cND particles before adsorption of the albumins is ~900 and
~1150 nm, correspondingly. After interaction with albumins, the particle sizes of ND or cND in complex
with albumin decrease to 150–170 nm. Therefore, a high degree of aggregation of ND (or cND) in PBS
is observed, but it can be significantly decreased by the adsorption of albumins on the nanodiamond
surface. This indicates that albumin adsorption allows preventing ND aggregation and avoiding the
side effect of blocking capillaries when ND enter circulation in blood and uncontrollable adsorption of
blood components.

For the ND shown in Figure 4a, ζ-potential measurements are presented in Figure 4b. At pH 7.4,
the ζ-potentials are ´7 (both albumins) and ´2 mV (ND) and change to ´23 mV after carboxylation.
This is presumably due to the carboxylic group appearing on the ND surface. Albumins’ adsorption
shifts the ζ-potential of ND to ´10 mV. This is another indication of protein effects due to the more
electric positive nature of proteins. We can conclude that the adsorption of albumin can prevent ND
aggregation, which may cause side effects on the blood rheology and plasma properties (particularly,
on macromolecules composition, osmotic pressure). The effect of the ND-protein complex on other
blood properties or functions is also decreased in comparison with ND. We demonstrate it for RBC,
focusing on the RBC ability to transfer oxygen [30].
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Figure 4. Dynamic light scattering and ζ-potential measurements of ND and ND-HSA (RSA) complexes
in PBS complex in PBS. (a) Dynamic light scattering measurements of HAS, RSA, 50-nm ND and
ND-HAS (RSA). Fifty-nanometer cND dispersed in PBS have a large aggregation size up to ~1150 nm;
the average size of cND-HSA (RSA) is about 150 nm. After HAS (RSA) adsorption on the ND surface,
ND is better dispersed; (b) The ζ-potential of HAS (RSA) is ´7 mV, of 50 cND is ´25 mV and of
cND-human serum albumin (HSA) (RSA) is ´15 mV at pH in ~7.4.

In Figure 5a, we compare the Raman spectra of human and rat RBC in fully-oxygenated and
deoxygenated states. The RBC Raman spectrum is determined by hemoglobin (Hb), the iron-containing
oxygen-transport protein. Hb has a strong and complex Raman spectrum, very sensitive to the spin
state of the iron atom in the functional center of Hb, heme (the spin state depends on the oxygenation
state of Hb) and to conformational changes of the Hb molecules. From the Raman result, the spectrum
significantly changes when Hb changes from the relaxed (R) state of oxygenated Hb to the tense (T)
state of deoxygenated Hb [33,34], and Raman spectroscopy can be used for the study of Hb and RBC
states and functions. As seen from Figure 5, no significant difference between Raman spectra for
human and rat RBC is observed when interacting with ND. For this reason, rat models can be useful in
studying the effects of ND. However, we see the influence of ND on the Hb/RBC from the Raman
spectra of rat RBC with and without 50-nm cND in oxygenated and deoxygenated states, which are
compared in Figure 5b. To analyze this influence, the dynamics of RBC deoxygenation and following
oxygenation in the presence of ND has been observed. The oxygenation degree of the RBC sample
was varied by N2 purging or by spontaneous interaction with air. To estimate the changes in the
oxygenation degree of RBC, we used the characteristic Raman peaks for deoxygenated Hb in the T-state
at 1606–1610 (ν10) and 1358–1360 cm´1 (ν4) and for oxygenated Hb in the R-state at 1638–1640 and
1370–1375 cm´1, correspondingly, assuming that the oxygenation degree is proportional to the relation
Ioxy/(Ideoxy + Ioxy) [33]; below, we also call this the “peaks ratio” (PR).

The results obtained using ν10 and ν4 modes for the estimation of oxygenation degree were similar.
The changes of this value in the process of deoxygenation by purging N2 and following spontaneous
oxygenation in the air for human and rat RBC are compared. The oxygenation and deoxygenation
dynamics of RBC with 50-nm cND is shown in Figure 6. The dependences of Ioxy/(Ideoxy + Ioxy) on
time for human and rat RBC at a relatively low concentration of ND (20 µg/mL) are comparable:
deoxygenation takes about 70 min for human RBC, about 60 min for rat RBC; the oxygenation of both
is 40–45 min. The relative changes of the value are about 80% in both cases.
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Figure 5. Raman spectra of human and rat RBC oxygenated and deoxygenated. (a) Comparison of
human and rat RBC oxygenated and deoxygenated dynamics; (b) rat RBC without and with 50-nm
cND’s oxygenated and deoxygenated dynamics; the ND concentration is 20 µg/mL.
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Figure 6. Oxygenation dynamics of rat RBC interaction with 50-nm cND. The formula
PR p%q “ Ioxy

Ioxy`Ideoxy
ˆ 100 is used to estimate oxygen saturation changes (PR, peaks ratio). Oxygenation

dynamic curves are shown in (�) for RBCs and (˝) for RBCs with 50-nm cND. (a) Human RBC
interaction with 50-nm cND; (b) rat RBC interaction with 50-nm ND. The ND concentration is
20 µg/mL.

Rat RBC are slightly sensitive to ND’s presence, as one can see from Figures 5 and 6, as well
as from a comparison of Figure 7 and with previous results for human RBC [30]. The effects of
50-nm cND on the rate of RBC deoxygenation-oxygenation are concentration dependent. In Figure 7,
the deoxygenation-oxygenation dynamics are compared for rat RBC treated with 50-nm cND in
different concentrations (a–c). The same concentrations are compared in Figure 7d–f for the interaction
in the presence of the 50-nm cND-RSA complex with rat RBC. For an ND concentration of 20 µg/mL
(Figure 7a), no significant effect of ND is observed. The effect becomes more significant for an ND
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concentration of 100–1000 µg/mL for rat RBC and for an ND concentration of 1000 µg/mL for human
RBC; the delay of oxygenation is observed in these cases. Notice that for the ND with adsorbed
RSA, the aggregation is decreased (Figure 4), and the effect on the oxygenation/deoxygenation is not
affected up to 100 µg/mL (Figure 7e).
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Figure 7. Oxygenation dynamics of the rat RBC interaction with 50-nm cND (a–c) and cND-RSA
(d–f) in various concentrations. (a,d) 20 µg/mL; (b,e) 100 µg/mL; (c,f) 1000 µg/mL. The formula
PR p%q “ Ioxy

Ioxy`Ideoxy
ˆ 100 is used to estimate oxygen saturation changes. Oxygenation dynamic curves

are shown in (�) for RBCs and (‚) for RBCs with 50-nm cND or cND-RSA.

The results in Figure 7, the dependencies of the peaks ratio (in %) on time during deoxygenation
and following oxygenation, were fitted using the standard second order polynomial fit, and the
fitting is plotted in Figure 8. Figure 8 shows the dynamics of the rat RBC deoxygenation-oxygenation
interaction with 50-nm cND (a) or the cND-RSA complex (b) for various concentrations. Comparing
Figure 7a–c and Figure 7d–f, one can observe that coating ND with blood plasma proteins significantly
decreases the observed ND effect on the degree of deoxygenation for the middle ND concentration
(Figure 7b,e, 100 µg/mL). As for the characteristic times of oxygenation and deoxygenation, for the
results of fitting for RBC with 100 µg/mL ND, shown in Figure 8c, a delay of reoxygenation of about
15 min is observed for the interaction with cND. At a high concentration (1000 µg/mL), adsorption
of RSA on the ND does not decrease the ND effect on the deoxygenation-oxygenation dynamics.
Presumably, this is due to a high concentration blocking the oxygen entrance to the RBC. The optical
images of rat RBC interacting with 100 µg/mL of cND and cND-RSA are shown in Figure 8d. The result
confirms that after RSA adsorption on the ND surface, ND re better dispersed in the PBS (in agreement
with Figure 3a) and do not case the well-observed RBC aggregation.



Int. J. Mol. Sci. 2016, 17, 1111 10 of 17
Int. J. Mol. Sci. 2016, 17, 1111 10 of 17 

 

 

 
Figure 8. Oxygenation dynamics of the rat RBC interaction with 50-nm cND and cND-RSA in various 
concentrations. The peak intensities of the Raman bands for oxygenated (Ioxy) and deoxygenated 
(Ideoxy) are compared. The peak ratio (PR) was calculated using PR(%) = × 100, and the 

dependencies of PR on time during deoxygenation and following re-oxygenation were fitted using 
the standard second order polynomial fit. The results of fitting are shown: (a) the rat RBC interaction 
with various concentrations of 50-nm cND; (b) the rat RBC interaction with various concentrations of 
50-nm cND-RSA; (c) comparison of the rat RBC interaction with 100 µg/mL 50-nm cND and 50-nm 
cND-RSA; the optical images are shown in (d); the scale bar is 6 µm. 

ND interactions with blood circulation in the animal model were tested in vivo. For this 
measurement, 100-nm ND were injected in caudal vein (c.v.) of rat. After 30 min of ND circulation in 
the blood system, blood was withdrawn and dissolved in PBS (1:200) for confocal laser-scanning 
microscopic imaging. The obtained images are shown in Figure 9. The RBC’s membrane, dyed with 
3,3′-dipentyloxacarbocyanine iodide (DIOC5), is shown in red (Figure 9a); the ND fluorescence 
excited by a 543-nm wavelength laser and detected in the 610–640-nm range is shown in green  
(Figure 9b). Figure 9c is the merged image of (a) and (b). The result reveals that ND have attached to 
RBCs and remain in blood circulation for 30 min. This means that ND can remain in blood circulation 
for several cycles of the blood circulation in the rat body without been cleared. This shows great 
promising applications, such as using ND as a vehicle for drug delivery. 

 
Figure 9. Confocal images: in vivo circulation of nanodiamonds in rat. (a) The stained RBC membrane 
is shown in red; (b) ND fluorescence is shown in green; and (c) the merging of (a) and (b). 

Figure 8. Oxygenation dynamics of the rat RBC interaction with 50-nm cND and cND-RSA in various
concentrations. The peak intensities of the Raman bands for oxygenated (Ioxy) and deoxygenated

(Ideoxy) are compared. The peak ratio (PR) was calculated using PR p%q “ Ioxy
Ioxy`Ideoxy

ˆ 100, and the
dependencies of PR on time during deoxygenation and following re-oxygenation were fitted using the
standard second order polynomial fit. The results of fitting are shown: (a) the rat RBC interaction with
various concentrations of 50-nm cND; (b) the rat RBC interaction with various concentrations of 50-nm
cND-RSA; (c) comparison of the rat RBC interaction with 100 µg/mL 50-nm cND and 50-nm cND-RSA;
the optical images are shown in (d); the scale bar is 6 µm.

ND interactions with blood circulation in the animal model were tested in vivo. For this
measurement, 100-nm ND were injected in caudal vein (c.v.) of rat. After 30 min of ND circulation
in the blood system, blood was withdrawn and dissolved in PBS (1:200) for confocal laser-scanning
microscopic imaging. The obtained images are shown in Figure 9. The RBC’s membrane, dyed with
3,31-dipentyloxacarbocyanine iodide (DIOC5), is shown in red (Figure 9a); the ND fluorescence excited
by a 543-nm wavelength laser and detected in the 610–640-nm range is shown in green (Figure 9b).
Figure 9c is the merged image of (a) and (b). The result reveals that ND have attached to RBCs and
remain in blood circulation for 30 min. This means that ND can remain in blood circulation for several
cycles of the blood circulation in the rat body without been cleared. This shows great promising
applications, such as using ND as a vehicle for drug delivery.
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When the immune system senses a substance being introduce, the synthesis of proinflammatory
cytokines and chemokines is activated. The blood cells, such as lymphocytes and neutrophils, as well
as the surrounding tissues’ cells (e.g., macrophages) are involved in the immune response. The level of
proinflammatory cytokines and chemokines characterizes the immune response of the organism (or the
4 model system) to the intrusion [49]. To understand if ND injected and circulating in blood induce the
immune response in vivo, the level of proinflammatory cytokine TNF-α, one of the agents in the chain
of the immune response, involved in systematic inflammation [50], was analyzed. The ND suspension
was injected into mice via caudal vein (c.v.). While ND circulate in the blood, blood samples were
collected after 2 and 6 h, and the in vivo production of TNF-α was tested. Figure 10 demonstrates the
TNF-α level in the blood plasma. One can see that the TNF-α production was not activated by ND
in comparison to the control (treatment with PBS). As a positive control, lipopolysaccharide (LPS),
from the outer membrane of Gram-negative bacteria, was injected to activate the immune response.
LPS is the key inflammatory component of Gram-negative bacteria, which promotes the secretion
of pro-inflammatory cytokines. In Figure 10, an increased TNF-α level after treatment with LPS is
observed in contrast to ND treatment. Thus, an ND-induced immune response has not been observed
for the ND in vivo application.
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Figure 10. In vivo test of TNF-α activation in the blood system of mice after injection of cND. The cND
were suspended in PBS with concentration 1 mg/mL and injected into mice via the caudal vein (c.v.)
route in a quantity of 20 mg/kg of body weight; LPS at a concentration of 1000 ng/kg of body weight
(b.w.) was used as a positive control. Blood samples were collected via the orbital sinus of the mice
at 2 and 6 h after injection. n = 9 (three experiments repeated three times); *** p < 0.001; significant
amelioration versus respective control groups. Data are the mean ˘ SD.

3. Experimental Section

3.1. Nanodiamond Carboxylation

Synthetic diamond powders with an average size of 50 and 100 nm (Kay Diamond, Boca Raton,
FL, USA) were carboxylated/oxidized to remove the surface non-diamond fractions and impurities,
as described before [46]. In short, as received ND were treated with a mixture of concentrated
H2SO4 and HNO3 (ration 3:1) at room temperature for 24 h, following separation with centrifugation
and washing with bi-distilled water to remove surface non-diamond fractions and impurities.
The carboxylation, the forming of COOH surface groups, was confirmed via Fourier transform infrared
spectroscopic measurements (ABB Bomem MB154 FTIR spectrometer, Switzerland). The characteristic
C=O (1720–1780 cm´1) and O–H (1620–1640 cm´1) bands of the carboxyl groups were observed. ND
particle size and ξ-potential were estimated using the dynamic light scattering method (DLS) with a
Zetasizer Nano ZS (Malvern Instruments, Malvern, UK).
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3.2. Blood Sample Preparation

Fresh human blood was obtained from a healthy volunteer and was transferred into an
ethylenediaminetetraacetic acid (EDTA)-covered tube. The research methods were approved by
the Research Ethics and Use Committee (REC) of Buddhist Tzu Chi General Hospital (Approval REC
No. IRB101-149). For the rat red blood cell (RBC) suspension preparation, 3 mL of whole blood were
withdrawn from the tail of Wistar rats and transferred into EDTA-covered tubes. The research methods
were approved by the Animal Care and Use Committee of National Dong Hwa University (Approval
ID100004). The rats were narcotized for the experiments. The RBC were separated from the human
blood using centrifugation with a speed of 1500 rpm (250ˆ g) for 5 min at 4 ˝C. RBC mass was further
separated from the supernatant plasma and then was washed with standard phosphate buffer saline
(PBS: 4 g NaCl, 0.1 g KCl, 0.72 g Na2HPO4 and 0.12 g KH2PO4 were dissolved in 450 mL of bidistilled
H2O; the PBS pH value was 7.4 ˘ 0.02). Concentrations of PBS to RBC were 2:1 at 4 ˝C, and the pH
was maintained at the value of 7.4. The RBC + PBS mixture was centrifuged at a rate of 3500 rpm for
1 min. This process was repeated 3–5 times. Finally, the washed RBC were diluted with PBS at the
ratio of 5:1000 µL (RBC:PBS).

3.3. Albumin Adsorption on Nanodiamond (ND)

Human serum albumin (HSA, Sigma, Ronkonkoma, NY, USA) and rat serum albumin (RSA,
Sigma) were physically adsorbed on ND. The method has been described in detail previously [31,45].
In short, the albumin solution with a concentration of 40 mg/mL was mixed with an aqueous
suspension of ND with a concentration of 4 mg/mL in the ratio 1:1. After thorough mixing for
two hours, the mixture was centrifuged, and ND with the protein adsorbed on the surface were
separated. The sediment was washed twice in distilled water to remove the non-adsorbed protein in
the solution or protein weakly bound to the ND surface. This method ensures the formation of a stable
ND-protein complex. To estimate the adsorption, the absorption spectra of protein solutions before
adsorption and after interaction with ND and separation of ND-protein complex were measured using a
UV-visible spectrometer (Jasco V-550, Tokyo, Japan). The ND-protein complex is then further confirmed
via measurements of the size and ζ-potential of ND and the ND-protein complex (at pH = ~7.4), using
a Zetasizer Nano ZS (Malvern Instruments, Malvern, UK).

A similar method is used to prepare the ND complex with whole plasma components; the details
has been described before [30]. In brief, whole blood was withdrawn from human or Wistar rats with
the use of EDTA as the anticoagulant. The plasma fraction was separated by centrifugation at 1500 rpm
for 5 min at 4 ˝C. For the interaction of ND with plasma, 2 mg of cND were dispersed in 1 mL of
plasma and vortexed at 37 ˝C for 2 h, then centrifuged and washed to separate the unreacted plasma
components present in the supernatant. The sediment was dispersed in 1 mL of standard phosphate
buffer saline. For the cND-RSA complex stability test stored in PBS solution, five samples of cND-RSA
were prepared at the same time and stored in a refrigerator at 4 ˝C. Every day, for 5 days, one sample
was taken for measurements. The sample was centrifuged at 11,000 relative centrifugal force (rcf) for
10 min, then the absorption spectrum of supernatant was measured to estimate the protein desorption.

3.4. Microscopic Investigation of the Interaction of Nanodiamonds and the Nanodiamond-Albumin Complex
with Red Blood Cell (RBC)

The 50- and 100-nm ND and ND-HSA and ND-RSA were used to observe and visualize the
interaction of ND/ND-albumin with RBC. For imaging of RBC with nanodiamonds in vitro, the
ND were suspended in PBS at a 10-mg/mL concentration. From this suspension, 5 and 280 µL of
the ND + PBS suspension were mixed with 1500 µL of PBS and added to the 1005-µL RBC + PBS
suspension. The final concentration of cND in the prepared cND + RBC + PBS sample used for the
measurements was ~20 and 1000 µg/mL at pH 7.4.

For imaging of rat RBC with nanodiamond in vivo, 3–4 month-old male white rats weighing
380–520 g were used. Rats were narcotized during the experiments. The 100-nm ND concentration is
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5 mg/kg of body weight (b.w.). The ND water suspension with 0.9% NaCl was prepared with the use
of an ultrasound sonicator and heated up to 37 ˝C before injecting; the volume of the injection was
0.3 mL per 500 g of body weight. ND were injected into the rat’s caudal vein. The control group of rats
received a similar volume of 0.9% NaCl solution. Rat blood was drawn for the fluorescence imaging
measurements 30 min after injection. The solution of EDTA (2 mg/mL) was used as a stabilizer.
The blood was put into an EDTA-covered tube and diluted with 0.9% NaCl solution in a concentration
of NaCl:blood of 1:3 at pH 7.4.

Fluorescence and optical (bright field, BF) images of the ND interaction with the RBC were
observed using a scanning confocal fluorescence microscope (TCS-SP5, Leica, Wetzlar, Germany).
To observe the fluorescence signal from the 5- and 100-nm-sized ND, the excitation wavelengths used
were 488 and 543 nm; the corresponding signal detection was between 491–539 nm and 562–659 nm.
The wavelengths were selected according to the fluorescence spectra observed for the ND [51,52].
Fluorescence from the nitrogen vacancy (NV0) defect centers, centered near 605 nm (in the present
case, excited with a 488-nm wavelength laser) and NV´ centers’ fluorescence band centered at 670 nm
(excited with 543 nm) were used. It is to be mentioned that Hb fluorescence at these excitations was
also observed. Confocal scanning was also performed along the Z-axis to probe the localization of ND
relative to the RBC. To observe the fluorescence signal from 50-nm ND, the excitation wavelength was
633 nm, and the corresponding signal was detected in the range 643–700 nm. No emission from Hb
is observed at that excitation. Confocal scanning was also performed along the Z-axis to probe the
localization of ND relative to the RBC. For that, the RBC membrane is dyed with DIOC5 (Invitrogen,
Waltham, MA, USA); the fluorescence of DIOC5 was excited at 488 nm, and the emission was collected
in the range 500–515 nm.

3.5. Raman Spectroscopic Measurements

A T64000 (Jobin Yvon, Longjumeau, France) Raman spectrometer with a 532-nm excitation
wavelength laser was used to characterize the ND. For 100-nm ND, a pronounced characteristic peaks
of sp3 bonded carbon (diamond structure) at 1332 cm´1 dominates. The spectra of 50 ND show a
decreased widened peak with a shift to 1322–1325 cm´1, which is usually observed due to the phonon
confinement effect at decreasing crystalline size to a few nm. Raman peaks were observed on the
background of ND fluorescence spectra, measured with 532-nm (T64000) and 488-nm (spectrometer
a-SNOM, Witec, Ulm, Germany) wavelength excitation lasers. These excitations excite diamond NV0

and NV´ defect centers, with fluorescence centered near 605 nm (with a 488-nm wavelength laser)
and at 670 nm (with a 532-nm wavelength laser) correspondingly [51].

The 50- and 100-nm ND and ND-HSA and ND-RSA were used to study the interaction
of ND/ND-albumin with the RBC of human or rat blood and ND’s effect on the
oxygenation-deoxygenation process of RBC, respectively. ND were suspended in PBS at a concentration
of 10 mg/mL. Five, 25 and 280 µL of the ND + PBS suspension were mixed with 1500 µL of PBS
and added to the 1005-µL RBC + PBS suspension. The final concentration of ND in the prepared
ND + RBC + PBS sample used for the measurements was ~20, 100 and 1000 µg/mL.

The interaction of ND and ND-HSA (or ND-RSA) with RBC and ND’s effect on the
oxygenation-deoxygenation process of RBC were studied using Raman spectroscopic analysis of
the Hb spectra, as described previously [28]. The Raman spectra of RBC were measured using a
Raman spectrometer (T64000, Jobin Yvon) with a 532-nm excitation wavelength laser. RBC spectra are
determined by the Raman signal of Hb during one cycle of deoxygenation-oxygenation for a single
RBC, and each experiment was repeat for 5–10 RBC.

The oxygenation degree of the samples was monitored using the oxidation state marker Raman
bands. In this work, the intensities of the bands at 1640 cm´1 (oxygenated state) and 1607 cm´1

(deoxygenated state), or at 1376 and 1360 cm´1, correspondingly, were the ratio to the band at
755 cm´1, which is neutral to the oxygenation degree and can be used as a reference point. These band
intensities (I) give the estimation of the changes of the oxygenation degree, which is proportional to
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Ioxy/(Ideoxy + Ioxy) [33,53]. The Raman spectra were measured every 5 min. The RBC suspension in the
PBS was placed in a culture dish for the purging of nitrogen. Oxygenation was achieved in ambient
atmospheric pressure, and deoxygenation was performed with nitrogen gas purging (10 kg/cm2).

3.6. Measurements of Tumor Necrosis Factor α (TNF-α) in Vivo Production

Eight week old male C57BL/6 mice (n = 9; three experiments repeated three times) weighing
22–24 g were used. The mice were purchased from the National Laboratory Animal Center and
housed in the Laboratory Animal Center, Tzu-Chi University (Hualien, Taiwan). The mice underwent
procedures of anesthesia with an intraperitoneal injection of ketamine:xylazine (80:10 mg/kg body
weight). The research methods were approved by the Animal Care and Use Committee of National
Dong Hwa University (Approval ID100004). The mice were narcotized for the experiments. The 50- and
100-nm cND were suspended in a concentration of 1 mg/mL PBS, sonicated for 3 min and injected
into mice via the caudal vein (c.v.) route with 20 mg/kg of body weight (b.w., the volume of the
injection was 20 µL per 1 g of b.w.) or LPS in a concentration of 1000 ng/kg of b.w. The animals
of the control group received a similar volume of PBS solution. Blood samples were collected via
orbital sinus of the mice at 2 and 6 h after injection. The mice blood samples were immediately placed
on ice, and within 10 min, the plasma was collected using centrifugation at 400ˆ g for 10 min and
aliquoted for storage at ´80 ˝C until measurements. Mice blood serum was assayed for TNF-α levels
by the AlphaLISA Mouse Tumor Necrosis Factor alpha kit (mTNF-α, Blossom biotechnologies Inc.,
Taipei, Taiwan). Initially, AlphaLISA Immunoassay buffer was used to prepare standard dilutions with
concentrations of 100,000, 30,000, 10,000, 3000, 1000, 300, 100, 30, 10, 3, 1 and 0.3 pg/mL; then, 5 µL of
standard dilutions and mice serum were added to the 384-well AlphaPlate microplate. Subsequently,
20 µL of 25 µg/mL AlphaLISA anti-mTNF-α acceptor beads and 2.5 nM of biotinylated antibody
anti-mTNF-α mixtures were added to each well and then incubated at room temperature for about
60 min. After incubation, 25 µL of streptavidin donor beads (concentration is 80 µg/mL) were added
to each well and incubated at room temperature for 30 min in the dark. After 30 min of incubation, the
optical density (O.D.) with the absorbance at 615 nm was measured by the EnSpire® Multimode Plate
Reader (PerkinElmer, Santa Clara, CA, USA) [50].

4. Conclusions

In this study, the interaction of 50- and 100-nm ND with human and rat RBC is presented.
The surface and optical properties of the ND adsorbed with blood proteins were analyzed using
UV-Vis and FTIR spectroscopy. The effective size and surface charges of both ND and ND with serum
albumin are obtained. UV-Vis spectroscopic studies reveal that the serum albumins’ desorption from
the ND surface is stable after two days. Raman spectroscopy was used to probe the oxygenation
states of a single red blood cell. The RBC can be repeatedly oxygenation/deoxygenated in vivo while
the Raman spectra were measured. The results show that with the adsorption of ND, it does not
affect RBC’s oxygenation state at lower concentrations, below 100 µg/mL. The adsorption of serum
albumins largely reduced the aggregation of ND, also retaining the oxygenation properties for RBC
below 100 µg/mL, both for human and rat RBC.

In the in vivo animal model, injected in blood, ND attaches to the RBC membrane and circulates
with blood for at least 30 min. The immune response of the organism to 50- and 100-nm cND was
tested in vivo by the measurement of proinflammatory cytokine TNF-α production. This parameter
does not indicate the immune response stimulation by ND. These results suggest that nanodiamonds
are safe for a number of processes in organisms and confirm the possibility of their application without
complicating the blood’s physiological conditions.

Acknowledgments: The authors appreciate the financial support of this research by the Ministry of Science and
Technology (MOST) of Taiwan Grant No. MOST 103-2112-M-259-001-MY3; and for a Taiwan-Russia exchange
program under Grant No. NSC 101-2923-M-259-001-MY3.



Int. J. Mol. Sci. 2016, 17, 1111 15 of 17

Author Contributions: Yu-Chung Lin, Elena Perevedentseva, Andrei Lugovtsov, Alexander Priezzhev and
Chia-Liang Cheng conceived of and designed the experiments. Lin-Wei Tsai and Yu-Chung Lin performed
the experiments. Lin-Wei Tsai, Yu-Chung Lin, Elena Perevedentseva and Chia-Liang Cheng analyzed the data.
Yu-Chung Lin, Elena Perevedentseva and Chia-Liang Cheng wrote the paper.

Conflicts of Interest: The authors declare no conflict of interest.

References

1. Perevedentseva, E.; Lin, Y.C.; Jani, M.; Cheng, C.L. Biomedical applications of nanodiamonds in imaging
and therapy. Nanomedicine 2013, 8, 2041–2060. [CrossRef] [PubMed]

2. Puzyr, A.P.; Bondar, V.S. A Method of Producing Detonation Synthesised Nanodiamonds with High Colloidal
Stability. 2005 Inventor’s Certificate No. 2003119416/15 14, 26 June 2003.

3. Mochalin, V.N.; Shenderova, O.; Ho, D.; Gogotsi, Y. The properties and applications of nanodiamonds.
Nat. Nanotechnol. 2012, 7, 11–23. [CrossRef] [PubMed]

4. Dolmatov, V.Y.; Veretennikova, M.V.; Marchukov, V.A.; Sushchev, V.G. Currently available methods of
industrial nanodiamond synthesis. Phys. Solid State 2004, 46, 611–615. [CrossRef]

5. Li, Y.Q.; Tong, Y.L.; Cao, R.X.; Tian, Z.M.; Yang, B.S.; Yang, P. In vivo enhancement of anticancer therapy
using bare or chemotherapeutic drug-bearing nanodiamond particles. Int. J. Nanomed. 2014, 9, 1065–1082.
[CrossRef] [PubMed]

6. Xi, G.; Robinson, E.; Mania-Farnell, B.; Vanin, E.F.; Shim, K.W.; Takao, T.; Allender, E.V.; Mayanil, C.S.;
Soares, M.B.; Ho, D.; et al. Convection-enhanced delivery of nanodiamond drug delivery platforms for
intracranial tumor treatment. Nanomedicine 2014, 10, 381–391. [CrossRef] [PubMed]

7. Zhao, L.; Xu, Y.H.; Akasaka, T.; Abe, S.; Komatsu, N.; Watari, F.; Chen, X. Polyglycerol-coated nanodiamond
as a macrophage-evading platform for selective drug delivery in cancer cells. Biomaterials 2014, 35, 5393–5406.
[CrossRef] [PubMed]

8. Perevedentseva, E.; Peer, D.; Uvarov, V.; Zousman, B.; Levinson, O. Nanodiamonds of laser synthesis for
biomedical applications. J. Nanosci. Nanotechnol. 2014, 15, 1045–1052. [CrossRef]

9. Chang, Y.R.; Lee, H.Y.; Chen, K.; Chang, C.C.; Tsai, D.S.; Fu, C.C.; Lim, T.S.; Tzeng, Y.K.; Fang, C.Y.;
Han, C.C.; et al. Mass production and dynamic imaging of fluorescent nanodiamonds. Nat. Nanotechnol.
2008, 3, 284–288. [CrossRef] [PubMed]

10. Gismondi, A.; Reina, G.; Orlanducci, S.; Mizzoni, F.; Gay, S.; Terranova, M.L.; Canini, A. Nanodiamonds
coupled with plant bioactive metabolites: A nanotech approach for cancer therapy. Biomaterials 2015, 38,
22–35. [CrossRef] [PubMed]

11. Gismondi, A.; Nanni, V.; Reina, G.; Orlanducci, S.; Terranova, M.L.; Canini, A. Nanodiamonds coupled
with 5,7-dimethoxycoumarin, a plant bioactive metabolite, interfere with the mitotic process in B16F10 cells
altering the actin organization. Int. J. Nanomed. 2016, 11, 557–574. [CrossRef] [PubMed]

12. Mohan, N.; Chen, C.S.; Hsieh, H.H.; Wu, Y.C.; Chang, H.C. In vivo imaging and toxicity assessments of
fluorescent nanodiamonds in caenorhabditis elegans. Nano Lett. 2010, 10, 3692–3699. [CrossRef] [PubMed]

13. Igarashi, R.; Yoshinari, Y.; Yokota, H.; Sugi, T.; Sugihara, F.; Ikeda, K.; Sumiya, H.; Tsuji, S.; Mori, I.;
Tochio, H.; et al. Real-time background-free selective imaging of fluorescent nanodiamonds in vivo.
Nano Lett. 2012, 12, 5726–5732. [CrossRef] [PubMed]

14. Lin, Y.C.; Perevedentseva, E.; Tsai, L.W.; Wu, K.T.; Cheng, C.-L. Nanodiamond for intracellular imaging in
the microorganisms in vivo. J. Biophotonics 2012, 5, 838–847. [CrossRef] [PubMed]

15. Chang, C.C.; Zhang, B.; Li, C.Y.; Hsieh, C.C.; Duclos, G.; Treussart, F.; Chang, H.C. Exploring cytoplasmic
dynamics in zebrafish yolk cells by single particle tracking of fluorescent nanodiamonds. SPIE Proc.
2012, 8272. [CrossRef]

16. Lin, Y.C.; Wu, K.T.; Lin, Z.R.; Perevedentseva, E.; Karmenyan, A.; Lin, M.D.; Cheng, C.L. Nanodiamond
for biolabelling and toxicity evaluation in the zebrafish embryo in vivo. J. Biophotonics 2016. [CrossRef]
[PubMed]

17. Marcon, L.; Riquet, F.; Vicogne, D.; Szunerits, S.; Bodart, J.F.; Boukherroub, R. Cellular and in vivo toxicity of
functionalized nanodiamond in Xenopus embryos. J. Mater. Chem. 2010, 20, 8064–8069. [CrossRef]

18. Wierzbicki, M.; Sawosz, E.; Grodzik, M.; Hotowy, A.; Prasek, M.; Jaworski, S.; Sawosz, F.; Chwalibog, A.
Carbon nanoparticles down-regulated expression of basic fibroblast growth factor in the heart during
embryogenesis. Int. J. Nanomed. 2013, 8, 3427–3435.

http://dx.doi.org/10.2217/nnm.13.183
http://www.ncbi.nlm.nih.gov/pubmed/24279492
http://dx.doi.org/10.1038/nnano.2011.209
http://www.ncbi.nlm.nih.gov/pubmed/22179567
http://dx.doi.org/10.1134/1.1711434
http://dx.doi.org/10.2147/IJN.S54864
http://www.ncbi.nlm.nih.gov/pubmed/24591828
http://dx.doi.org/10.1016/j.nano.2013.07.013
http://www.ncbi.nlm.nih.gov/pubmed/23916888
http://dx.doi.org/10.1016/j.biomaterials.2014.03.041
http://www.ncbi.nlm.nih.gov/pubmed/24720879
http://dx.doi.org/10.1166/jnn.2015.9747
http://dx.doi.org/10.1038/nnano.2008.99
http://www.ncbi.nlm.nih.gov/pubmed/18654525
http://dx.doi.org/10.1016/j.biomaterials.2014.10.057
http://www.ncbi.nlm.nih.gov/pubmed/25457980
http://dx.doi.org/10.2147/IJN.S96614
http://www.ncbi.nlm.nih.gov/pubmed/26893562
http://dx.doi.org/10.1021/nl1021909
http://www.ncbi.nlm.nih.gov/pubmed/20677785
http://dx.doi.org/10.1021/nl302979d
http://www.ncbi.nlm.nih.gov/pubmed/23066639
http://dx.doi.org/10.1002/jbio.201200088
http://www.ncbi.nlm.nih.gov/pubmed/22815227
http://dx.doi.org/10.1117/12.931596
http://dx.doi.org/10.1002/jbio.201500304
http://www.ncbi.nlm.nih.gov/pubmed/27093912
http://dx.doi.org/10.1039/c0jm01570a


Int. J. Mol. Sci. 2016, 17, 1111 16 of 17

19. Grodzik, M.; Sawosz, E.; Wierzbicki, M.; Orlowski, P.; Hotowy, A.; Niemiec, T.; Szmidt, M.; Mitura, K.;
Chwalibog, A. Nanoparticles of carbon allotropes inhibit glioblastoma multiforme angiogenesis in vivo.
Int. J. Nanomed. 2011, 6, 3041–3048.

20. Bakowicz, K.; Mitura, S. Biocompatibility of NCD. J. Wide Bandgap Mater. 2002, 9, 261–272. [CrossRef]
21. Puzyr, A.P.; Neshumayev, D.A.; Tarskikh, S.V.; Makarskaya, G.V.; Dolmatov, V.Y.; Bondar, V.S. Destruction of

human blood cells in interaction with detonation nanodiamonds in experiments in vitro. Diam. Relat. Mater.
2004, 13, 2020–2023. [CrossRef]

22. Puzyr, A.P.; Baron, A.V.; Purtov, K.V.; Bortnikov, E.V.; Skobelev, N.N.; Mogilnaya, O.A.; Bondar, V.S.
Nanodiamonds with novel properties: A biological study. Diam. Relat. Mater. 2007, 16, 2124–2128. [CrossRef]

23. Yuan, Y.; Chen, Y.; Liu, J.H.; Wang, H.; Liu, Y. Biodistribution and fate of nanodiamonds in vivo.
Diam. Relat. Mater. 2009, 18, 95–100. [CrossRef]

24. Zhang, X.; Yin, J.; Kang, C.; Li, J.; Zhu, Y.; Li, W.; Huang, Q.; Zhu, Z. Biodistribution and toxicity of
nanodiamonds in mice afterintratracheal instillation. Toxicol. Lett. 2010, 198, 237–243. [CrossRef] [PubMed]

25. Rojas, S.; Gispert, J.D.; Martın, R.; Abad, S.; Menchon, C.; Pareto, D.; Victor, V.M.; Alvaro, M.; Garcıa, H.;
Herance, J.R. Biodistribution of amino-functionalized diamond nanoparticles. in vivo studies based on 18F
radionuclide emission. ASC Nano 2011, 5, 5552–5559. [CrossRef] [PubMed]

26. Vaijayanthimala, V.; Cheng, P.Y.; Yeh, S.H.; Liu, K.K.; Hsiao, C.H.; Chao, J.-I.; Chang, H.C. The long-term
stability and biocompatibility of fluorescent nanodiamond as an in vivo contrast agent. Biomaterials 2012, 33,
7794–7802. [CrossRef] [PubMed]

27. Kuo, Y.; Hsu, T.Y.; Wu, Y.C.; Hsu, J.H.; Chang, H.C. Fluorescence lifetime imaging microscopy of
nanodiamonds in vivo. SPIE Proc. 2013, 8635. [CrossRef]

28. Wu, T.J.; Tzeng, Y.K.; Chang, W.W.; Cheng, C.A.; Kuo, Y.; Chien, C.-H.; Chang, H.-C.; Yu, J. Tracking the
engraftment and regenerative capabilities of transplanted lung stem cells using fluorescent nanodiamonds.
Nat. Nanotechnol. 2013, 8, 682–689. [CrossRef] [PubMed]

29. Kuo, Y.; Hsu, T.Y.; Wu, Y.C.; Chang, H.C. Fluorescent nanodiamond as a probe for the intercellular transport
of proteins in vivo. Biomaterials 2013, 34, 8352–8360. [CrossRef] [PubMed]

30. Lin, Y.C.; Tsai, L.W.; Perevedentseva, E.; Chang, H.H.; Lin, C.H.; Sun, D.S.; Lugovtsov, A.; Priezzhev, A.;
Jani, M.; Cheng, C.L. The influence of nanodiamond on the oxygenation states and micro rheological
properties of human red blood cells in vitro. J. Biomed. Opt. 2012, 17, 101512. [CrossRef] [PubMed]

31. Perevedentseva, E.V.; Su, F.Y.; Su, T.H.; Lin, Y.C.; Cheng, C.L.; Karmenyan, A.V.; Priezzhev, A.V.;
Lygovtsov, A.E. Laser-optical investigation of nanodiamond particles effect on the structure and functional
properties of proteins. Quantum Electron. 2010, 40, 1089–1093. [CrossRef]

32. Mona, J.; Kuo, C.-J.; Perevedentseva, E.; Priezzhev, A.V.; Cheng, C.L. Adsorption of human blood plasma on
nanodiamond and its influence on activated partial thromboplastin time. Diam. Relat. Mater. 2013, 39, 73–77.
[CrossRef]

33. Wood, B.R.; McNaughton, D. Micro-Raman characterization of high- and low-spin heme moieties within
single living erythrocytes. Biopolymers 2002, 67, 259–262. [CrossRef] [PubMed]

34. Ramser, K.; Enger, J.; Goksör, M.; Hanstorp, D.; Logg, K.; Käll, M. A microfluidic system enabling Raman
measurements of the oxygenation cycle in single optically trapped red blood cells. Lab. Chip 2005, 5, 431–436.
[CrossRef] [PubMed]

35. Wang, H.D.; Niu, C.H.; Yang, Q.; Badea, I. Study on protein conformation and adsorption behaviors in
nanodiamond particle-protein complexes. Nanotechnology 2011, 22, 145703. [CrossRef] [PubMed]

36. Baranauskas, V.; Fontana, M.; Guo, Z.J.; Ceragioli, H.J.; Peterlevitz, A.C. Analysis of the coagulation of human
blood cells on diamond surfaces by atomic force microscopy. Nanotechnology 2004, 15, 1661. [CrossRef]

37. Kumari, S.; Singh, M.K.; Singh, S.K.; Grácio, J.J.A.; Dash, D. Nanodiamonds activate blood platelets and
induce thromboembolism. Nanomedicine 2014, 9, 427–440. [CrossRef] [PubMed]

38. Niemiec, T.; Szmidt, M.; Sawosz, E.; Grodzik, M.; Mitura, K. The effect of diamond nanoparticles on redox
and immune parameters in rats. J. Nanosci. Nanotechnol. 2011, 11, 9072–9077. [CrossRef] [PubMed]

39. Mogilnaya, O.A.; Puzyr, A.P.; Baron, A.V.; Bondar, V.S. Hematological parameters and the state of liver cells
of rats after oral administration of aflatoxin B1 alone and together with nanodiamonds. Nanoscale Res. Lett.
2010, 5, 908–912. [CrossRef] [PubMed]

40. Serdyuk, I.N.; Zaccai, N.; Zaccai, J. Methods in Molecular Biophysics: Structure, Function, Dynamics;
Cambridge University Press: Cambridge, UK, 2007; Volume I.

http://dx.doi.org/10.1106/152451102024429
http://dx.doi.org/10.1016/j.diamond.2004.06.003
http://dx.doi.org/10.1016/j.diamond.2007.07.025
http://dx.doi.org/10.1016/j.diamond.2008.10.031
http://dx.doi.org/10.1016/j.toxlet.2010.07.001
http://www.ncbi.nlm.nih.gov/pubmed/20633617
http://dx.doi.org/10.1021/nn200986z
http://www.ncbi.nlm.nih.gov/pubmed/21657210
http://dx.doi.org/10.1016/j.biomaterials.2012.06.084
http://www.ncbi.nlm.nih.gov/pubmed/22863379
http://dx.doi.org/10.1117/12.2004494
http://dx.doi.org/10.1038/nnano.2013.147
http://www.ncbi.nlm.nih.gov/pubmed/23912062
http://dx.doi.org/10.1016/j.biomaterials.2013.07.043
http://www.ncbi.nlm.nih.gov/pubmed/23910465
http://dx.doi.org/10.1117/1.JBO.17.10.101512
http://www.ncbi.nlm.nih.gov/pubmed/23223988
http://dx.doi.org/10.1070/QE2010v040n12ABEH014507
http://dx.doi.org/10.1016/j.diamond.2013.08.001
http://dx.doi.org/10.1002/bip.10120
http://www.ncbi.nlm.nih.gov/pubmed/12012442
http://dx.doi.org/10.1039/B416749J
http://www.ncbi.nlm.nih.gov/pubmed/15791341
http://dx.doi.org/10.1088/0957-4484/22/14/145703
http://www.ncbi.nlm.nih.gov/pubmed/21346296
http://dx.doi.org/10.1088/0957-4484/15/11/050
http://dx.doi.org/10.2217/nnm.13.23
http://www.ncbi.nlm.nih.gov/pubmed/23631504
http://dx.doi.org/10.1166/jnn.2011.3511
http://www.ncbi.nlm.nih.gov/pubmed/22400305
http://dx.doi.org/10.1007/s11671-010-9571-8
http://www.ncbi.nlm.nih.gov/pubmed/20672086


Int. J. Mol. Sci. 2016, 17, 1111 17 of 17

41. Smyth, E.; Solomon, A.; Vydyanath, A.; Luther, P.K.; Pitchford, S.; Tetley, T.D.; Emerson, M. Induction and
enhancement of platelet aggregation in vitro and in vivo by model polystyrene nanoparticles. Nanotoxicology
2015, 9, 356–364. [CrossRef] [PubMed]

42. Mohr, K.; Sommer, M.; Baier, G.; Schöttler, S.; Okwieka, P.; Tenzer, S.; Landfester, K.; Mailänder, V.;
Schmidt, M.; Meyer, R.G. Aggregation behavior of polystyrene-nanoparticles in human blood serum and its
impact on the in vivo distribution in mice. J. Nanomed. Nanotechnol. 2014, 5, 1000193. [CrossRef]

43. Rekha, M.R.; Sharma, C.P. Blood compatibility and in vitro transfection studies on cationically modified
pullulan for liver cell targeted gene delivery. Biomaterials 2009, 30, 6655–6664. [CrossRef] [PubMed]

44. Diaz, B.; Sanchez-Espinel, C.; Arruebo, M.; Faro, J.; de Miguel, E.; Magadan, S.; Yagüe, C.;
Fernández-Pacheco, R.; Ibarra, M.R.; Santamaría, J.; et al. Assessing methods for blood cell cytotoxic
responses to inorganic nanoparticles and nanoparticle aggregates. Small 2008, 4, 2025–2034. [CrossRef]
[PubMed]

45. Bihari, P.; Vippola, M.; Schultes, S.; Praetner, M.; Khandoga, A.G.; Reichel, C.A.; Coester, C.; Tuomi, T.;
Rehberg, M.; Krombach, F. Optimized dispersion of nanoparticles for biological in vitro and in vivo studies.
Part. Fibre Toxicol. 2008, 5. [CrossRef] [PubMed]

46. Chung, P.H.; Perevedentseva, E.; Tu, J.S.; Chang, C.C.; Cheng, C.L. Spectroscopic study of bio-functionalized
nanodiamonds. Diam. Relat. Mater. 2006, 15, 622–625. [CrossRef]

47. Susi, H.; Byler, D.M. [13] Resolution-enhanced Fourier transform infrared spectroscopy of enzymes.
Methods Enzymol. 1986, 130, 290–311. [PubMed]

48. Nevskaya, N.A.; Chirgadze, Y.N. Infrared spectra and resonance interactions of amide-I and -II vibrations of
α-helix. Biopolymers 1976, 15, 637–648. [CrossRef] [PubMed]

49. Zolnik, B.S.; Gonzalez-Fernandez, A.; Sadrieh, N.; Dobrovolskaia, M.A. Nanoparticles and the immune
system. Endocrinology 2010, 151, 458–465. [CrossRef] [PubMed]

50. Copeland, S.; Warren, H.S.; Lowry, S.F.; Calvano, S.E.; Remick, D.; Response, I.H. Acute inflammatory
response to endotoxin in mice and humans. Clin. Diagn. Lab. Immun. 2005, 12, 60–67. [CrossRef] [PubMed]

51. Chung, P.H.; Perevedentseva, E.; Cheng, C.L. The particle size-dependent photoluminescence of
nanodiamonds. Surf. Sci. 2007, 601, 3866–3870. [CrossRef]

52. Hui, Y.Y.; Cheng, C.L.; Chang, H.C. Nanodiamonds for optical bioimaging. J. Phys. D 2010, 43, 374021.
[CrossRef]

53. Torres Filho, I.P.; Terner, J.; Pittman, R.N.; Proffitt, E.; Ward, K.R. Measurement of hemoglobin oxygen
saturation using Raman microspectroscopy and 532-nm excitation. J. Appl. Physiol. 2008, 104, 1809–1817.
[CrossRef] [PubMed]

© 2016 by the authors; licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC-BY) license (http://creativecommons.org/licenses/by/4.0/).

http://dx.doi.org/10.3109/17435390.2014.933902
http://www.ncbi.nlm.nih.gov/pubmed/25030098
http://dx.doi.org/10.4172/2157-7439.1000193
http://dx.doi.org/10.1016/j.biomaterials.2009.08.029
http://www.ncbi.nlm.nih.gov/pubmed/19726082
http://dx.doi.org/10.1002/smll.200800199
http://www.ncbi.nlm.nih.gov/pubmed/18855973
http://dx.doi.org/10.1186/1743-8977-5-14
http://www.ncbi.nlm.nih.gov/pubmed/18990217
http://dx.doi.org/10.1016/j.diamond.2005.11.019
http://www.ncbi.nlm.nih.gov/pubmed/3773736
http://dx.doi.org/10.1002/bip.1976.360150404
http://www.ncbi.nlm.nih.gov/pubmed/1252599
http://dx.doi.org/10.1210/en.2009-1082
http://www.ncbi.nlm.nih.gov/pubmed/20016026
http://dx.doi.org/10.1128/CDLI.12.1.60-67.2005
http://www.ncbi.nlm.nih.gov/pubmed/15642986
http://dx.doi.org/10.1016/j.susc.2007.04.150
http://dx.doi.org/10.1088/0022-3727/43/37/374021
http://dx.doi.org/10.1152/japplphysiol.00025.2008
http://www.ncbi.nlm.nih.gov/pubmed/18369097
http://creativecommons.org/
http://creativecommons.org/licenses/by/4.0/

	Introduction 
	Results and Discussion 
	Experimental Section 
	Nanodiamond Carboxylation 
	Blood Sample Preparation 
	Albumin Adsorption on Nanodiamond (ND) 
	Microscopic Investigation of the Interaction of Nanodiamonds and the Nanodiamond-Albumin Complex with Red Blood Cell (RBC) 
	Raman Spectroscopic Measurements 
	Measurements of Tumor Necrosis Factor  (TNF-) in Vivo Production 

	Conclusions 

