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Abstract: Therapeutic options for hepatitis C virus (HCV) infection have been limited by drug 

resistance and adverse side effects. Targeting the host factor cyclophilin A (CypA), which is 

essential for HCV replication, offers a promising strategy for antiviral therapy. However, due 

to its immunosuppressive activity and severe side effects, clinical application of cyclosporine A 

(CsA) has been limited as an antiviral agent. To overcome these drawbacks, we have successfully 

developed a liver-specific, sustained drug delivery system by conjugating the liver-targeting 

peptide (LTP) to PEGylated CsA-encapsulated poly (lactic-co-glycolic) acid (PLGA) nanopar-

ticles. Furthermore, our delivery system exhibited high specificity to liver, thus contributing 

to the reduced immunosuppressive effect and toxicity profile of CsA. Finally, targeted nano-

particles were able to effectively inhibit viral replication in vitro and in an HCV mouse model. 

As a proof of principle, we herein show that our delivery system is able to negate the adverse 

effects of CsA and produce therapeutic effects in an HCV mouse model.

Keywords: HCV, liver-targeting peptide, targeted drug delivery

Introduction
Hepatitis C virus (HCV) is a leading cause of liver cancer and induces a persistent infection 

in more than 170 million people worldwide.1 The current triple therapy for HCV infection 

involves the combination of interferon-α (IFN-α) and ribavirin with a direct-acting antivi-

ral (DAA) such as telaprevir or boceprevir.2 Despite the increase in sustained virological 

response rates, triple therapy has been accompanied by drug resistance and adverse side 

effects such as nausea, diarrhea, dysgeusia, and neutropenia.3 Since the major limitation 

of first-generation DAAs is their low genetic barrier of resistance, the second-generation 

viral protease, NS5A and NS5B inhibitors are currently clinically assessed in combina-

tion with or without IFN-α or ribavirin.4–6 Although development of second-generation 

DAAs has improved the antiviral effect compared to the first-generation DAAs, there 

might be differences in the antiviral resistance and sustained virological response between 

the genotypes. Despite the improved sustained virological response of  IFN-α free DAA 

therapy against non-genotype 1 infection, emergence of resistance by the oral therapies 

is still a major concern.7,8 In order to address the limitations of current antiviral therapies, 

alternative approaches have sought to target host factors required for HCV-associated 

pathogenesis.9,10 IFN-α free DAA regimens with the optimal combination of host-targeting 

agent have been shown to have very promising antiviral efficacy with a high genetic bar-

rier of resistance against all genotypes including genotype 2 and 3.11,12

Several lines of evidence support the notion that host factor cyclophilin A (CypA) 

has a major influence on the conformation of two HCV nonstructural proteins, NS5A 

and NS5B, and thus enhances HCV replication activity.13–15 Although cyclosporine 
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A (CsA) can effectively inhibit HCV replication, its immu-

nosuppressive activity and adverse side effects have caused 

the therapeutic use of the drug to decline.16 Also, because 

of a very narrow therapeutic window, excessive levels 

of CsA can lead to severe side effects including nephro-

toxicity, hepatotoxicity, neurotoxicity, hypertension, and 

dyslipidemia.17,18 Alisporivir, a non-immunosuppressive 

analog of CsA, is the current CypA inhibitor in the clinical 

trials for HCV. Although the combination of alisporivir with 

IFN-α/ribavirin was put on partial clinical hold at Phase III, 

it is now under development in an IFN-α free regimen and 

yet to be approved by the US Food and Drug Administra-

tion (FDA).19 Since the development of new drugs is cur-

rently quite challenging, it is important to investigate the 

possibility that new therapeutic formulations might reduce 

adverse side effects. 

With the recent advances in the field of nanoscience, 

poly (lactic-co-glycolic) acid (PLGA) has been intensively 

investigated as a nanocarrier of small hydrophobic and 

hydrophilic drugs as well as biological macromolecules.20 

As a drug delivery carrier, PLGA-based nanoparticles 

have the ability to achieve sustained release of the thera-

peutic agent, which results in improved pharmacokinetic 

and phamacodynamic profiles. Notably, PLGA has been 

approved by the FDA for use in clinical applications. 

During the last decade, extensive research has shown that 

a CsA-based, PLGA nanoparticle is an effective ocular 

drug delivery system for treating keratoconjunctivitis and 

other ocular-related inflammatory diseases.21,22 Moreover, 

PLGA nanoparticulate formulation of CsA resulted in 

lower nephrotoxicity compared to the conventional CsA.23 

Therefore, nanoparticulate formulation strategies provide a 

means to incorporate an old drug into a new delivery system, 

thereby minimizing related side effects and maximizing the 

therapeutic value.

PLGA drug-loaded nanoparticles have also been designed 

with a targeting moiety for selective delivery via receptor-

mediated internalization.24,25 Since nontargeted nanoparticles 

have low cellular uptake, anticancer drugs have been engi-

neered so as to be directly targeted to tumor cells. Targeted 

delivery of platinum-based drugs such as cisplatin has been 

shown to enhance the drug’s antitumor efficacy against lung 

and breast cancer.26–28 Interestingly, a new target-specific 

delivery system of IFN-α using hyaluronic acid-conjugated 

gold nanoparticles has enhanced the expression levels of key 

components of the innate immune response associated with 

the anti-HCV effect in normal BALB/c mice; this system 

may also reduce lung-associated toxicity.29 

Based upon the encouraging results with targeted 

nanoparticles as compared to nontargeted nanoparticles, we 

developed a new formulation of CsA-encapsulated PLGA 

nanoparticles conjugated with a liver-targeting peptide 

(LTP). The LTP includes conserved region I from the cir-

cumsporozoite protein (CSP) of Plasmodium sporozoites 

that specifically binds to heparin sulfate proteoglycans 

(HSPGs) on the surface of hepatocytes.30 The feasibility of 

using targeted CsA encapsulated PLGA nanoparticles as a 

nanosized HCV replication inhibitor was assessed by measur-

ing the size and surface charge distribution, encapsulation 

efficiency, and drug release profile. The liver specificity of 

targeted nanoparticles was analyzed using biodistribution 

studies. Finally, the toxicity profile and antiviral efficacy of 

liver-specific CsA-encapsulated PLGA nanoparticles were 

evaluated both in vitro and in an HCV mouse model. 

Methods
Preparation and surface modification 
of Plga nanoparticles
The PLGA nanoparticles were prepared by oil-in-water 

emulsification solvent evaporation followed by lyophiliza-

tion. Briefly, PLGA (50 mg) was dissolved in 1 mL dichlo-

romethane with or without CsA (5 mg). This organic mixture 

was added dropwise to 10 mL of aqueous 4% poly vinyl 

alcohol (PVA) solution under constant stirring. The micro-size 

PLGA particles were subjected to sonication (60 seconds, 30% 

amplitude) to achieve homogenous and nanosized particles. 

The resulting PLGA nanoparticles were poured into 200 mL of 

2% PVA solution and stirred for 4 hours at room temperature to 

evaporate the organic content. To collect the dispersed PLGA 

nanoparticles, centrifugation was performed at 15,000 rpm for 

20 minutes at 4°C; collected PLGA nanoparticles were washed 

three times with distilled water. The resulting nanosuspension 

was subsequently cooled to –20°C and lyophilized.

N-Hydroxysuccinimide (NHS)/ethyl (dimethylaminopro-

pyl) carbodiimide (EDC) coupling was employed for the attach-

ment of both the polyethylene glycol (PEG) spacer and the LTP 

to PLGA nanoparticles. First, the PEG spacer was linked by the 

formation of amide bonds between the primary amine group of 

PEG-bis (amine) (NH
2
-PEG-NH

2
) and the carboxylic group of 

PLGA nanoparticles. Then, the LTP was conjugated to PEGy-

lated nanoparticles via amide bonds between the amine group 

of conjugated NH
2
-PEG-NH

2
 and carboxyl group of the LTP. 

Briefly, the carboxylates of the 1 mg PLGA nanoparticles were 

activated by resuspension in 500 µL of buffer containing 0.1 M 

2-(N-morpholino) ethanesulfonic acid and 0.5 M NaCl, pH 6.0, 

and then incubation with 5 mM EDC and 10 mM sulfo-NHS 
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for 15 minutes at room temperature on a rotator. Removal of 

unreacted excess EDC/NHS and buffer change (phosphate-

buffered saline [PBS], pH 7.4) was done by centrifuging the 

particles at 15,000 rpm for 5 minutes. After activating carboxyl 

groups, the PLGA nanoparticles were reacted with PEG-bis 

(amine) (2 kDa) to form CsA nanoparticles (CsANP) at a 1:1.5 

molar ratio for 45 minutes at room temperature on a rotator. 

CsANP were further conjugated with 500 µg of carboxyl group-

activated LTP using an EDC/NHS reaction to yield the final 

targeted nanoparticles (CsANP-LTP). 

Fluorescent nanoparticles for cellular uptake and biodistri-

bution studies were prepared by linking Alexa-488 directly to 

PEG-conjugated nanoparticles (Alexa-488-CsANP) or to 

targeted nanoparticles (Alexa-488-LTP/CsANP) using the 

standard manufacturer’s protocol. DiI fluorescent dye-

encapsulated nanoparticles (Alexa-488-LTP/DiINP) were 

prepared as described above for CsANP-LTP.

characterization
Mean size distribution and zeta (ζ) potentials of PLGA nano-

particles were determined by dynamic light scattering (DLS) 

(Zetasizer Nano ZS; Malvern Instruments, Malvern, UK). 

The nanoparticles were dissolved and dispersed in distilled 

water at a concentration of 1 mg/mL.

scanning electron microscope measurements
Lyophilized nanoparticles were mounted on the holder and 

coated with gold under vacuum, and their morphology was 

investigated using a scanning electron microscope (SEM) 

(S-4160 FE-SEM; Hitachi Ltd., Tokyo, Japan). 

Encapsulation efficiency
The content of the drug in the nanoparticles was determined 

using high-performance liquid chromatography (1525 dual 

pump; Waters, Milford, MA, USA) equipped with an ultra-

violet detector and a C
18

 column as described previously.22 

The column was equilibrated with a mobile phase (80% 

acetonitrile and 20% water), and samples were eluted during 

isocratic mobile phase conditions at a rate of 1 mL/min and 

detected at 210 nm. The encapsulation efficiency of CsA was 

calculated as reported previously.22,23 

Release profile
CsA-encapsulated PLGA nanoparticles were dispersed in PBS 

(pH 7.4) and incubated in a shaking water bath at 200 rpm for 

various time intervals at 37°C. At each respective time point, 

nanoparticles were removed by centrifuging at 14,000 rpm for 

15 minutes at 4°C. The released CsA content in the solution 

was analyzed by high-performance liquid chromatography, 

as described in encapsulation efficiency method. 

In vitro studies
luciferase assay
The luciferase activity of HCV replicon cells directly corre-

lates with the levels of HCV RNA synthesis.34 HCV replica-

tion in Con1b replicon cells was determined by monitoring 

Renilla luciferase activity (Promega Corporation, Fitchburg, 

WI, USA), as described previously.31 In brief, HCV replicon 

cells were seeded in each well of a 12-well plate at a density 

of 1.5×105/well. The cells were treated with CsA, CsANP, or 

CsANP-LTP (equivalent concentration of 2.5 µg CsA each) 

for 48 or 72 hours. The luciferase signal was measured in 

triplicate. For the sustained antiviral effect, HCV replicon 

cells were treated with CsA, CsANP, or CsANP-LTP (equiv-

alent concentration of 2.5 µg CsA each). After 12 hours of 

treatment, the cells’ media were replaced with fresh culture 

medium followed by culturing for different time points and 

analyzed for luciferase activity. The relative luciferase activ-

ity obtained from CsA-, CsANP-, or CsANP-LTP-treated 

cells were normalized to the corresponding values obtained 

with untreated cells.

In vivo studies
All animal experiments were approved by the Institutional 

Animal Care and Use Committee of Kyung Hee University 

(Seoul, Korea). 

Biodistribution
Balb/c mice (n=3) were intravenously injected with Alexa-

488-labeled nanoparticles. At 24 hours after administration, 

the distribution of Alexa-488-labeled CsANP or CsANP-LTP 

in Balb/c mice was analyzed by ex vivo imaging of different 

organs using a Kodak imaging station (4000MM; Eastman 

Kodak Company, Scientific Imaging Systems, New Haven, 

CT, USA). The mean fluorescence intensity in the region of 

interest (ROI) was determined and expressed as a fold change 

in the intensity with respect to mock-injected mice.

Toxicity profile
Male, 6-week-old Balb/c mice (Orient Bio Inc, Seongnam, 

Korea) were used to assess the toxicity of free CsA and dif-

ferent nanoparticle formulations. The animals were divided 

into four groups (n=6): untreated control, and groups treated 

with either free CsA, CsANP, or CsANP-LTP. The mice were 

injected intravenously every other day with CsA, CsANP, 

or CsANP-LTP (15 mg/kg of CsA or equivalently loaded 
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 respective nanoparticles) for a period of 21 days. Body weights 

were obtained and blood and organ samples were collected 

from control and treated groups to assess systemic toxicity in 

mice. To assess hepatotoxicity, the activities of aspartate ami-

notransferase (AST) and alanine aminotransferase (ALT) were 

measured using a GOT·GPT kit (Asan Pharm, Gyeonggi-do, 

Korea) according to the manufacturer’s protocol adjusted to 

a 96-well microplate. For nephrotoxicity, blood urea nitro-

gen (BUN) levels in the serum were measured using a BUN 

Enzymatic kit (Bioo Scientific, Austin, TX, USA).

Immunosuppressive experiments
To assess immunosuppressive effects of the nanoparticle 

formulations, Balb/c (male, 6-week-old) mice were injected 

intravenously with CsA, CsANP, or CsANP-LTP (15 mg/kg 

of CsA or equivalently loaded respective nanoparticles) every 

other day for a period of 21 days. At 24 hours after the last 

administration, the mice were sacrificed and their spleens 

were removed into a Petri dish containing Roswell Park 

Memorial Institute (RPMI) medium supplemented with 10% 

fetal bovine serum, 100 units/mL of penicillin, and 100 µg/mL 

of streptomycin. Spleens were dispersed through a nylon 

mesh to generate a single cell suspension followed by deple-

tion of RBC by using an red blood cells (RBC) lysis buffer 

(Sigma-Aldrich Co., St Louis, MO, USA). The splenocytes 

were washed and cultured in RPMI complete medium.

Il-2 enzyme-linked immunosorbent assay 
Isolated splenocytes (2×106/well) from different treatment 

groups were seeded in a 24-well plate and then maintained 

under unstimulated or stimulated conditions with 1 µg/mL of 

ionomycin (Calibiochem, La Jolla, CA, USA) and 20 ng/mL 

phorbol-12-myristate-13-acetate (PMA) (Sigma-Aldrich Co.) 

for different time intervals. After the indicated incubation time, 

the culture media from triplicate wells were collected and 

assayed for IL-2 levels by enzyme-linked immunosorbent assay 

(ELISA) according to the protocol from Enzo Life Sciences 

(Plymouth Meeting, PA, USA). 

hcV mouse model
Immunodeficient NOD/SCID mice (Charles River Labora-

tories, Wilmington, MA, USA), aged 6 weeks, were used. 

Mice were engrafted with Huh7 cells containing the HCV-

Con1b replicon (1×106 cells in 200 µL PBS) by intrasplenic 

injection, as described previously.32 Cell transplantation 

and surgical procedures were performed under anesthesia 

and prophylactic antibiotics were given. After 5 weeks of 

cell transplantation, free CsA or CsANP-LTP (15 mg/kg of 

CsA or  equivalently loaded respective nanoparticles) were 

intravenously administered every other day for a period of 21 

days to assess the antiviral efficacy. To analyze the sustained 

and prolonged effects, mice were divided into four groups: 

untreated control, and groups treated with free CsA, CsANP, 

or CsANP-LTP. The treatment was discontinued after three 

injections (every other day) and antiviral efficacy was checked 

after 21 days. Each treatment group consisted of three animals. 

After completion of treatment, the mice were sacrificed, and 

liver tissues were obtained for analysis.

Fluorescent immunohistochemistry
The deparaffinized and rehydrated mouse liver tissue sec-

tions were incubated overnight at 4°C with monoclonal 

antibody against human hepatocytes (Hep par 1) and HCV 

NS5A (Santa Cruz Biotechnology Inc., Dallas, TX, USA) 

at a 1:50 dilution. After three washes, the sections were 

incubated with Alexa Fluor-488 (green)- or Alexa Fluor-546 

(red)-conjugated anti-rabbit or anti-mouse Immunoglobulin 

G (IgG) antibodies (Thermo Fisher Scientific, Waltham, MA, 

USA) at a dilution of 1:100 for 2 hours. Nuclei were labeled 

with 4′,6-diamidino-2-phenylindole (DAPI) for 5 minutes. 

Analysis was performed using confocal microscopy.

statistical analysis
Data analysis was performed using a two-tailed Student’s 

t-test. Data are expressed as the mean ± standard deviation 

of at least three independent experiments, unless stated 

otherwise.

Results
Preparation and characterization of csa-
encapsulated Plga nanoparticles
CsA-encapsulated PLGA nanoparticles were prepared by the 

single-emulsion method (oil-in-water). Figure 1 shows the 

stepwise preparation and engineering of liver-targeted PLGA 

nanoparticles. To avoid excessive aggregation of nanoparticles 

and stearic hindrance between the cell surface HSPGs and the 

liver-targeting moiety conjugated to the nanoparticles, as well 

as to enhance the in vivo circulation time, nanoparticles were 

PEGylated using NH
2
-PEG-NH

2
. The LTP, which specifically 

interacts with HSPGs, was conjugated to PEGylated PLGA 

nanoparticles to impart liver cell specificity.

The physicochemical properties of the non-PEGylated, 

PEGylated nontargeted (CsANP), and PEGylated liver-targeted 

CsA-encapsulated PLGA nanoparticles (CsANP-LTP) 

were analyzed using DLS and SEM. The size distribution 

of all the prepared nanoparticles was homogenous and 
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appropriate for both in vitro and in vivo studies. Generally, the  

clinically applicable size of nanomedicines is less than 250 nm, 

as this size tends to have a similar range of properties based 

on physiological and anatomical consequences.33 Our non-

PEGylated nanoparticles, CsANP, AND CsANP-LTP particles 

had an average size of 188 nm with a polydispersity index 

(PDI) value of 0.088, 212 nm with a PDI value of 0.125, and 

229 nm with a PDI value of 0.912, respectively (Figure 2A). 

These results were further supported by SEM images, which 

showed evenly-dispersed morphology (Figure 2B). In order 

Figure 1 schematic representation of the preparation of csaNP, csaNP (Pegylated), and csaNP-lTP (Pegylated) formulations.
Abbreviations: csa, cyclosporine a; csaNP, cyclosporine a nanoparticles; csaNP-lTP, csaNP conjugated with lTP; eDc, ethyl (dimethylaminopropyl) carbodiimide; 
lTP, liver-targeting peptide; Nhs, N-hydroxysuccinimide; NP, nanoparticles; Peg, polyethylene glycol; Plga, poly (lactic-co-glycolic) acid.
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to evaluate the surface properties of the nanoparticles,  

we again utilized DLS analysis to measure the ζ potential. 

The ζ potential values were found to vary depending upon 

the surface modification of nanoparticles. The non-PEGy-

lated nanoparticles possessed the highest negative charge,  

at -32.5 mV, followed by the CsANP (-17.4 mV) and CsANP-

LTP (-8.2 mV) (Table 1). The reduction in the negative charge 

on CsANP or CsANP-LTP indirectly indicates the decreased 

number of carboxyl groups and addition of amine groups on 

the surface of the nanoparticles which contribute toward the 

net surface charge. Targeted nanoparticles with LTP possessed 

increased ζ potential values on average, owing to the additional 

positive charge amino acids in the peptide. 

The encapsulation efficiency and the release profile of the 

encapsulated drug are crucial for the overall functionality of 

the nanoparticles. In addition, the stability of the drug should 

be retained after the process of nanoparticle preparation. 

Our results also demonstrated good encapsulation efficiency 

of pre- and post-surface modifications of the nanoparticles 

(Table 2). The in vitro release profile of the CsA from the 

PLGA nanoparticles at physiological pH and room tempera-

ture was biphasic in nature, composed of an initial phase of 

rapid release followed by a latter slow and sustained release. 

As shown in Figure 2C, 67% of the CsA was released from 

CsANP-LTP within 72 hours in PBS, suggesting the sus-

tained release of CsA from CsANP-LTP. The initial phase 

of the CsA release and the sustained release of the second 

phase occurs in cells in which uptake of CsANP-LTP occurs 

via specific receptor-mediated endocytosis.

antiviral effect of liver-targeted csa 
encapsulated Plga nanoparticles
To evaluate the anti-HCV activity of the formulated nanopar-

ticles, HCV replicon cells expressing luciferase were used. The 

luciferase activity of HCV replicon cells directly correlates 

with the level of HCV RNA synthesis.34 CsA is known to 

effectively reduce HCV RNA levels by blocking the interac-

tion of CypA with viral proteins.15,35 Both the luciferase assay 

(Figure 3A) and Western blot analysis (Figure 3B) showed that 

CsANP or CsANP-LTP can decrease HCV replication levels 

as efficiently as CsA for up to 72 hours. CsA treatment resulted 

in significantly higher levels of toxicity in HCV replicon cells, 

while CsANP or CsANP-LTP treatment did not affect the cell 

viability in time- and concentration-dependent experiments 

(Figure S1). Next, the prolonged antiviral effect of CsANP-

LTP under sustained release condition was investigated via 

treatment-withdrawal experiments. After 12 hours’ incuba-

tion with CsA or nanoparticle formulations, the treatment 

was withdrawn and the cells were replaced with new media 

Figure 2 Physicochemical characterization and in vitro CsA release profile of 
engineered nanoparticles.
Notes: (A) average zeta size distribution. (B) scanning electron microscope images 
(magnification 30,000×, voltage 15 kV). The data are shown as the mean ± sD. (C) 
Release profile of CsA from CsANP-LTP. The data are shown as mean ± sD.
Abbreviations: csa, cyclosporine a; csaNP, cyclosporine a nanoparticles; csaNP-
lTP, csaNP conjugated with liver-targeting peptide; sD, standard deviation.
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Table 1 characterization of nanoparticles: representative poly-
dispersity index and zeta potential of non-Pegylated csaNP, 
csaNP (Pegylated), and csaNP-lTP (Pegylated)

Polydispersity  
index

Zeta potential 
(mV)

Non-Pegylated csaNP 0.062 -32.5±6.1
csaNP 0.091 -17.4±7.9
csaNP-lTP 0.112 -8.2±4.3

Abbreviations: csaNP, cyclosporine a nanoparticles; csaNP-lTP, csaNP conjugated 
with liver-targeting peptide.

Table 2 ee of non-Pegylated csaNP, csaNP (Pegylated) and 
csaNP-lTP (Pegylated)

EE (%)
Non-Pegylated csaNP 75±4.4
csaNP 72±3.2
csaNP-lTP 70±3.6
Abbreviations: csaNP, cyclosporine a nanoparticles; csaNP-lTP, csaNP conjugated 
with liver-targeting peptide; EE, encapsulation efficiency.
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Figure 3 antiviral effect of csa-encapsulated poly (glycolic-co-lactic) acid nanoparticles in vitro. 
Notes: (A) hcV replicon cells were treated with 2.5 µg of csa, csaNP, or csaNP-lTP for different time intervals, and luciferase activity was determined. The data are 
shown as the mean ± sD. (B) hcV Ns5a expression levels were determined by Western blot analysis after hcV replicon cells were incubated with 2.5 µg of csa, csaNP, 
or csaNP-lTP for different time intervals. all data are representative of three individual experiments. The sustained anti-hcV effect of csa from targeted nanoparticles was 
determined by treatment-withdrawal experiments in hcV replicon cells. after 12 hours of treatment with 2.5 µg of csa, csaNP, or csaNP-lTP, the cells were replaced 
with fresh culture medium followed by culturing for different time points. (C) luciferase assay. The data are shown as the mean ± sD. **P0.01 versus csa treatment. 
(D) Western blot analysis of hcV Ns5a expression levels. actin was used as loading control. The density values of hcV Ns5a relative to actin are expressed as mean ± sD 
of three independent experiments. *P0.05, **P0.01 versus csa treatment. 
Abbreviations: con, control group; csa, cyclosporine a; csaNP, cyclosporine a nanoparticles; csaNP-lTP, csaNP conjugated with liver-targeting peptide; hcV, 
hepatitis c virus; rlU, relative light units; sD, standard deviation.
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followed by culturing for the different time periods. Despite 

the withdrawal of treatment, CsANP-LTP showed significant 

sustained reduction in the replication of HCV replicon RNA 

and NS5A protein levels even up to 5 days (Figure 3C and D). 

CsANP-LTP decreased the NS5A levels more efficiently than 

free CsA or CsANP. This enhanced antiviral effect of CsANP-

LTP was significant compared with free CsA. Cellular uptake 

of targeted PLGA nanoparticles showed that CsANP-LTP is 

specifically targeted into liver cells (Figure S2). Furthermore, 

we could not detect significant uptake of targeted PLGA nano-

particles in other cell lines such as A549 cells (human lung 

cancer) and mouse splenocytes (Figure S3 and S4). Moreover, 

attachment of a PEG moiety between the nanoparticle and LTP 

improved the anti-HCV effect of CsANP-LTP (Figure S5). In 

summary, these results suggest that CsANP-LTP effectively 

enhances the inhibition of HCV replication. 

Biodistribution and in vivo toxicity profile 
of engineered nanoparticles
We investigated the biodistribution of Alexa-488-labeled 

CsANP or CsANP-LTP 24 hours after intravenous injection 

in Balb/c mice. Use of LTP-CsANP resulted in an alteration 

in the location of accumulation, mainly to the liver, in contrast 

to CsANP, which were found to be deposited in the lung in 

addition to the liver. Imaging results showed significantly 

higher accumulation of the targeted nanoparticles in the 

liver (1.8- to 2.0-fold) and also a slight deposition in kidney 

in comparison to nontargeted nanoparticles, even 24 hours 

after intravenous administration (Figure 4A). These results 

indicate that LTP-conjugated nanoparticles specifically target 

liver and deliver therapeutic agents.

Despite its remarkable biological activity, CsA is asso-

ciated with severe hepatotoxicity, nephrotoxicity, and sig-

nificant body weight reduction. Hence, we tested whether 

sustained release of CsA from PLGA nanoparticles resolved 

CsA-associated toxicities. Normal Balb/c mice were admin-

istered free CsA, CsANP, or CsANP-LTP (CsA 15 mg/kg 

equivalents, eleven intravenous doses, every two days). Serum 

ALT and AST levels were quantified to evaluate hepatic func-

tion. Free CsA treatment resulted in an approximately two 

fold increase in serum ALT and AST levels in comparison to 

the control group; however, encapsulated CsA in CsANP or 

CsANP-LTP resulted in ~70%–80% (P0.05) lower AST 

and ALT levels than those observed after free CsA treatment 

(Figure 4B and C). In addition, shrinkage of the liver was found 

in mice treated with free CsA (the liver weight was ~20%–26% 

lower than that of the control group), while liver weight in the 

CsANP or CsANP-LTP group did not show any significant 

change (Figure 4D). Spleen toxicity was characterized by loss 

of spleen weight in the CsA-treated mice (~13%), while no 

spleen weight loss was observed in the CsANP or CsANP-

LTP groups (Figure 4E). Serum BUN levels were measured 

to assess renal function. Mice in the free CsA-treated group 

showed a 1.8-fold increase in BUN levels as compared to 

the control group, while CsANP or CsANP-LTP treatment 

resulted in approximately normal BUN levels (Figure 4F). 

Although the biodistribution results showed higher levels of 

CsANP-LTP accumulation in kidney compared to CsANP, 

there was no significant difference in BUN levels. Free CsA 

treatment resulted in ~12%–17% reduction in average body 

weight, yet neither the CsANP nor CsANP-LTP treated group 

experienced an adverse effect on body weight (Figure 4G). 

We also found that intravenous administration of free CsA 

resulted in mortality for three out of ten injected mice; how-

ever, all mice survived until the end of the experiment when 

administered with the same amount and number of doses of 

nanoparticle formulations (Figure 4H). Therefore, we conclude 

that CsANP or CsANP-LTP formulations are well tolerated 

and abolish acute toxicities of free CsA with prolonged circula-

tion time and sustained drug release.

effect of targeted csa encapsulated Plga 
nanoparticles on immunosuppression
We speculated that a nanoparticle-based drug delivery strat-

egy might be beneficial to overcome the drawbacks of CsA. 

After treatment with free CsA, CsANP, or CsANP-LTP (CsA 

15 mg/kg equivalents, eleven intravenous doses, every other 

day for 21 days), mice were sacrificed, and isolated spleno-

cytes were further cultured under unstimulated or stimulated 

conditions (Figure 5A). Interestingly, encapsulation of CsA 

in both the nontargeted and targeted nanoparticles strongly 

reduced the immunosuppressive activity (Figure 5B). These 

results were also supported by both the biodistribution 

(Figure 4A) and histological analysis (Figure S4A), which 

showed no deposition of formulated nanoparticles in the 

spleen. The observed low levels of IL-2 inhibition in CsANP 

or CsANP-LTP treatments may be due to the slow release of 

CsA from nanoparticles during its circulation in the blood. 

We further confirmed the specificity of targeted nanoparticles 

by testing their ability to be internalized by splenocytes. 

Alexa-488-labeled CsANP or CsANP-LTP showed no 

internalization by splenocytes (Figure S4B), thus implying 

that live-targeted nanoparticles do not exhibit nonspecific 

delivery to spleen. Taken together, target-specific CsANP 

might be more advantageous than conventional CsA as an 

improved nanomedicine for the treatment of HCV.
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Figure 4 Biodistribution and in vivo toxicity profile of CsANP-LTP in BALB/c mouse. 
Notes: (A) Localization of Alexa-488-labeled nontargeted and targeted CsA poly (lactic-co-glycolic) acid nanoparticles (a) and relative fluorescence intensity (b) in lung, liver, 
spleen, and kidney of mice 24 hours after intravenous injection. The data are shown as the mean ± sD. *P0.05, **P0.01. A total of 24 male Balb/c mice were divided into 
four groups (n=6): Con (untreated) and CsA-, CsANP-, or CsANP-LTP-treated groups. Each treated group, received 15 mg/kg of CsA or equivalently loaded nanoparticle 
formulation intravenously at 48-hour time intervals for a period of 21 days. (B and C) serum levels of alT and asT. The data are shown as the mean ± sD. *P0.05 versus 
csa treatment. (D) actual size of liver and kidney (a) and liver weight change (b). The data are shown as the mean ± sD. (E) actual size of liver and kidney (a) and spleen 
weight change (b). The data are shown as the mean ± sD. *P0.05. (F) serum BUN levels. The data are shown as the mean ± sD. **P0.01 versus csa treatment. (G) Body 
weight. The data are shown as the mean ± sD. arrows indicate time point of intravenous injection. (H) Toxicity-induced mortality rate. 
Abbreviations: alT, alanine aminotransferase; asT, alanine aminotransferase; BUN, blood urea nitrogen; con, control; csa, cyclosporine a; csaNP, cyclosporine a 
nanoparticle; CsANP-LTP, CsANP conjugated with liver-targeting peptide; SD, standard deviation; U/l, Units per liter.
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antiviral effect of liver-targeted csa 
encapsulated Plga nanoparticles in an 
hcV mouse model
We next determined the inhibition of HCV replication after 

systemic delivery of targeted CsA encapsulated PLGA 

nanoparticles in an HCV mouse model. Five weeks after 

transplantation of HCV replicon cells, mice were randomly 

divided into three groups. One group was maintained as con-

trol, and the other two groups were injected intravenously 

with either CsA or CsANP-LTP (CsA 15 mg/kg equivalents, 

eleven intravenous doses, every other day). In contrast to 

free CsA, no significant loss of body weight was observed 

in the CsANP-LTP group (data not shown). Inhibition of 

HCV replication was confirmed by measuring HCV RNA 

and NS5A protein levels after continuous treatment. The 

CsANP-LTP-treated group inhibited HCV replication as 

effectively as those treated with free CsA (Figure 6A and 

B). In addition, confocal microscopic analysis detected 

NS5A in control human hepatocytes, while hepatocytes 

from the free CsA- and CsANP-LTP-treated groups showed 

faint detection of NS5A, thus confirming the reduction of 

viral replication (Figure 6C). Furthermore, the prolonged 
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isolated and cultured for different time intervals under unstimulated or stimulated conditions. The data are shown as mean ± sD. *P0.05, **P0.01, ***P0.001. 
Abbreviations: csa, cyclosporine a; csaNP, cyclosporine a nanoparticles; csaNP-lTP, csaNP conjugated with liver-targeting peptide; PBs, phosphate-buffered saline;  
PMa, phorbol 12-myristate 13-acetate; sD, standard deviation.
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antiviral effect was also investigated in the HCV mouse 

model. Mice were divided into four groups (n=3 mice per 

group); one group was maintained as untreated control. 

Free CsA and nanoparticulate formulations (CsANP or 

CsANP-LTP) were administered intravenously on days 

1, 3, and 5 (CsA 15 mg/kg equivalents). Treatment was 

discontinued and antiviral efficacy was determined after 

21 days. In contrast to free CsA or CsANP, CsANP-LTP 

resulted in a significant decrease in HCV RNA and NS5A 

protein levels even after withdrawal of treatment (Figure 

6D and E). These data are consistent with a prolonged and 

sustained anti-HCV effect of CsANP-LTP in vitro (Figure 

3C and D). Our results indicate that CsANP-LTP treatment 

results in enhanced anti-HCV activity while reducing the 

frequency of doses required and severe toxicities associated 

with free CsA treatment. 

Discussion
HCV remains a global health challenge, causing chronic liver 

disease worldwide, even after a decade of intense research.1 

The current therapy for HCV involves the combination of 

standard of care (SOC) with drugs targeting viral proteins 

or host factors.9,36 Small molecules, due to their size and 

molecular weight, exhibit disorderly pharmacokinetic 

profiles such as rapid clearance, indiscriminate distribution 

and localization in undesired tissue and organs, causing 

dose-limiting toxicity. Also, as small molecule drugs have 

poor specificity, administering high doses can become cru-

cial, which in turn increases the toxicity burden to patients. 

Therefore, there is a need for target-specific delivery of 

drugs in order to reduce the side effects to nontargeted tis-

sues and organs, and increase the effectiveness of therapy. 

In this regard, the use of targeted nanoparticle formulations 

seems to open new paths for HCV treatment with increased 

efficacies. 

CsA is a potent host-targeted HCV inhibitor, but its 

immunosuppressive activity, associated severe toxicities, 

rapid elimination from the human body, and narrow thera-

peutic window have been limiting factors in its clinical 

success. Herein, we have demonstrated the application of 

liver-targeted CsA-encapsulated PLGA nanoparticles for 

enhanced anti-HCV therapy. The uniqueness of this delivery 

system is the conjugation of nanoparticles with conjugation 

of nanoparticle with the targeting moiety that binds to the 

HSPGs on the surface of hepatocytes (Figure 1). A variety 

of techniques have been developed for PEGylation of PLGA 

nanoparticles, such as incorporation of polymer conjugates 

(eg, poly[lactic acid]–PEG)37 or covalent attachment via 

amino or carboxyl-terminated PLGA.38 In this report, we 

used NH
2
-PEG-NH

2
 for surface modification of drug-loaded 

PLGA particles that can help to overcome the excessive 

aggregation of nanoparticles, avoid stearic hindrance for the 

interaction between the cell surface receptor and liver target-

ing moiety conjugated on the nanoparticles, and enhance 

the in vivo circulation time of nanoparticles. The overall 

charge on all prepared nanoparticles was negative, which is 

critical to achieve a low rate of nonspecific cellular uptake; 

thus the negative charges eventually contribute toward the 

development of long-circulating nanoparticles. Our results 

establish a strategy by which to achieve favorable results 

utilizing specific uptake into hepatocytes, which is otherwise 

unattainable with nontargeted nanoparticles (Figure S2). The 

observed superior activity of the targeted nanoparticles can 

be attributed to rapid internalization of nanoparticles via 

specific interaction of LTP with HSPGs on hepatocytes fol-

lowed by sustained release of CsA over the period of time. 

In addition, CsA-encapsulated PLGA nanoparticles showed 

no cytotoxicity, unlike free CsA. Our results also showed the 

benefits of sustained release of CsA from CsANP-LTP, with 

greater anti-HCV efficacy over nontargeted nanoparticles or 

free CsA in HCV replicon cells.

Since HCV primarily infects hepatocytes, delivery of drug 

to the infected site at a high dose is a prerequisite for nano-

particles to attain anti-HCV efficacy. To achieve high-dose 

drug delivery to the liver and to reduce nonspecific cellular 

uptake in the nontarget tissues, we employed a nanoparticle-

targeting strategy by conjugating LTP. Biodistribution of 

targeted nanoparticles yielded significant results regarding 

the accumulation of nanoparticles in the liver (Figure 4A). 

The rapid internalization of CsANP-LTP into hepatocytes 

facilitated the retention in the liver, providing an advantage 

over the CsANP. Due to the negative surface charge, nontar-

geted nanoparticles were not taken up by hepatocytes and thus 

entered the circulation over the experimental time period and 

were easily excreted via the kidneys. Localization of targeted 

nanoparticles in the kidneys might be due to the slow rate 

of circulation of targeted nanoparticles which leached out 

from the liver. Thus, biodistribution data indicate that high 

antiviral efficacy can be facilitated by nanoparticle-based 

targeting strategies.

Clinical application of immunosuppressant CsA against 

HCV is limited, mainly due to CsA’s immunosuppressive 

activity and its severe side effects.16,39 Considering that 

adaptive immune response is essential for the eradication 

of HCV, we assume that high accumulation of CsANP-

LTP in the liver would be an additional advantage because 
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nanoparticles a promising drug delivery system for the safe 

and effective treatment of HCV infection.
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non-splenic distribution of the nanoparticles protects from 

the immunosuppressive effect of CsA. Previous ex vivo 

studies40,41 have demonstrated that encapsulation of CsA in 

PLGA nanoparticles results in a greater sustained immuno-

suppressive effect, which is contradictory to our results. This 

discrepancy seems to be due to the experimental design of the 

studies. We tested the production of IL-2 in cultured spleno-

cytes from mice administered with free CsA or nanoparticle 

formulations. In contrast, the other research groups shows 

CsA encapsulated nanoparticles suppressed IL-2 production 

under ex vivo conditions by continuous release of CsA into 

the media or by nonspecific uptake of nanoparticles by the 

cells. Moreover, the physicochemical properties of encap-

sulated nanoparticles, including a comparatively larger size 

and net negative surface charge, resulted in less inhibition 

of IL-2 production (Figure 5). Thus, specific targeting of 

CsANP-LTP to the liver reduced the immunosuppressive 

effect of free CsA in our experiments.

Several studies have reported the antiviral efficacy of 

CsA against HCV.15,42,43 However, side effects such as 

nephrotoxicity and hepatotoxicity have limited its use in 

the clinic. Herein, we report that use of target-specific CsA- 

encapsulated nanoparticles reduces CsA induced toxicity 

significantly (Figure 4). Encapsulation of CsA within PLGA 

nanoparticles seemed to minimize the liver and kidney toxic-

ity without any significant change in the body weight and 

mortality, as compared to free CsA treatment. Moreover, the 

CsANP-LTP-treated HCV mouse model showed a sustained 

anti-HCV effect  for a short-term treatment after intrasplenic 

surgery (Figure 6). Therefore, it is likely that the sustained 

release of CsA from targeted nanoparticles enhances antiviral 

efficacy without significant toxic effects.

Conclusion
In this study, we developed liver-targeted PLGA nanopar-

ticles for CsA delivery against HCV. Both in vitro and in 

vivo examination of nanoparticles showed the advantage of 

reducing the toxic effects associated with free CsA. Addi-

tionally, compared to conventional treatment with CsA, the 

engineered CsA nanoparticle-based treatment resulted in 

decreased immunosuppressive effects. Although both formu-

lations of nanoparticles displayed improved toxicity profiles 

over free CsA, only liver-specific CsA-encapsulated PLGA 

nanoparticles yielded a sustained and prolonged anti-HCV 

effect, even after treatment withdrawal. Targeted nanopar-

ticles have the ability to reduce the amount and frequency 

of doses that might be important in achieving toxicity-free 

therapeutics. All these positive attributes make targeted CsA 
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Supplementary materials
Poly (lactic-co-glycolic) acid (PLGA (50:50)), Poly(vinyl) 

alcohol (PVA), N-hydroxysulfosuccinimide sodium salt (Sulfo-

NHS), N-(3-dimethylaminopropyl)-N′-ethylcarbodiimide 

hydrochloride (EDC), MES hydrate, poly(ethylene 

glycol) (PEG), NH
2
-PEG-NH

2
, 1,1′-dioctadecyl-3,3,3′3′-

tetramethylindocarbocyanine perchlorate (DiI) dye, and 

cyclosporine A (CsA) were all obtained from Sigma Aldrich 

(St Louis, MO). Alexa-488 fluorescent dye was obtained 

from Invitrogen (Carlsbad, CA). Liver-targeting peptide 

(LTP) CKNEKKNKIERNNKLKQPP was synthesized and 

obtained from Peptron (Daejeon, South Korea). 

In vitro studies
cell culture
Huh7 cells harboring subgenomic HCV genotype 1b 

(Con1/SG-Neo (I) hRluc FMDV2aUb) were provided 

by Prof. Charles Rice (The Rockefeller University and 

Apath, LLC, St. Louis, MO). Huh7-derived replicon cells 

were propagated in DMEM with 10% FBS, 100 units/mL 

of penicillin, 100 µg/ml of streptomycin, and 1× non-

essential amino acids (NEAA) mixture and selected using 

0.5 mg/ml G418 from Duchefa Biochemie (Amsterdam, 

The Netherlands). 

Figure S1 Cytotoxicity profile of free CsA and nanoparticle formulations in HCV replicon cells.
Note: The cells were incubated for (A) 48 h, (B) 72 h, (C) 96 h, and (D) 120 h with csa, csaNP or csaNP-lTP at different concentrations. The data are shown as mean 
± s.D, *P  0.05, **P  0.01, ***P  0.001. con represents untreated control cells.
Abbreviations: con, control; csa, cyclosporine a; csaNP, cyclosporine a nanoparticles; csaNP-lTP, csaNP conjugated with liver-targeting peptide.
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Figure S2 analysis of cellular uptake of csaNP in hcV replicon cells.
Notes: (A) Flow cytometric analysis 12 h after incubation with alexa-488-csaNP (left) or alexa-488-LTP/CsANP (right). The data are shown as the mean ± s.D. (B) 
confocal microscopic images of hcV replicon cells 12 h after of treatment with alexa-488- csaNP (left) or alexa-488-LTP/DiINP (right).
Abbreviations: csaNP, cyclosporine a nanoparticles; DaPI, 4′,6-diamidino-2-phenylindole; DiINP, DiI fluorescent dye-encapsulated nanoparticles; LTP, liver-targeting peptide.

cytotoxicity assay
The HCV replicon cells (1.5×105/well) were incubated 

with various concentrations of free CsA, CsANP or 

CsANP-LTP for different time periods. Viability of 

treated cells was determined using 3-(4,5′dimethylthiasol-

2-yl)-2,5′diphenyltetrazolium bromide (MTT) assay. 

MTT (1 mg/mL in PBS) was added to each well at 1/10 

of the volume of the media and incubated for 2 hours to 
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form formazan crystals, which are soluble in cell culture 

medium. After 4 hours, the absorbance of formazan 

products was measured at 570 nm using a spectropho-

tometer (Molecular Devices, Sunnyvale). Cell viability 

was expressed as the percentage of absorbance relative 

to untreated cells.

cellular uptake
To quantify the efficiency of specific cellular uptake, 

HCV replicon cells (1.5×105/well) were seeded onto 12 

well plates and incubated for 24 h. After 24 h, cells were 

treated with alexa-488-labeled CsANP or CsANP-LTP 

nanoparticles at 50 µg/mL final concentration for the 

period of 12 h. After the incubation period, the cells were 

trypsinized, washed two times with PBS, resuspended in 

fixing solution (5% formaldehyde), and evaluated using 

a Beckman Coulter flow cytometer. Data were analyzed 

using the Cell Quest Software (Beckman Coulter Inc, 

Brea, CA). 

For confocal microscopic analysis of cellular uptake, 

HCV replicon cells were grown on cover slips. Cells were 

treated with alexa-488-CsANP or alexa-488-LTP/DiINP at a 

final concentration of 50 µg/mL for 12 h. The cells were then 

rinsed with PBS three times. The cells were counterstained 

with DAPI (4′,6′-diamidino-2-phenylindole) and mounted on 

glass slides (Vector Mount, CA). Photographs of prepared 

samples were taken using a confocal microscope (Carl Zeiss 

Jena GmbH, Germany).

Western blot analysis
The HCV replicon cells were treated as described above. 

Cell lysates were prepared from treated samples with pro-

tein extraction solution (iNtRON Biotechnology, Chinju, 

Korea). Proteins were then separated by sodium dodecyl 

sulfate polyacrylamide gel electrophoresis (SDS-PAGE), 

transferred onto a nitrocellulose membrane, and blocked 

with 3% bovine serum albumin (BSA) in 1× Tris-buffered 

saline. Membranes were incubated in mouse anti-HCV NS5A 

antibody (Santa Cruz Biotechnology, Santa Cruz, CA) as a 

primary antibody, followed by incubation with appropriate 

secondary antibody. Samples were detected with enhanced 

chemiluminescence reagents (Santa Cruz Biotechnology, 

Santa Cruz, CA). Quantification of Western blots was per-

formed by densitometry using Image J software. Actin as 

used as a loading control.

Quantification of HCV RNA levels 
by real-time Pcr
Total RNA was isolated from mouse liver tissue using 

TRIzol reagent (Invitrogen, Carlsbad, CA) and cDNA 

product was obtained using an iScript cDNA synthesis kit 

(Bio-Rad). HCV RNA levels were analyzed using real-time 

PCR (qRT-PCR). The qRT-PCR was performed by using 

the SYBR Green PCR Master Mix (Invitrogen/Applied 

Biosystem, Carlsbad, CA) and the ABI Prism 7300 real-

time PCR system (Applied Biosystems, Carlsbad, CA), 

according to the manufacturer’s instructions. Calculations, 

based on the 2-∆∆C
T method, 27 were performed by using the 

following equation: R (ratio) = 2 –[∆C
T (sample) –∆C

T (control)]. Data 

are expressed as the fold change of the treatment groups 

relative to control and normalized to the levels of glyceral-

dehyde 3-phosphate dehydrogenase (GAPDH). The primer 

sequences were designed by Primer 3 and UCSC In-Silico 

PCR, and were as follows: 

H C V  R N A  f o r w a r d  5 ′ - A C T C C C C G G A C G C T 

GACCTC-3′;
HCV RNA reverse 5′-GCAGGATCTCCGCCGGA ACG-3′;
GAPDH forward 5′-CAACTGGTCGTGGACAACCAT-3′;
GAPDH reverse 5′-GCACGGACACTCACAATGTTC-3′.

Figure S3 analysis of cellular uptake of csaNP in a549 cells.
Notes: Flow cytometric analysis after 12 h incubation of alexa-488-CsANP or alexa-488-LTP/CsANP. Data are representative of three independent experiments.
Abbreviations: csaNP, cyclosporine a nanoparticles; lTP, liver-targeting peptide.
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Supplementary results
cellular uptake of csa-encapsulated 
Plga nanoparticles
Specific targeting of the CsANP-LTP was investigated using 

a cellular uptake assay conducted in HCV replicon cells. 

Alexa-488-labeled CsANP-LTP were used to evaluate the 

internalization of LTP-conjugated PLGA nanoparticles by 

flow cytometry. Only approximately 2% of the cells were 

positive after 12 h of treatment with alexa-488-CsANP 

(Figure 4A, left). By contrast, alexa-488-labeled CsANP-

LTP treated cells were 95% particle positive, indicating 

specific binding of targeted nanoparticles on the surface of 

liver cells compared to non-targeted nanoparticles (Supple-

mentary Figure 2A, right). The internalization of targeted 

nanoparticles was further confirmed by confocal microscopy. 

Alexa-488-labeled CsANP were very faintly detected in 

the cytoplasm of cells (Supplementary Figure 2B, left). In 

order to rule out the possibility that only the LTP peptide 

was internalized leaving the nanoparticle in the extracellu-

lar region, we loaded DiI dye into the PLGA nanoparticles 

and conjugated them with the alexa-488-labeled LTP and 

examined for the dual fluorescence in the cytoplasm. Our 

Figure S4 analysis of cellular uptake of csaNP in spleen cells.
Note: (A) confocal microscopy analysis of spleen tissue sections after 24 h of intravenous injection of alexa-488-labeled non-targeted and targeted csa Plga nanoparticles 
in mice. Images are representative of at least three different experiments. (B) cellular uptake of csaNP or csaNP-lTP in mouse splenocytes. Flow cytometric analysis after 
12 h incubation of alexa-488-CsANP or alexa-488-LTP/CsANP. Data are representative of three independent experiments. 
Abbreviations: csaNP, cyclosporine a nanoparticles; DaPI, 4′,6-diamidino-2-phenylindole; lTP, liver-targeting peptide.
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Figure S5 anti-hcV effect of different formulations of csaNP.
Notes: sustained anti-hcV effect of csaNP-Peg, csaNP-lTP (non- Pegylated), 
or csaNP-Peg-lTP. hcV replicon cells were treated with 2.5 µg of different 
formulations of nanoparticles and luciferase activity was determined at the end of 5 
days. The data are shown as the mean ± s.D, *P  0.05 versus control, #*P  0.001 
versus csaNP-lTP.
Abbreviations: con, control; csaNP, cyclosporine a nanoparticles; csaNP-
lTP, csaNP conjugated with liver-targeting peptide; csaNP-Peg-lTP, Pegylated 
liver-targeted csaNP; rlU, relative light units.

to be due to the overall negative surface charge which is not 

conducive to non-specific uptake. These data also indicate 

that PEGylation of nanoparticles does not aid non-specific 

delivery to cells. Furthermore, we could not detect significant 

uptake of targeted PLGA nanoparticles in other cell lines such 

as A549 cells (human lung cancer) and mouse splenocytes 

(Supplementary Figures 2, 3), strongly suggesting that cel-

lular uptake of targeted PLGA nanoparticles was mainly due 

to specific binding of LTP peptide to HSPGs on the surface 

of liver cells and delivery into cells via receptor-mediated 

endocytosis. Overall, our data suggest that CsANP-LTP is 

specifically targeted into liver cells. 

In vitro cytotoxicity of targeted csa 
encapsulated Plga nanoparticles
After demonstrating that the targeted PLGA nanoparticles 

were able to be specifically internalized by hepatocytes, we 

evaluated the cytotoxicity of CsANP-LTP. One of the most 

important aspects of our anti-HCV strategy was to deliver a 

therapeutically sufficient amount of CsA without compromis-

ing the viability of the host cells. CsA treatment exhibited 

significantly higher levels of toxicity in HCV replicon cells, 

while CsANP or CsANP-LTP treatment did not affect the cell 

viability in time- and concentration-dependent experiments 

(Supplementary Figure 4). The non-cytotoxic effect of the 

nanoparticles may be attributed to the slow and sustained 

release of CsA from the nanoparticles.

data clearly show the co-localization of both the DiI dye-

encapsulated nanoparticles and the alexa-488 labeled LTP in 

the cytoplasm, thereby confirming that the LTP did facilitate 

the delivery of the nanoparticles into the intracellular com-

partment via receptor-mediated endocytosis (Supplementary 

Figure 2B, right). The confocal microscopy results were in 

agreement with those from flow cytometric analysis. Failure 

of non-targeted PLGA nanoparticles to enter the cells appears 
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