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Abstract: Twinning is a phenomenon that occurs, e.g., during deformation, martensitic
transformation and film growth. The present study shows that the crystallography of
twinning can be described by two twinning modes along the complete Bain transformation
path and beyond connecting body-centered and face-centered cubic structures. To probe
this concept, we used strained epitaxial films of the Fe-Pd magnetic shape memory system.
As the substrate acts as an absolute reference frame, we could show by pole figure
measurements that all observed twinning can be a body-centered and face-centered cubic
twinning mode. This continuously transforms towards identity when approaching the
complementary structure.

Keywords: deformation twinning; transformation twinning; adaptive twinning; magnetic
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1. Introduction

In the field of physical metallurgy, materials, such as shape memory alloys, high-strength materials,
high-temperature alloys and multiferroics, exhibit different kinds of twinning phenomena, which have a
strong influence on the functional properties. The twin formation occurs during different processes [1],
like deformation [2–4], film growth [5], recovery and/or recrystallization [6], phase transformation [7]
or adaptive nanotwinning [8].

In the present investigation, we combine experiments and simulations of several twinning phenomena
observed within the binary Fe-Pd system. Fe-Pd has been suggested as a model system for martensitic
transformations and twinning, already in 1938 [9]. The disordered ferromagnetic shape memory alloy
Fe-Pd exhibits a martensitic transformation that follows the concept of the Bain path for deformation of a
unit cell from face-centered cubic (fcc) to body-centered cubic (bcc) [10,11]. For example, the magnetic
shape memory alloy Fe70Pd30 shows such a transformation during cooling. In addition, by changing
the Pd content from 25 to 33 at.% and by quenching from temperatures above 1,123 K, the following
metastable phases occur in bulk single crystals at room temperature: bcc, bct (body-centered tetragonal),
fct (face-centered tetragonal) and fcc phase [11]. At the atomic scale, the necessary orientation relation is
given by the Bain path methodology [12] and visualized in Figure 1. Regarding a face-centered atom of
the austenitic fcc unit cell (dark grey shaded atoms) as the corner of the bct unit cell (bright grey shaded
atoms), this bct unit cell is tetragonal instead of cubic and aligned along the 〈110〉 directions of the fcc
unit cell. This highlights the key feature of the Bain path—a simplified description of the transformation
using a single parameter: the tetragonal distortion reflected by the c/a|fct-ratio. For a Fe-Pd system, this
one parameter is sufficient, as the volume remains almost constant [13].

Figure 1. Scheme of the elementary twin reactions along the Bain path: (a) fcc (face-
centered cubic) system (dark grey atoms) with {111}fcc〈112〉fcc and (b) bcc (body-centered
cubic) system (bright grey atoms) with {112}bcc〈111〉bcc twinning mode. Common lattice
planes are shaded in grey.
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There are several definitions for twinning in the literature. For a discussion of the different definitions,
see [14]. In the present work, twinning is defined as follows: the win and matrix can be brought to
congruence by applying a crystallographic symmetry operation (reflection, inversion and rotation) that
does not belong to the crystallography of the phase, and the boundaries between the variants are called
twin boundaries.

Usually, the basic properties of twin formation are discussed for cubic fcc and bcc metals. The most
common twinning modes appearing in fcc and bcc metals are {111}fcc〈112〉fcc and {112}bcc〈111〉bcc,
respectively [2,3]. The elements of this notation correspond to twinning planes {. . .} and shear directions
〈. . .〉. Since the normal of the twinning planes, as well as their shear direction (in Figure 1) are rational,
they are called compound twins [15]. The orientation transformation that connects the original variant
and the twinned variant can be expressed by either a rotation of 180◦ about the twin plane normal or
by a rotation of 180◦ about the shear direction. The advantage for those compound twins is that the
crystal orientation can be obtained either by a mirror operation or by a 180◦ rotation. According to this
general description and the notation given in Figure 1, the elementary twin reaction can be extended
to be valid along the Bain path, which continuously connects the fcc to the bcc lattice by a tetragonal
distortion [12,16]. The corresponding twin elements are {111}fct〈112〉fct and {112}bct〈111〉bct.

For the experiments shown here, we used Fe100−xPdx films with different structures. These different
structures are described by the tetragonal distortion of the unit cell. According to Bain’s concept, we use
in this paper the lattice parameters, afct and cfct, of the fct unit cell to describe all different structures.
An alternative expression to the fct unit cell is the bct unit cell. The fct description is easily converted
to the bct description by multiplying with a conversion factor of

√
2. For epitaxial Fe70Pd30 films, the

c/a|fct-ratio can be changed continuously from c/a|fct = 1.0 for fcc to c/a|fct = 1/
√

2 for bcc. Close
to this composition, the energy for straining the unit cell is relatively low, and all tetragonal distortions
along the Bain path can be stabilized in thin films [13]. Due to the essentially flat energy landscape even
beyond the limits of the Bain path, Fe70Pd30 films can be strained with c/a|fct>1.0 [17].

The substrate as an absolute reference frame allows for analyzing of the structure and the orientation
relationship using pole figure measurements and comparing these results to simulations of different
twinning modes. This paper is arranged as follows. At the beginning, we describe a concept for all
twinning modes along the Bain path. After a short description of the background on the simulations,
we characterize in detail the different modes of deformation twinning (Sections 5.1 and 5.2). A second
focus is on the proof of transformation twins in annealed films (Section 5.3). Finally, we experimentally
provide the adaptive nanotwinning in highly strained Fe-Pd films (Section 5.4).

2. Experimental Section

Deposition at ambient temperatures allows for increasing of the critical film thickness, as the
introduction of misfit dislocations is a thermally activated process [18]. It is favorable that the
Fe-Pd system exhibits a structural instability and a softening of the crystal lattice near room
temperature [19]. Therefore, epitaxial Fe-Pd films can be produced with different methods, like pulsed
laser deposition [20], molecular beam epitaxy [21] or sputter deposition [13]. Here, we use the possibility
of different preparation routes to easily change film thickness and composition.
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Fe100−xPdx films were deposited at room temperature on MgO(001)[100] single crystalline substrates
using pulsed laser deposition (PLD) from elemental targets [20]. The sequence from bcc to fct was
observed for as-deposited films with different Pd contents (25–33 at.%Pd). Following the procedure of
bulk samples [11], the pulsed laser-deposited Fe100−xPdx films were annealed in a quartz tube at 1273 K

for 10 min under vacuum conditions (< 10−5 mbar) and water quenched afterwards. After this heat
treatment, the same metastable phases as in bulk samples were obtained [22].

To produce faster and thicker epitaxial Fe-Pd films, DC magnetron sputtering was used. Fe70Pd30

films were deposited from an alloy target on different epitaxially-grown metallic buffer layers (e.g., Cu
and Cr) at room temperature (base pressure < 10−8 mbar) [13,17]. The 50 nm Cr buffer layer was
deposited at 300 ◦C on MgO(001)[100] single crystalline substrates. When 50 nm Cu, exhibiting a fcc
lattice, is used as the buffer, prior to deposition, an adhesion layer of 5 nm Cr was grown on the MgO
substrate. The deposition temperature of the Cu buffer layer was room temperature.

The sample surface was examined using a scanning electron microscope (SEM) from Zeiss (Leo 1530
Gemini). Using energy dispersive X-ray spectroscopy (EDX) and a Fe70Pd30 standard, the composition
of the film was determined. Pole figures revealing the global texture were measured using a four circle
setup (Phillips X’Pert, Cu-Kα radiation) in the range of 0◦ ≤ ϕ ≤ 360◦ and ψ ≤ 80◦ in steps of 1◦.

3. Twinning Modes along the Bain Path

While for an exactly cubic fcc structure, the bcc twinning mode does not occur as it transforms
the crystal into its identity, for a tetragonally distorted fct lattice (c/a|fct < 1.0), this is not the case
anymore. The {101}fct〈101〉fct twinning mode for a fct structure is, according to Figure 1, equivalent to
{112}bct〈111〉bct twinning. In analogy, one can describe the twinning system of a tetragonally distorted
bct structure either by {101}bct〈101〉bct or {111}fct〈112〉fct.

Thus, the concept of the Bain path allows for the describing of both deformation and transformation
twins by the same concept. Moreover, with this intuitive description, one can compare the energies of
both twins. The shape change resulting from the shear leads to elastic distortions, and with that, the
strain energy increases. Given by [23,24], for both cases, the strain energy, E, is proportional to the
square of the shear, s. For fcc deformation, twinning is E = (c/r)µs2, and for transformation twinning,
E = (c/r)µ(s2 + δ2), Where µ is the shear modulus of the parent lattice, c/r the thickness-to-length
ratio of the twins and δ the dilatational component normal to the habit plane. To minimize the energy, the
twins should be long and thin. It is established that the elastic energy and the interface energy compete
in a twinned material [25]. The shear energy associated with transformation twinning increases squared
with the tetragonal distortion, as expected from the linear elastic theory, and thus, a deformation twin
is expected to have a much larger excess energy. To understand twinning, one has also to consider the
strain, which can be compensated for by the particular twinning mode. This is much lower for a slight
tetragonal distortion compared to deformation twinning.

While for a material with a cubic structure deformation, twinning is the only alternative to elastic
deformation, for a slightly tetragonally distorted martensitic material, two stages are possible. At low
strains, first the transformation twin boundary is moved. Once this mechanism is finished (e.g., in a
single variant state), deformation twinning can occur to adapt the strain. For huge tetragonal distortions,
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somewhere in the middle of the Bain path, both twinning mechanism are expected to degenerated and
may occur simultaneously.

4. Simulation

4.1. Simulation of fcc and bcc Twins

According to Bain’s concept and with respect to the reference system (MgO substrate), we can
simulate all different twin modes using the following basics. The congruent description of the twinning
elements [16] within the tetragonal systems leads to the analogousness of:

{111}fct〈112〉fct ≡ {101}bct〈101〉bct as well as {112}bct〈111〉bct ≡ {101}fct〈101〉fct

Thus, in the border systems, the opposed twin reactions transform the crystal into its identity. Namely,
the fcc-type twin reaction {111}fct〈112〉fct coincidences with the two-fold rotation axis of the bcc system,
as well as the bcc-type twin reaction {112}bct〈111〉bct coincidences with two-fold rotation axis of the fcc
system. The associated shears, s, of the twins as functions of c/a|fct or c/a|bct are shown in Figure 2.
These are:

s{111}fct〈112〉fct
=

∣∣1− 2 (c/afct)
2
∣∣

√
2 c/afct

(1)

s{112}bct〈111〉bct
=

∣∣(c/abct)
2 − 2

∣∣
√

2 c/abct
(2)

which correctly yield to 1/
√

2 in the border systems and vanishing shear in the opposed border systems.

Figure 2. The associated shear of fcc-type {111}fct〈112〉fct and bcc-type {112}bct〈111〉bct

twins as functions of c/afct or c/abct.

b c c

 

0

1 / √ 2 √ 21

1 / √ 2

c / a b c t

as
so

cia
ted

 sh
ea

r

c / a f c t

 f c c - t y p e  t w i n s
 b c c - t y p e  t w i n s

1
f c c

For the investigation of orientation changes associated with twins of different kinds, we will discuss,
among others, {111}fct or {101}bct pole figures of thin films. By using the rotation transformation
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described in Section 1, the rotation matrices for the different twin systems can be developed. The
corresponding twin variant orientations are calculated by applying these rotation matrices to the basic
coordinate system of the matrix. The term, matrix, refers to the epitaxially-grown part of the film.
Thus, reflections are given by the vectors of the plane, (hkl), with respect to the MgO substrate. The
first and second generation of twins are visualized by red circles and blue triangles, respectively. The
terms, first and second generation, of twins is used to describe a hierarchical microstructure [25] and a
twin-within-twins microstructure [26,27]. The effect of bcc-type twinning {112}bct〈111〉bct and fcc-type
twinning {111}fct〈112〉fct on {111}fct is summarized in Figure 3 for a single crystal of the fcc- and
bcc-border systems. Due to the four-fold symmetry of the (001) matrix, it is sufficient to show only
one quadrant. According to the above-mentioned details, bcc-type twinning does not alter the atomic
positions for a fcc matrix. Hence, the positions of matrix and twin variants coincide (Figure 3b).

Figure 3. Pole figure simulation of bcc-type {112}bct〈111〉bct (a,b) and fcc-type
{111}fct〈112〉fct twins (c,d) for the limits of the Bain path at the bcc and the fcc state.

4.2. Simulation of Martensitic Twins

The Bain concept cannot describe a martensitic transformation, since a phase boundary between a
cubic and a distorted structure is not considered. This problem can be solved using the Phenomenological
Theory of Martensite Crystallography (PMTC) [7]. Here, we briefly describe how to simulate pole
figures of a twinned structure formed during a martensitic transformation using this theory. The
martensitic transformation is of the first order and requires a propagating phase front (habit plane),
where austenite and martensite have to be compatible, i.e., the elastic energy at the interface has to be
minimal. In the following calculation, an adaption of the twinned martensite to the parent austenite and,
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therefore, a rotation as a consequence of the straining of the lattice is considered. Following PTMC,
the transformation is expressed by a 3 × 3 matrix T = QU , where Q describes the rotation and U the
stretching of the unit cell. A scalar multiplication of the transformation matrix, T , with a lattice vector,
ai, of the austenite yields a corresponding vector in a martensitic variant, vi.

~vi = T ~ai = QU~ai (3)

In the present case, the cubic to tetragonal transformation is given by the symmetric matrices [7]:

U1 =


cm
ap

0 0

0 am
ap

0

0 0 am
ap

 (4)

and:

U2 =


am
ap

0 0

0 cm
ap

0

0 0 am
ap

 (5)

U1 and U2 correspond to two in-plane variants (cm about parallel to the substrate surface) of
martensite. In the present experiments, only these two martensitic variants are observed, and thus,
variants with the c-axis out-of-plane were omitted in the simulated pole figures for clarity.

The condition of elastic compatibility is fulfilled when the transformation matrix T (and,
consequently, also, the corresponding U ) has a middle eigenvalue equal to one, which means that the
lattice remains unstrained in the direction of the corresponding eigenvector. In general, U1 and U2 do not
have a middle eigenvalue of one, and for this reason, none of the variants can form a martensite-austenite
interface on its own. Instead, the system introduces twin boundaries, which means that it forms an
austenite-martensite interface using different variants that are compatible with the interface on average.
These variants are connected to each other by the twinning condition:

QU2 − U1 = ~a⊗ ~n (6)

which expresses that one variant (U2) is rotated using the matrix, Q, to form a stress-free twin-boundary
with another variant (U1). The twin boundary is then defined by the twin shear vector, ~a, and twin plane
normal, ~n.

The habit plane condition:

Q′(λQU2 + (1− λ)U1 = I +~b⊗ ~m (7)

introduces a parameter λ for the volume fraction of variants and rotates the entire twinned microstructure
using the rotation matrix, Q′, to form a stress-free habit plane. The habit plane is defined by the habit
plane shear vector, ~b, and habit plane normal, ~m. Since both processes, twinning and habit plane for-
mation, happen simultaneously, it is more demonstrative to re-write both equations using the definitions
Q = Q2

−1Q1 and Q′ = Q2 to obtain the form:

Q2
−1Q1U2 − U1 = ~a⊗ ~n (8)
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for the twinning condition and:

λQ1U2 + (1− λ)Q2U1 = I +~b⊗ ~m (9)

for the habit plane condition.
These equations have to be solved for the rotationQ1 andQ2 to obtain the orientation of all martensitic

variants that fulfill these conditions. I is the identity matrix. The value λ and the vectors, ~a, ~n,~b and ~m,
are also obtained during the solution, which is described elsewhere in great detail [7].

Since the twinning condition has two solutions and the habit plane condition four solutions per twin,
eight unique solutions exist when only in-plane variants are taken into account. Finally, each solution
contains two martensitic variants, given by their sets of lattice vectors. The corresponding reflections of
planes (hkl) are calculated again with respect to the MgO substrate using Equation (3). Note that the
matrices, U1 and U2 (and, accordingly, the lattice parameters of austenite and martensite) are the only
parameters necessary to calculate the variant orientation.

5. Results and Discussion

5.1. fcc Deformation/Growth Twins

Previous study on as-deposited Fe57Pd43 films on MgO substrates prepared with PLD showed that
only films with a thickness up to ≈20 nm grow completely epitaxially [20]. Stress measurements have
shown large stresses up to 700 MPa for thick Fe-Pd films [28]. The formation of deformation twins
reduces the elastic energy originating from stress at the expense of a comparably low interface energy
of the twin boundaries. For a 300 nm thick as-deposited Fe57Pd43 film, a fcc structure is expected from
the phase diagram. An SEM picture of the surface in Figure 4 shows a fine twinned microstructure that
is rotated by 45◦ with respect to the MgO〈100〉 edges. This morphology agreed with the assumption of
fine long twins from the strain energy (Section 3). X-ray structure analysis revealed that the unit cell is
slightly distorted with c/a|fct =0.97, and the c-axis is aligned in-plane along MgO[100] and/or [010].

Figure 4. SEM picture of an as-deposited Fe57Pd43 film on a MgO substrate. The edges of
the pictures are parallel to MgO〈100〉. On the film surface, a fine twinned structure with 45◦

to MgO〈100〉 edges is observed, which is shown schematically in the inset.
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Using {111}fct, {202}fct, {200}fct and {311}fct pole figures, the film texture and orientation
relationship were investigated in detail (Figure 5). Here, all four pole figures can be measured, since
the intensity of the Fe-Pd reflections are high enough, and no overlapping with the substrate occurs.
In addition to the major intensities (black squares) originating from the epitaxially-grown part, further
intensities were observed in all pole figures. These additional intensities have lower counts compared to
the major intensities. By comparing the measured (right quadrant) with a simulated {111}fct pole figure
(left quadrant), the additional intensities can be explained by {111}fct〈112〉fct deformation/growth twins.
The simulation of the first twin generation (all possible solutions) agree on number and positions. The
small splitting of the first twin generation is caused by two possible alignments of the c-axes—along
MgO[100] and [010] direction—and of the slightly tetragonal distorted lattice with c/a|fct = 0.97. For a
perfect cubic structure (c/a|fct =1), no difference between both orientations would occur. A further stress
relaxation during film growth is achieved by twinning of the second and, if necessary, higher generations.
In the present case, a second generation occurs, which is partly visible in Figure 5a.

Figure 5. Comparison of the measured pole figure of the Fe57Pd43 film (right quadrant) with
simulations of fcc-type {111}fct〈112〉fct twins (left quadrant) of (a) {111}fct; (b) {202}fct; (c)
{200}fct and (d) {311}fct. Black squares represent the epitaxial matrix, red circles the first
twin generation and the blue triangles, the second twin generation.

5.2. bcc Deformation/Growth Twins

A Fe70Pd30 film on an additional Cr buffer exhibits a bct structure with c/a|fct = 0.77 and the c-axis
out-of-plane [13] and the a-axes parallel to MgO[100] and MgO[010]. Those epitaxial films have a flat
surface without any features. For a 700 nm thick Fe70Pd30 film, additional pyramidal features are visible
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at the surface (Figure 6). The mid-rib of these features is parallel to the MgO[100] or [010] edges and
≈600 nm long and≈80 nm high. This triangular form looks similar, like the so-called indentions in [29],
which occur during deformation twinning in bcc metals. Although, these pyramidal features also appear
like a herring bone structure, which is often observed in a martensitic wedge. However, for a unique
decision between these different explanations, a detailed transmission electron microscopic study would
be required.

Figure 6. SEM picture of a Fe70Pd30 on a Cr buffer layer. The edges of the pictures are
parallel to MgO〈100〉. On the surface, pyramidal features parallel to MgO〈100〉 are visible.

With a tetragonal distortion of c/a|fct = 0.77, the Fe-Pd unit cell is close to the bcc structure.
According to Bain’s concept, we still continue with the fct notation. Pole figure measurements of
{111}fct, {002}fct and {311}fct reflections reveal that the observations in the SEM are accompanied by a
bcc-type twinned microstructure (Figure 7). In the present case, we show only these three pole figures,
since {220}fct overlaps with peaks of the Cr layer. Besides the major intensities of the epitaxial matrix,
further intensities of variants are visible and can be explained by the first generation of {112}bcc〈111〉bcc

twins. Analogous to the fcc-type twin mode, all possible solutions are shown by the circles
(left quadrant).

Figure 7. Comparison of measured pole figure of a Fe70Pd30 film on Cr buffer (right
quadrant) with simulations of bcc-type {112}bct〈111〉bct twins (left quadrant) of (a) {111}fct;
(b) {002}fct and (c) {311}fct. Black squares represent the epitaxial matrix and the red circles,
the first twin generation.
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In comparison to thick Fe70Pd30 films grown on another buffer material, like Au, there is a
huge difference in film growth. Fe70Pd30 films grown on Au buffer have a tetragonal distortion of
c/a|fct = 0.79 that is similar to distortions of Fe70Pd30 films on Cr buffer. The misfit between the unit
cells of Fe70Pd30 and Au or Cr is −0.5 % or −0.3 %, respectively. The only essential difference between
both buffer materials is that Cr exhibits a bcc structure and Au, a fcc structure.

Density functional theory (DFT) calculations reveal that a bcc structure of Fe-Pd (c/a|fct =0.71) is the
energetically favored structure along the Bain path [30]. Close to this bcc ground state, Fe70Pd30 films on
Au buffer grow epitaxial up to a thickness of 1.2µm [31]. In case of this Au buffer, no bcc-type twinning
was observed. At higher thicknesses, a continuous defect accumulation occurs, resulting in a relaxation
towards a polycrystalline bcc structure. We suggest that these differences originate from the fact that
twinning is a collective phenomenon, and thus, nucleation is required. A buffer of the same structure,
which presumably already exhibits a few bcc-grown twins, may facilitate twinning. In contrast to that,
an fcc buffer is expected to exhibit only incompatible fcc-type twins.

5.3. Transformation Twins

Here, we present the consequences of a heat treatment (1, 273 K for 10 min) on the texture for
a Fe75Pd25 film on MgO substrate. In the as-deposited state, the film exhibits a bcc structure
(c/a|fct = 0.71). After annealing, a change from a cubic bcc (002) texture to a bct structure with a
(200) texture and c/a|fct =0.77 was observed [22].

Figure 8. SEM picture (Backscatterd electron contrast) of a twinned microstructure obtained
for an annealed Fe75Pd25 film. The edges of the picture are parallel to MgO〈100〉. The
inset shows the corresponding FFT and two different angles are visible (13◦ and 30◦), which
originate from two different twin modes.

Figure 8 shows a twinned microstructure of the film surface after annealing. Most of the twins
are orientated close to the MgO〈110〉 directions. These fine twins appear to be similar to {101}fct

transformation twins in Fe-Pd bulk materials [11,32] and thick Ni-Mn-Ga films [27]. In addition, wide
twins aligned with a deviation of≈ 13◦ from the MgO〈100〉 edges are observed. These irregular twins do
not exhibit sharp interfaces to neighboring twin variants and appear more similar to bct-type deformation
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or annealing twins [11]. The twin bands are comparably large and contain a mid-rib along their
center part. Both ends exhibit characteristic ends for bcc-type deformation twins, which are so-called
indentations [2]. The corresponding fast Fourier transform (FFT) picture (inset in Figure 8) shows the
different angles that can occur from both transformation and deformation twinning. The FFT picture
exhibits four-fold symmetry that originates from the epitaxial growth on the (001) MgO substrate and
not from the symmetry of the martensitic phase. However, it cannot be completely excluded that these
are twins of a higher generation in a twin-within-twin microstructure, as observed in Ni-Mn-Ga [8,26].

To validate the formed microstructure and the variant orientation after annealing, {111}fct, {311}fct,
{200}fct and {220}fct pole figures were measured. During annealing, the symmetry of the film according
to the phase diagram is expected to be fcc. After cooling, the austenite reversibly transforms into the
fct martensite and at lower temperatures, irreversible into the bct martensite. During this martensitic
transformation, the unit cells of the martensite have to adapt to the fcc austenite at the habit plane by
tilting and rotation.

Figure 9. Comparison of measured pole figure of an annealed Fe75Pd25 film (right quadrant)
with simulations of martensitic {101}fct〈101〉fct twins for c/a|fct =0.77 (left quadrant) of (a)
{111}fct; (b) {311}fct; (c) {200}fct; and (d) {220}fct.

In Figure 9, the results of the simulation are compared with the measured pole figures. As described in
Section 4, {101}fct〈101〉fct transformation twins can be calculated using the phenomenological theory of
martensite. The transformation from a high symmetry to a low symmetry phase is related to a change in
the lattice, here, from cubic (ap = 0.3776 nm [11]) to tetragonal (am = 0.4069 nm and cm = 0.3133 nm

from XRD). During this transformation, differently-oriented twin variants of the low symmetry structure
are possible. We observed that only martensitic variants with their short c-axis in-plane are formed. For
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the case with the c-axis out-of-plane, further intensities should occur at additional Ψ and Φ values: e.g.,
in the {111}fct pole figure at about Ψ ≈ 40◦. Since this is not the case in the present investigation, we
do not show the solutions for twin boundaries originating from variants with their c-axis out-of-plane.
A variant selection is often observed in thin martensitic films of reduced dimension compared to bulk.
Often, the mechanism can be attributed to stress [33].

The comparison of the measured and simulated pole figures reveals a good agreement with respect
to the positions of the intensities. The smearing of the measured intensities may have two reasons:
Firstly, the disordered Fe-Pd alloy exhibits a structural instability, resulting in a softening of the crystal
structure [19]. While in common materials, this is guaranteed by a deep minimum of free energy, the
particular Fe-Pd system exhibits an essentially flat double well potential [13]. The flat energy landscape
is intimately connected with the martensitic transformation of Fe-Pd. This behavior can allow a certain
variation of the tetragonal distortion at finite temperatures and with that, the associated angle Ψ in the
pole figures. However, the peak width observed from X-ray in Bragg-Brentano geometry in [22] is
relatively small and suggests less variation of the c/a|fct-ratio. Secondly, a reason for the smearing might
lie within the existence of small angle grain boundaries. This assumption is proven by the SEM picture
of the film surface shown in Figure 8. Besides twin variants with an alignment close to the MgO〈110〉
edges, variants with slightly higher or lower inclinations are observed. Furthermore, a change of the
twin mechanism from transformation to deformation twinning can occur and leads to a broadening of
the intensities.

5.4. Adaptive Nanotwins

Recently, it has been shown that introducing Cu as a buffer layer causes the unit cell of Fe-Pd and
its alloy, Fe-Pd-Cu, to be highly strained beyond the limits of the Bain path [17,34]. The tetragonal
distortion of the parent unit cell can reach values up to c/a|fct = 1.09 with a preferred out-of-plane
orientation of the c-axis. In DFT calculations of the energy landscape as a function of the tetragonal
distortion, a second minimum was observed close to these experimental values [17,34]. Instead of an
expected strong increase in energy beyond the Bain path, these supercell calculations show a further
minimum of energy, due to the formation of {101}fct twin boundaries perpendicular to the substrate.
These twin boundaries have a very low energy and can thus reduce the elastic energy in highly strained
films. Therefore, straining beyond the Bain path opens a new relaxation mechanism, where a single
variant with c/a|fct> 1 spontaneously transforms to a nanotwinned structure with c/a|fct< 1, exhibiting
a lower energy, since they are closer to the global minimum at bcc (c/a|fct =0, 71).

This relaxation process is similar to the formation of an adaptive phase occurring, e.g., in
Ni-Mn-Ga [8,35]. However, in the present work, the habit plane is defined by the artificial (001)
film-buffer interface. Adaptive nanotwinning is only possible when starting beyond the Bain path. It
is a rare case of a diffusionless transformation between two tetragonal structures, where no reduction
of symmetry is necessary. This is only possible with a geometrically-defined twinning relation. The
c/a|fct-ratio of the nanotwins adjust to the boundary conditions of the parent unit cell by the following
geometrically relation [17].
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1

2
+

1

2
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a
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For the nanotwinned structure, the c-axis is in-plane (Figure 10b) and c/a|twin,fct = 0.88. Figure 10a
summaries the measured and the calculated {111}fct pole figures using {101}fct twin boundaries
perpendicular to the substrate for the matrix with the in-plane c-axis. The other pole figures give similar
results and are, thus, not shown here: the theoretical positions of the twinned variants occur at a Ψ = 90 ◦,
where we are not able to measure, or overlap with the reflections of the Cu buffer. The intensities at
Φ = 45◦ and Ψ = 57◦ arise from the epitaxially-grown part with the c-axis out-of-plane and agree with
the highest counts in the measured pole figure (right quadrant). Close to this, two additional intensities
appear, resulting from two possible aligned c-axes in-plane and the tetragonal distorted unit cell. These
orientations lead to a weak smearing out of the central intensity of the matrix. The twin variants from
each aligned matrix (c-axis along the MgO[100] or MgO[010] direction, Figure 10b) are marked with
red circles and agree with the measured positions.

Figure 10. (a) Comparison of the measured {111}fct pole figure of a Fe70Pd30 film on
Cu buffer (right quadrant) to a simulation of this pole figure, including {101}fct nanotwins
(left quadrant). Black squares represent the epitaxial matrix and red circles, the first twin
generation. (b) Schematic sketch for the twin configuration.

6. Conclusions

Commonly, one distinguishes twinning modes by their different origin. Deformation twins are created
by external straining, and transformation twins occur during spontaneous straining of the crystal lattice
during a martensitic transformation. Growth twins occur during film growth, which often involves both
a straining with respect to the substrate and a continuous induction of stress during further film growth.
From the crystallographic point of view, however, it is more practicable to use the concept of bcc- and
fcc-type twin modes, which allows characterizing twinning within the Bain path and beyond.

We demonstrated the suitability of this approach by analyzing snapshots of Fe-Pd films, where the
c/a|fct-ratio can be varied over a broad range. As epitaxial films have an absolute reference frame, we
could use integral pole figure measurements as a statistically relevant method to confirm this concept.

One key result is that in the as-deposited Fe-Pd films, deformation/growth twins exist. In both cases,
the Fe57Pd43 film on MgO and the Fe70Pd30 film on a Cr buffer layer, high compressive stresses lead to
the corresponding twin systems, {111}fcc〈112〉fcc fcc-type and {112}bcc〈111〉bcc bcc-type twin systems,
respectively. For the Fe57Pd43 film exhibiting a fct structure, the associated shear of fcc-type twins is
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higher than for bcc-type twins. For the opposed border system, here, the Fe70Pd30 film on a Cr buffer
with a bct structure, the shear for the fcc-type twin vanishes. However, the shear of the bcc-type twin
system is close to the maximum. Such twin boundaries, like the {111}fcc〈112〉fcc mode, are observed
in fcc metals with low stacking fault energy during deformation or even film deposition [5,36]. Since
deformation and growth twins are crystallographically identical, we cannot distinguish them ex situ. On
the one hand, we use PLD for thin film preparation with its high kinetic energy [37] and a low substrate
temperature. In combination with a high deposition rate, this would lead to growth twins. Zhou and
Wadley [38] used phase field models to simulate the evolution of {111}fcc growth twins. This model
indicated that the twin structure is not directly controllable by either the processing temperature or the
deposition rate. On the other hand, the Fe-Pd unit cell is tetragonal distorted (c/a|fct =0.97), which leads
to high stresses [28] and, thus, could favor deformation twins.

Furthermore, a consistent description of the orientation relation observed during the martensitic
transformation from fcc to fct/bct is presented. Using the phenomenological theory of martensite,
the twinned microstructure can be classified with {101}fct〈101〉fct transformation twins. This theory is
based on one martensitic transformation, using lattice parameters for the austenite and for the martensite.
Nevertheless, during annealing, the film should be fcc. After cooling, the austenite reversibly transforms
into the fct martensite and at lower temperatures, irreversibly into the bct. However, the rigid interface
with the MgO substrate allows only the formation of variants, with their twin boundary perpendicular
to the surface. Using the Bain concept, one can describe this transformation by a continuous
change of the tetragonal distortion (c/a|fct-ratio), which would be contradictory to the martensitic
transformation using the PMTC theory. It may therefore be that the Fe-Pd films do not show a real
(inter)martensitic transformation.

Finally, an experimental validation for the computational study [17] that suggested adaptive nanotwins
in highly strained films beyond the limits of the Bain path is performed. Straining beyond the Bain path
opens a new relaxation mechanism in which a single variant with c/a|fct > 1 spontaneously transforms
to a nanotwinned structure with c/a|fct<1, exhibiting a lower energy, since they are closer to the global
minimum at bcc. The identified low twin boundary energy compared to a high elastic energy is the basis
for this nanotwinning. In the present case, a transformation between two tetragonal structures without
reducing the symmetry occurs. The artificial (001) film-buffer interface acts as the habit plane.

Since we discuss and provide ex situ results of thin Fe-Pd films, it is not possible to determine
the origin of the observed twins. For investigations of the atomic configuration at twin boundaries
and the interface to the substrate, transmission electron microscopy is necessary for understanding
the dislocation arrangements and the observed morphologies in detail, as it was done for ferroelastic
films [39,40].
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