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Abstract: A novel functional KH2PO4 (KDP) aqueous solution-in-oil (KDP aq/O) microemulsion
system for KDP crystal ultra-precision chemical-mechanical polishing (CMP) was prepared.
The system, which consisted of decanol, Triton X-100, and KH2PO4 aqueous solution, was
available at room temperature. The functional KDP aq/O microemulsion system was systematically
studied and applied as polishing solution to KDP CMP technology. In this study, a controlled
deliquescent mechanism was proposed for KDP polishing with the KDP aq/O microemulsion. KDP
aqueous solution, the chemical etchant in the polishing process, was caged into the micelles in the
microemulsion, leading to a limitation of the reaction between the KDP crystal and KDP aqueous
solution only if the microemulsion was deformed under the effect of the external force. Based on
the interface reaction dynamics, KDP aqueous solutions with different concentrations (cKDP) were
applied to replace water in the traditional water-in-oil (W/O) microemulsion. The practicability of
the controlled deliquescent mechanism was proved by the decreasing material removal rate (MRR)
with the increasing of the cKDP. As a result, the corrosion pits on the KDP surface were avoided to
some degree. Moreover, the roughnesses of KDP with KDP aq/O microemulsion (cKDP was changed
from 10 mM to 100 mM) as polishing solutions were smaller than that with the W/O microemulsion.
The smallest surface root-mean-square roughness of 1.5 nm was obtained at a 30 mmol/L KDP aq
solution, because of the most appropriate deliquescent rate and MRR.
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1. Introduction

Potassium dihydrogen phosphate (KDP) crystal is an excellent non-linear optic material, which
plays a significant role in high-power-density solid-state lasers for inertial confinement fusion
(ICF) [1]. High surface quality is important for KDP crystals implemented in these high-power
lasers. However, owing to its soft-crisp texture, easy deliquescence, sensitivity to temperature changes
and anisotropy, the KDP crystal is a kind of difficult machining optical component, which makes it
difficult to get a super-smooth and super-clean surface through traditional methods [2]. At present,
single-point diamond turning (SPDT) and magnetorheological finishing (MRF) are widely applied
in KDP ultra-precision matching [3–8]. Ultra-precision grinding was also studied and resulted in
high-quality KDP crystals with a surface root-mean-square (RMS) roughness of 0.553 nm [9]. However,
these methods have inherent disadvantages, such as micro-scale ripples from SPDT processing,
abrasive embedment on the finished surface and surface fogging after MRF processing.
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Chemical mechanical polishing (CMP) is supposed to be a promising technology to avoid the
above disadvantages [10,11] and was introduced to the KDP matching area to achieve a super-smooth
and super-clean KDP surface. Typically, a CMP slurry is an aqueous dispersion containing abrasive
particles, an activating agent, a passivating agent, and a surfactant. It is extremely difficult to polish
KDP crystals via the traditional CMP slurry, because KDP crystals are easily damaged by water
and abrasive particles. In the past 10 years, appropriative non-abrasive CMP solutions for KDP
crystals have been researched based on the micro-deliquescence of KDP [12,13]. More recently, a new
abrasive-free system based on a water-in-oil (W/O) microemulsion was developed for a polishing
solution of KDP CMP [14]. In this unique polishing system, the reaction between the KDP and water
was controlled by caging water into micelles. During the polishing process, the frictional action
between the crystal surface and pad led to the release of water, which dissolved the KDP from the
crystal surface. They obtained a scratch-free polished KDP surface with a surface RMS roughness of
1.7 nm [15].

Although the polishing mechanism of KDP CMP gained a great breakthrough with traditional
W/O microemulsion, drawbacks remained. Macroscopically, the deliquescence reaction between
the KDP crystal and water was limited by caging water droplets into micelles. However, at the
microcosmic level, the interface reaction was essentially invariant. Actually, deliquescence in every
tiny area was severe and wild, which resulted in corrosion pits at the KDP surface. Therefore, it was
necessary to modulate the interface reaction dynamics at the molecular level. In this study, a novel
abrasive-free polishing solution system based on a KDP aqueous solution-in-oil microemulsion (KDP
aq/O) was prepared and its potential application in KDP ultra-precision CMP was investigated
systematically. The controlled deliquescent mechanism was proposed for KDP polishing with the
KDP aq/O microemulsion. In the KDP polishing process, the KDP aqueous solution (KDP aq), as the
chemical etchant, was caged into the micelles in the microemulsion, so that the reaction between the
KDP crystal and KDP aq was limited when the microemulsion was deformed under the effect of
external force. Comprehensive optimization of the chemical-mechanical polishing experiments was
carried out according to the controlled deliquescent principle.

2. Experimental Section

2.1. Partial Phase Diagram

In order to determine the chemical composition of microemulsion, the partial ternary phase
diagram was constructed at room temperature, which was consistent with the result in published
literature [14]. In decanol/Triton X-100/KDP aq system, cKDP was from 10 mM to 100 mM.
For comparison, ternary system decanol/Triton X-100/water was also researched. A series of samples
with different weight ratios of decanol (the continuous phase) to Triton X-100 (the surfactant) were
prepared. Afterwards, the dispersed phase (KDP aq with certain concentration or pure water) was
added drop wisely to the above mixtures under firmly stirring. KDP aq/O or W/O region in the phase
diagram was determined by two points: One was the change of mixture appearance from clear to
cloudy and the other was from cloudy to clear. The performance on the process of KDP CMP was then
discussed. All experiments were carried out at 20 ◦C and 40% relative humidity (RH).

2.2. Sample Preparation

All sample preparation and polishing process was carried out at 20 ◦C, 40% RH. Polishing solution
played an important role in CMP processing and determined the quality of polished KDP surface.
In order to investigate the functional effect of KDP aq in microemulsion, the weight ratio of the
continuous phase (decanol), the surfactant (Triton X-100) and the dispersed phase (KDP aq with certain
concentration or pure water) was maintained at 50:40:10, and cKDP was set as a variable.
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2.3. Materials Characterizations of Microemulsion

Viscosity was measured with capillary viscometers. The micellar sizes in dispersion was measured
on a non-invasive back scatter system (ALV-GmbH, Langen, Germany), a particle sizer based on
dynamic light scattering (DLS) technique. All experiments were carried out at 20 ◦C.

2.4. Chemical-Mechanical Polishing of KDP Crystal

KDP crystals (35× 35× 10 mm3) used in the experiments were provided by Shandong University.
Before CMP, each KDP crystal was preprocessed by SPDT. Figure 1 showed the schematic diagram
of KDP CMP. Polishing plate (Φ 230 mm) was actively driven by motor carrier. KDP crystal was
stuck onto a stainless steel holder using wax, and then mounted on polishing cushion, which was
rotated with the same direction as polishing plate to remove material uniformly. Polishing pressure
was changed by adjusting the load capacity on KDP crystal. Under the centrifugal force, polishing
solution (KDP aq/O or W/O) was distributed uniformly on polishing pad and formed a film between
KDP crystal and pad. Under the effect of pressure and friction force, KDP aq was released from
microemulsion and reached to KDP surface to achieve polishing. CMP experiments using KDP aq/O
microemulsion as polishing solution were labeled as CMP-KDP aq/O, while CMP experiments using
W/O microemulsion as CMP-W/O. Typically, polishing time was 15 min, pressure was 5 kPa, and the
platen speed was 60 rpm. After polishing, KDP crystal was washed by isopropanol, acetic acid, and
cyclohexane, respectively.
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Figure 1. Schematic diagram of chemical mechanical polishing technology for KDP crystals.

The surface quality was the key parameter for most optical systems. An optical microscopy by
Nikon Epiphot 300 (Nikon, Tokyo, Japan) was employed to examine the topography and characteristics
of the separated surface. A Taylor Hobson CCI lite with a 20× objective and full resolution was used to
examine the surface roughness and spatial frequency to analyze the surface texture. Material removal
rate (MRR) was tested by height-measuring equipment. All experiments were carried out at 20 ◦C and
40% RH.

3. Results and Discussion

3.1. Phase Diagram and Microemulsion Selection

The polishing solution played an important role in CMP processing and determined the quality
of the polished KDP surface. The partial phase diagram for the decanol/Triton X-100/KDP aq system
(Figure 2) was constructed at room temperature, which was similar to that of the decanol/Triton
X-100/water ternary system. A suitable W/O microemulsion solution for KDP CMP was required to
obtain the advantages of appropriate viscosity, good flow ability, low volatility and proper number and
size of micelles. So all the CMP solution was prepared with the same stoichiometry (50:40:10). In order
to study the controlled deliquescent mechanism, functional microemulsions with different cKDP were
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prepared. Figure 3 shows the size distribution of micelles in the traditional W/O microemulsion
(Figure 3a) and the KDP aq/O microemulsion (Figure 3b–d). It was found that the size distribution of
the micelles remained approximately unchanged with the increase of cKDP.
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3.2. CMP Based on Controlled Deliquescent Mechanism

Chemical mechanical polishing experiments were carried out with KDP aq/O and W/O,
respectively. Figure 4 shows the surface topographies of KDP samples. After the experiments of
SPDT, micro-scale ripples formed on the surface of the KDP crystal (Figure 4a). As shown Figure 4b,c,
ripples from the SPDT were wiped off after CMP with W/O or KDP aq/O. In the case of CMP-W/O,
water molecules were released from the W/O microemulsion and reached the KDP surface to achieve
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polishing. Actually, the deliquescence in every tiny area was severe and wild, so corrosion pits were
formed on the KDP surface. By using the KDP aqueous solution instead of water, corrosion pits could
not be detected in the case of the CMP-KDP aq/O.
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The microstructures are shown in Figure 5. The results showed that the surface of the KDP crystal
polished by SPDT became flatter after the processes of CMP-KDP aq/O and CMP-W/O. In addition,
the smoothest surface was obtained by CMP-KDP aq/O. The surface RMS roughness was reduced
from 4.6 nm by SPDT to 3.1 nm after polishing with W/O or 1.5 nm after polishing with KDP aq/O
(as shown in Table 1). The result of 3.1 nm for the W/O microemulsion was different from that of
Reference [14], due to different polishers, different sample sizes, and different polishing parameters
(press or movement trace) [16]. It showed that KDP aq/O in a decanol/Triton X-100/KDP aq. system
is a promising CMP solution for KDP crystals, which reduced the surface roughness by wiping off
ripples from the SPDT. Meanwhile, KDP aq/O prevented the formation of corrosion pits.
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Table 1. RMS roughness for KDP crystal after experiments of SPDT, CMP-1 and CMP-2 (polishing
condition: temperature 20 ◦C, humidity 40% RH, pressure 5 kPa).

Experiments Surface Quality RMS Roughness/nm

SPDT Micro-scale ripples 4.6
CMP-W/O Corrosion pits 3.1

CMP-KDP aq/O Smooth 1.5

3.3. Research of Material Removal Rate (MRR)

In order to understand the influence that the controlled deliquescent mechanism attributed to
the improvement of the surface RMS roughness, we researched the material removal rate by using
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KDP aq/O with different cKDP. It was known that the material removal rate of the KDP crystal is
determined by mechanical grinding and deliquescent action. In this work, the deliquescent action was
solely variable, while the mechanical grinding was invariable due to stationary polishing condition and
environment. Therefore, the value of MRR depended on the deliquescent rate of the KDP crystal. In the
CMP processes, W/O or KDP aq/O microemulsion was deformed under the effect of pressure and
friction force. Water or KDP aq reached the surface of the KDP crystal and gave rise to the deliquescent
reaction (equation is shown as follows). According to the reaction kinetics, the MRR of the KDP crystal
showed an inverse correlation to cKDP.

KDP Crystal(s)
KDP aq from deformed KDP aq/O−−−−−−−−−−−−−−−−−−−→

or water from deformed W/O
KDP aq(l)

For in-depth insight into the controlled deliquescent mechanism, the MRR of KDP aq/O with
different cKDP was researched. Figure 6 shows the experimental results of the MRR and the roughness
comparison with different cKDP. The corresponding parameters are listed in Table 2. It was found
that cKDP had a great influence on the MRR and surface RMS roughness. The MRR decreased when
the cKDP increased from 0 to 100 mM, which was consistent with the kinetics of the deliquescent
reaction. Moreover, the roughnesses of the KDP crystal with KDP aq/O (cKDP was changed from
10 mM to 100 mM) as the polishing solution were smaller than that with the W/O microemulsion.
The smallest surface RMS roughness of 1.5 nm was obtained with a 30 mmol/L KDP aq solution, with
an appropriate MRR of 251 nm/min. However, when the cKDP was greater than 30 mM, the effect of
the deliquescent action became weaker than that of the mechanical grinding, which led to the increase
of the surface RMS roughness.

Materials 2017, 10, 271  6 of 8 

 

was solely variable, while the mechanical grinding was invariable due to stationary polishing 
condition and environment. Therefore, the value of MRR depended on the deliquescent rate of the 
KDP crystal. In the CMP processes, W/O or KDP aq/O microemulsion was deformed under the effect 
of pressure and friction force. Water or KDP aq reached the surface of the KDP crystal and gave rise 
to the deliquescent reaction (equation is shown as follows). According to the reaction kinetics, the 
MRR of the KDP crystal showed an inverse correlation to cKDP. 

( ) KDP aq from deformed KDP aq/O
or water from deformed W/OKDP Crystal KDP aq( )s l  

For in-depth insight into the controlled deliquescent mechanism, the MRR of KDP aq/O with 
different cKDP was researched. Figure 6 shows the experimental results of the MRR and the roughness 
comparison with different cKDP. The corresponding parameters are listed in Table 2. It was found 
that cKDP had a great influence on the MRR and surface RMS roughness. The MRR decreased when 
the cKDP increased from 0 to 100 mM, which was consistent with the kinetics of the deliquescent 
reaction. Moreover, the roughnesses of the KDP crystal with KDP aq/O (cKDP was changed from  
10 mM to 100 mM) as the polishing solution were smaller than that with the W/O microemulsion. The 
smallest surface RMS roughness of 1.5 nm was obtained with a 30 mmol/L KDP aq solution, with an 
appropriate MRR of 251 nm/min. However, when the cKDP was greater than 30 mM, the effect of the 
deliquescent action became weaker than that of the mechanical grinding, which led to the increase of 
the surface RMS roughness. 

 
Figure 6. Material removal rate and roughness comparison with different cKDP (from 0 mM to 100 mM). 

Table 2. Parameters for different microemulsions and their corresponding MRRs for the KDP crystal 
(polishing condition: temperature 20 C, humidity 40% RH, pressure 5 kPa). 

CMP Solutions cKDP/mM MRR/(nm/min) RMS/nm 
1 0 605 3.1 
2 10 476 2.3 
3 20 334 1.7 
4 30 251 1.5 
5 40 187 1.8 
6 50 156 2.3 
7 80 142 2.7 
8 100 138 2.8 

Figure 6. Material removal rate and roughness comparison with different cKDP (from 0 mM to 100 mM).

Table 2. Parameters for different microemulsions and their corresponding MRRs for the KDP crystal
(polishing condition: temperature 20 ◦C, humidity 40% RH, pressure 5 kPa).

CMP Solutions cKDP/mM MRR/(nm/min) RMS/nm

1 0 605 3.1
2 10 476 2.3
3 20 334 1.7
4 30 251 1.5
5 40 187 1.8
6 50 156 2.3
7 80 142 2.7
8 100 138 2.8
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4. Conclusions

In this paper, a functional KDP/O microemulsion was systematically researched and applied as a
polishing solution for KDP chemical-mechanical polishing. The KDP aq/O microemulsion system
was homogeneous and transparent on a macroscopic scale and kept a similar phase diagram as the
traditional W/O microemulsion. Compared with the traditional W/O microemulsion, the KDP aq/O
microemulsion reduced the MRR of CMP observably, which was beneficial for avoiding corrosion pits
and improving the surface quality of the surface RMS roughness. We studied the effect of cKDP on the
MRR and surface RMS roughness. It was demonstrated that MRR decreased when the cKDP increased
from 0 mM to 100 mM while a highly smooth surface was obtained when the cKDP was 30 mM with a
corresponding MRR of 251 nm/min. Comprehensive optimization of polishing experiments should be
carried out to explore the principle of ultra-precision polishing and to obtain the best technological
parameters (pressure, revolving speed, and polishing time) for chemical-mechanical polishing.

Supplementary Materials: The following are available online at www.mdpi.com/1996-1944/10/3/271/s1.
Figure S1: Outline of crossing section for different KDP samples: (a) KDP after SPDT; (b) KDP after CMP
with traditional W/O microemulsion; and (c) KDP after CMP with functional KDP aq/O microemulsion (cKDP
was 30 mM).

Acknowledgments: This work was supported by the NSFC (Grant Nos. 51202228, 51575501), the CAEP
Foundation (Grant No. 2015B0203030).

Author Contributions: Baorui Wang and Jinlong Pan provided technical guidance and reviewed the manuscript
of the paper. Hui Dong conceived of the ideas for this research and wrote the paper. Lili Wang synthesized
polishing solutions. Wei Gao and Xiaoyuan Li performed the polishing experiments. Chao Wang provided
experimental equipment and funds. Fang Ji provided helpful discussions.

Conflicts of Interest: The authors declare no conflicts of interest.

References

1. Campbell, J.H.; Hawley-Fedder, R.A.; Stolz, C.J.; Menapace, J.A.; Borden, M.R.; Whitman, P.K.; Yu, J.;
Runkel, M.; Riley, M.O.; Feit, M.D.; et al. NIF optical materials and fabrication technologies: An overview.
SPIE 2004, 5341, 84–101.

2. Walid, J.; Victor, S.; Philippe, B. Surface finish and residual stresses induced by orthogonal dry machining of
AA7075-T651. Materials 2014, 7, 1603–1624.

3. Chen, D.; Ji, F.; Chen, H. Research on the low speed stability control technology of fly-cutting machine for
KDP crystals. SPIE 2014, 9281, 92810P1-7.

4. Fuchs, B.A.; Hed, P.P.; Baker, P.C. Fine diamond turning of KDP crystals. Appl. Opt. 1986, 25, 1733–1735.
[CrossRef] [PubMed]

5. Kordonski, W.I.; Jacobs, S.D. Magnetorheological finishing. Int. J. Mod. Phys. B 1996, 10, 2837–2848.
[CrossRef]

6. Golini, D.; Kordonski, W.I.; Dumas, P.; Hogan, S.J. Magnetorheological finishing (MRF) in commercial
precision optics manufacturing. SPIE 1999, 3782, 80–91.

7. Chen, S.; Li, S.; Peng, X.; Hu, G.; Tie, G. Research of polishing process to control the iron contamination on
the magnetorheological finished KDP crystal surface. Appl. Opt. 2015, 54, 1478–1484. [CrossRef] [PubMed]

8. Ji, F.; Xu, M.; Wang, B.; Wang, C.; Li, X.; Zhang, Y.; Zhou, M.; Huang, W.; Wei, Q.; Tang, G.; et al. Preparation
of methoxyl poly(ethylene glycol) (MPEG)-coated carbonyl iron particles (CIPs) and their application in
potassium dihydrogen phosphate (KDP) magnetorheological finishing (MRF). Appl. Surf. Sci. 2015, 353,
723–727. [CrossRef]

9. Katagiri, M.; Namba, Y. Optical surface generation of KDP inorganic nonlinear optical crystals by
ultraprecision surface grinding. J. Jpn. Soc. Precis. Eng. 1999, 65, 888–892. [CrossRef]

10. Kaufman, F.B.; Thompson, D.B.; Broadie, R.E.; Jaso, M.A.; Guthrie, W.L.; Pearson, D.J.; Small, M.B. Tures as
chip interconnects. J. Electrochem. Soc. 1991, 138, 3460–3465. [CrossRef]

11. Shi, F.; Zhao, B. Modeling of chemical-mechanical polishing with soft pads. Appl. Phys. A 1998, 67, 249–252.
[CrossRef]

www.mdpi.com/1996-1944/10/3/271/s1
http://dx.doi.org/10.1364/AO.25.001733
http://www.ncbi.nlm.nih.gov/pubmed/20448722
http://dx.doi.org/10.1142/S0217979296001288
http://dx.doi.org/10.1364/AO.54.001478
http://www.ncbi.nlm.nih.gov/pubmed/25968216
http://dx.doi.org/10.1016/j.apsusc.2015.06.063
http://dx.doi.org/10.2493/jjspe.65.888
http://dx.doi.org/10.1149/1.2085434
http://dx.doi.org/10.1007/s003390050766


Materials 2017, 10, 271 8 of 8

12. Wang, X.; Gao, H.; Guo, D. Experimental study on micro-deliquescence ultra-precision polishing with fine
water mist for KDP crystal. Adv. Mater. Res. 2013, 797, 423–427. [CrossRef]

13. Guo, S.; Zhang, F.; Zhang, Y.; Luan, D. Research on deliquescent polishing fluid for KDP crystals. Adv. Mater.
Manuf. Sci. Technol. 2009, 1, 53–58. [CrossRef]

14. Wang, B.; Gao, H. Experimental study on KDP crystal polishing. SPIE 2007, 6722, 672209–672214.
15. Wang, B.; Li, Y.; Gao, H. Water-in-oil dispersion for KH2PO4 (KDP) crystal CMP. J. Dispers. Sci. Technol. 2010,

31, 1611–1617. [CrossRef]
16. Wang, X.; Gao, H.; Chen, Y.; Guo, D. A water dissolution method for removing micro-waviness caused by

SPDT process on KDP crystals. Int. J. Adv. Manuf. Technol. 2016, 85, 1347–1360. [CrossRef]

© 2017 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

http://dx.doi.org/10.4028/www.scientific.net/AMR.797.423
http://dx.doi.org/10.4028/www.scientific.net/MSF.626-627.53
http://dx.doi.org/10.1080/01932690903297330
http://dx.doi.org/10.1007/s00170-015-8019-9
http://creativecommons.org/
http://creativecommons.org/licenses/by/4.0/.

	Introduction 
	Experimental Section 
	Partial Phase Diagram 
	Sample Preparation 
	Materials Characterizations of Microemulsion 
	Chemical-Mechanical Polishing of KDP Crystal 

	Results and Discussion 
	Phase Diagram and Microemulsion Selection 
	CMP Based on Controlled Deliquescent Mechanism 
	Research of Material Removal Rate (MRR) 

	Conclusions 

