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ABSTRACT 

A multifunctional nanoparticle based on Carboxymethyl cellulose was developed. Folate group was attached to nanoparti- 
cle for specific recognition of cancerous cells and 5FU was encapsulated for delivering cytotoxicity. The whole system 
was able to track by the semiconductor quantum dots that were attached to the nanoparticle. The multifunctional 
nanoparticle was characterized by UV-VIS spectra, PL spectra, FTIR, TEM, SEM etc and was targeted to human breast 
cancer cell, MCF7. The biocompatibility of nanoparticle without drug and cytotoxicity rendered by nanoparticle with 
drug was studied with MCF7 and L929 cell lines. The epifluorescent images suggest that the folate-conjugated nanoparti- 
cles were more internalized by folate receptor positive cell line, MCF7 than the noncancerous L929 cells. 
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1. Introduction 

Bionanotechnology is an emerging and interdisciplinary 
research area developed as a result of synergistic combi-
nation of nanotechnology and biotechnology [1]. The 
new developments in bionanotechnology have emerged 
in various dimensions resulting concept of multifunc-
tional nanoparticles to reality. The design and synthesis 
of “all in one approach” that integrate multiple nanoma-
terials with different properties in a single nanosystem 
have several advantages when compared to single com-
ponent with a single function [2-4]. The nanoparticles 
with an imaging moiety, with a potential drug to provide 
the cytotoxicity and a group or ligand to recognize the 
target cell can be one of the best examples for multifunc-
tional nanoparticles [5-7]. Since cancer is considered to 
be one of the prime life threatening diseases in recent 
times, the multifunctional nanoparticles can play a sig-
nificant role in the detection, monitoring and delivery of 
drug thereby treatment of cancer with much efficacy. 

Cellulose is one among the most abundant biopoly-
mers present in nature and cellulose based derivatives 
have several advantages such as biodegradability, recy-
clability, reproducibility, cost effectiveness and avail-
ability in a wide variety of forms. However, the poor 
solubility of cellulose in water and in most organic sol-

vents and also the poor reactivity make it difficult to fab-
ricate directly to other useful materials. The derivative 
modification of cellulose can overcome these limitations 
while keeping the advantageous properties of cellulose. 
Carboxymethyl cellulose is a cellulose derivative with 
carboxymethyl groups (-CH2-COONa) bonded to some 
of the hydroxyl groups on cellulose backbone. It is one of 
the water-soluble cellulose derivatives with methyl group 
that has immense application in the food, pharmaceutical 
area owing to its viscosity, nontoxicity and hypoaller-
genic nature [8]. While making nanoparticles with Car-
boxymethyl cellulose it provides carboxylic acid func-
tionality to the nanoparticles and often used as a stabi-
lizer for the synthesis of several other nanoparticles. The 
nanoparticles of carboxymethyl cellulose have several 
applications in cosmetic and pharmaceutical sector. The 
Carboxymethyl cellulose nanoparticles was made specific 
to cancer cells in our study by conjugating the folate 
group since folate recaptors are often over expressed in 
several cancers [9]. The nanoparticle was then loaded 
with a potent anticancer drug, 5FU to form a semi multi-
functional nanoparticle. The nanoparticles were con-
verted to fully multifunctional nanoparticle when an im-
aging moiety was attached to the nanoparticle [10]. 
Rather than using an organic dye for imaging; we em-
ployed semiconductor quantum dots (QD) for providing 
luminescence for our nanoparticle. Semiconductor QDs *Corresponding author. 
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have several advantages than organic dyes such as non- 
photo bleaching with narrow, symmetric emission spec-
tra, and have multiple resolvable colors that can be ex-
cited simultaneously using a single excitation wavelength 
[11-14].  

The multifunctional nanoparticle was characterized, 
imaged and biocompatibility of nanoparticle was also de- 
termined. Human breast cancer cell line MCF7 and a 
normal mouse fibroblast cell line, L929 was used in our 
study. The multifunctional nanoparticle was targeted to 
human breast cancer cell line and the cytotoxicity ren- 
dered by the drug in the nanoparticle was studied by cell 
viability assays. The intake of nanoparticle was studied 
by epifluorescent images and by flow cytometry studies. 

2. Materials and Methods 

2.1. Chemicals 

Zinc acetate, manganese sulfate, calcium chloride, car- 
boxymethyl cellulose was purchased from Kanto Che- 
micals, Japan. Sodium sulfide 9 H2O and folic acid were 
procured from Sigma-Aldrich, (St. Louis, MO, USA). N- 
(3-Dimethyl aminopropyl)-N0-ethylcarbodiimidehydro- 
chloride (EDC), N-hydroxysuccinimide (NHS) were pro- 
cured from Tokyo Chemical Industries, Japan and 2,4- 
dihydroxy-5-fluorpyrimidin (5-FU) were purchased from 
Nacalai tesque, Inc., Japan. 

2.2. Synthesis of Free and Drug-Loaded Folate 
Conjugated Fluorescent Carboxymethyl  
cellulose Nanoparticles 

The multifunctional drug loaded folate conjugated fluo- 
rescent Carboxymethyl cellulose nanoparticles was pre- 
pared by 3 steps. 

2.2.1. Synthesis of Folate Conjugated Carboxymethyl 
cellulose Nanoparticles 

Folic acid (1 mg/ml) was prepared and the carboxyl 
groups on the surface was functionalized with N-(3-Di-
methyl aminopropyl)-N0-ethylcarbodiimidehydrochlo- 
ride (EDC) (0.78 mg) and N-hydroxysuccinimide (NHS) 
(0.98 mg) and was allowed to stir for 2 h at room tem-
perature. 5 mg/ml Carboxymethyl cellulose was prepared 
and 25 ml was added drop by drop to the above mixture 
and was allowed to stir overnight. Ionic cross-linking of 
folate conjugated Carboxymethyl cellulose mixture was 
achieved by adding CaCl2 (1%) to yield drug free 
nanoparticles. 

2.2.2. Synthesis of Drug-Loaded Folate Conjugated 
Carboxymethyl cellulose Nanoparticles 

5FU (2 mg) was dissolved in methanol and was added 
drop by drop to folate conjugated Carboxymethyl cellu-
lose mixture and was kept stirring for 1 hour to evaporate 

methanol. CaCl2 (1%) was added for cross-linking and 
mixture was allowed to stir for 30 minutes. 

2.2.3. Synthesis of Fluorescent Nanoparticles 
ZnS:Mn QDs was prepared via previously reported meth- 
od [15]. Briefly Zinc acetate (0.1 M) was dissolved in10 
ml deionized water and N2 was purged for 10 minutes. 
Manganese sulphate, (0.01 M), 1 ml was added drop-by- 
drop and kept stirring for 10 minutes. 10 ml of 0.1 M 
Sodium sulphide was added slowly and continued stir-
ring for another 30 minutes. The fluorescence from the 
sample was observed in an UV lamp at 365 nm excita-
tion energy and the sample exhibited typical orangish red 
emission. The as synthesized QD was added drop-by- 
drop to folate-conjugated drug loaded and drug free car-
boxymethyl cellulose. The process was continued until 
the nanoparticles exhibited sufficient fluorescence. The 
drug free resulting reaction mixture was centrifuged, 
washed twice with deionized water and lyophilized to get 
fine yellow powder that was used for characterization 
studies. 

2.3. Characterization of Nanoparticles 

The UV-VIS spectra of nanoparticles were measured us- 
ing a Shimadzu UV-VIS spectrophotometer (UV-2100- 
PC/3100 PC). The absorbance of QD, folate conjugated 
Carboxymethyl cellulose and 5FU folate conjugated car- 
boxymethyl cellulose nanoparticles were recorded. PL 
spectra were recorded with a F-4500 fluorescent spec- 
trophotometer, Hitachi, Japan at an excitation wave- 
length of 360 nm. TEM images of QD were acquired by 
JEM-2200-FS Field emission transmission electron mi- 
croscope (JEOL, Japan) to an operating voltage of 200 
kV. The grids were given hydrophilic treatment using 
Joel Datum HDT-400 hydrophilic treatment device. TEM 
samples were prepared by dropping the diluted QDs into 
the carbon coated hydrophilic copper TEM grids. The 
SEM images of 5FU encapsulated folate conjugated 
Carboxymethyl cellulose QD nanoparticles were taken by 
Scanning Electron Microscope (JEOL, JSPM-6490, Ja-
pan). Nanoparticle suspension was diluted with ultra pure 
water and dropped on silica substrate, dried under vac-
uum and the images were acquired. AFM image of 
nanoparticle was performed in MFP3D Asylum Research. 
FTIR spectroscopic analysis of Carboxymethyl cellulose, 
folic acid, 5FU, QD and lyophilized composite, 5-FU 
loaded folic acid conjugated Carboxymethyl cellulose 
was recorded on Perkin Elmer spectrophotometer in the 
spectral range of 4000 to 400 cm–1 at room temperature. 
The data sets were averaged over 32 times. The thermo-
gravimetric analysis (TGA) of Carboxymethyl cellulose, 
QD and nanoparticle was carried out in DTG-60H, Shi-
madzu thermal analyzer. TGA of all the samples were 
performed up to a temperature of 600˚C, starting from 
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room temperature in nitrogen atmosphere. A heating rate 
of 10˚C/min was maintained for the samples. 

2.4. Drug Encapsulation Efficiency and Drug 
Release Studies 

The 5FU loaded folate and QD conjugated Carboxy-
methyl cellulose in the reaction mixture was centrifuged 
at 10,000 rpm for 30 min. The pellet was washed with 
deionized water and resuspended in deionized water and 
freeze dried to get the powdered sample. The supernatant 
with unencapsulated drug was collected separately and 
the absorbance of 3 ml of supernatant was recorded at 
265 nm. The concentration of free drug was calculated 
from the absorbance value, based on the standard curve 
for 5FU. Encapsulation efficiency (%) was calculated as 
the ratio of the difference between total drug and the free 
drug in the supernatant to total drug. 

Drug release profile of 5FU from nanoparticles was 
carried out in PBS medium with pH 7.4. Ten micro- 
grams of lyophilized nanoparticles were dispersed in 50 
ml of PBS, pH 7.4. The suspension was placed in a water 
bath shaker at 37˚C with a shaking speed of 120 rpm. 3 
ml of supernatant from the sample was withdrawn for 
recording absorbance at 265 nm at fixed time intervals 
and the suspension was refilled with 3 ml fresh PBS.  

5FU 
Drug release(%) 100

5FU 

rel

tot
   

where 5FU rel is the concentration of 5FU released at 
collected time, t and 5FU tot is the total amount of 5FU 
encapsulated in the nanoparticles. 

2.5. Cell Culture and in Vitro Cytotoxicity  
Studies 

Human breast cancer cell line, MCF7 cells and mouse 
fibroblast cell line, L929 were cultivated for in vitro ex- 
perimental studies. The cell lines were obtained from 
Riken Culture collection Center, Japan. MCF 7 cell line 
was routinely grown in Minimum essential medium sup- 
plemented with 5% heat inactivated fetal bovine serum, 
sodium pyruvate, non-essential amino acids, and penicil- 
lin/streptomycin (100 units/ml). Mouse fibroblast cell 
line, L929 was grown in Dulbecco’s Modified Eagle 
Medium (DMEM) with 5% heat inactivated fetal bovine 
serum and penicillin/streptomycin (100 units/ml). Both 
the cell lines were cultured at 37˚C in a humidified 5% 
CO2 atmosphere. Nanoparticle samples, (drug loaded 
nanoparticles, free nanoparticles) were prepared and di-
luted to different concentrations (1, 2, 3, 4 mg/ml) with 
PBS (pH 7.4) for treatment in 96 well tissue culture 
plates for cytotoxicity studies. The cell viability was es-
timated by Alamar blue assay. 

2.6. Intracellular Uptake 

Uptake of nanoparticles by MCF7 and L929 was studied 
with cellular imaging and flow cytometry methods. 
MCF7 cell lines and mouse fibroblast cell lines L929 
were routinely grown in MEM supplemented with media 
components and Dulbecco’s Modified Eagle Medium 
(DMEM) with 5% heat inactivated fetal bovine serum 
and penicillin/streptomycin (100 units/ml) at 37˚C under 
5% CO2 atmosphere were used for the study. Cells were 
cultured for 24 h before treating with nanoparticles in 
cover slip glass plate. The cells were washed again with 
PBS and media with nanoparticles was added and was 
incubated for 4 h at 37˚C. Cells were again washed with 
PBS to remove excess nanoparticles and medium was 
replaced. Nanoparticles labeled MCF7 cell lines (positive) 
and L929 (negative control) were imaged by an Olympus 
BX-51 fluorescent microscope equipped with a CCD 
camera with 20X oil immersion objectives. The fluores-
cence of the nanoparticles was detected using band pass 
excitation and emission filters (BP 365/10 nm excitation, 
400 nm emission, 400 nm dichromatic mirror). 

Cells, both MCF7 and L929 in the log phase were 
seeded to 35 mm cell culture plates at a density of 104. 
After attaining 90% confluency, nanoparticles, folate, 
QD conjugated Carboxymethyl cellulose (200 µg/ml) 
was added to the plates. After 4 h of incubation, cells 
were washed with PBS to remove unbound nanoparticles. 
The process was repeated thrice to remove unbound 
nanoparticles to the cells and flow cytometry was per-
formed on JSPM FACS, Japan with a laser of 402 - 446 
nm wave-length and data analyzed by JSAN App San 
software to study the uptake of nanoparticles by the two 
cell lines. 

3. Results and Discussion 

3.1. Preparation of Nanoparticles 

The carboxyl groups of folic acid was activated by EDS 
and NHS and resulted in the conjugation of Carboxy- 
methyl cellulose by the formation of -CO-NH bond. The 
addition of CaCl2 resulted in the ionic cross-linking of 
the nanoparticles. The formed nanoparticles were in turn 
conjugated with QDs probably through the coordinate 
bond formation between the Mn2+ doped Zn2+ and the 
-COO group of folate conjugated Carboxymethyl cellu-
lose. 

3.2. Characterization 

The UV-VIS spectra of 5FU folate conjugated Carboxy- 
methyl cellulose QD, folate conjugated Carboxymethyl 
cellulose QD, QD (ZnS:Mn) and 5FU is shown in the 
Figure 1. The characteristic absorbance of the drug 5FU 
was at 265 nm that can be clearly seen in the absorption 
spectrum of the composite nanoparticle. The absorption  
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Figure 1. UV-VIS absorption spectra of (a) 5FU loaded folate 
conjugated Carboxymethyl cellulose with QD; (b) Folate con- 
jugated Carboxymethyl cellulose with QD; (c) QD and (d) 
5FU. 
 
spectra of QD had two peaks at 225 nm and 318 nm. 
ZnS:Mn exhibits absorption for light in the wavelength 
of 220 - 350 nm. The conjugation of QD and encapsula- 
tion of 5FU in Carboxymethyl cellulose has resulted in 
the broad absorption peak in the spectra of folate conju- 
gated Carboxymethyl cellulose and drug loaded folate 
conjugated Carboxymethyl cellulose. The photograph of 
ZnS: Mn, folate conjugated Carboxymethyl cellulose 
with QD and 5FU-folate conjugated Carboxymethyl cel-
lulose with QD under UV illumination at 365 nm is 
shown in the Figure 2. Although the fluorescence of 
QDs was retained we could observe a slight diminish in 
the fluorescence of QD when conjugated nanoparticles 
that might have attributed owing to the coupling of QDs 
with nanoparticles. The photoluminescent spectra of the 
nanoparticles also agree with the above observation. The 
emission maximum for the QDs, ZnS:Mn was found to 
be at 600 nm. The PL spectra of folate conjugated Car-
boxymethyl cellulose and 5FU folate conjugated Car-
boxymethyl cellulose has been shifted towards the left 
when compared to the PL of QD alone (Figure 3). It was 
also observed that there was a slight reduction in the 
emission peak of drug-conjugated nanoparticle compared 
to the folate-conjugated nanoparticle. The interference of 
drug as well as the coordinate bond between the folate 
and metal ions in QD might have resulted in the quench-
ing of fluorescence intensity of 5FU folate Carboxy-
methyl cellulose nanoparticles. Though there is quench-
ing of intensity, we found that the fluorescence is higher 
enough for the imaging purpose. 

TEM image of ZnS:Mn is shown in Figure 4. The av- 
erage size of QDs was around 5 nm and the QDs are 
found to be dispersed very well. The surface morphology 
of nanoparticles was studied with SEM, which is pre-
sented in the Figure 5. SEM images of folate conjugated 
Carboxymethyl cellulose with QD and 5FU loaded folate  

 

Figure 2. Photograph of (a) QD; (b) Folate conjugated Car- 
boxymethyl cellulose with QD and (c) 5FU loaded folate con- 
jugated Carboxymethyl cellulose with QD under UV illumi- 
nation. 

 

 

Figure 3. Photoluminescent spectra of (a) QD; (b) Folate con- 
jugated Carboxymethyl cellulose with QD and (c) 5FU loaded 
folate conjugated Carboxymethyl cellulose with QD. 
 

 

Figure 4. TEM image of ZnS:Mn. 
 
conjugated Carboxymethyl cellulose with QD were found 
to be spherical with average size ranging 150 - 200 nm in 
diameter and was found to be uniformly dispersed. AFM 
image also confirms the particles are spherical in shape 
with size around 150 - 200 nm (Figure 6). 

The confirmation of the conjugation of folate, QD and 
encapsulation of the drug in Carboxymethyl cellulose 
nanoparticles can be studied by the changes observed for 
the FTIR spectrum of the drug with composite. Figure 7 
shows the FTIR spectra of (a) 5FU, (b) Carboxy methyl 
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Figure 5. SEM images of nanoparticles (a, b) Folate conju-
gated Carboxymethyl cellulose with QD at different magni-
fication. 
 

 

Figure 6. AFM image of nanoparticles (Folate conjugated 
Carboxymethyl cellulose with QD). 
 
cellulose, (c) folic acid, (d) QD and (e) 5FU loaded folate 
conjugated Carboxymethyl cellulose with ZnS:Mn. Proof 
for the conjugation of folic acid with Carboxymethyl 
cellulose in the composite arises from the peak at 1607 
cm–1 in the nanoparticle that indicates the bending mode 
of -NH vibrations of folate group [16]. The presence of 
peak in the composite at 618 cm–1 may be likely from the 
ZnS band corresponding to sulphide [17]. The presence 

of peak at 1399 cm–1 in the composite proves the absence 
of any interaction between the -NH group of 5FU and 
Carboxymethyl cellulose the -NH bending and hence the 
formation of inter molecular hydrogen bond between the 
-CO group of 5FU and free OH group of Carboxymethyl 
cellulose might be responsible for the interaction of drug 
and Carboxymethyl cellulose nanoparticles [10]. 

The TGA curves of (a) QD, (b) folate conjugated Car- 
boxymethyl cellulose with QD and (c) plain Carboxy- 
methyl cellulose in nitrogen atmosphere is shown in the 
Figure 8. The rate of weight loss is increased with in- 
crease in temperature. In Carboxymethyl cellulose two 
distinctive areas can be observed where the weight is 
being lost prominently. The initial loss in weight is due 
to the loss of moisture from the sample. The second loss 
may be attributed to the loss of CO2 from the polysac- 
charide. The COO– group in Carboxymethyl cellulose is 
decarboxylated in this temperature range. In the case of 

 

 

Figure 7. FTIR spectra of samples, (a) 5FU; (b) Carboxy-
methyl cellulose; (c) Folic acid; (d) QD and (e) 5FU loaded 
folate conjugated Carboxymethyl cellulose with QD. 

 

 

Figure 8. TGA curve of samples, (a) Plain QD, (b) Folate 
conjugated Carboxymethyl cellulose with QD and (c) Plain 
Carboxymethyl cellulose. 
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QD a slight weight loss was observed from 50˚C to 
150˚C due to the evaporation of residual moisture ad-
sorbed to the surface of the particles and the particles 
displayed thermal stability up to 600˚C. The TGA curve 
of composite displayed a similar pattern that of raw 
Carboxymethyl cellulose indicating the decomposition of 
Carboxymethyl cellulose around 250˚C. The sharp drop 
in weight in the second area that is observed in the curve 
of Carboxymethyl cellulose was absent in the curve of 
nano-particle indicating the presence of QDs in the 
nanoparticle. From the results it is evident that nanoparti-
cles was composed of Carboxymethyl cellulose and QDs. 

3.3. Drug Encapsulation and Drug Release  
Profile Studies 

95 % of encapsulation efficiency of the drug in compos-
ite nanoparticles was obtained when drug was added to 
folate conjugated Carboxymethyl cellulose. The percent-
age of release of 5FU was based on the normal standard 
curve of 5FU. The drug release was performed up to 96 h 
and it was found that the drug was released in a sustainable 
manner. The release profile is depicted in the Figure 9. 

3.4. Cytotoxicity Studies 

The biocompatibility of folate conjugated Carboxymethyl 
cellulose with QDs and the cytotoxicity of drug-loaded 
folate conjugated Carboxymethyl cellulose was studied 
with MCF7 and L929 cell lines by Alamar blue assay. 
The biocompatibility of folate conjugated Carboxymethyl 
cellulose with QDs was proved by the viability of 76% 
with L929 and 70% with MCF-7 in Alamar blue assay at 
high concentration of nanoparticles (4 mg/ml) (Figure 
10). Since the cancer cell line MCF7 possesses numerous 
folate receptors; the chance of nanoparticles to get inside 
the cancer cell line will be much more compared to the 
negative control, i.e. L929 non-cancerous cell line. In our 
studies it was found that the drug encapsulated in the 
nanoparticles was very effective that it could kill the can- 
cer cells, MCF7 up to 71% at high concentration of 4 mg/ 
ml (Figure 11). The normal cell line L929 also exhibited 

 

 

Figure 9. Drug release profile from the nanoparticles. 

 

Figure 10. In vitro biocompatibility of folate conjugated Car-
boxymethyl cellulose with QD on L929 and MCF7 cells. 
 

 

Figure 11. In vitro cell cytotoxicity of 5FU loaded folate con- 
jugated Carboxymethyl cellulose with QD on L929 and MCF7 
cells. 
 
cell viability of 37% attributing to the cytotoxicity of the 
encapsulated drug in the nanoparticles. From the studies 
we could conclude that the toxicity was rendered by the 
drug part of nanoparticles and the nanoparticles without 
drug was biocompatible for cells. 

3.5. Cellular Uptake of Nanoparticles 

The intracellular uptake of nanoparticles was studied 
with folate conjugated Carboxymethyl cellulose with 
QDs by flow cytometry and cellular imaging studies. 
Flow cytometry was performed to study the behavior of 
folate conjugated Carboxymethyl cellulose with QDs for 
targeting to MCF7 along with L929 non-cancerous cells. 
It was observed there was an increase in the fluorescence 
intensity from cancer cells than the non-cancerous cells 
when incubated with nanoparticles and shown in Figure 
12 indicating the higher uptake of nanoparticles by the 
cancer cells. This increased uptake may be probably ow- 
ing to the over expression of folate receptors in the can- 
cer cells compared to normal cells. The internalization of 
nanoparticles by MCF7 cells was also studied by the 
epifluorescence images (Figure 13, 14). The nanoparti- 
cles were internalized via the folate receptors present in 
the cancer cells that were observed by the fluorescence  
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Figure 12. Flow cytometry data of (a) folate conjugated Car- 
boxymethyl cellulose with QD by MCF7 and (b) L929 cell 
lines. 
 

 

Figure 13. In vitro imaging and specificity of MCF7 cells with 
folate conjugated Carboxymethyl cellulose with QD (a, c) 
phase contrast images (b, d) florescent images. 
 

 

Figure 14. In vitro imaging with L929 cells, the negative con-
trol (a) phase contrast image; (b) florescent images. 

 
emitted by the folate and QD conjugated nanoparticles 
(Figure 13). Nanoparticles were also added to L929 cells 
as a negative control and it was observed that the fluo- 
rescence signal was less when compared to MCF7 cells 

thus proving the targeted imaging of nanoparticles (Fig- 
ure 14). Based on our imaging and flow cytometry stud-
ies we can confirm that we have achieved the cell spe- 
cific targeting for the delivery of drugs as well as imag- 
ing of the cells. 

4. Conclusion 

We have developed a cell specific biocompatible multi- 
functional nanoparticle based on Carboxymethyl cellu-
lose for the delivery of drugs and imaging. The nanopar-
ticle exhibited fluorescence property when QDs were 
added. The modal drug, 5FU was encapsulated and was 
released in a sustainable manner over a period of 96 h. 
The folate conjugation was efficient since the nanoparti-
cles were specifically targeted to the cancer cell, MCF7 
cells in our experiments. The Carboxymethyl cellulose 
nanoparticles as can be further tailored for enhancing the 
multifunctionality for efficient delivery of bioactive 
components or gene to the targeted site. 
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