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Abstract. The use of tissue engineering technology in the 
repair of spinal cord injury (SCI) is a topic of current interest. 
The success of the repair of the SCI is directly affected by 
the selection of suitable seed cells and scaffold materials 
with an acceptable biocompatibility. In this study, adipose 
tissue-derived stem cells (ADSCs) were incorporated into a 
silk fibroin-chitosan scaffold (SFCS), which was constructed 
using a freeze-drying method, in order to assess the biocompat-
ibility of the ADSCs and the SFCS and to provide a foundation 
for the use of tissue engineering technology in the repair of 
SCI. Following the seeding of the cells onto the scaffold, the 
adhesion characteristics of the ADSCs and the SFCS were 
assessed. A significant difference was observed between the 
experimental group (a composite of the ADSCs with the SFCS) 
and the control group (ADSCs without the scaffold) following 
a culture period of 6 h (P<0.05). The differences in the results 
at the following time-points were statistically insignificant 
(P>0.05). The use of an MTT assay to assess the proliferation 
of the cells on the scaffold revealed that there were significant 
differences between the experimental and control groups 
following culture periods of 2 and 4 days (P<0.05). However, 
the results at the subsequent time-points were not statistically 
significantly different (P>0.05). Scanning electron microscopy 
(SEM), using hematoxylin and eosin (H&E) staining, was used 
to observe the cellular morphology following seeding, and this 
revealed that the cells displayed the desired morphology. The 
results indicate that ADSCs have a good biocompatibility with 
a SFCS and thus provide a foundation for further studies using 
tissue engineering methods for the repair of SCI.

Introduction

Spinal cord injury (SCI) is a global problem that may lead 
to permanent disability. As such, the reversal of SCI has 
become the focus of numerous studies. In recent years, tissue 
engineering, as a new technology, has been utilized in a 
number of areas in bioscience. There are three key elements of 
tissue engineering: seed cells, scaffold materials and growth 
factors (1). The use of this technology to repair SCI is, at 
present, a key subject of scientific study (2). The predominant 
factor that determines the success of the repair process is the 
interaction between the seed cells and the scaffold (3,4); there-
fore, the selection of the appropriate cells and scaffold with the 
desired biocompatibility is crucial. 

Since adipose tissue-derived stem cells (ADSCs) are 
readily accessible and demonstrate rapid proliferation, they 
are commonly used as seed cells (5,6). In tissue engineering 
technology, the scaffold acts as an artificial extracellular 
matrix (ECM); it provides a template that supports cell 
attachment, guides cell proliferation and differentiation and 
acts as a carrier for the transportation of cells to the site of 
the defect (7). A number of natural and synthetic polymers 
are currently being used as scaffold materials. These include 
silk-fibroin (SF), which possesses desirable mechanical prop-
erties, biocompatibility and the ability to support several cell 
types, but when dry is brittle and challenging to handle (8,9). 
Another polymer that has been investigated for use as a scaf-
fold in tissue engineering is chitosan (CS); its biocompatibility, 
biodegradability and toxicity have been extensively investi-
gated. However, pure CS scaffolds have been demonstrated 
to degrade rapidly and display a high-swelling property in 
aqueous solution (10). In order to avoid the problems presented 
by these individual polymers, the blending of the materials has 
been suggested (11,12). Silk fibroin-chitosan scaffolds (SFCSs) 
have been demonstrated to possess desirable mechanical prop-
erties and may therefore be used in the repair of SCI (13,14). 
However, the biocompatibility of ADSCs with SFCSs remains 
largely unexplored.

The aim of the current study was to extract, identify and 
differentiate ADSCs from Sprague-Dawley (SD) rats and to 
assess their biocompatibility with SFCSs. Furthermore, the 
study aimed to provide a foundation for further experiments 
investigating the use of tissue engineering technology in the 
repair of SCI.
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Materials and methods

Experimental animals. Three-month-old SD rats, weighing 
300±50 g, were provided by the Experimental Animal Center 
of the Medical School of Xi'an Jiaotong University (Xi'an, 
China). All the experiments were approved and supervised by 
the Ethics Committee of Xi'an Jiaotong University.

Isolation and culture of ADSCs. Pentobarbital sodium 
(40 mg/kg; Sigma, St. Louis, MO, USA) was used to anesthe-
tize the rats. The adipose tissue was then harvested, sheared 
into pieces and incubated for 1 h with 0.1% type Ⅰ collagenase 
(Sigma) in a centrifuge tube containing Dulbecco's modified 
Eagle's medium (DMEM)/F12 (Sigma) with 20% fetal bovine 
serum (FBS; Hyclone, Logan, UT, USA) at 37˚C. Following 
this, the mixture was centrifuged at 3,000 x g for 12 min, the 
supernatant was discharged and phosphate-buffered saline 
(PBS; Sigma) was added. This was subsequently centrifuged 
at 1,200 x g for 8 min, prior to the sediment being suspended 
with DMEM/F12. The cell density was then adjusted to 1x105 /
ml and the cells were seeded in a 25 cm2 cell culture flask, 
which was placed into a cell culture box at a temperature 
of 37˚C, 5% CO2 concentration and 95% humidity. When 
the original cell generation reached 90% confluence, the 
entire medium was aspirated and the cells were washed with 
prewarmed PBS. This was achieved by pipetting the solution 
over the cell layer several times, in order to clean the cells 
thoroughly of any tissue fragments and blood cells. Following 
this, 0.25% trypsin/0.02% EDTA solution (Sigma) was added 
to the cells. The process was observed using an inverted phase 
contrast microscope, and when the cells detached from the 
culture flask, DMEM/F12 was added to terminate the diges-
tion. Following this, centrifugation was performed at 1,700 x g 
for 10 min. The supernatant was then aspirated and the cells 
were suspended with DMEM/F12 (containing 20% FBS), to 
enable the passage of cells according to a 1:3 ratio.

Induction of the cells into adipogenic and osteogenic direc-
tions. The third generation of cells were seeded at a density 
of 1x104 /well in six-well plates, prior to being divided into 
control and experimental groups. When the cells reached 
70% confluence, the osteogenic experimental group was 
placed in an osteogenic induction medium consisting of 
10% FBS/L-DMEM, 0.1 µmmol/l dexamethasone, 10 mmol/l 
sodium β-glycerol phosphate, 50 mg/l vitamin C and 
0.01 µmol/l vitamin D3 (Sigma). The control group was main-
tained in DMEM/F12 (containing10% FBS), and, after 2 and 
4 weeks, alkaline phosphatase and Alizarin Red staining were 
performed, respectively. The adipogenic experimental group 
was placed in an adipogenic induction medium consisting of 
10% FBS/L-DMEM, 0.1 µmmol/l dexamethasone, 10 µg/ml 
insulin, 0.5 mmol/l 3-isobutyl-1-methylxanthine (IBMX) and 
0.01 µmmol/l indomethacin (Sigma), while the corresponding 
control group was maintained in DMEM/F12 (containing 10% 
FBS). Oil Red O staining (Xi'an chemical reagent factory, 
Xi'an, China) was conducted after 2 weeks.

Incorporation of the ADSCs into the SFCS and the assessment 
of the cell adhesion rate. The SFCS (50% SF and 50% CS) was 
made using a freeze drying method and was subsequently steril-

ized with ethylene oxide, prior to the application of a polylysine 
coating (Sigma). The SFCS was placed into a 96-well plate and 
was soaked with cell culture liquid. Third generation ADSCs 
were obtained, and the cell density was adjusted to 1x106 /
ml. The cells were then divided into control and experimental 
groups. In the experimental group, 200 µl cell suspension fluid 
was added to each scaffold, prior to the scaffold being rested 
for 4 h. Following this, a further 2 ml cell suspension fluid (cell 
density, 1x106 /ml) was added into each well. The control group 
consisted solely of cells, without the scaffold. The experimental 
and control groups were placed into the cell culture box (37˚C, 
5% CO2 concentration and 95% humidity), and the cell culture 
solution was replaced every 3 days. Following 6, 12, 18 and 24 h, 
prewarmed PBS was used to wash the SFCS several times, in order 
to remove the cells that had not adhered, and the cells had had 
adhered to the scaffold were digested with 0.25% trypsin/0.02% 
EDTA solution. The cell adhesion rate was calculated according 
to the following formula: Cell adhesion rate (%) = number of 
adhered cells / total number of cultured cells x 100. At each time 
point, seven wells were used to determine the mean and standard 
deviation values for the two groups (experimental and control). 

Assessment of cell proliferation rate. The experimental group 
consisted of a composite of the ADSCs with the SFCS, while 
the control group consisted solely of cells. The cell culture 
medium was exchanged every 2 days. Cell culture plates 
were obtained following 2, 4, 6, 8 and 10-day culture periods. 
The entire medium was aspirated, prior to the addition of 
1 ml DMEM/F12 cell culture liquid and 200 µl MTT (5 mg/ml; 
Sigma) to each well and 5 h incubation at 37˚C. Following this, 
the supernatant was aspirated and 450 µl DMSO (Sigma)was 
added to each well. The ADSCs were then agitated for 15 min, 
prior to 200 µl of the liquid being removed and transferred 
to a 96-well plate. An enzyme-linked immunosorbent assay 
detector was used to monitor the photometric value at a wave-
length of 570 nm (A570). The A570 was proportional to the rate 
of cell proliferation. At each time-point, seven wells were used 
to determine the mean and standard deviation values for the 
two groups (experimental and control).

Observation of cellular morphology through scanning 
electron microscopy (SEM). Following the incorporation of 
the ADSCs into the SFCS for 2 and 6 days, the composite 
scaffold was removed. Subsequent to this, glutaraldehyde fixa-
tion, graded alcohol series dehydration, critical point drying 
and metal spraying were performed. SEM (TESCAN, Brno, 
Czech Republic) was then used to observe the adherence of the 
ADSCs onto the SFCS scaffold.

Observation of cellular morphology through hematoxylin and 
eosin (H&E) staining. Following the incorporation of the ADSCs 
into the SFCS for 2, 8 and 10 days, the composite scaffold was 
removed and the cells were fixed in 4% polyformaldehyde (Xi'an 
chemical reagent factory). H&E staining was then conducted.

Statistical analysis. Statistical analysis was performed using 
SPSS version 13.0 statistical software (SPSS, Inc., Chicago, IL, 
USA) and group comparisons were conducted using a t-test. All 
values are presented as the mean ± standard error (SE). P<0.05 
was considered to indicate a statistically significant difference.
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Results

Observation of ADSC morphology. Six hours after inocula-
tion of ADSCs, a few adherent cells were observed (Fig. 1A). 
At the 3-day time-point, an increase in the number of 
adherent cells was apparent (Fig. 1B), while at the 7-day 
time-point, the cells were observed to have reached 90% 
confluence (Fig. 1C). There were no marked differences 
in the morphology or proliferative characteristics between 
the seventeenth generation of cells and the primary 
cells (Fig. 1D).

Induction of the ADSCs into osteogenic and adipogenic 
directions. Osteogenic induction was observed at 2 weeks, 
following alkaline phosphatase staining. In the experimental 
group, black particulate material was observed in the cyto-
plasm of the cells (Fig. 2A), while this was not evident in the 
control group (Fig. 2B). Alizarin Red staining at the 4-week 
time-point revealed the formation of calcium nodules in the 
experimental group (Fig. 2C), while this was not apparent in 
the control group (Fig. 2D). Oil Red O staining was performed 
at 2 weeks, in order to observe the adipogenic induction: The 
staining revealed the formation of fat droplets in the experi-
mental group (Fig. 2E), whereas no fat droplets were observed 
in the control group (Fig. 2F).

Observation of cellular morphology through SEM. The SFCS 
was made into a cylindrical shape (Fig. 3A) and observation 
of the SFCS using SEM revealed the pore diameter to be 
80-120 µm (Fig. 3B). At the 2-day time-point, it was noted that 
a few cells had adhered to the scaffold, although the cellular 
morphology was not entirely extended. A low level of matrix 
secretion was observed (Fig. 3C). At the 6-day time-point, the 
cell number appeared to have significantly increased compared 
with that at the 2-day time-point, and the cells displayed the 
appropriate, fully extended morphology with a growth-like 
spindle shape (Fig. 3D).

Observation of cellular morphology using H&E staining. At the 
2-day time-point, it was observed that a few cells had adhered 
on to the scaffold (Fig. 4A), with the majority of the cells located 
on the surface (Fig. 4B). At the 6-day time-point, the number of 
cells had increased compared with that at the 2-day time-point; 
however, the cells remained on the surface (Fig. 4C). At the 
8-day time-point the cells were observed to have migrated from 
the surface of the scaffold into the interior (Fig. 4D), while at 
10 days, it was noted that there was a large number of cells 
distributed uniformly in the inner scaffold (Fig. 4E and F).

Cell adhesion rate. At the 6-hour time-point, 23.87% of the 
cells were observed to have adhered on the scaffold in the 
experimental group, compared with 32.19% adhered to the 
plate in the control group. This was a significant difference 
between the two groups; however, at the 12, 18 and 24-hour 
time-points, the cell adhesion rate in the experimental group 
was consistent with that of the control group and no significant 
difference was observed (Table I). These results suggested that 
the ADSCs and SFCS demonstrated good biocompatibility.

Cellular proliferation rate. The results of the MTT assay 
revealed that the ADSCs were able to grow and proliferate 
effectively on the SFCS. At the 2 and 4-day time-points, a 
significant difference was observed between the control and 
experimental groups, and the cell proliferation of the control 
group was greater that of the experimental group; however, 
at the 6, 8 and 10-day time-points, no significant differences 
were identified between the two groups (Table II).

Discussion

The basic method utilized when using tissue engineering to repair 
SCI is as follows (15): The cells are cultured at high concentra-
tion in vitro, amplified and adhered to the scaffold, prior to the 
scaffold being implanted into the spinal cord trauma cavity. 
Once in place, the implanted cells continue to proliferate in 

Figure 1. Morphology of the adipose tissue-derived stem cells (ADSCs). Morphology of: (A) ADSCs at the six-hour time point; (B) the primary culture at three 
days; (C) the primary culture at seven days; (D) the seventeenth generation. Magnification, x100.

  A   B

  C   D
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conjunction with the biological degradation and absorption of the 
scaffold. Thus, a new organization with the appropriate function 
and morphology is formed, ultimately resulting in the repair of 
the SCI and the reconstruction of its function. Consequently, the 
selection of a scaffold material and seed cells with good biocom-
patibility directly affects the outcome of the repair effort (16,17).

ADSCs display no specific surface antigen (18,19), and, 
therefore, the method of reductio ad absurdum was initially 
adopted, in order to determine the characteristics of the ADSCs. 
The assumption was that the separated cells were stem cells, 

and that, as such, had the potential for multilineage differentia-
tion. Using third generation cells, the cells were induced into an 
osteogenic direction, and the cellular morphology was observed 
to change from fibroblast-like long spindles to square, polyg-
onal or other forms. Two weeks subsequent to the induction, the 
alkaline phosphatase staining of the experimental group was 
positive, and large black particulate material appeared within 
the cell plasma; 4 weeks following the induction, the Alizarin 
Red staining of the experimental group was positive and there 
were evident square or irregular calcium salt deposits. This 

Figure 3. Observation of cell morphology through scanning electron microscopy (SEM). (A) Silk fibroin-chitosan scaffold (SFCS); (B) observation of the scaf-
fold through SEM (magnification, x600); (C) adipose tissue-derived stem cell (ADSC) morphology following 2 days of culture with the SFCS (magnification, 
x3,000); (D) ADSC morphology following 6 days of culture with the SFCS (magnification, x1,000).

  A   B

  C   D

Figure 2. Osteogenic and adipogenic induction demonstrated by staining. Osteogenic induction at 2 weeks in the (A) experimental and (B) control groups 
[alkaline phosphatase (ALP) staining; magnification, x100]. Osteogenic induction at 4 weeks, in the (C) experimental and (D) control groups (Alizarin Red 
staining; magnification, x100). The arrow indicates calcified nodules. (E) Adipogenic induction at 2 weeks in the experimental group (Oil Red O staining; 
magnification, x400). The arrow indicates fat droplets. (F) Adipogenic induction at 2 weeks in the control group (magnification, x200).

  A   B   C

  D   E   F
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indicated that the cells had differentiated into osteoblasts and 
were exhibiting the corresponding characteristics. Two weeks 
subsequent to the adipogenic induction, Oil Red O staining 
revealed the formation of lipid droplets in the cytoplasm in the 
experimental group, whereas no lipid droplets were observed in 
the control group. This suggested that the ADSCs had differ-
entiated into adipocytes. These results confirmed that the cells 
demonstrated the potential for multilineage differentiation and, 
in combination with the fact that the cells were extracted from 
the adipose tissue, determined that the cells were ADSCs.

SF is a natural structural protein that demonstrates no physi-
ological activity and that has desirable biocompatibility and 
degradation characteristics. When implanted in vivo, SF elicits a 
mild inflammatory reaction; however, it is widely used in the field 
of tissue engineering (20,21). CS is the only alkaline polysaccha-
ride in nature and it also exhibits a good biocompatibility (22). A 
previous demonstrated that it was possible to make a cylindrical 
and porous SFCS using a freezing drying method, and that it not 
only improved the brittle nature of SF in dry environments, but 
also reduced the cellular inhibitory effects displayed by CS (23).

Table I. Cell adhesion rate of the experimental and control groups (n=7).

Time (h) Experimental group (%) Control group (%) t value P-value

  6 25.07±0.63a 32.38±0.83a -18.469 <0.05
12 51.46±1.21 52.49±1.13   -1.657 >0.05
18 76.21±1.33 77.34±1.30   -1.604 >0.05
24 93.98±1.07 94.47±1.68   -0.651 >0.05

Results are presented as the mean ± standard error. aP<0.05, significant difference between control and experimental groups.

Table II. Photometric value (A570) of the experimental and control groups (n=7).

Time (days) Experimental group Control group t value P-value

  2 0.3202±0.0024a 0.3473±0.0048a -13.435 <0.05
  4 0.4135±0.0092a 0.4224±0.0010a   -2.563 <0.05
  6 0.7132±0.0003 0.7160±0.0062   -1.213 >0.05
  8 0.7403±0.0070 0.7448±0.0045   -1.428 >0.05
10 0.7534±0.0068 0.7605±0.0073   -1.903 >0.05

Results are presented as the mean ± standard error. aP<0.05, significant difference between control and experimental groups.

Figure 4. Observation of cellular morphology through hematoxylin and eosin (H&E) staining. (A and B) Cell morphology at two days (magnification,  
x200 and  x400 respectively). The arrow indicates the cells on the silk fibroin-chitosan scaffold (SFCS) surface. (C) Morphology at six days (magnification, 
x200); (D) morphology at eight days (magnification, x200). The arrow indicates the cells moving into the interior of the scaffold. (E and F) Cell morphology 
at ten days [magnification, x200 and x400, respectively). The arrow indicates the cell distribution in the porous scaffold.

  A   B   C

  D   E   F
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The incorporation of the third generation cells into the scaf-
fold and the assessment of the cell adhesion rate revealed that 
there was a significant difference between the experimental 
and control groups following 6 h of incorporation (P<0.05). 
However, as time progressed, i.e. following 12, 18 and 24 h, no 
significant difference was observed between the two groups, 
which indicated that there was a favorable adhesion character-
istic between them. The examination of cellular proliferation 
on the scaffold revealed that there was a statistically significant 
difference between the experimental and control groups 2 and 
4 days subsequent to the commencement of the incorporation 
process. This may have been due to a process of adaptation 
occurring following the initial incorporation of the ADSCs 
into the scaffold. The fact that the difference between the two 
groups at 4 days was less than the difference at 2 days may 
have been due to the ADSCs demonstrating an initial slow 
rate of proliferation on the scaffold, followed by a return to a 
more normal proliferation rate two days subsequently. At the 
6, 8 and 10-day time-points, no significant differences were 
observed between the two groups (P>0.05). This indicated 
that there was good adhesion and biocompatibility between 
the ADSCs and the SFCS. Using SEM to examine the cellular 
morphology, it was observed that a few cells were composite 
with the scaffold following 2 days of incorporation and that 
the cellular morphology was not completely spindle-like. 
However, at the 6-day time-point, there was a significant 
increase in the cell number compared with that at the 2-day 
time-point and the cellular morphology was appropriate. H&E 
staining results revealed that, at the 2-day time-point, there 
were a few cells on the scaffold and that the majority of them 
were located on the surface of the scaffold, while at 6 days, 
the number of the cells was greater than at 2 days, although 
the cells remained on the surface. At the 8-day time-point, the 
cells had migrated from the surface into the interior of the 
scaffold and at 10 days, it was observed that there were a large 
number of cells distributed uniformly across the interior of the 
scaffold. These results were consistent with the results from 
the assessment of cellular proliferation

In this study, ADSCs were obtained and the multidiffer-
entiative potential of the cells was demonstrated. Following 
this, experiments were used to reveal that there were desirable 
adhesion and biocompatibility properties between the ADSCs 
and the SFCS. The results indicated the potential of ADSCs as 
seed cells and SFCS as a scaffold material for use in the repair 
of SCI. This conclusion is likely to provide a foundation for 
further investigations.
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