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Abstract: Statins are used clinically for reduction of cholesterol synthesis to prevent 

cardiovascular disease. Previous in vitro and in vivo studies have shown that statins stimulate bone 

formation. However, orally administered statins may be degraded during first-pass metabolism 

in the liver. This study aimed to prevent this degradation by developing a locally administered 

formulation of simvastatin that is encapsulated in poly(lactic-co-glycolic acid)/hydroxyapatite 

(SIM/PLGA/HAp) microspheres with controlled-release properties. The effect of this formulation 

of simvastatin on bone repair was tested using a mouse model of gap fracture bridging with a 

graft of necrotic bone. The simvastatin released over 12 days from 3 mg and 5 mg of SIM/PLGA/

HAp was 0.03–1.6 µg/day and 0.05–2.6 µg/day, respectively. SIM/PLGA/HAp significantly 

stimulated callus formation around the repaired area and increased neovascularization and cell 

ingrowth in the grafted necrotic bone at week 2 after surgery. At week 4, both 3 mg and 5 mg of 

SIM/PLGA/HAp increased neovascularization, but only 5 mg SIM/PLGA/HAp enhanced cell 

ingrowth into the necrotic bone. The low dose of simvastatin released from SIM/PLGA/HAp 

enhanced initial callus formation, neovascularization, and cell ingrowth in the grafted bone, 

indicating that SIM/PLGA/HAp facilitates bone regeneration. We suggest that SIM/PLGA/

HAp should be developed as an osteoinductive agent to treat osteonecrosis or in combination 

with an osteoconductive scaffold to treat severe bone defects.

Keywords: statin, controlled release, poly(lactic-co-glycolic acid), microspheres, bone 

fracture

Introduction
Most bone fractures can be spontaneously repaired; however, each year in the United 

States, approximately 10% of fractures show delayed union or nonunion,1 resulting 

in enormous medical costs and lost productivity.2 The bone healing process involves 

cellular components, including osteoblasts, stem cells, and growth factors, such as vas-

cular endothelial growth factor and bone morphogenetic protein-2 (BMP-2).3–5 BMP-2 

has been used to enhance bone repair, but is costly.5 A high initial dose of BMP-2 

has been observed to cause inflammation as a side effect.6 Therefore, identification of 

nonprotein small molecules to stimulate fracture healing is our research goal.

Simvastatin, a 3-hydroxy-3-methylglutaryl coenzyme A reductase inhibitor, 

has been used clinically to reduce blood cholesterol levels.7,8 Mundy et al dem-

onstrated that statins stimulate BMP-2 gene expression in osteoblasts.9 Several 

in vitro studies further indicate that statins increase expression of osteogenic marker 

genes other than BMP-2, including Runt-related transcription factor 2 (RUNX-2), 

osteocalcin, osteopontin, and alkaline phosphatase, in osteoblastic cells and bone 
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marrow-derived cells.10–15 Previous in vivo studies showed 

that oral administration of a high dose of simvastatin 

(20 mg/kg/day) enhances trabecular bone volume in ovariec-

tomized rats.9,16 Skoglund et al also reported that systemic 

administration of an extremely high dose of simvastatin 

(120 mg/kg/day) in mice increases bone healing.17 There-

fore, several studies have proposed that a systemically 

administered statin has beneficial effects on bone.15,18 In 

contrast, local delivery of statins has been reported to 

have a positive effect on bone formation.5,19–26 Mukozawa 

et al reported that simvastin with hydrogel and atelocolla-

gen sponge (ACS) implants enhanced critical-sized nasal 

defects in rabbits.25 Ezirganli et al also indicated that local 

application of simvastatin enhanced healing of critical-

sized bone defects in diabetic rats.26 However, some studies 

demonstrated that local delivery of statins without control 

of the optimal release concentration induces an inflamma-

tory response.21,24,27 Therefore, this study aimed to develop 

a suitable carrier for controlling the release of simvastatin 

in an effective and nontoxic concentration range over a time 

duration that is appropriate to enhance bone healing.

Poly(lactic-co-glycolic acid) (PLGA) is considered a 

promising drug carrier due to its excellent biocompatibility 

and biodegradability. Although its degradation rate is altered 

by the ratio of poly(lactic acid) and poly(glycolic acid), our 

previous research found that adding hydroxyapatite (HAp) to 

PLGA can adjust the drug release profile and the pH value.28 

Based on this concept, our previous study demonstrated that 

a controlled-released PLGA/HAp carrier releases the optimal 

concentration of recombinant human BMP-2 and improves 

new bone formation in a bone repair animal model.29 In this 

study, we fabricated a biodegradable carrier of PLGA/HAp 

to encapsulate simvastatin (SIM/PLGA/HAp) using a double 

emulsion method. We tested the osteogenic effects of SIM/

PLGA/HAp in mouse bone marrow mesenchymal stem cells 

and further tested its effects on bone repair using a mouse 

model of gap fracture bridging with a graft of necrotic bone, 

as in our earlier study.29

Materials and methods
Preparation of simvastatin stock solution
The simvastatin solution was prepared as described by 

Keyomarsi et al.30 Briefly, 40 mg of simvastatin (Merck & 

Company, Rahway, NJ, USA) was dissolved into 1 mL of 

ethanol and then mixed with 1.5 mL of 0.1 N NaOH. The 

simvastatin stock solution was heated at 50°C for 2 hours, and 

the pH was neutralized with 1 N HCl (pH 7.4, Sigma-Aldrich, 

St Louis, MO, USA) to make a 10 mM stock solution.

Preparation and characterization  
of sIM/Plga/hap microspheres
The microspheres were fabricated by the water-in-oil-in-

water (w/o/w) double emulsion technique modified from 

our previous method.29 Briefly, 16 mg of HAp powder 

(Alfa Aesar®, A Johnson Matthey Company, Ward Hill, 

MA, USA) was dissolved into phosphate-buffered saline 

to form the first water-phase solution. A 250 µL sample 

of 10 mM simvastatin stock solution and 5 mg of Span 

80 (Showa, Chemicals, Inc., Japan) were mixed with 10% 

PLGA50/50 (P2191, molecular weight 30,000-60,000, 

Sigma-Aldrich) in a dichloromethane solution (Reagent 

ACS, Fluka, Buchs, Switzerland) to form the oil phase. The 

first water-phase solution and the oil-phase solution were 

mixed and stirred at 1,000 rpm for 15 minutes to form the 

first water-in-oil (w/o) emulsion. The first emulsion (w/o) 

solution was added to 20 mL of the second water-phase 

solution along with 1% (w/v) polyvinyl alcohol (PB-05, 

Chang Chun Petrochemical Co, Taipei, Taiwan) to form 

a second emulsion (w/o/w). The second w/o/w emulsion 

suspension was stirred at room temperature for 30 minutes 

to harden the microspheres. Suction was required to evapo-

rate the dichloromethane during stirring and to solidify the 

microspheres. Finally, the microspheres were collected 

by centrifugation, washed with 0.1% polyvinyl alcohol 

three times, and lyophilized in a freeze dryer. The washing 

solution was evaluated for  nonencapsulated simvastatin 

by high-pressure liquid chromatography (HPLC, Eclipse 

XDB-C18, Agilent Technologies, Santa Clara, CA, USA). 

The sample was filtered through a 0.45 mm syringe filter 

(Becton Dickinson and Company, Franklin Lakes, NJ, USA) 

to remove unwanted particulates, and the filtrate was then 

analyzed using the HPLC system. The percent encapsulation 

efficiency was calculated as being:

 =
−

×
(Mass of the total drug Mass of freedrug)

Massof the total drug
100%%

and the percent encapsulation content as being:

 =
−

×
(Mass of the total drug Mass of freedrug)

Massof microspheres
100%%.

The overall morphology of the microspheres was  examined 

using scanning electron microscopy (JSM-5300, JEOL, Tokyo, 

Japan), and the mean diameter of the microspheres was 

calculated by dynamic light  scattering particle size analysis 

(LS-230, Beckman Coulter, Fullerton, CA, USA).
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evaluation of release kinetics  
and monitoring ph in vitro
Analysis of the release characteristics of SIM/PLGA/HAp 

was carried out according to the procedure outlined in a 

previous study.16 Briefly, 50 mg of SIM/PLGA/HAp micro-

spheres were resuspended in 5 mL of pH 7.4 phosphate-

buffered saline. These samples were positioned in a shaker 

with constant agitation at 60 rpm and kept in an incubator 

at 37°C. At predetermined time points (1, 2, 3, 4, 5, 6, 7, 9, 

11, and 14 days), the samples were centrifuged, and 2.5 mL 

of the supernatant was withdrawn and replaced with 2.5 mL 

of fresh phosphate-buffered saline. The samples were then 

filtered through a 0.45 mm syringe filter, and HPLC analysis 

was conducted. The pH level of the buffer and the surface 

morphology of the microspheres were monitored.

cell culture
Pluripotent mesenchymal cells (D1, American Type Culture 

Collection, Manassas, VA, USA), cloned from BALB/c mouse 

bone marrow cells,31 were maintained in bone medium (Dul-

becco’s Modified Eagle’s Medium, Invitrogen, Carlsbad, CA, 

USA) containing 10% fetal bovine serum and 0.1% sodium 

ascorbate in a humidified atmosphere of 5% carbon dioxide at 

37°C. Osteoinduction medium was used to induce osteogenic 

differentiation of D1 cells, which containing bone medium 

with 10 mM beta-glycerophosphate (Sigma-Aldrich), 0.2 mM 

L-ascorbic acid 2-phosphate (Sigma-Aldrich), and 100 mM 

dexamethasone. Before drug treatment, the D1 cells were 

seeded in a culture well with 80% confluence.

rNa extraction and real-time Pcr
Cells were seeded into a 6-well Transwell™ (Corning Costar, 

Corning, NY, USA) with a pore size of 0.8 µm at a density 

of 500,000 cells/well. Next, 3 mg (group A) and 5 mg (group 

B) of SIM/PLGA/HAp microspheres were added to the wells 

for 3 days, and the cells were harvested on days 1, 2, and 3. 

Total RNA from the D1 cells was extracted by TRIzol reagent 

(Invitrogen). First-strand cDNA was synthesized from 1 µg 

of total RNA using a High Capacity RNA-to-cDNA kit 

(Applied Biosystems, Bedford, MA, USA). Real-time poly-

merase chain reaction (PCR) was performed using an iQ5 

real-time PCR detection system (Bio-Rad Laboratories Inc, 

Hercules, CA, USA) with SYBR Green Supermix (Applied 

Biosystems). Expression of osteogenic genes, BMP-2, alka-

line phosphatase, RUNX-2, osteocalcin, and beta-actin was 

evaluated. The primers were designed as follows: BMP-2 

forward 5′-AGCTGCAAGAGACACCCTTTG-3′ and 

reverse 5′-AGCATGCCTTAGGGATTTTGGA-3′; alkaline 

phosphatase forward 5′-AACCCAGACAGCATTCC-3′ 
and reverse 5′-GTCAGTCAGGTTGTTCCGATTCAA-3′; 
RUNX-2 forward 5′-CCCAGCCACCTTTACCTACA-3′ and 

reverse 5′-TATGGAGTGCTGCTGGTCTG-3′; osteocalcin 

forward 5′-GAGGGCAATAAGGTAGTGAACA-3′ and 

reverse 5′-AAGCCATACTGGTCTGATAGCTCG-3′; beta-

actin forward 5′- CCAACCGTGAAAAGATGACC-3′ and 

reverse 5′-ACCAGAGGCATACAGGGACA-3′.
The PCR condition was 95°C for 30 seconds and 95°C for 

4 minutes, followed by 40 cycles of 95°C for 10 seconds, 59°C 

for 15 seconds, and 72°C for 15 seconds. After the PCR reac-

tion was complete, the melting curve was generated to confirm 

the specificity of the PCR reaction. Relative mRNA expression 

was calculated from the threshold cycle (Ct) and normalized 

with beta-actin. Mean gene expression in the control group 

was assigned a value of one, and gene expression in each 

experimental group was calculated relative to the control. All 

real-time PCR experiments were performed in triplicate.

Mineralization assay
Alizarin red S staining was used to determine the level of 

calcification in the extracellular matrix. The cells were seeded 

into a 24-well Transwell at a density of 100,000 cells/well. 

The cells were treated with SIM/PLGA/HAp in culture 

medium for 3 days, and then replaced with osteoinduction 

medium for another 3 days. The cells were fixed in 10% 

formalin and phosphate-buffered saline for 10 minutes. 

After washing twice with double-distilled H
2
O, the fixed 

cells were stained with Alizarin red S solution for 5 minutes. 

After staining, the cells were washed using double-distilled 

H
2
O. The fixed and stained plates were then air-dried at room 

temperature. The amount of mineralization was determined 

by dissolving the cell-bound Alizarin red S in 10% acetic 

acid and measurement at 415 nm. The value was normalized 

to total protein in each well. The total protein in the cells 

was lysed in PhosphoSafe™ reagent (Novagen, Darmstadt, 

Germany). Protein concentrations were determined using 

the Bio-Rad protein assay (Bio-Rad Laboratories Inc). The 

detection wave length was 595 nm.

Tibia gap fracture graft with a necrotic 
bone model and sIM/Plga/hap
All procedures were followed as in our previous study29 

and in accordance with the specifications set down in 

the guidelines for animal experiments at Kaohsiung 

 Medical  University. Balb/C mice were anesthetized by an 

intraperitoneal 3.2 mg/30 g body weight injection of ketamine 

(Ketalar®, Parke-Davis, Taipei, Taiwan) in combination 
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with 3.7 mg/30 g body weight of thiazine hydrochloride 

 (Rompun®, Bayer HealthCare, Leverkusen, Germany). 

A 2 mm length of the middle shaft of the tibia on the right side 

of the mouse was cut out with a saw. The cut bone was frozen 

using liquid nitrogen for 5 minutes to serve as an avascular 

segment of necrotic bone graft. Next, the fragment was put 

back into the original site in the tibia and fixed by a syringe 

needle (No 26). The wound was sutured with 4-0 silk. The 

mice were divided into three groups, ie, group A (3 mg SIM/

PLGA/HAp microspheres), group B (5 mg SIM/PLGA/HAp 

microspheres), and a control group. The six mice in each 

experimental group were divided into two subgroups, ie, for 

observation until 2 or 4 weeks after surgery.

serum biochemistry
Blood samples were obtained after the mice were sacrificed 

at the end of the 2-week or 4-week observation period for 

determination of liver enzymes (alanine aminotransferase 

and aspartate aminotransferase). A quantitative kinetic 

determination of serum creatinine was estimated using a kit 

from Stanbio Laboratory (Boerne, TX, USA).

soft X-ray observation
At the end of week 2 or 4 after surgery, the operated tibia 

bone was radiographically examined by soft X-rays (Model 

M-100, SOFTEX, Tokyo, Japan) at 43 kVP and 2 mA for 

1.5 seconds. Appropriate magnification was used throughout 

the observation, and the results of the micrographs were 

compared between the groups, including the controls.

histological analysis and immunostaining 
of bone tissue
Quantitative histochemical and immunohistochemical 

analyses were used to investigate the microscopic changes 

in bone tissue. Prior to hematoxylin-eosin and immunohis-

tochemistry staining, all bone tissue samples were decalcified 

(0.5 M EDTA-2H
2
O in double-distilled water [186.1 g/L]), 

followed by fixation with 4% paraformaldehyde. These 

samples were embedded in paraffin wax, and 5 µm sections 

were prepared. These sections were routinely stained with 

hematoxylin-eosin. At a magnification of 40×, we defined 

the counted callus area as the 1 mm regions proximal and 

distal to the bone graft ends. The area of callus formation 

around the graft bone was measured using Image-Pro Plus 

5.0 software (Media Cybernetics Inc, Rockville, MD, 

USA). The percentage of bone matrix within the callus was 

calculated and compared with that in the control group. At 

a magnification of 400×, the numbers of stained cells within 

the necrotic bone were counted and compared between the 

samples and controls. Immunohistochemical staining for von 

Willebrand factor was performed. Sections were treated with 

0.15 mg/L trypsin in phosphate buffer at pH 7.8 for 9 minutes 

and then incubated overnight at 4°C with a 1:300 dilution of 

polyclonal rabbit antihuman von Willebrand factor antibody 

(Chemicon International Inc, Temecula, CA, USA). Goat 

antirabbit biotinylated immunoglobulin (DakoCytomation, 

Copenhagen, Denmark) was used at a 1:300 dilution as the 

secondary antibody at 37°C for 60 minutes. An avidin-biotin-

peroxidase complex kit (Vector Laboratories, Burlingame, 

CA, USA) was applied at a 1:300 dilution for 60 minutes 

at 37°C. Peroxidase activity was detected by 0.4 mg/L of 

3,3′-diaminobenzidine in phosphate buffer at pH 7.3 in the 

presence of 0.12% H
2
O

2
. Sections were then counterstained 

with hematoxylin. At a magnification of 400×, the number of 

stained endothelial vessels within the necrotic bone was cal-

culated and compared between the samples and controls.

statistical analysis
Each experiment was repeated at least three times, and the 

data (expressed as the mean ± standard error of the mean) 

from representative experiments are shown. Statistical sig-

nificance was evaluated by one-way analysis of variance, and 

multiple comparisons were performed by Scheffe’s method. 

P , 0.05 was considered to be statistically significant.

Results
scanning electron microscopic 
observation and size of microspheres
Scanning electron microscopic imaging of the SIM/PLGA/

HAp microspheres showed a smooth surface upon fabrication 

on day 0 (Figure 1A). During degradation, we found that the 

particle surface was rough and the microspheres shrank in 

size from day 7 to 14 to 21. The particle size analysis data 

showed that approximately 85% of the fabricated micro-

spheres were within the size range of 60–120 µm, and the 

average particle diameter was 117 ± 25 µm (Figure 1B).

evaluation of simvastatin encapsulation 
efficiency and release, and pH
The encapsulation content of simvastatin in SIM/PLGA/HAp 

was 0.34% ± 0.04%. The encapsulation efficiency of sim-

vastatin in SIM/PLGA/HAp was 77.7% ± 10.3%. The 

in vitro release profile of simvastatin from SIM/PLGA/HAp 

in phosphate-buffered saline was analyzed by HPLC 

(Figure 2A). An initial burst release (0.53–0.24 µg) was 
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Figure 1 Physical properties of sIM/Plga/hap microspheres. (A) scanning electron microscopic images of morphologic changes in sIM/Plga/hap at 0, 7, 14, and 21 days 
(100× magnification). (B) Particle size analysis data showing that the sIM/Plga/hap microspheres ranged between 60 µm and 120 µm in diameter.
Abbreviation: sIM/Plga/hap, simvastatin encapsulated in poly(lactic-co-glycolic acid)/hydroxyapatite microspheres.
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measured by high-pressure liquid chromatography from 50 mg sIM/Plga/hap into 50 ml phosphate-buffered saline at 37°c for 14 days. (C) ph was monitored 
each day. 
Abbreviation: sIM/Plga/hap, simvastatin encapsulated in poly(lactic-co-glycolic acid)/hydroxyapatite microspheres.
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Figure 3 effect of sIM/Plga/hap microspheres on osteogenic gene expression and mineralization in D1 cells. effects of sIM/Plga/hap microspheres on gene expression 
of (A) rUNX-2, (B) BMP-2, (C) alkaline phosphatase (alP) (D) osteocalcin were determined by real-time polymerase chain reaction at days 1, 2, and 3. all values were 
normalized to day 1 of the control group. (E) representative wells from 24-well plates seeded with D1 cells and stained with alizarin red s after sIM/Plga/hap treatment 
for 3 days and cultivated in osteoinduction medium for another 3 days (group a, 3 mg sIM/Plga/hap; group B, 5 mg sIM/Plga/hap). *P , 0.05; **P , 0.01 compared with 
control; #P , 0.05; ##P , 0.01 between treatment groups. 
Abbreviations: alP, alkaline phosphatase; BMP-2, bone morphogenetic protein-2; rUNX-2, runt-related transcription factor 2; Oc, osteocalcin; sIM/Plga/hap, 
simvastatin encapsulated in poly(lactic-co-glycolic acid)/hydroxyapatite microspheres; OD, optical density.

found for the first 2 days, and the average daily release of sim-

vastatin from the microspheres was consistent (0.11–0.02 µg) 

for 12 days. The cumulative amount of simvastatin released 

was over 50% of the total concentration after 14 days of 

release (Figure 2B). Because the pH might change due to 

degradation of PLGA, we also monitored pH during degra-

dation of the microspheres. The pH value remained in the 

range of 7.1–7.4 over 14 days (Figure 2C).

Osteogenic effect of simvastatin released 
from sIM/Plga/hap microspheres
The results of real-time PCR showed that RUNX-2 mRNA 

expression was significantly increased at day 2 in both treat-

ment groups (P , 0.01, Figure 3A). BMP-2 expression was 

significantly elevated in group A on days 1 and 3 (P , 0.05) 

and in group B through days 1 to 3 (P , 0.01, Figure 3B). 

Expression of alkaline phosphatase and osteocalcin (P , 0.05 

and P , 0.01, respectively) was also significantly higher on 

days 2 and 3 in both groups than in controls (Figure 3C and 

D). The quantitative results from Alizarin red staining show 

that the simvastatin released from the microspheres signifi-

cantly enhanced mineralization in D1 cells. Further, the effect 

in group B was better than that in group A (Figure 3E).

In vivo experiments
serum biochemistry
Serum biochemistry was investigated to determine the side 

effects of simvastatin released locally from SIM/PLGA/
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and 4 after SIM/PLGA/HAp implantation compared with 

the nontreated controls. An obvious gap (white arrows) was 

observed at the anterior tibia in the control group after 2 and 

4 weeks. Group A and group B showed better treatment effi-

cacy then the control group. At 2 weeks, gaps (white arrows) 

could still be observed at the anterior tibia in group A and 

group B, but full union with the callus around the graft bone 

was observed at 4 weeks. Six weeks later (data not shown), 

all samples were shown to have a well healed gap.

histologic analysis and immunostaining  
of bone tissue
Histologic results are shown in Figure 5. The necrotic bone 

graft was observed at weeks 2 and 4. Based on analysis of 

the micrographs, groups A and B appeared to have better 

callus formation around the necrotic bone graft. However, 

scattered callus around the grafted bone could be observed in 

all samples at 2 weeks. At 4 weeks after surgery, the calluses 

bridged the fracture area around the grafted bones. We further 

used Image-Pro Plus 5.0 software (Media Cybernetics Inc.; 

Rockville, MD, USA) to quantify matrix formation in the 

callus of histologic sections stained with hematoxylin-eosin. 

The percentages of bone matrix in groups A and B were 

significantly better than that in the control group at 2 weeks 

Table 1 Measurements of liver and kidney enzymes in serum at 2 
and 4 weeks after sIM/Plga/hap administration in Balb/c mice 
(group a, 3 mg sIM/Plga/hap; group B, 5 mg sIM/Plga/hap)

Control Group A Group B

2 weeks
 asT (U/l) 84 ± 18 104 ± 24 101 ± 28
 alT (U/l) 43 ± 8 33 ± 14 47 ± 13
 cre (U/l) 0.7 ± 0.1 1.0 ± 0.3 0.6 ± 0.1
4 weeks
 asT (U/l) 130 ± 7 155 ± 18 173 ± 60
 alT (U/l) 66 ± 34 42 ± 13 86 ± 23
 cre (U/l) 0.7 ± 0.2 0.6 ± 0.2 0.6 ± 0.1

Abbreviations: asT, aspartate aminotransferase; alT, alanine aminotransferase; 
cre, creatinine; sIM/Plga/hap, simvastatin encapsulated in poly(lactic-co-glycolic 
acid)/hydroxyapatite microspheres.

Group BGroup AControl

2 weeks

4 weeks

Figure 4 radiography of BalB/c mice tibias 2 and 4 weeks after implantation of 
sIM/Plga/hap. The bone fragment without any implantation is denoted as the 
control. The white arrows indicate the bone defects (group a, 3 mg sIM/Plga/hap; 
group B, 5 mg sIM/Plga/hap). 
Abbreviation: sIM/Plga/hap, simvastatin encapsulated in poly(lactic-co-glycolic 
acid)/hydroxyapatite microspheres.
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Figure 5 histologic study of necrotic bone at 2 and 4 weeks after implantation of 
two doses of sIM/Plga/hap. (A) hematoxylin-eosin staining and (B) quantification 
of matrix formation in the callus by Image-Pro Plus (group a, 3 mg sIM/Plga/hap; 
group B, 5 mg sIM/Plga/hap). **P , 0.01 compared with control. 
Abbreviation: sIM/Plga/hap, simvastatin encapsulated in poly(lactic-co-glycolic 
acid)/hydroxyapatite microspheres.

HAp with regard to the liver, muscle, and kidneys. At the 

end of 2 or 4 weeks of treatment, serum was harvested to 

measure liver and kidney enzymes (alanine aminotransferase, 

aspartate aminotransferase, and creatinine phosphokinase). 

No significant differences were observed between groups A 

and B or the control group, as shown in Table 1.

soft X-ray observation
We applied SIM/PLGA/HAp to the bone defect model to 

observe the effect on bone repair in rats. Gross examination of 

bone union and callus formation was done using X-ray imag-

ing (Figure 4). Large callus formation was found at weeks 2 

www.dovepress.com
www.dovepress.com
www.dovepress.com


International Journal of Nanomedicine 2013:8submit your manuscript | www.dovepress.com

Dovepress 

Dovepress

3902

Tai et al

(Figure 5B). However, there were no significant differences 

between the three groups after quantification at 4 weeks.

Neovascularization is an important indicator of new 

bone formation. We used von Willebrand factor staining to 

evaluate new blood vessel formation in necrotic bone. For-

mation and growth of new blood vessels after treatment with 

SIM/PLGA/HAp is indicated by brown von Willebrand factor 

staining. Figure 6 shows that groups A and B had more scat-

tered, brown-colored epithelial tissues in the graft bone than 

did the control group at 2 and 4 weeks. Further, quantification 

of new blood vessels in the total graft bone area showed that 

numbers in groups A and B were significantly different from 

that in the control at 2 and 4 weeks.

Neovascularization represents new vessel ingrowth, and 

this process can recruit more bone marrow stromal cells to 

facilitate bone substitution and improve bone formation. 

Figure 7 shows significantly enhanced cell ingrowth into 

the graft bone in groups A and B compared with the control 

at 2 weeks. However, only group B showed enhanced cell 

ingrowth into the necrotic bone at 4 weeks.

Discussion
In this study, we developed a PLGA-microsphere drug car-

rier system to release simvastatin in a sustainable manner 

and significantly enhance osteogenesis in bone marrow 

stromal cell cultures. In vivo, we found that SIM/PLGA/

HAp transplantation enhanced the healing process and 

new bone formation in a gap fracture bridged with necrotic 

bone in mice. Further, the controlled release of simvastatin 

from SIM/PLGA/HAp promoted neovascularization and cell 

ingrowth in the grafted necrotic bone. This newly developed 

SIM/PLGA/HAp formulation may be used as an osteoinduc-

tive drug to enhance bone healing.

PLGA has been widely used as a drug delivery system 

because of its biocompatibility and biodegradability. The 

main advantage of using PLGA as a carrier is that the release 

profile can be determined by different parameters, such 

as molecular weight and the ratio of lactide to glycolide. 

However, its main problem is an initial burst release which 

may exceed the toxicity limit. In this study, an initial burst 

release of simvastatin (0.53 µg) on the first day was observed 

(Figure 2A). This burst release may result from the surface-

adsorbed open acid form of simvastatin used, which is 

partially hydrophilic32 and attaches easily to the surface of 

PLGA microspheres in w/o/w double emulsion. However, 

the amounts of simvastatin released on the first day and each 

subsequent 13 days were within the nontoxic therapeutic 

range for osteogenesis. The controlled-release PLGA system 

4 weeks2 weeks

Time (day)

V
es

se
ls

/t
ra

n
sp

o
rt

 b
o

n
e 

ar
ea

 (
m

m
2 )

40

60

80

20

0

***

**
** Group B

Group A

Control

Control Group A Group B

2 weeks

4 weeks

A

B

Figure 6 histologic study of necrotic bone at 2 and 4 weeks after implantation 
of two doses of sIM/Plga/hap. (A) von Willebrand factor immunohistochemical 
staining and (B) quantification by calculating the vessel number in the transplanted 
necrotic bone (group a, 3 mg sIM/Plga/hap; group B, 5 mg sIM/Plga/hap). 
*P , 0.05; **P , 0.01 compared with control. 
Abbreviation: sIM/Plga/hap, simvastatin encapsulated in poly(lactic-co-glycolic 
acid)/hydroxyapatite microspheres.
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Figure 7 histologic study of necrotic bone at 2 and 4 weeks after implantation of 
two doses of sIM/Plga/hap. (A) hematoxylin-eosin staining and (B) quantification 
of cell ingrowth into the transplanted bone (group a, 3 mg sIM/Plga/hap; group B, 
5 mg sIM/Plga/hap). *P , 0.05; **P , 0.01 compared with control. 
Abbreviation: sIM/Plga/hap, simvastatin encapsulated in poly(lactic-co-glycolic 
acid)/hydroxyapatite microspheres.
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developed in this study is suitable for carrying simvastatin 

to enhance osteogenesis. Nevertheless, according to our 

previous findings, adjusting the ratio of PLGA and amount 

of supplementary HAp and changing the surfactant may 

eliminate burst release from SIM/PLGA/HAp.28

Since Mundy et al first reported that simvastatin enhances 

bone formation, it has been known that the statin dose plays a 

crucial role in bone formation in vivo.9 Several other studies 

have shown that the dose of simvastatin modulates the ability 

of the drug to increase bone volume.9,16,17 Our previous study 

showed that simvastatin 20 mg/kg/day enhances bone forma-

tion by increasing osteoblast numbers and osteogenic protein 

expression in ovariectomized rats.16 Controversial effects of 

simvastatin on bone formation have also been reported.15,33 

Maritz et al indicated that oral administration of high-dose sim-

vastatin (20 mg/kg/day) increases bone formation and resorp-

tion, while low-dose simvastatin (1 mg/kg/day) decreases 

bone formation and increases bone resorption in rats.15 In one 

clinical study, simvastatin 40 mg/day for one year significantly 

increased bone mineral density at the lumbar spine and femoral 

neck.34 Pasco et al also reported a 60% reduction in fracture risk 

in patients treated with statins.35 However, no dramatic change 

in bone mineral density was found in a one-year prospective 

clinical study of treatment with simvastatin 20 mg/day.36 The 

conflicting results of animal and clinical studies suggest that 

orally administered statins may be degraded in the liver, so 

little of the drug is available to accumulate in bone. However, 

increasing the statin dose to overcome hepatic degradation may 

also have side effects, including myotoxicity, liver failure, 

and kidney failure.37–39 Subcutaneous injection of simvastatin 

has no significant effect on bone formation, suggesting that 

circulating simvastatin levels might peak and then decrease 

rapidly.23 These earlier reports indicated that systemic admin-

istration of simvastatin might not have the expected effect on 

bone formation. Accordingly, local administration was con-

sidered as a way to deliver simvastatin directly in therapeutic 

concentrations for bone formation.

Local administration can bypass hepatic degradation of 

statins to achieve therapeutic concentrations in bone and 

avoid the side effects caused by systemic administration. 

Various studies have investigated local delivery of statins to 

increase bone healing and reported that statins have local ben-

eficial effects.5,19–26 However, some studies showed adverse 

effects.21,24,27 Thylin et al and Stein et al reported that local 

application of simvastatin 2.2 mg caused inflammation in soft 

tissue in a rat calvarial bone defect model and in mandible 

bone.21,24 Nyan et al reported that local administration of sim-

vastatin 1 mg in combination with alpha-tricalcium phosphate 

delayed bone union.27 The inflammatory effect and delayed 

bone union was caused by a high dose or burst release of 

the locally applied statin. The results of this study show that 

daily release of simvastatin in the range of 0.02–0.53 µg/day 

enhances bone healing in vivo and does not cause an obvious 

inflammatory response, as demonstrated by a histologic study 

(Figure 5A). Cytotoxicity to the liver, muscle, and kidneys 

was investigated by measuring serum alanine aminotrans-

ferase, aspartate aminotransferase, and creatine phosphoki-

nase levels, and the results indicated that SIM/PLGA/HAp 

does not have toxic systemic effects (Table 1). Previous in 

vitro studies have indicated that statins in the dose range of 

0.01–5 µM increase expression of osteogenic marker genes, 

such as RUNX-2, BMP-2, osteocalcin, osteopontin, and 

alkaline phosphatase, in cultured osteoblastic cells and bone 

marrow-derived cells.9–15 In this study, the amount of sim-

vastatin released daily was within the concentrations range 

of 0.02–0.53 µg/day (0.1–5 µM/day), which significantly 

stimulated osteogenic gene expression of RUNX-2, BMP-2, 

alkaline phosphatase, and osteocalcin (Figure 3A–D) and 

final mineralization (Figure 3E) in cultured D1 cells. This 

result indicates that this newly developed SIM/PLGA/HAp 

system releases a nontoxic therapeutic dose of simvastatin 

for osteogenesis in bone marrow stromal cells.

In our animal study, callus formation around the grafted 

bone in the 3 mg and 5 mg SIM/PLGA/HAp groups was 

significantly greater than that in the control group at 2 weeks 

after grafting (Figure 5). This finding indicates that the mass 

effect of the callus may contribute to initial stabilization of 

the graft and thus improve new bone formation. Further, 

the histologic results show that significant neovasculariza-

tion was achieved in both the 3 mg and 5 mg SIM/PLGA/

HAp groups at 2 and 4 weeks after grafting, but was rarely 

observed in the control group (Figure 6). This suggests that 

the simvastatin released not only enhanced osteogenesis 

but also significantly stimulated neovascularization. Most 

importantly, significantly greater cell ingrowth was found in 

the grafted necrotic bone in the simvastatin-treated groups 

compared with the control group, suggesting that simvastatin-

stimulated neovascularization might help transport stem cells 

into necrotic bone to facilitate regeneration of bone.

Conclusion
In conclusion, the SIM/PLGA/HAp system developed in this 

study has controlled-release properties that not only enhance 

callus formation during initiation of fracture healing but also 

increase neovascularization and cell ingrowth in grafted bone. 

We suggest that the SIM/PLGA/HAp system may be used as 

an osteoinductive agent to treat osteonecrosis or in combination 

with an osteoconductive scaffold to treat severe bone defects.
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