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Abstract: Polyvinyl alcohol nanofibers incorporating the wide spectrum antibiotic gentamicin 

were prepared by Nanospider™ needleless technology. A polyvinyl alcohol layer, serving as a 

drug reservoir, was covered from both sides by polyurethane layers of various thicknesses. The 

multilayered structure of the nanofibers was observed using scanning electron microscopy, the 

porosity was characterized by mercury porosimetry, and nitrogen adsorption/desorption measure-

ments were used to determine specific surface areas. The stability of the gentamicin released 

from the electrospun layers was proved by high-performance liquid chromatography (HPLC) 

and inhibition of bacterial growth. Drug release was investigated using in vitro experiments 

with HPLC/MS quantification, while the antimicrobial efficacy was evaluated on Gram-positive 

Staphylococcus aureus and Gram-negative Pseudomonas aeruginosa. Both experiments proved 

that the released gentamicin retained its activity and showed that the retention of the drug in the 

nanofibers was prolonged with the increasing thickness of the covering layers.

Keywords: nanofibers, electrospinning, multilayered structure, morphology, gentamicin, 

drug release

Introduction
The highly porous structure of nanofibers makes them attractive materials for various 

biomedical applications. Numerous reports have described the fabrication of electro-

spun polymer nanofibers applicable in tissue engineering for the regeneration of skin, 

bone, heart, cornea, the nervous system, and other tissues.1–3 The specific morphology 

of nanofibrous nonwoven materials makes them suitable for wound dressings.3,4 Their 

high porosity, consisting of relatively small pores, enables good permeability for 

oxygen and water but protects wounds from dehydration and bacterial penetration.3,5 

Moreover, the large surface area and high pore volume of nanofibers promote the 

migration of keratinocytes on the wound surface and may play a role in accelerating the 

healing process. Nanofibers composed of natural polymers, such as chitin,6 chitosan7 

or collagen,8 or synthetic polymers or their blends, such as polyurethane (PUR),9,10 

polyvinyl alcohol (PVA),10 polyacrylonitrile,10 or polyethersulfone,11 have been spe-

cifically engineered as dressings for wound healing or as tissue engineered scaffolds 

for skin substitutes. In addition to physical protection of the wound site, nanofibrous 

materials have also been developed for the local delivery of therapeutic agents, such 

as antibiotics,12 anesthetics,13,14 or growth factors.7,15

Various processing techniques have been used to produce nanofibers.1,16–18 

 However, the electrospinning technique allows the production of continuous poly-

meric nanofibers and provides numerous opportunities to modify and control their 
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morphological parameters, such as surface area, fiber diam-

eter, the porosity of the nanofibrous layer (fiber density), 

basis weight,19 or internal fiber structure.18,20,21 Nanospider™ 

electrospinning technology is based on a needleless method 

in which polymeric jets are spontaneously formed from liquid 

surfaces22,23 and allows the production of fibers with diam-

eters ranging from tens of nanometers to tens of micrometers. 

Nanospider™ (Elmarco, Liberec, Czech Republic) technol-

ogy is very flexible, enabling the formation of nanofibrous 

materials from various polymers.24 The process provides 

high production capacity, stability, and easy maintenance 

compared to other known industrial-scale technologies based 

on needles or capillary spinners.25,26 The incorporation of 

various additional substances, such as pharmacologically 

active compounds, in the nanofibers can be accomplished 

by simply adding the substances to the polymer solution. 

In our previous work27 using Nanospider™ technology, we 

demonstrated that the immunosuppressive drug cyclosporine 

A can be incorporated directly into electrospun nanofibers 

without any loss of its pharmacological activity.

To achieve drug release from nanofibers, two basic 

delivery designs are known: matrices and reservoirs. In the 

matrix-type of carriers, the drug is homogeneously dispersed 

in the material of the nanofiber, and its release is based 

on solid-state diffusion or a desorption mechanism;13,28,29 

however, such drug-loaded systems tends to have a strong 

burst release within the first hours. In the second design, 

reservoir-type structures are formed by a drug-loaded core 

and a covering polymer shell.21,28,30 The core-shell structure 

enables better control of the drug release profile by adjusting 

the shell’s properties, such as its microstructure, thickness, 

and degradability. On the other hand, some of the complica-

tions that persist during nanofiber preparation do not allow 

for easy large-scale production.

Several papers have described the preparation and testing 

of multi-layer polymer nanofibrous structures containing a 

middle layer that incorporates a pharmacologically active 

compound, covered by other nanofibrous layers of a different 

polymer.31–33 Chen et al31 prepared biodegradable sandwich-

structured nanofibers from poly(D,L)-lactide-co-glycolide 

and collagen with incorporated vancomycin, gentamicin, and 

lidocaine. They described the conditions of nanofibrous mat 

preparation by classical jet electrospinning and the in vitro 

release of the drugs, as well as their effect on the in vivo heal-

ing process in rat wounds. Kim et al32 observed rhodamine 

and peptide release from multi-layered PCL/polyethylene 

oxide/PCL nanofibers. They found a decrease of the initial 

burst release with increasing thickness of the covering layer 

and a slower release of compounds from sandwiches with 

thicker covering layers. Nevertheless, all of these authors 

prepared nanofibers by classical electrospinning based on 

needle or capillary spinners.

In contrast, needleless electrospinning allows the sequen-

tial deposition of nanofibrous layers, and therefore, the prepa-

ration of compact sandwich structures in which the middle 

drug-loaded layer is covered by layers of a different polymer. 

These layers, with a large surface area and a microporous 

structure, improve the mechanical properties, promote wound 

healing, and also contribute to controlled drug release to the 

surrounding tissue. Combining more layers of the required 

composition, porosity, thickness, fiber diameter, and/or drug 

concentration, it is possible to obtain a nanofibrous material 

with properties suitable for specific applications.

The aim of this study was to employ needleless elec-

trospinning for the preparation of multi-layer nanofibrous 

structures consisting of a drug-loaded middle layer and 

covering layers of various thicknesses, enabling the con-

trolled release of the drug. The middle layer was made from 

crosslinked or noncrosslinked PVA nanofibers containing 

the wide spectrum antibiotic gentamicin, while the covering 

layers were made from PUR. The morphology of the prepared 

nanofibers was observed using scanning electron microscopy 

(SEM) and characterized by Brunauer, Emmet, and Teller 

(BET) nitrogen adsorption/desorption measurements and 

mercury porosimetry. Gentamicin release was quantified in 

vitro using high-performance liquid chromatography/mass 

spectrometry (HPLC/MS), and its bactericidal effect was 

confirmed on Staphylococcus aureus and Pseudomonas 

aeruginosa cultures. The effect of the preparation condi-

tions on the morphology of the nanofibers and subsequent 

gentamicin release was evaluated.

Materials and methods
Polyvinyl alcohol (PVA) (type Z 220, viscosity of 4 wt% 

water solution at 20°C 11.5–15 mPa.s, saponification degree 

90.5–92.5 mol%) was supplied by Nippon Gohsei (Osaka, 

Japan). PUR (Estane 5714 F1, viscosity of 15 wt% solution 

in THF 600–900 mPa.s) was obtained from Lubrizol Corp 

(Wickliffe, OH). Gentamicin was purchased from AppliChem 

GmbH (Darmstadt, Germany). N,N-Dimethylacetamide 

(Sigma-Aldrich, St Louis, MO) and toluene and phosphoric 

acid (Penta a.s., Prague, Czech Republic) were obtained in 

analytical reagent grade and used as received.

PVA and PUR nanof ibers were prepared using 

Nanospider™ technology.22 The process parameters were 

individually optimized for each polymer. PVA nanofibrous 
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layers were made at a basis weight of 0.8 g/m2, while the 

 covering PUR layers had basis weights of 1.5, 4.4, and 

14.7 g/m2. Layers of each polymer intended for mercury 

porosimetry and nitrogen adsorption/desorption measure-

ments were prepared separately in thicknesses (basis weights) 

similar to the sandwich structures.

PVA was dissolved in a water/phosphoric acid mixture 

at a polymer concentration of 11 wt%. The distance between 

the spinning electrode and the collector was 13 cm; the spin-

ning electrode rotated at 2 rpm, and the high voltage supply 

was 45–55 kV/cm. The relative humidity was 25%–30% 

and the temperature 22°C. Gentamicin, at a concentration of 

10 wt%, was added directly to the PVA electrospun mixture. 

The PVA layers were crosslinked thermally in a drying oven 

at 145°C for 15 minutes.

PUR was dissolved in an N,N-dimethylacetamide/toluene 

mixture at a ratio of 2:1 (w/w) and a polymer concentration 

of 10 wt%. The electrospinning conditions were: 4 rpm 

for the spinning electrode, a 15 cm distance between the 

electrodes, and a 5 kV/cm electric field strength. The rela-

tive humidity was kept lower than 30% due to the risk of 

solvent explosion.

The PUR/PVA/PUR multi-layered sandwich structures 

were prepared by multi-step deposition of each layer. All 

layers were prepared on the same Nanospider™ machine; 

only the process parameters were varied according to the 

polymer type as described above. Nonwoven polypropylene 

material (ATEX, Milan, Italy) was used as a support for the 

deposition of the first PUR layer. The different thickness of 

each layer (g/m2) results from the speed of the rotating col-

lecting electrode. In the case of the PVA layer with a basis 

weight of 0.8 g/m2, the speed was 50 mm/min; for the PUR 

layers, the speeds were as follows: 1.5 g/m2 = 110 mm/min, 

4.4 g/m2 = 30 mm/min, and 14.7 g/m2 = 18 mm/min with 

double electrospinning.

The structure of the prepared nanofibers was observed 

using a TS 5130 VEGA scanning electron microscope, 

TESCAN (Brno, Czech Republic). Multilayer samples were 

fractured in liquid nitrogen and sputtered with a gold layer. 

The fiber diameters and the thicknesses of the nanofibrous 

layers were determined as mean values of 30 measurements 

in various locations. Single layers of PVA and PUR nanofi-

bers were prepared to determine porosity and surface area. 

Mercury porosimetry measurements were made using an 

Autopore IV 9500 porosimeter (Micromeritics, Norcross, 

GA), and specific surface areas were calculated from nitrogen 

absorption/desorption isotherms recorded on an ASAP 2020 

apparatus (Micromeritics).

Gentamicin release from the nanofibrous mats was 

investigated under laboratory conditions and by in vitro 

bacteriological assay. Laboratory experiments were per-

formed on agar dishes (Caso-Agar, Mercoplate®; Merck 

and Co, Whitehouse Station, NJ) in order to evaluate the 

time course of the drug release from the nanofibrous mats. 

Discs of 8 mm in diameter were cut from the nanofibrous 

mats and placed on agar previously wetted with 0.5 mL of 

distilled water, 1 day before the release experiment. After 

various time periods, the discs were removed, immersed 

into distilled water (1 mL each) and shaken for 2 days to 

rinse out the remaining gentamicin. The concentration of 

gentamicin in solution was quantified by an HPLC-MS 

Liquid Chromatograph Series 1200 with a Triple Quad LC/

MS 6460 tandem mass spectrometer (Agilent Technologies, 

Waldbroon, Germany). The amount of gentamicin released 

into the agar was calculated as the difference between the 

initial and residual amounts of gentamicin in the disc. The 

drug release from each nanofibrous sample was determined 

15 times and the average values given. The HPLC-MS appa-

ratus was also used to evaluate the stability of gentamicin 

during the electrospinning process.

The in vitro antimicrobial properties of electrospun lay-

ers containing gentamicin were evaluated from inhibitory 

zone measurements against the Gram-positive organism 

Staphylococcus aureus (ATCC 6538) and the Gram-negative 

organism Pseudomonas aeruginosa (ATCC 27853). The 

bacterial strains were obtained from the Czech Collection 

of Microorganisms, Brno, Czech Republic. A gelatin pellet 

infused with the bacterial strain was incubated in 9 mL of liq-

uid media (Tryptic Soy Broth, Mecrotube®; Merck and Co) at 

37°C for 24 hours, and then diluted 1000-fold in a phosphate 

buffer. An aliquot of the suspension (0.7 mL) was uniformly 

spread onto an agar plate (Caso-Agar, Mercoplate®; Merck 

and Co) and allowed to dry for several minutes. The nano-

fibrous mats (6-mm diameter discs) were placed on the agar 

plates and incubated at 37°C. The zones of inhibition were 

measured after 1, 2, and 6 days.

The release profiles of the gentamicin from the nanofi-

brous layered mats were evaluated using the inhibition of 

S. aureus after 1, 3, 6, 24, and 48 hours of treatment. Upon 

removal from the agar plate, the nanofibrous discs were 

placed on a new agar plate to further evaluate the inhibitory 

effect from the residual gentamicin in the sample. The plates 

were incubated overnight at 37°C, and the zones of inhibi-

tion were measured from photomicrographs using ImageJ 

software. To eliminate potential variability between the sam-

ples during the manufacturing process, the area of inhibition 
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was calculated as (area of inhibition/area of inhibition after 

48 hours) × 100, as the area of inhibition after 48 hours was 

found to be maximal; also, no residual inhibitory activity 

was detected in the samples after 48 hours of drug release. 

Measurements of the inhibitory zones were repeated four 

times for each nanofiber sample. Antimicrobial susceptibility 

testing discs (Oxoid, Cambridge, UK) containing 10, 30, or 

120 µ of gentamicin were used as standards.

Results and discussion
Preparation and morphological 
characterization of nanofibrous mats
All nanofibrous layers were made using Nanospider™ 

technology. The multilayered nanofibrous mats were pre-

pared in a multi-step process, changing the process param-

eters and evaluating the area weight after each step.

The structures of the prepared nanofibrous mats were 

observed using SEM. The images did not reveal any arti-

facts or heterogeneities, and uniform nanofibrous structures 

were found. From the SEM images, the fiber diameters were 

calculated as the mean value of 30 measurements at various 

locations. The mean fiber diameter obtained for PVA fibers 

was 185 ± 70 nm, while in the case of PUR fibers it was 

420 ± 150 nm. The fiber diameters differed between PVA 

and PUR nanofibers; however, the diameters were similar 

for samples of the same polymer, regardless of the layer 

thickness. This is due to the method of preparation, by which 

the fiber thickness is particularly influenced by the viscosity 

of the solution, the strength of the electrostatic field, and 

the distance between the electrodes; the mat’s thickness is 

driven by the speed of rotation of the collecting electrode and 

the duration of fiber deposition, while the other parameters 

remain unchanged.

The structures of the three-layered nanofibrous PUR/

PVA/PUR mats evaluated by SEM are depicted in Figure 1. 

It can be seen that fracturing the samples in liquid nitrogen 

successfully maintained the inner sandwich structure and 

the original thickness of each layer. On the other hand, 

some secondary changes in the nanofibers, especially local 

melting of the fibers, can be seen. The mean values of the 

layer thicknesses calculated from the SEM measurements are 

given in Table 1. The values obtained showed a proportional 

increase similar to the increasing basis weights. It should be 

mentioned that the actual thickness of the nanofibrous layers 

in the subsequent drug release experiments, as well as in their 

potential in vivo application, will certainly differ from the 

values obtained by SEM in a vacuum/dry state, due to the 

absorption of water under aqueous conditions.

Figure 1 SEM images of multilayer nanofibrous structures in which the middle 
crosslinked PVA layer (0.8 g/m2) containing 10 wt% gentamicin is covered with PUR 
layers of 1.5 (A), 4.4 (B), or 14.7 g/m2 (C) basis weight.
Abbreviations: PUR, polyurethane; PVA, polyvinyl alcohol; SEM, scanning electron 
microscopy.
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Nitrogen adsorption/desorption BET measurements and 

mercury porosimetry were carried out with single PVA and 

PUR layers of the same basis weight as in the sandwich struc-

tures, and the results obtained are summarized in Table 1. 

BET measurements of specific surface areas revealed higher 

values in the case of the PVA fibers (12.8 m2/g) compared to 

the PUR ones (between 7.5 m2/g and 9.1 m2/g), which cor-

responds to the smaller diameter of the PVA fibers. Similar to 

the fiber diameters, comparing PUR layers of various thick-

nesses revealed that the surface areas were not influenced 

by the basis weight.

The porosity of the PVA nanofibers (85.8%) determined 

by mercury porosimetry was higher than the porosity of the 

PUR nanofibrous samples (70.7%–78.9%; see Table 1). The 

porosity of the PUR layers slightly decreased with increas-

ing basis weight, which was caused by the preparation 

procedure in which the fibers were deposited stepwise for a 

certain length of time. With the increasing deposition time 

needed to obtain thicker layers, a certain level of compres-

sion of a whole layer can occur, ie, the formed nanofibrous 

layer is more compact. The total pore volume of such lay-

ers consequently becomes lower. Mercury porosimetry, as 

well as BET measurements, proceeds on single layers, and 

therefore, the obtained values may be slightly different from 

those of real sandwich structures. Nevertheless, the mea-

surements of single layers provided us with more detailed 

information about morphological parameters depending on 

polymer type or layer thickness. An important finding was 

that SEM images of the sandwich structures did not show 

any noticeable difference between the upper and lower PUR 

nanofibrous layers (see Figure 1), so the stepwise deposition 

of subsequent layers did not cause any significant compres-

sion of the lower layers.

Pore size distribution curves (not depicted) obtained from 

mercury porosimetry measurements did not show any pores 

less than tens of nanometers in size, suggesting that there is 

no porosity inside the PUR and PVA fibers and that the whole 

pore volume is given by the inter-fiber space. The relatively 

low values of specific surface areas (see Table 1) obtained 

by BET measurements also correspond to this finding.

No morphological differences were observed between 

samples consisting of crosslinked or noncrosslinked PVA 

layers. It can be noted that the additional crosslinking of the 

PVA layers had no effect on any structural parameters of the 

resulting nanofibrous mats. Also, no statistically significant 

differences in morphological parameters were observed 

between nanofibers prepared with 10 wt% gentamicin and 

without the drug.

Drug release from nanofibrous mats
Gentamicin release experiments were carried out with 

multi-layer nanofibrous mats consisting of a crosslinked or 

noncrosslinked PVA layer of basis weight 0.8 g/m2 loaded 

with 10 wt% gentamicin and outer PUR layers with basis 

weights of 1.5, 4.4, or 14.7 g/m2. The concentration of the 

released gentamicin was assessed using HPLC-MS.

Before starting the gentamicin release experiments, it was 

crucial to prove the stability of the drug during the incor-

poration procedure. MS spectra of fresh gentamicin before 

incorporation were compared with the spectra of gentamicin 

released from sandwich nanofibers consisting of crosslinked 

PVA nanofibers and 14.7 g/m2 PUR covering layers. The 

mass spectra did not show any differences, suggesting that 

the structure of gentamicin remained unchanged.

The antimicrobial effectiveness of gentamicin released 

from crosslinked and noncrosslinked PVA layers as well as 

from PUR/PVA/PUR sandwiches was evaluated from the 

inhibition zones of S. aureus and P. aeruginosa after 1, 2, and 

6 days of culture. Clear inhibitory zones were observed with 

both strains around all of the gentamicin-loaded mats, while 

no inhibition was found around control nanofibers without 

the drug. The inhibitory zones on S. aureus cultures were 

comparable with those of gentamicin standard discs that 

released a similar amount of gentamicin (Figure 2). Smaller 

inhibitory zones were found on P. aeruginosa cultures when 

compared to S. aureus; nevertheless, the inhibitory activity 

of gentamicin against P. aeruginosa was still preserved 

(Figure 2D).

These tests proved that gentamicin survives “hard” elec-

trospinning conditions, such as exposure to phosphoric acid, 

a high electrostatic field, and an elevated temperature during 

PVA crosslinking, in terms of maintaining its structure and 

antibacterial activity.

The gentamicin release experiments were first carried 

out by immersing samples of the nanofibrous mats (pieces 

of ca 0.1 g) in an excess of water (10 mL). Figure 3 shows 

Table 1 Morphological characteristics of the prepared nanofibers

Polymer Basis weight 
(g/m2)a

Layer thickness 
(μm)a

Surface area 
(m2/g)b

Porosity 
(%)b

PVAc 0.8 3.1 ± 0.6 12.8 85.8
PUR 1.5 3.4 ± 1.0 7.5 78.9
PUR 4.4 8.1 ± 1.1 9.1 76.8
PUR 14.7 26.3 ± 3.7 8.5 70.7

Notes: aMeasured on multilayered structures of PUR/PVA/PUR mats; bmeasured on 
single PVA and PUR layers; cthe PVA layer was thermally crosslinked.
Abbreviations: PUR, polyurethane; PVA, polyvinyl alcohol.
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Figure 2 The areas of inhibited growth of Staphylococcus aureus (A–C) and Pseudomonas aeruginosa (D–F) around gentamicin standard discs (A and D), a noncrosslinked 
PVA layer with 10 wt% gentamicin (B and E), and a crosslinked PVA layer with 10 wt% gentamicin (C and F).
Note: Scale: 1 cm.
Abbreviation: PVA, polyvinyl alcohol.

the dependence of the released gentamicin (in percentage) 

on time. It can be seen that the release of almost 90% of the 

total drug amount occurred within 1 hour. An effect of the 

various thicknesses of the covering PUR layers was observed 

only for very short exposure times (10 and 30 minutes). For 

longer exposure times, regardless of the PUR layer thickness, 

the amount of the released drug was similar (90%–100%). 

No significant differences in the release profiles were found 

by comparing samples with a noncrosslinked or crosslinked 

PVA layer.

In the case of all tested samples, the fast release can be 

explained by several factors. During shaking, the flow of a 

liquid medium is greater and it can easily penetrate through 

a nanofibrous structure. The middle drug-loaded layer is 

easily accessible and the release of gentamicin as a water-

soluble drug is thus accelerated. Moreover, the excess water 

and lower gentamicin concentration in solution contribute to 

a steeper concentration gradient, and, consequently, faster 

drug diffusion, respectively.

It is necessary to note that this experimental arrange-

ment does not simulate the actual conditions of drug release 

in potential applications, particularly in wound healing. 

Therefore, it would be desirable to perform the experiments 

in such a way that would more closely approximate real 

drug release into surrounding living tissue. Unfortunately, 

this aspect has often been neglected by other authors, and 

most published reports rely on monitoring drug release into 

a large volume of liquid media. So, in the next step, release 

experiments were carried out by placing the sample discs on 

wet agar plates. The antibacterial assays (discussed below) 

were also done using agar plates. The discs were removed 

from the agar after various time periods, and the residual 

gentamicin was washed out into water and quantified by 

HPLC-MS analysis. The amount of gentamicin released to 

the agar was calculated from the differences between the 

initial and the residual amounts.

In the case of samples with gentamicin incorporated into 

sandwiches with a noncrosslinked PVA layer, the release was 

generally fast regardless of the thickness of the covering PUR 

layer. The faster release was influenced by the degradation 

of the PVA layer and the subsequent easier dissolution of 

the gentamicin.

Significantly different results were obtained from sand-

wich samples with a crosslinked PVA layer. The release 

profiles are depicted in Figure 4. In the case of the thinnest 

covering PUR nanofibrous layers (1.5 g/m2), the entire 

quantity of gentamicin was released within 1 hour of sample 

application onto the agar plate. There was no apparent differ-

ence between the amount of residual gentamicin in nanofibers 

applied to the agar plate for 1 hour and those applied for 

any longer time period. A similar gentamicin release profile 

was observed for crosslinked PVA nanofibers without PUR 
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layers (not depicted). A significant difference was found 

in the case of samples covered by 4.4 g/m2 or 14.7 g/m2 

PUR layers. Sandwiches with 4.4 g/m2 PUR layers retained 

about 10% of the gentamicin after 24 hours of application, 

while those with 14.7 g/m2 PUR layers retained 30% after 

24 hours and still contained about 20% of gentamicin even 

after 48 hours.

In accordance with the results discussed above, the 

antibacterial experiments were carried out only with sand-

wiches based on a crosslinked drug-loaded PVA layer. The 

gentamicin release profiles were evaluated from the area of 

inhibition of S. aureus after various time periods (Figure 5). 

After 1 hour, the largest inhibitory area (85%) was found for 

1.5 g/m2 PUR sandwiches, indicating the largest amount of 

released gentamicin, while the inhibitory zones were smaller 

around the thicker nanofibrous sandwiches with outer PUR 

layers of 4.4 g/m2 (59%) or 14.7 g/m2 (56%) (Figure 5A). 

After 6 hours of treatment, the inhibitory zones achieved 

their maximal size around all samples and did not increase 

further with time.

The residual gentamicin in the samples was evaluated 

by applying the removed discs onto fresh bacterial cultures. 

No inhibition zones were observed around the 1.5 g/m2 PUR 

layered mats, while the inhibition zones confirmed gen-

tamicin retention in the 4.4 g/m2 and 14.7 g/m2 PUR layered 

mats even after 24 hours (Figure 5B). Bacterial inhibition, 
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Figure 4 Release profiles of gentamicin to agar from PUR/PVA/PUR nanofibrous sandwiches with crosslinked PVA layers and PUR layers of 1.5, 4.4, or 14.7 g/m2 basis 
weights, expressed as the percentage of residual gentamicin remaining in the nanofibrous discs.
Abbreviations: PUR, polyurethane; PVA, polyvinyl alcohol.

however, requires a certain limiting inhibitory concentration 

of gentamicin, and drug release is therefore not detectable 

in the more distant areas around the nanofibrous mats where 

the gentamicin concentration is below the level needed to 

exert an inhibitory effect.

It can be concluded that the 1.5 g/m2 PUR layers are too 

thin to influence the release of gentamicin and to prolong its 

retention in the nanofibrous mats. Prolonged drug release was 

found for thicker covering layers of 4.4 g/m2 or 14.7 g/m2 

thicknesses, but even so, more than 70% of the gentamicin 

was released within 24 hours.

The prolongation of the gentamicin release was influ-

enced by two factors: (1) since a covering PUR layer with 

a higher basis weight is thicker, the gentamicin molecules 

must travel a longer distance from the surface of the PVA 

nanofibers to the free volume; and (2) thicker nanofibrous 

mats are more compact with a lower porosity than thinner 

ones (see the column “Porosity” in Table 1). Consequently, 

migrating molecules of the released drug must travel through 

a nanofibrous layer with smaller pores.

Both these factors are apparently involved in prolonging 

drug retention. Gibson et al34 studied water vapor diffusion 

and gas convection through nanofibrous mats and found a 

linear dependence of flow resistance on the thickness of the 

nanofibrous mats.

This dependence was also mentioned by Kim et al32 

in the case of rhodamine and peptide release from multi-

layered PCL/polyethylene oxide/PCL nanofibers into a liquid 

environment. Unlike these authors, we have expressed the 

thickness of the nanofibrous layers in basis weight because, 

according to our experience, thicknesses expressed in 

micrometers can vary significantly due to the compression 

of nanofibrous mats during manipulation or in in vitro/in 

vivo experiments. Thickness expressed in micrometers is 

also dependent on the environment – whether the sample is 

in dry conditions or immersed in water or a saline solution. 

The values obtained by SEM measurements performed under 

vacuum/dry conditions may differ considerably from the real 

thickness of nanofiber mats in water/wet conditions during 

biological experiments or in medical applications. Obviously, 

these changes affect the thickness of nanofibers as well as 

their total porosity and the distribution of the pore sizes, 

particularly the mean and most frequent pore radius. The 

release of the incorporated compound is also significantly 

dependent on the conditions of the experiment – its release 

into a liquid environment is different when compared to its 

release into a solid or heterogeneous environment, such as 

biological tissues in a living organism.

We are aware that a PVA nanofibrous layer with a basis 

weight of 0.8 g/m2 and 10 wt% gentamicin was used to model 

gentamicin release from sandwiches of various thicknesses, 

but that this does not correspond to the actual therapeutic dos-

age of gentamicin commonly used for local application. The 

required therapeutic dose of gentamicin or other drugs can 

be easily obtained by adjusting the thickness (basis weight) 

of the middle drug-loaded layer or by adjusting the drug’s 

concentration in the electrospun mixture. Nevertheless, the 

thickness of the layers needs to be further optimized to control 
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the drug release rate and to maintain the mechanical proper-

ties or other features of multi-layer nanofibrous mats.

In our previous studies,35,36 we demonstrated that nanofi-

bers produced by needleless technology represent a conve-

nient scaffold for cell cultivation and subsequent transfer to 

damaged tissue. The multilayered nanofibers studied in this 

work may offer a promising combination of such inherent 

properties of electrospun nanofibers with controlled drug 

release for developing suitable scaffolds for wound dressing 

applications. Moreover, the use of Nanospider™ technology 

represents a relatively simple and easily controllable way 

to fabricate such nanofibrous scaffolds in mass production, 

which is advantageous when compared to other methods.

Conclusion
In the present study, needleless electrospinning technology 

was successfully used for the preparation of PUR/PVA/PUR 

multi-layer nanofibrous mats with gentamicin incorporated 

into the middle PVA layer. This method enables effective 

large-scale production of nanofibrous sandwiches for vari-

ous medical applications. Morphological characterization of 

the sandwiches revealed highly homogeneous nanofibrous 

structures with tight connection between the individual 

nanofiber layers. HPLC/MS analysis, as well as inhibition of 

bacterial growth, proved the stability of the gentamicin after 

its incorporation into the nanofibers during electrospinning. 

Increasing the thickness of the covering layers prolonged 

Figure 5 (A) Area of inhibition (% of the maximal inhibition area after 48 hours) of Staphylococcus aureus agar cultures around nanofibrous samples during gentamicin release. 
(B) Inhibitory zones from the residual gentamicin in the nanofibrous samples after various intervals of gentamicin release.

0

20

40

60

80

100

120

140

1 2 3 4 5

Treatment time (h)

A
re

a 
 o

f 
in

h
ib

it
io

n
 (

%
) 

PUR 1.5

PUR 4.4

PUR 14.7

A

0.0

0.2

0.4

0.6

0.8

1.0

1.2

1.4

1.6

1 2 3 4 5

Prior treatment (h)

A
re

a 
 o

f 
in

h
ib

it
io

n
 (

cm
2 )

 

PUR  1.5

PUR  4.4

PUR  14.7

B

submit your manuscript | www.dovepress.com

Dovepress 

Dovepress

5323

Multi-layered nanofibers for controlled drug release

www.dovepress.com
www.dovepress.com
www.dovepress.com


International Journal of Nanomedicine 2012:7

gentamicin retention. Nanofibrous multi-layer drug carriers 

seem to be promising materials for use in various medical 

applications.
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