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Abstract 

Objective: Low-intensity laser therapy (LILT) is defined to supply direct biosti-

mulative light energy to the cells. While several studies have demonstrated that 

LILT has stimulating effects on bone cells and can accelerate the repair process of 

the bone, others reported delayed fracture healing or no effects after LILT. The 

aim of this article was to review the studies evaluating the biomodulation effects 

of LILT on bone-derived stem cells. 

 Materials and Methods: To access relevant articles, searching in three electron-

ic databases including PubMed, Google Scholar and Science Direct was con-

ducted until April 2012. The key words used were low-level laser, low-intensity 

laser, low-power laser therapy, stem cell, bone marrow stem cell, bone and os-

teoblast. The articles that met the eligibility criteria were included in this review 

of literature.  

Results: Twenty-five relevant articles (13 in vitro and 12 animal studies) were in-

cluded. Eleven in vitro studies showed positive results with regard to acceleration 

of cell proliferation and differentiation. All animal studies showed improved bone 

healing in sites irradiated with low-intensity laser.   

Conclusion: Based on the results of the reviewed articles, low intensity laser 

therapy can accelerate bone healing in extraction sites, bone fracture defects and 

distraction osteogenesis, provided proper parameters were applied. 

Key Words: Stem Cells; Osteoblast; Low-Level Laser Therapy; Laser Photothe-

rapy; Laser Biostimulation; stem cells; Bone Marrow Cell 
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INTRODUCTION 

The principle of using low-intensity laser ther-

apy (LILT) is to supply direct biostimulative 

light energy to body cells. Absorbed laser 

energy causes stimulation of molecules and 

atoms of cells. Using low-intensity laser radia-

tion on the tissues does not cause rapid and 

significant increase in tissue temperature.  
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On the other hand, it has biochemical stimula-

tion effects on cells, which creates multiple 

biological changes. These types of radiation 

affect the photoreceptor of cells and by stimu-

lating the electron transport chain, modulate 

the cellular action [1].  

Various biostimulatory effects of LILT have 

been reported on wound healing and collagen 

synthesis via in vitro and in vivo studies [1-2]. 

With respect to the bone, LILT has been 

shown to modulate inflammation, accelerate 

cell proliferation [3] and enhance healing [3-

5]. 

While several studies [1, 6-10] have demon-

strated that LILT has stimulating effects on 

stem cells of the bone and accelerates the re-

pair process of the bone, others reported de-

layed fracture healing or no effects after low-

intensity laser irradiation [11-12]. This study 

was designed to review articles concerning 

application of low-intensity laser on bone tis-

sue cells. 

 

MATERIALS AND METHODS  

Search strategy:  

To access relevant articles, searching in three 

electronic databases including PubMed, 

Google Scholar and Science Direct was con-

ducted and 25 articles were found till April 

2012. The key words used in this search were: 

(low-level laser OR low-intensity laser OR 

low-power laser therapy OR laser photothera-

py OR laser therapy) AND (osteoblast OR 

stem cell OR bone-marrow stem cell OR bone) 

(Table 1).  

After excluding duplicates, the remaining pub-

lications were retrieved. Of the 45791 publica-

tions, which were collected by the literature 

search through keyword association, 45722 

were excluded due to having an irrelevant title 

or content to laser therapy and bone healing. 

Then, the reference lists of the remaining ar-

ticles were checked to find any other studies 

relevant to the topic.  

Finally, 25 articles met the eligibility criteria 

and were included in our review.  

Eligibility Criteria: 

The selection criteria were the following: 1) 

original articles, 2) use of statistical methods; 

3) intervention (the influence of low-intensity 

laser therapy on the bone healing process). 

Applications of various lasers were accepted. 

The bone healing process was characterized by 

proliferation and/or differentiation of human 

or animal bone marrow stem cells /osteoblasts, 

formation of bone matrix and/or trabecular os-

teoid tissue and/or bone and maximum load 

bearing.    

  

RESULT 

In vitro studies: 

A detailed description of the methods (laser 

parameters) and results of relevant studies are 

presented in Table 2. A brief report of the stu-

dies is presented in Table 2.  

The first in vitro study in the field of LILT on 

bone cells was published in 1998. Ozawa et al. 

showed that low-energy laser irradiation 

caused bone nodule formation in rats. In that 

study, osteoblast-like cells of the rat were irra-

diated with a diode laser. The authors sug-

gested that laser irradiation may stimulate cel-

lular proliferation and differentiation and this 

stimulation may only be exhibited in immature 

cells [13].  

In 2000, Dӧrtbudak et al. investigated the ef-

fect of diode laser irradiation on osteoblasts 

derived from mesenchymal cells. They showed 

that irradiation with a pulsed diode soft laser 

has a biostimulating effect on osteoblasts [7].  

In 2001, Coombe et al. investigated the effects 

of low-intensity laser irradiation on osteoblas-

tic cells. Laser irradiation did not affect human 

osteosarcoma cell viability, proliferation or 

activation.  

However, low-intensity laser irradiation at the 

energy level of 2 J resulted in a heat shock re-

sponse. The authors concluded that low inten-

sity laser irradiation was unable to stimulate 

the osteosarcoma cells utilized at a gross cell 

population level. The heat shock response and 

increased intracellular calcium demonstrated 
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that the cells are affected by low-power laser 

[14]. Guzzardella et al. in 2002 evaluated the 

effects of laser on bone defect healing. Expe-

rimental defects of rat’s femora were cultured 

and then irradiated with diode laser.  

The amount of ALP/total protein and nitric 

oxide was significantly higher in the laser 

group. The results showed that LILT stimula-

tion could accelerate bone healing [15].  

In 2005, Khadra et al. investigated the effect of 

LILT on the attachment, proliferation and dif-

ferentiation of human osteoblast-like cells. La-

ser was irradiated on cultured human mandibu-

lar bone cells. LILT significantly enhanced 

cellular attachment and proliferation. Cells 

which were radiated by energy density of 

3J/cm
2
 showed more osteocalcin synthesis and 

transforming growth factor-b1 (TGF-b1) pro-

duction.  

However, ALP activity did not differ signifi-

cantly among the lased and control groups. 

These results showed that LILT could mod-

ulate the activity of these cells [16].  

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

In 2005, Gottlib et al. evaluated the conse-

quent phenotype modulation and development 

of mesenchymal stem cells (MSCs) towards 

ossified tissue in a combined 3D bioma-

trix/LILT system and compared it with a con-

trol group. In that study He-Ne laser was ap-

plied. The authors concluded that this system 

biostimulates the proliferation and differentia-

tion of MSCs into osteoblasts at early stages of 

culture and subsequently enhances ex-vivo 

ossification [17].  

In 2006, Arisu et al. investigated the effects of 

Nd:YAG laser irradiation on osteoblast cell 

cultures. The following results were obtained 

from this study:  

1) Nd:YAG laser irradiation (20 mJ, 10 Hz, 

10s) had a stimulatory effect on the cell viabil-

ity and proliferation of human osteoblast-like 

cell culture. 

2) Increase in pulse energy, pulse repetition 

rate and power output has an inhibitory effect 

on the cell viability and proliferation of human 

osteoblast-like cell culture. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Table 1. Key words Used in Search Strategy 

 

 Number of 

Publications 

Number of 

Included Articles 

Low-level laser AND bone-marrow stem cell 14 5 

Low-level laser AND osteoblast 573 12 

Low-level laser AND bone 3680 21 

Low-intensity laser AND bone-marrow stem cell 3 - 

Low-intensity laser AND osteoblast 297 8 

Low-intensity laser AND bone 1457 11 

Low-power laser AND bone-marrow stem cell 5 1 

Low-power laser AND osteoblast 451 4 

Low-power laser AND bone 2453 19 

Laser phototherapy AND bone marrow stem cell 3 - 

Laser phototherapy AND osteoblast 97 4 

Laser phototherapy AND bone 495 11 

Laser therapy AND bone marrow stem cell 159 12 

Laser therapy AND osteoblast 1685 21 

Laser therapy AND bone 36459 22 
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3) The lowest parameters should be chosen if 

the pulse energy and power output were ap-

propriate for the suggested therapy [18].  

In 2008, Stein et al. evaluated the effects of 

low-level laser therapy on growth and diffe-

rentiation of human osteoblast-like cells. The 

results of this study indicated that diode laser 

has a biostimulatory effect on human osteob-

last-like cells during the first 72 h after irradia-

tion. The expression of osteopontin and colla-

gen type I mRNA slightly decreased with time 

in controls and cells irradiated with 1 J/cm², 

but their expression was increased by treat-

ment with 2 J/cm² after 72 h [19]. 

In 2008, Hou et al. investigated the effects of 

low-intensity laser irradiation on bone marrow 

mesenchymal stem cells (BMSCs). LILT sig-

nificantly stimulated BMSCs proliferation. 

Noteworthily, an energy density of 0.5 J/cm
2
 

was found to be optimal in this regard. On the 

other hand, laser irradiation at an energy densi-

ty of 5 J/cm
2
 significantly stimulated prolifera-

tion, increased growth factor secretion and fa-

cilitated the myogenic differentiation of 

BMSCs. The authors concluded that LILT 

might provide a novel approach for the pre-

conditioning of BMSCs prior to transplanta-

tion [20]. 

In 2009, Gerbettaz et al. evaluated the effects 

of LILT on proliferation and differentiation of 

murine bone marrow cells. Diode laser expo-

sure was administered three times a week on 

murine bone marrow cells containing osteob-

last progenitors. Laser-irradiated and non-

irradiated groups were similar with regard to 

proliferation of bone marrow mesenchymal 

stem cell, and its differentiation into osteob-

lasts. They concluded that 808 nm wavelength 

infrared LILT does not alter murine bone pro-

genitor cell proliferation and differentiation 

[21].  

In 2010, Petri et al. investigated the effects of 

LILT on human osteoblastic cells grown on 

titanium. The results of this study showed that 

LILT affected cell responses in a complex 

way. The authors suggested that LILT might 

have possible benefits on implant osseointe-

gration despite a transient deleterious effect 

immediately after laser irradiation [22].  

In 2012, Soleimani et al. evaluated the effects 

of low-level laser irradiation on proliferation 

and differentiation of human BMSCs into os-

teoblasts. BMSCs were cultured and diode la-

ser was applied at energy densities of 2 or 4 

J/cm² for BMSCs being induced to osteoblasts. 

At both energy densities, LILT significantly 

promoted BMSCs proliferation in comparison 

to the control group.  

Significant increase of ALP activity in irra-

diated cells indicated that BMSCs differen-

tiated to osteoblast. It was concluded that us-

ing LILT with the mentioned parameters (Ta-

ble 2) enhances BMSCs proliferation and dif-

ferentiation into osteoblasts [23]. 

In 2012, Saygun et al. evaluated the effects of 

LILT on the release of basic fibroblast growth 

factor (bFGF), insulin- like growth factor-I 

(IGF-I) and the receptor of IGF-I (IGFBP3) 

from osteoblasts.  

The authors concluded that LILT increases the 

proliferation of osteoblast cells and stimulates 

the release of bFGF, IGF-I and IGFBP3 from 

these cells [24]. 

Animal studies: 

A detailed description of the methods (laser 

parameters) and results of relevant studies are 

presented in Table 3. A brief report of the stu-

dies is presented in Table 3.  

In 1988, Takeda et al. evaluated effects of low-

energy laser on extraction socket healing. The 

extraction wounds in the experimental group 

of rats were irradiated with diode laser 5 min 

once a day.  

Histopathological examination showed that 

proliferation of fibroblasts and formation of 

trabecular osteoid tissue was more prominent 

in the irradiated group [25]. 

In 1998, Luger et al. evaluated the effect of 

low-power laser irradiation on the mechanical 

properties of tibia fracture healing in rats. Four 

weeks after LILLT, the tibia was removed and 

tested at tension up to failure.  
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Table2. In Vitro Studies on Low-Intensity Laser Therapy and Bone-Derived Cells 

 
Author and Year Target Cells 

Type and Characte-

ristics of laser 
Results 

1 Ozawa 1998 (13) 
Osteoblast-like 

cells 

diode, λ=830 nm 

P= 500 mW 

D= 3.82 J/cm2 

Higher cellular proliferation, ALP 

activity, and osteocalcin gene ex-

pression in irradiated cells 

2 Dӧrtbudak 2000 (7) 
Osteoblasts derived 

mesenchymal cells 

Pulsed diode, λ=690nm 

P= 21 mW 

D=1.6 J/cm² 

More bone deposits in lased cul-

tures 

3 Coombe 2001(14) Osteosarcoma cells 

Diode, λ =830 nm 

P= 90 mW 

energy = 0.3-4 J 

Cellular proliferation and differen-

tiation were similar in lased and 

unlased groups 

4 
Guzzardella 2002 

(15) 
Rat’s femora 

λ=780nm 

D=300 J/cm2 

Higher Alkaline phosphatase/Total 

protein and higher nitric oxide in 

lased group 

5 Khadra 2005 (16) 
Osteoblast-like 

cells 

diode, λ=830 nm 

D= 1.5 or 3 J/cm² 

Enhanced cellular attachment and 

proliferation in lased group 

6 Gottlib 2005 (17) 
Mesenchymal bone 

marrow stem cells 

HeNe (λ=632.8 nm) 

P=10 mW 

T=10 min per day 

Enhanced tissue formation in lased 

group 

7 Arisu 2006 (18) osteoblast-like cells 

Nd:YAG (λ=1,064nm) 

T=10s 

pulse energy=20–120 mJ 

PRR=10– 30 Hz 

P=0.2–3.6 W 

Stimulatory effect of 20 mJ, 10 Hz, 

10 s Nd:YAG laser on cell viability 

and proliferation. 

-Increase in the pulse energy, pulse 

repetition rate, and power output 

had an inhibitory effect on the cell 

viability and proliferation of human 

osteoblast-like cell culture. 

8 Stein 2008 (19) 
Osteoblast-like 

cells 

Diode, λ=670nm 

P=400 mW 

D= 1-2 J/cm² 

T=30s 

ALP activity and the expression of 

osteopontin and collagen type I 

mRNA were enhanced in cells irra-

diated with 1 J/cm2. laser dose of 2 

J/cm² reduced cell viability. 

9 Hou 2008 (20) 

Bone marrow me-

senchymal stem 

cells 

Diode, λ=635nm 

P= 60mW 

D=0.5-5 J/cm2 

LILT significantly stimulated bone 

marrow stem cells proliferation 

10 Gerbettaz 2009 (21) 

Bone marrow cells 

contained osteob-

lasts and osteoclasts 

Diode, λ= 808 nm 

P= 520 mW 

D= 4 J/cm2 

Cellular proliferation and differen-

tiation were similar in lased and 

unlased groups 

11 Petri 2010 (22) 

Human osteoblastic 

cells grown on 

titanium 

diode, λ=780 nm 

P= 70 mW 

D=3 J/cm2 

modulating cell responses and sti-

mulating osteoblastic differentiation 

12 Soleimani 2012 (23) 

Bone marrow-

derived mesen-

chymal stem cells 

Diode, λ =810 nm, 

D= 2 and 4 J/cm² 

enhanced BMSCs proliferation and 

differentiation into osteoblast in 

lased group 

13 Saygun 2012(24) 

Osteoblast-derived 

human mesen-

chymal stem cells 

Diode, λ=685nm 

P=25 mW 

D= 2 J/cm² 

T=140s 

LILT increased the proliferation of 

osteoblast cells and stimulated the 

release of bFGF, IGF-I, and 

LGFBP3 from these cells 

λ: Wavelength; P: Power; Density: Energy Density; T: time of irradiation; PRR: Pulse Repetition Rate; nm: nanometer; 

mW: milliWatt; J/cm²: Joule/square centimeter; s: seconds; Hz: Hertz; mJ: milli-joule 
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The maximal load at failure and the structural 

stiffness of the tibia were significantly in-

creased in the lased group; whereas, the exten-

sion maximal load was reduced [26]. In 2003, 

Nicolau et al. investigated the effect of low-

power diode laser on the bone structure and 

cells. The femurs of 48 rats were perforated 

and irradiated with a diode laser. The results 

showed that LILT increases the activity of 

bone cells (resorption and formation) around 

the site of the repair without changing the bone 

structure [27]. In 2003, Freitas et al. investi-

gated the influence of He-Ne laser irradiation 

on the repair of surgically created damage in 

the tibia of rats. The results of this study 

showed that low-level laser therapy stimulated 

the growth of the trabecular area and the si-

multaneous invasion of osteoclasts and accele-

rated the organization of matrix tibiae [8].  

In 2004, Khadra et al. evaluated the effect of 

LILT with a diode laser on bone healing 

around titanium implants installed in rabbits. 

LILT resulted in a more tensile attachment of 

the bone to implants. In addition, the irradiated 

group had more bone-to-implant contact and 

more weight percentages of calcium and phos-

phorus [5]. In 2004, Khadra et al. evaluated 

the enhancement of bone formation in rat cal-

varial bone defects by low-level laser therapy. 

Diode laser was applied immediately after sur-

gery and then daily for 6 consecutive days on 

osseous defects on the parietal bone of rats. 

The tissue samples from the experimental an-

imals contained significantly more calcium, 

phosphorus and protein than the controls. His-

tological analyses disclosed more pronounced 

angiogenesis and connective tissue formation 

and more advanced bone formation in the ex-

perimental group than in the controls [28].  

In 2006, Nissan et al. investigated the effect of 

LILT on surgically created bony defects in 

rats. Diode laser was applied after surgically 

created bony cavities on both sides of the 

mandible of rats. Investigations in the newly 

formed callus showed that low power density 

(4 mW/cm²) significantly increased radiocal-

cium accumulation, but high power density 

(22.4 mW/cm²) was not effective in this re-

gard. On the other hand, no changes were 

noted in the activity of ALP with the laser 

treatment. It was concluded that laser therapy 

with low power density is effective on the 

bone healing process in experimentally created 

osseous cavities [29].  

Weber et al. used LILT in conjunction with 

autogenous bone graft and barrier membrane 

for the treatment of intrabony defects. It was 

found out that the quantity and quality of bone 

remodeling was more evident in irradiated an-

imals than in nonirradiated animals [30]. In 

2007, Pretel et al. investigated the effect of 

LILT on bone repair by a histological study in 

the mandible of rats. LILT resulted in a shorter 

period of the initial inflammatory phase of 

healing and earlier formation of new bone ma-

trix. However, there were no significant differ-

ences between the groups at 60 days [31]. In 

2007, Miloro et al. investigated the effect of 

LILT on mandibular distraction osteogenesis 

in rabbits. Histologically, the area of new bone 

trabeculation and ossification was more ad-

vanced for the lased group. The complete for-

mation of the inferior border of mandible oc-

curred sooner in the laser group than in the 

controls [32]. In 2008, Ribeiro et al. evaluated 

the effects of LILT on bone repair in rats 

treated with anti-inflammatory drugs. Results 

suggested that low-level laser therapy is able 

to improve bone repair in the tibia of rats be-

cause of an up-regulation for cyclooxygenase-

2 expression in bone cells [33]. In 2009, 

Kreisner et al. evaluated the histological effect 

of low-level laser on distraction osteogenesis 

in rabbit mandibles. The percentage of newly 

formed bone was greater in the LILT group 

than in the control group [34]. 

 

DISCUSSION 

Since there is a wide variation in the method 

of studies evaluating the efficacy of LILT on 

bone healing, it is difficult to compare the re-

sults.  

243 



Ebrahimi  et. al                                                        The Influence of Low-Intensity LaserTherapy on Bone Healing 

2012; Vol. 9,  No. 4 7 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Table 3. In Vivo Studies Regarding Effects of LILT on Bone Structure 

 

 First Author 

(year) 
Animal Methods 

Type and  

Characters of laser 
Results 

1 Takeda 1988 (25) Rat 
Irradiation of ex-

traction wounds 

λ =904 nm 

PD= 25 mW/cm2 

D= 20 J/cm2 

More formation of trabecu-

lar osteoid tissue in lased 

group 

2 Luger 1998 (26) Rat 

Tibial bone fracture 

was treated with 

LILT and tested at 

tension up to fail-

ure 

HeNe laser (632.8 nm) 

P=35 mW 

D=892 J/cm2 

Higher maximal load at 

failure in the irradiated 

group 

3 Khadra 2004 (5) Rabbit 

Irradiation of bone 

around titanium 

implants 

λ=830nm 

P=75 mW 

D=23 J/cm2 

More bone-to-implant con-

tact in radiated groups 

4 Nicolau 2003 (27) Rat 
Irradiation of per-

forated rat  femor 

λ=660 nm 

D=10 J/cm2 

Higher bone cell activity in 

irradiated group 

5 Freitas2003 (8) Rat 

Irradiation of sur-

gically produced 

tibia damage 

λ=633nm 

T= 0.5-15 min 

E= 0.03- 0.9 J 

Increased neoformed trabe-

culae in tibiae irradiated 

with 0.3 and 0.9J 

6 Khadra 2004 (28) Rat 
Irradiation of cal-

varial bone defects 

λ=830nm 

P=75 mW 

D=23 J/cm2 

More soft tissue and bone 

formation in irradiated 

group 

7 Nissan 2006 (29) Rat 

Irradiation of sur-

gically creating 

bony cavities on 

both sides of the 

mandible 

λ=904 nm 

PD=4 and 22.4 

mW/cm2 

T=3min 

4 mW cm²־ power density 

increased radiocalcium 

accumulation. 22.4 mW 

cm²־ had no effect. 

8 Weber 2006(30) Rat 

LILT associated 

with autologous 

bone graft in bone 

defects 

λ =830 nm 

λ =780 nm 

P= 50 Mw 

D= 10 J/cm2 

 

Use of LLLT resulted in a 

positive effect on the heal-

ing of bone defects asso-

ciated with autologous bone 

grafts. 

9 Pretel 2007 (31) Rat 
Irradiation of 

mandible defects 

λ =780 nm 

D=178 J/cm² 

E=1.4 J 

T=40 s 

Promoting rapid new bone 

matrix formation at 15 and 

45 days in lased group. 

10 Miloro 2007 (32) Rabbit 

Placement of unidi-

rectional distraction 

devices 

λ =820 nm 

P= 400 mW 

Energy= 6.0 J 

New bone trabeculation and 

ossification was more ad-

vanced for the lased group. 

11 Ribeiro 2008 (33) Rat 

Irradiation of sur-

gical bone defects 

in tibia 

λ= 735 

PD= 30 W/ cm2 

D=16 J/cm2 

T= 1 min. 

LILT was able to improve 

bone repair in the tibia of 

rats. 

12 Kreisner 2010 (34) Rabbit 

Applying distrac-

tion osteogenesis in 

mandible 

λ=830 nm 

D= 10 J/cm2 

P=40mW 

Newly formed bone was 

greater in the lased group 

λ: Wavelength; P: Power; Density: E: Energy; Energy Density; PD: Power Density; T: time of irradiation; PRR: Pulse 

Repetition Rate; nm: nanometer; mW: milliWatt; J/cm²: Joule/square centimeter; W/cm2: Watt/ square centimeter; s: 

second; min: minute; Hz: Hertz; mJ: milli-joule 
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Most in vitro studies showed that LILT was 

effective in the proliferation of bone marrow 

stem cells, osteoblasts and osteoclasts. Lasers 

used in studies with positive results were diode 

(635nm, 685nm, 810nm, 830nm) and Nd:YAG 

laser [13, 16, 18, 20, 24]. On the other hand, 

Gerbettaz et al. showed no changes in the pro-

liferation of osteoblasts and osteoclasts. The 

parameters of the laser (808 nm) used in that 

study was a power of 520 mW and an energy 

density of 4 J/cm
2
,
 
repeated three times a week 

[21]. The authors suggested using a power me-

ter as a crucial element in the studies to set-up 

the different parameters of LILT protocols, 

since the energy density of ‘‘therapeutic win-

dow’’ seems very narrow. LILT in human os-

teosarcoma cell culture did not result in more 

cellular proliferation [14]. It was reported that 

LILT may be ineffective when applied to fresh 

wounds. In these conditions, cellular prolifera-

tion is active and the regeneration of tissue oc-

curs at a normal rate; thus, additional applica-

tion of laser may not provide further benefits. 

However, trophic ulcers and indolent wounds 

are accompanied with low oxygen concentra-

tion and insufficient nutrients that prevent cel-

lular proliferation. In these situations, applica-

tion of LILT serves as a signal to increase the 

proliferation of the cell. In a culture of tumor 

cells like the study of Coombe et al. [14], all 

cells were at their most ability of proliferation 

in a way that LILT had a few or no effect on 

proliferation or activation of these cells. It is 

important to emphasize that variations in phys-

ical parameters may be another reason for the 

different results among studies.  

Some studies focus on osteoblastic differentia-

tion using LILT. The results of three studies 

showed that LILT was effective in the stimula-

tion of differentiation of osteoblasts [22-24]. 

However, two other studies reported that low-

power laser was not effective in the differen-

tiation of cells to osteoblasts [14, 21].  

The results of in vitro studies showed that in 

both wavelengths of 670 nm and 830 nm, 

LILT resulted in a higher ALP activity and the 

expression of osteocalcin, osteopontin and col-

lagen type I genes when irradiated to osteob-

lasts [13, 19]. It was noted that higher energy 

density (2 J/cm
2
) had no effect on cellular ac-

tivity [21].  

There were a number of animal studies eva-

luating LILT on bone healing. The results of 

these studies showed that low-level laser acce-

lerated the process of regeneration in extrac-

tion sites [25], bone fracture defects (26), ex-

perimentally induced bone defects [15, 27-29, 

31] and distraction osteogenesis [32, 34]. Las-

ers used in these studies included He-Ne and 

diode (range of wavelength: 633 to 904 nm). 

Mechanism of Action: 

The exact mechanism of action of LILT in 

biomodulation of bone healing is not known. 

However, previous studies have proposed 

number mechanisms. The results of an animal 

study in rabbits showed an increased mechani-

cal strength of the interface between the im-

plants and bone by LILT. The mechanism of 

action was attributed to an increased metabolic 

speed and consequently a more rapid healing 

process [5].  

Another animal study in rats showed more 

bone matrix organization in sites irradiated 

with low-intensity laser. It was assumed that 

LILT could stimulate the collagen fibers to 

arrange in a lamellar structure [27]. Another 

study showed that LILT could stimulate the 

mineralization in the process of new bone 

formation in surgically created bony defects 

[29]. On the other hand, it was stated that the 

biostimulating effect of LILT on bone remode-

ling in surgically induced bony defects might 

be due to stimulating the modulation of the 

initial inflammatory response [31]. A study in 

rabbits showed that the efficacy of LILT in 

accelerating the process of distraction osteo-

genesis was related to its effect on bone turno-

ver and consolidation [32]. Another study in 

the tibia of rats stated that the improvement of 

bone repair by LILT was due to its role in up-

regulation of cyclooxygenase-2 expression in 

bone cells [33].  
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This study is subjected to some limitations; the 

hand search was not conducted in this review. 

Therefore, possible un-published or un-

indexed studies were not included.  

 

CONCLUSION  

Based on the results of reviewed articles, low 

intensity laser therapy can accelerate bone 

healing in extraction sites, bone fracture de-

fects and distraction osteogenesis in animal 

models. The mechanism of action might be 

through stimulation of cellular proliferation 

and differentiation and acceleration of the 

healing process. In spite of promising results 

obtained from in vitro and animal studies, no 

human studies were found with regard to the 

effectiveness of LILT in bone healing. There-

fore, further clinical studies are suggested to 

evaluate the efficacy of LILT in bone healing. 

Improving the senior dental students’ attitudes 

towards preventive dentistry is a challenge for 

dental education in Iran. In order to create 

more positive attitudes for future dental pro-

fessionals, there should be an early and suffi-

cient exposure to preventive aspects of den-

tistry in the dental curricula. 
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