
Roy Glauber (Nobel, 2005): 
“A photon is what a photodetector detects.” 
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•  Increasing 
number of 
confining 
dimensions leads 
to fully quantized 
density of states 

Quantum Dots 



Self-Assembled Quantum Dots 

Advantages for single-
photon source: 
– Confined electron & hole levels 
– Large oscillator strength 
– Long-term stability 

–  High radiative efficiency 
–  Narrow emission bandwidth 
–  Possibility of incorporation 

into devices 

“Semiconductor q. light sources”, A. Shields Nat. Phot. 2007 



Single-Dot Spectroscopy 

•  Dots isolated by 
etching microscopic 
mesas 

•  Electron-hole pairs 
excited in GaAs by 
laser pulse 

•  Carriers trapped in 
dots and relax to the 
ground state, where 
they recombine 
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Typical emission spectrum 

“Semiconductor q. light sources”, A. Shields Nat. Phot. 2007 



Carrier Complexes 
•  Ground-state emission 

shows several narrow 
peaks 

•  Coulomb interaction 
among carriers:  excitons 
(X), biexcitons (2X), 
charged excitons, etc. 
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•  Emission from 
the exciton 
recombination 
comes after 
emission from 
the biexciton 
recomb. 



Cascaded Emission 

•  Emission from 
the exciton is 
not seen before 
emission from 
the biexciton 

C. Santori, G. S. Solomon,  
M. Pelton, and Y. Yamamoto, 
Phys. Rev. B 65, 075406 (2002). 



Single-Photon Generation 

•  Excite with pulsed 
laser (eventually 
electrically…) 

•  For each pulse, 
the last photon 
will be emitted at 
a unique 
frequency 

•  Spectral filtering 
isolates regulated 
single photons 
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C. Santori, M. Pelton, G. S. Solomon, 
Y. Dale, and Y. Yamamoto,  
Phys. Rev. Lett. 86 (8), 1502 (2001). 



Modified Spontaneous Emission 
•  Most photons are radiated into the substrate:  

Efficiency ~ 10-3 

•  Linear elements can only redirect emission 
•  Changing density of available electromagnetic 

modes can change the rate of emission into  
useful directions   

•  Done using microscopic optical cavity:  enhanced 
emission into resonant cavity modes 

G. S. Solomon, M. Pelton, and Y. Yamamoto,  
Phys. Rev. Lett. 86 (17), 3903 (2001). 
 
M. Pelton, J. Vučković, G. S. Solomon, A. 
Scherer, and Y. Yamamoto,  
IEEE J. Quantum Electron. 38 (2), 170 (2002). 
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•  Planar microcavities 
grown by MBE 
–  Stacks of alternating 

quarter-wavelength 
thick AlAs / GaAs 
layers 

–  Separated by 
wavelength-thick 
GaAs layer 

•  Etched post acts as 
a waveguide 

•  Light confined in 
three dimensions 
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Various cavity-enhancement schemes 



Experimental Setup 



Poissonian Light 

•  Scattered 
laser light:  
all peak 
areas equal 
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Antibunching 

•  Scattered 
laser light:  
all peak 
areas equal 

•  Light from 
dot:  central 
peak area is 
small 



Antibunching 

•  Fit uses 
measured 
quantum-
dot lifetime 
and 
instrument 
response 
time 

 



Efficiency 
•  Efficiency 

saturates as 
pump power 
increases: 
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ηmax = 37 ± 1% 

M. Pelton, et al., Phys. Rev. 
Lett. 89, 233602 (2002).  

•  Note: This is the efficiency to emit a photon, 
not for the photon to leave the cavity, nor to be 
collected into a single-mode fiber! 

Question: why can’t we just work at high pump power? 



Antibunching 

•  Multi-photon 
probability 
increases 
with pump 
power 

•  Possibly due 
to excitation 
of other 
states 

 



Problems… 
•  ~5K L 
•  Outcoupling low, but improving (>70% with quantum 

dot in photonic nanowire) 
•  λnon-ideal, and changes from dot to dot 

–  now temperature and voltage-bias tuning... 



Achieved g(2)    
 = 0.04 

NOTE: 630,000/80x106 = 0.8% L 



  





More Problems… 
•  Off-resonant excitation typically causes   

–  reduced purity (other carriers are recaptured, g(2) é) 
–  reduced indistinguishability (from non-resonant 

inhomogeneous broadening of excited state) 
–  uncontrollable time-jitter (from non-radiative relaxation from 

high-levels to emitting state) 

•  Resonant excitation 
–  high purity & indistinguishability J 
–  finite power needed to drive transition (“pi-pulse”) J 
–  need to block pump light L 
–  planar cavities typically have poor extraction efficiency L 

•  Electrical excitation: “single-photon LED” 
–  background emission from non-dot layers à poorer g(2)s 

 





Achieved Q ~6100 à Fpurcell = 6.3(4) 

 à decay reduced from 590ps to 84 ps 



Rabi oscillation (resonance fluorescence)  
à peak excitation for 24 nW laser power 

Measured g(2) as low as 0.005 

Actual efficiency = 3.7x106/81MHz 

= 4.6%  (~15% if we divide out ηdetector) 

Note: They used a polarization filter to 
block the pump (~107 extinction) à 

 automatic 50% loss 


